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Key Highlights 

1) A new flow-based method quantifies sub-resolution porosity in carbonates. 
2) Good agreement between porosity from image analysis and Helium measurement. 
3) Connectivity is provided and distribution of sub-resolution porosity is evaluated. 

 

Abstract 

Characterisation of the pore space in carbonate reservoirs and aquifers is of utmost importance in 

a number of applications such as enhanced oil recovery, geological carbon storage and 

contaminant transport. We present a new experimental methodology that uses high-salinity 

contrast brine and differential imaging acquired by X-ray tomography to non-invasively obtain 

three-dimensional spatially resolved information on porosity and connectivity of two rock samples, 

Portland and Estaillades limestones, including sub-resolution micro-porosity. We demonstrate that 

by injecting 30 wt% KI brine solution, a sufficiently high phase contrast can be achieved allowing 

accurate three-phase segmentation based on differential imaging. This results in spatially resolved 

maps of the solid grain phase, sub-resolution micro-pores within the grains, and macro-pores. The 

total porosity values from the three-phase segmentation for two carbonate rock samples are 

shown to be in good agreement with Helium porosity measurements. Furthermore, our flow-

based method allows for an accurate estimate of pore connectivity and a distribution of porosity 

within the sub-resolution pores. 
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1. Introduction 

Carbonate rocks are important geological porous media which are associated with many 

applications including hydrocarbon recovery [1], carbon storage [2] and contaminant transport [3]. 

Estimates show that carbonate reservoirs hold more than half of the world’s hydrocarbon reserves 

[4]. They are known to have a very complex pore space whose structure and connectivity, 

dependent on the processes studied, have a significant impact on single and multiphase flow, and 

transport and reactive properties [5-10]. Therefore, the main goal of our study is to obtain a full 

characterisation of the pore space, which hitherto has not been fully resolved. 

Anovitz et al. [11] have reviewed different methods for measuring porosity, including direct 

measurements such as Helium (He) porosimetry and Mercury Intrusion Capillary Pressure (MICP) 

measurements, as well as imaging methods and techniques such as Optical Petrology, Scanning 

Electron Microscopy (SEM) and Nuclear Magnetic Resonance (NMR) imaging. However, although 

some direct measurement methods can yield accurate porosity values, it is challenging to resolve 

all the pore space, particularly sub-micron porosity. Two-dimensional methods may have higher 

resolution, but they do not show how the pore spaces are connected. Hence, having a technique 

which can provide spatially-resolved three-dimensional (3D) porosity values is important for both 

experimental and simulation studies. 

X-ray microtomography (also called XMT or micro-CT) and image processing has been widely used 

in geologically-related studies [12-18], and in recent years this technique has been applied in 

visualisation of multiphase flow and reactive transport in geological porous media [19-24]. 

However, one of the main limitations of this method is the limited spatial resolution, which is 

typically of order of 1 µm or larger [22]. High resolution images (e.g. tens of nano meters voxel size 

by nano CT) may be obtained, but for a smaller samples (e.g. tens of microns sample size) that may 

not capture the full range of pore sizes in a representative elementary volume.  In theory, the 

grey-scale of the grains could be used to estimate the intra-granular porosity, but this assumes a 

uniform mineralogy and complete connection of all the sub-resolution porosity. To illustrate this, 

we provide example XMT images for our Portland and Estaillades carbonate cores in Figure 1. The 

XMT measured porosity, based on the larger pores only, is much lower than the porosity obtained 

by Helium porosimetry, as presented later. There is a range of grey scales for the grains, but as we 

will show, this alone does not quantify the extent of connected sub-resolution pores.  
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Figure 1. Example two-dimensional slices of a three-dimension image (with dimensional of 6503 voxels at voxel size of 5 µm) for the 
Portland and Estaillades samples. The grey-scale image is shown on the left and the segmented image on the right. The porosity of 
the segmented image is 0.078 for Portland and 0.130 for Estaillades; this contrasts with Helium (He) porosity values of 0.195±0.006 
and 0.293±0.007 respectively (conducted at Imperial College London, UK).  

Sub-resolution porosity is one of the main parameters required for a full description of flow and 

reactive transport processes in porous media, such as determination of permeability and dynamics 

of dissolution-precipitation mechanisms using the XMT imaging technique[25-27]. Combining XMT 

images and local two-dimensional Scanning Electron Microscopy (SEM) images was shown to be 

able to resolve sub-resolution pores [28, 29]. However, the main limitations for fully utilising SEM 

images are that they require extensive time and effort to acquire. In most cases, only part of the 

sample is imaged, while at the same time pore-space connectivity of sub-resolution pore space is 

not confirmed from the experiment, as in the flow based methods. In some studies, segmenting 

sub-resolution pores directly from dry scans has been attempted by assuming that grains with an 

intermediate grey-scale were regions with sub-resolution pores [25, 30-34]. However, most of the 

porosity values measured from image analysis cannot be matched with the porosity values 

obtained by other methods. Freire-Gormaly et al. [35] studied the sensitivity of different 

thresholding techniques to segment the pore space, including sub-resolution pores for carbonates, 

applied to Indiana Limestone and Pink Dolomite. They showed that a single imaging technique and 
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thresholding method cannot alone determine porosity from a dry scan only. The main problem for 

segmenting sub-resolution pores from dry scan is, as we present below, that a grain with an 

intermediate grey-scale may have sub-resolution pores, or simply be composed of a different 

mineralogy, or contain pores that are not connected to the macro-pore space.  Thresholding a dry 

scan alone cannot distinguish between these cases. Moreover, some of the main issues such as 

connectivity of the sub-resolution pores could not be addressed. 

One of the potential solutions is to introduce a new material phase to provide better image 

contrast for sub-resolution pores. Boone et al. [36] performed a differential imaging experiment in 

Massangis limestone comparing dry scans with scans obtained once the rock sample was 

saturated with 5% CsCl to account for the contribution of sub-resolution pores to the total 

porosity values. However, their results were not close to the porosity obtained by MICP 

measurements. Ghous et al. [37] used a mixture of di-iodomethane (CH2I2) and toluene as the 

contrast phase to resolve sub-resolution porosity, but their experimental method requires a 

reference scan for pure air and a pure reference material such as calcite and cannot be easily 

applied in conjunction with a flow experiment. Latham et al. [38] studied registration algorithms to 

align the dry scan image and the image with a contrast fluid (1M CsI). Bhattad et al. [39] 

introduced a flow-based method using 1M NaI-H2O solution to quantify sub-resolution pores 

within laminated sandstones. Pini [40] introduced a method to quantify porosity by imaging gas 

absorption between two gas phases using a medical CT scanner. However, the resolution in this 

study is approximately one millimetre. 

Differential imaging technique is currently one of the most promising methods to resolve sub-

resolution porosity. However, new experimental procedures and image processing methods need 

to be developed to enhance the phase contrast. In this paper, a general experimental and image 

acquisition procedure is designed by utilising differential imaging that non-invasively provides 

porosity and connectivity of sub-resolution pores for two exemple carbonate rocks, Portland and 

Estaillades. Based on difference images, three phase segmentation is used to segment grain 

phases, sub-resolution pore phase and macro pore phase. Porosity values for the sub-resolution 

pore phase are quantified and a method is presented to estimate pore connectivity by a 

distribution of porosity within the sub-resolution pores. The total porosity values from three phase 

segmentation are shown to be in good agreement with Helium porosity measurements. 

2. Experimental methodology 

2.1 Rock Samples 

The rock samples we used in this study are Portland and Estaillades limestones. We selected these 

two carbonates as they contain a large volume of porosity below a typical voxel size from XMT. 

This is seen in Figure 2 that shows the pore size distribution for these two rocks [41] measured by 

the MICP method (conducted at Weatherford Laboratories, East Grinstead, UK) on cores of bulk 

volume 6.778 cm3 for Portland and 6.792 cm3 for Estaillades from the same blocks from which our 
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XMT imaged samples were drilled from. According to Figure 2, there are more than 50% of the 

pores in both carbonates below the 5 µm voxel size (a voxel size we used for XMT imaging). In 

addition, both samples contain grains with and without sub-resolution pores. 

In order to compare them with the XMT imaging results in later sections, the porosity values for 

the cores used in differential imaging experiment were measured with Helium porosimetry 

(conducted at Imperial College London, UK), from which the values of 0.195±0.006 for Portland 

and 0.293±0.007 for Estaillades were obtained. Here the bulk volume is 0.182 cm3. The uncertainty 

quoted is one standard deviation in the instrument error. 

 

Figure 2. Pore throat radius distribution of Portland and Estaillades samples obtained from MICP measurements on the Portland 
core (6.778 cm3 bulk volume) and Estaillades core (6.792 cm3 bulk volume) [41]. The total porosities for these Portland and 
Estaillades cores were 0.200 and 0.302 respectively from Helium (He) measurements. The vertical dashed line at 2.5 µm marks half 
of the voxel size of 5 µm used in our XMT experiments. 

2.2 Experimental methodology 

The experimental apparatus is shown in Figure 3. The XMT samples were drilled into cylindrical 

cores 4.81 mm in diameter and 10.0 mm in length. The cores were then placed into a fluoro-

polymer elastomer (Viton) sleeve, which was attached to metal fittings (end piece) connecting the 

core to the pore-fluid flowlines. This assembly was then placed within a Hassler-type flow cell. 

Detailed information about the flow cell can be found in Andrew et al. [19]. High pressure syringe 

pumps were used to maintain pressure and control flow in the pore-space of the rock.  
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Figure 3. Experimental apparatus. (a) The pump system to control flow. (b) Details of the core assembly. 

The brine solution was made from deionised water with a prescribed amount of Potassium Iodide 

(KI). KI was used as an ionic salt as it has a high atomic weight causing a high X-ray attenuation 

coefficient, allowing it to be used as a contrast agent. The salinity of the brine was designed to 

have three values, namely 5 wt%, 10 wt% and 30 wt%. By having different concentrations of KI the 

image contrast quality can be compared. The brine injected from the brine pump at different 

concentrations was initially pre-equilibrated with the host rock to prevent fluid/solid chemical 

reaction. 

Each experiment was conducted using the following procedure: 

1. A confining pressure of 3 MPa (30 bar) was applied and maintained within the cell to compress 

the Viton sleeve around the core sample to avoid any fluid bypass.  

2. A dry (air) scan was taken at room temperature. 

3. Before injection, the system was vacuumed to ensure full saturation after brine injection. 

4. More than 1000 pore volumes of KI doped (5 wt%) brine were injected from the brine pump at 

a low flow rate (1 ml/min) for more than 1 hour through the core sample to ensure full 

saturation. 

5. After 100% brine saturation was achieved, a brine saturated scan was taken. 

6. Steps 4 and 5 were then repeated but with 10 wt% and then 30 wt% KI. 
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The imaging was performed using a Versa XRM-500 X-Ray Microscope. To optimise the image 

quality, each sample at different KI concentration was scanned with 80 keV at a voxel size of 5 µm. 

The three-dimensional images were reconstructed from a set of 2001 projections by using the 

Avizo software on the Versa system. After reconstruction all the images were registered (aligned) 

according to the reference dry (air) scan – this was done in order to have the same orientation and 

position for visualisation and comparison. The images used in later sections are cropped cubic 

sections with a dimension of 6503 voxels: this represents a bulk volume of 0.034 cm3, or 

approximately one fifth of the total sample size. 

3. Results and discussion 

Our main goal is to segment sub-resolution porosity accurately, and to assign values for porosity in 

sub-resolution regions. The reconstructed images for brine saturated Portland and Estaillades 

samples at different KI concentrations are shown in Section 3.1. Differential imaging results 

showing the difference between brine saturated scan and dry scan are compared in Section 3.2, 

where it can be observed that the highest KI concentration (30 wt%) provides the best phase 

contrast and image quality. The solid grain phase, sub-resolution pore phase and macro pore 

phase are segmented using both global thresholding and a modified watershed segmentation 

method in Section 3.3. The average porosity values for the sub-resolution pore phases for both 

samples are assigned to the segmented label images (Section 3.4) and the overall sample porosity 

measured by XMT imaging is compared with Helium porosimetry measurements (Section 3.5). The 

connectivity of the sub-resolution pores and macro pores, as well as the distribution of sub-

resolution pores are then provided and discussed in Section 3.6. 

3.1 Reconstructed images 

Figure 4 and Figure 5 show the same slice from the raw image for both Portland and Estaillades 

samples respectively at different KI concentrations. The grey regions in the dry (air) scan are 

potential regions with sub-resolution pores. With the highest brine concentration (30 wt% in this 

study), the brine absorbs X-rays more strongly than the solid, and hence brine-saturated regions 

appear bright in the image. The regions highlighted by the white boxes show grains that remain 

the same shade of grey – these are more likely to be solid grains with low density minerals, or at 

least those with disconnected sub-resolution pores – while grains that become lighter contain 

connected sub-resolution pores which can be accessed by KI doped brine.  

Regions 1 and 2 for Portland shown in Figure 4 illustrate the identification of sub-resolution 

porosity. From a dry scan, these regions might be considered as grains containing sub-resolution 

pores as the voxel grey-scale values (CT numbers) are quite close to the values for macro pores. 

However, after 30 wt% KI doped brine invasion, many of these regions remain a similar shade of 

grey, as shown in Figure 4d. These regions are therefore interpreted as comprising minerals with a 

low density or containing pore space that is not accessible to brine, and hence are considered as 

solid phase, or at least unconnected void space. Comparing with the methods which segment sub-
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resolution pores directly from dry scans, using high concentration KI doped brine as a contrast 

phase can avoid the misidentification of low density minerals as sub-resolution connected pores. 

 

Figure 4. An example reconstructed XMT slice of Portland with different KI concentrations: (a) Dry (air) scan. (b) Sample saturated 
with 5 wt% KI doped brine. (c) Sample saturated with 10 wt% KI doped brine. (d) Sample saturated with 30 wt% KI doped brine: 
here the brine is the lightest phase. The boxes shown in the dry scan indicate the example regions 1, 2 and 3 with potential sub-
resolution pores. The areas that remain a similar shade of grey are solid grains with low density minerals, while the regions that 
become lighter contain connected sub-resolution porosity. 
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Figure 5. An example reconstructed XMT slice of Estaillades showing the same slice with different KI concentration: (a) Dry (air) 
scan. (b) Sample saturated with 5 wt% KI doped brine. (c) Sample saturated with 10 wt% KI doped brine. (d) Sample saturated with 
30 wt% KI doped brine. As in Figure 4 the boxes highlight regions with both solid grains (remaining the same shade) and sub-
resolution porosity (which becomes lighter). 

3.2 Differential images 

The differential image between the KI saturated scan and the dry scan can maximise the phase 

contrast between grain phase and pore phase. The differential image between the KI saturated 

scan and the dry (air) scan can be obtained from: 

 CT(differential) = CT(KI saturated scan) − CT(Dry scan) + CT0 (1) 

where CT is the CT number of each voxel and CT0 is some large positive constant (65535 in this 

example) to avoid negative values. The resultant images are shown in Figure 6 and Figure 7. In the 

histograms for the differential images, lower grey-scale values towards the left hand side of the 

histogram are solid grain phase (including disconnected pores), the higher grey-scale values 

towards the right hand side are the macro pore phase, and intermediate values in the middle are 

the sub-resolution pore phase. 
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Figure 6. The difference in grey-scale values between the KI saturated scans at different concentrations and the dry scan for 
Portland. The histograms for the three images at different KI concentrations are plotted showing that the data range within the 
histogram is much wider at the highest KI concentration, which indicates that the sub-resolution pores are more distinguishable. 
The voxels with lower grey-scale value are the solid grain phase while the voxels with higher grey-scale values are the pore phase. 
The two-dimensional slices also show that three phases including solid grain phase (dark), sub-resolution pores (intermediate grey) 
and macro pores (bright) can be distinguished; the highest phase contrast and image quality can be observed in the differential 
image at 30 wt% KI.  
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Figure 7. The difference in grey-scale values between the KI saturated scans at different concentrations and the dry scan for 
Estaillades. The histograms for the three images at different KI concentrations are plotted showing that the data range within the 
histogram is much wider at the highest KI concentration, which indicates that the sub-resolution pores are more distinguishable. 
The voxels with lower grey-scale value are the solid grain phase while the voxels with higher grey-scale values are the pore phase. 
The two-dimensional slices also show that three phases including solid grain phase (dark), sub-resolution pores (intermediate grey) 
and macro pores (bright) can be distinguished; the highest phase contrast and image quality can be observed in the differential 
image at 30 wt% KI. 
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A key feature of applying differential images is that the solid grain phase with low density minerals 

can be eliminated to avoid misidentification. For example, in the Portland sample, the regions with 

low density minerals shown in Figure 4a have low grey-scale values in Figure 6; these will be 

identified as the solid grain phase. 

The differential images with 30 wt% KI concentration show the best image quality and three 

phases (dark black for grain, grey for sub-resolution pores and white for macro pores) can be 

distinguished. The main reason for this behaviour is that by using a high concentration KI solution, 

the phase contrast between pores and grains can be maximised, which is evident by the wider 

data range in the differential image histograms for both Portland and Estaillades. This makes it 

possible to perform better segmentation of sub-resolution pores with intermediate grey-scale 

values between solid grain and pore phase. However, the concentration of KI needs to be 

maintained below a certain level such that the density of the KI is not too high, which may 

introduce image artefacts. In later sections, the KI saturated images and the corresponding 

differential images at 30 wt% concentration are used in segmentation and quantification. 

3.3 Three-phase segmentation resolving sub-resolution porosity 

3.3.1 Global thresholding based on histogram  

The differential images at 30 wt% KI concentration allow the histogram range to be maximised. 

Three-phase segmentation can be performed based on these differential images. Before 

segmentation, a non-local means edge preserving filter [42] was applied to reduce the image noise 

(Figure 8c for Portland and Figure 9c for Estaillades). The filtered differential images were then 

processed with global thresholding to identify solid grain phase, sub-resolution phase and macro 

pore phase. The resultant three-phase segmented label images for Portland and Estaillades are 

shown in Figure 8d and Figure 9d respectively. The parameters (thresholding values shown as red 

dashed lines) separating the three phases for both samples are shown in Figure 8e and Figure 9e. 

These parameters are generated using a multi-level Otsu algorithm [43, 44], which maximises the 

between-class variance of voxel intensity to perform segmentation. 
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Figure 8. Three-phase segmentation including sub-resolution pores for Portland: (a) An example slice from the original dry scan. (b) 
The same slice showing the difference in grey-scale values between the KI saturated scan at 30 wt% and the dry scan. (c) The 
difference image after applying a non-local means edge oreserving filter. (d) Three-phase segmentation showing grains and 
disconnected pores (blue), sub-resolution pores (green) and macro pores (red). (e) The histogram plot for (d) with thresholding 
values (red dashed lines) separating three phases. (For interpretation of the references to colour in this figure legend, the reader is 
referred to the web version of this article.) 
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Figure 9. Three-phase segmentation including sub-resolution pores for Estaillades: (a) An example slice from the original dry scan. 
(b) The same slice showing the difference in grey-scale values between the KI saturated scan at 30 wt% and the dry scan. (c) The 
difference image after applying a non-local means edge preserving filter. (d) Three-phase segmentation showing grains and 
disconnected pores (blue), sub-resolution pores (green) and macro pores (red). (e) The histogram plot for (d) with thresholding 
values (red dashed lines) separating three phases. (For interpretation of the references to colour in this figure legend, the reader is 
referred to the web version of this article.) 

It can be observed that the range for the sub-resolution pore phase for both samples (which is 

indicated by the distance between two dashed lines in Figure 8e and Figure 9e) are quite similar. 
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The difference between them is that in the histogram for Estaillades, the sub-resolution pore 

region is comparatively shifted more to the right which implies that the grains with sub-resolution 

pores in Estaillades are more porous than those in Portland, as more doped brine can access these 

regions.  

3.3.2 Segmentation using a two-step watershed algorithm 

It has been reported that by doing simple histogram based segmentation, arbitrary voxel 

misidentification may exist, especially at the boundary between two phases, and this can affect 

the accuracy of segmentation. In order to alleviate this problem, a marker based watershed 

algorithm which computes off a seed that is generated using a 2D histogram has been developed 

and applied [19, 23, 45, 46]. The watershed algorithm is normally performed based on a gradient 

map and it can give accurate segmentation when identifying macro pores from solid grains (see an 

example shown in [19]). However, as the grey-scale value for the sub-resolution pores are 

intermediate values, the segmentation becomes more difficult. A two-step marker based 

watershed segmentation was performed to identify the three phases by segmenting solid grain 

phase in the first step and macro pores in the second step (Illustrated in Figure 10). The Estaillades 

sample is used to demonstrate as an example. In the first step, sub-resolution pore phase and 

macro pore phase were considered as a single phase (the computed seed image is shown in Figure 

10b), the solid grain phase was then identified using watershed segmentation. Similarly in the 

second step, macro pore phase was identified by considering sub-resolution pore phase and solid 

grains phase as a single phase (the computed seed image is shown in Figure 10c). After identifying 

the solid grain phase and the macro pore phase, the segmented label for all three phases, shown 

in Figure 10d, can be generated. The three-phase segmentation using two-step watershed 

algorithm for Portland is also shown in Figure 11. 
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Figure 10. Illustration of the two-step watershed segmentation for Estaillades to identify three phases: (a) An example slice from 
the differential image (30 wt% KI) after image filtering. (b) The computed seeds for the solid grain phase and the other phases (sub-
resolution phase and macro pore phase, shown in yellow). The black region is the region where the boundary between the two 
phases is calculated by the watershed algorithm. (c) The computed seeds for the macro pore phase and the other phases (sub-
resolution phase and solid grain phase, shown in yellow). (d) Three-phase segmented label image showing grain (blue), sub-
resolution pores (green) and macro pores (red). (For interpretation of the references to colour in this figure legend, the reader is 
referred to the web version of this article.) 

 

Figure 11. Three-phase segmentation for Portland sample: (a) An example slice from the differential image (30 wt% KI) after image 
filtering. (b) Three-phase segmented label image showing grain (blue), sub-resolution pores (green) and macro pores (red). (For 
interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.) 
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Figure 12 shows the comparison between segmented label images done by histogram based 

global thresholding and two-step watershed segmentation. A region of interest (185 x 185 pixels) 

was used. It can be observed that both methods give reasonably consistent segmentation. 

However, as the example regions shown in the white boxes indicate, there are some potential 

misidentifications when using the global thresholding method comparing with the KI saturated 

scan (the white boxes in Figure 12 highlight regions where voxels more likely to be grain phase 

were identified as being sub-resolution pore phase). Moreover, there are more isolated voxels 

which belong to the sub-resolution pore phase when using global thresholding for both samples. 

 

Figure 12. Comparison of segmented label images (solid grain phase is shown in blue, sub-resolution pore phase is shown in green, 
and macro pore phase is shown in red) for Portland and Estaillades between histogram based global thresholding and two-step 
watershed segmentation. The results show a region of interest with the dimension of 185 x 185 pixels. The regions in the white 
boxes are where potential misidentification occurs when using global thresholding. (For interpretation of the references to colour 
in this figure legend, the reader is referred to the web version of this article.) 
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3.4 Assigning porosity values to sub-resolution porosity  

The average porosity values for the regions with sub-resolution pores can then be quantified by 

using the segmented label images and the 30 wt% KI saturated images in Figure 4d and Figure 5d 

(note that no differential images are used for this purpose; KI saturated images are used instead). 

By using the segmented label images as masks, the histograms for the grey-scale voxels in the KI 

saturated images can be plotted for each phase. The grey-scale values where the peak values are 

located for each phase in the histogram are denoted as CTgrain for the solid grain phase, CTsub for 

the sub-resolution pore phase, and CTmacro for the macro pore phase. In the KI saturated images, 

by assuming that the porosity for the grain phase (�̃�𝑔𝑟𝑎𝑖𝑛) is 0 and the average porosity values for 

the macro pore phase (�̃�𝑚𝑎𝑐𝑟𝑜) is 1, the average porosity values within the sub-resolution pore 

phase (�̃�𝑠𝑢𝑏) for both samples can be obtained by: 

 �̃�𝑠𝑢𝑏 = (
�̃�𝑚𝑎𝑐𝑟𝑜 − �̃�𝑔𝑟𝑎𝑖𝑛

𝐶𝑇𝑚𝑎𝑐𝑟𝑜 − 𝐶𝑇𝑔𝑟𝑎𝑖𝑛
) (𝐶𝑇𝑠𝑢𝑏 − 𝐶𝑇𝑔𝑟𝑎𝑖𝑛) =

𝐶𝑇𝑠𝑢𝑏 − 𝐶𝑇𝑔𝑟𝑎𝑖𝑛

𝐶𝑇𝑚𝑎𝑐𝑟𝑜 − 𝐶𝑇𝑔𝑟𝑎𝑖𝑛
 (2) 

When comparing the segmented label images using both segmentation methods (Figure 8d and 

Figure 11b for Portland, Figure 9b and Figure 10d for Estaillades), the main differences occur at the 

boundaries between phases. The grey-scale values for the voxels located in this region have 

intermediate values and therefore will not affect the values of CTgrain, CTsub and CTmacro where the 

peak values exist in the histogram. Thus, the value of �̃�𝑠𝑢𝑏 is very similar when using either global 

thresholding or the two-step watershed segmentation method: the average values of �̃�𝑠𝑢𝑏 for 

Portland and Estaillades are 0.294 and 0.436 respectively. This is seen from the histogram and the 

average porosity values for each phase in both samples using the global thresholding method, as 

shown in Figure 13. 
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Figure 13. (a) A slice of 30 wt% KI saturated images for Portland. (b) The histograms for the three phases in the KI saturated scan for 
Portland are plotted based on the segmented label images using a global thresholding method. The dashed lines in the histograms 

indicate the grey-scale values where the peaks for each phase exist. The porosity values �̃�𝑠𝑢𝑏  for each phase are also assigned. (c) A 
slice of 30 wt% KI saturated images for Estaillades. (d) The histograms for the three phases in the KI saturated scan for Estaillades. 

3.5 Comparison between XMT measurements and Helium porosity measurements 

The total porosity (excluding disconnected pores) of the sample (𝜙𝑡𝑜𝑡𝑎𝑙) can be described as the 

sum of porosity contributed by the three phases: 

 𝜙𝑡𝑜𝑡𝑎𝑙 = 𝜙𝑔𝑟𝑎𝑖𝑛 + 𝜙𝑠𝑢𝑏 + 𝜙𝑚𝑎𝑐𝑟𝑜 (3) 

where 𝜙𝑔𝑟𝑎𝑖𝑛, 𝜙𝑠𝑢𝑏 and 𝜙𝑚𝑎𝑐𝑟𝑜 can be expressed as: 
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 𝜙𝑔𝑟𝑎𝑖𝑛 = �̃�𝑔𝑟𝑎𝑖𝑛𝑉𝑔𝑟𝑎𝑖𝑛 = 0 (4) 

 𝜙𝑠𝑢𝑏 = �̃�𝑠𝑢𝑏𝑉𝑠𝑢𝑏 (5) 

 𝜙𝑚𝑎𝑐𝑟𝑜 = �̃�𝑚𝑎𝑐𝑟𝑜𝑉𝑚𝑎𝑐𝑟𝑜 = 𝑉𝑚𝑎𝑐𝑟𝑜 (6) 

where the value of �̃�𝑔𝑟𝑎𝑖𝑛 is 0, the value of �̃�𝑚𝑎𝑐𝑟𝑜 is 1 and the value of �̃�𝑠𝑢𝑏 is 0.294 for Portland 

and 0.436 for Estaillades. 𝑉𝑔𝑟𝑎𝑖𝑛, 𝑉𝑠𝑢𝑏 and 𝑉𝑚𝑎𝑐𝑟𝑜 are the total volume fraction for each phase 

which can be obtained from the segmented label images. The total porosity of the two samples 

(𝜙𝑡𝑜𝑡𝑎𝑙) are shown in Table 1. The results are also compared with Helium porosity measurements 

on the entire sample.  

Table 1. Porosity calculated based on three-phase segmentation from image measurement for Portland and Estaillades compared 
with the porosity measured by the Helium porosimetry method. 

 

Portland Estaillades 

Global thresholding Watershed Global thresholding Watershed 

XMT porosity (𝝓𝒕𝒐𝒕𝒂𝒍)* 0.189 0.193 0.298 0.288 
𝜙𝑚𝑎𝑐𝑟𝑜  0.078 0.086 0.130 0.124 
𝜙𝑠𝑢𝑏 0.111 0.107 0.168 0.164 

Helium (He) Porosity 0.195±0.006 0.195±0.006 0.293±0.007 0.293±0.007 

It can be seen that the porosity values based on the three-phase segmentation for Portland and 

Estaillades samples are in good agreement with Helium porosity measurements on the whole core, 

which has approximately five times the volume of the central section of the rock analysed here. As 

the sub-resolution porosity is below the XMT resolution, segmentation and the value of �̃�𝑠𝑢𝑏 

cannot be perfectly accurate. Our new experimental method and image analysis procedure gives a 

good estimate of porosity in the sub-resolution region. What is more, since the method is based 

on a flow experiment, it ignores disconnected porosity, which does not contribute to flow and 

transport. 

3.6 Connectivity  

One of the main barriers for simulating fluid flow directly from XMT images is the connectivity of 

the pore structure, which is limited by the image resolution. If the sub-resolution pore region 

cannot be resolved, only the macro pore phase is considered. However, the connectivity of macro 

pores may considerably increase as in fact many of them may be connected through sub-

resolution pores. 

Figure 14 shows the three-dimensional macro pore structure and the relevant connected macro 

pore structure with/without considering sub-resolution pores for both samples based on Figure 8d 

and Figure 9d. Without considering sub-resolution pores, 53.6% of the macro pores are connected 

for Portland and 84.7% for Estaillades. By allowing macro pores to be connected through sub-
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resolution pores, 99.9% and 99.7% of macro pores are connected in Portland and Estaillades 

respectively. These values are expected to be close to 100% since brine can access both macro 

pore and sub-resolution pore regions in our flow-based experiments (as shown in the KI saturated 

scans, Figure 6 and Figure 7).  

 

Figure 14. Three-dimensional visualisation of the macro pore structure, connected macro pores structure and connected macro 
pore structure through sub-resolution pores for Portland and. The volumes of connected macro pores without considering sub-
resolution pores are significantly reduced. 
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In Figure 15 we illustrate how macro pores in Portland are connected through sub-resolution 

micro pores. The connectivity increases both for the macro pores between the grains (Cases 1 and 

2 in Figure 15) but can also be enhanced where the macro pores exist closer to the grain centres 

(Case 3 in Figure 15).  

 

Figure 15. Three-phase dry, differential and segmented label images of 3 different regions of interest (Case 1, 2 and 3) in Portland 
showing how macro pores are connected through sub-resolution pores. The image dimensions are 200 x 200 pixels. Cases 1 and 2 
show segmented label images illustrating how sub-resolution pores (green) may connect macro pores (red) situated between the 
grains (blue), while Case 3 illustrates a case where the sub-resolution pores connect the macro pores that exist closer to the grain 
centres. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.) 

After showing that sub-resolution pores can be identified and that the macro pores can be 

connected through these regions, we perform a further step to provide a better spatial description 

of sub-resolution porosity. We assume that the sub-resolution pores are characterised by a 

distribution represented by average porosity values �̃� for each sub-phase. In order to quantify this 

distribution, the histogram of the segmented sub-resolution pore phase (Figure 8e for Portland 



 
23 

and Figure 9e for Estaillades) is equally divided into five sub-regions depending on the grey-scale 

value, as shown in Figure 16. 

 

Figure 16. Equally dividing sub-resolution pores into five categories based on grey-scale values. Each colour represents one phase 
within the sub-resolution pore phase. 

The new segmented label images containing these sub-regions with the corresponding average 

porosity values (�̃�) can then be generated, as shown in Figure 17. The histogram plots for each 

sub-region are obtained by using the same method when generating Figure 13, as shown in Figure 

18. 
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Figure 17. Segmented label images for Portland and Estaillades. The solid grain phase is shown in black and macro pore phase is 

shown in white. The sub-resolution pore phase is divided into five sub-regions with different �̃� values. 
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Figure 18. The histogram plot showing sub-resolution pores containing five sub-regions. The �̃� values for each sub-regions are 
calculated, which can be assigned to the segmented label images in Figure 17. 

The values for average porosities associated with each sub-region vary from 0.227 to 0.715 for 

Portland and 0.389 to 0.766 for Estaillades. Each voxel in the sub-resolution porosity is now 

associated with one of the average porosity values for sub-regions. Using these values the total 

porosities calculated from contribution by macro pores and sub-resolution pores are 0.205 and 

0.308 for Portland and Estaillades respectively – these values are slightly higher than the 

measurements from having a single sub-resolution pore phase but still agree well with Helium 

porosity measurements (see Table 1). This demonstrates the capability of the presented method 

to non-intrusively provide spatially resolved maps of sub-resolution porosity values.   
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4. Conclusions 

We provide an X-ray tomography based experimental and image analysis methodology to non-

invasively characterise sub-resolution porosity and connectivity of porous media with complex 

pore structure. We demonstrated our methodology through characterisation of porosity in two 

carbonate rocks.  A procedure based on using high-salinity brine as contrast phase and applying 

differential imaging between the scans of porous samples saturated with a 30 wt% KI brine 

solution and dry scans is provided to obtain spatially-resolved maps of solid grain, sub-resolution 

and above-resolution (macro pores) voxels. The total porosity values from three phase 

segmentation for Portland and Estaillades carbonates are shown to be in good agreement with 

Helium porosity measurements. 

The main advantage of using high-salinity brine as contract phase and capturing sub-resolution 

pore space in flow experiments is that it can identify low density minerals which have similar grey-

scale values as sub-resolution pores. This is one of the main limitations when try to segment sub-

resolution pores from dry scan images only. Moreover, the actual porosity values within the sub-

resolution pores can be quantified. Additional advantages of the proposed flow-based 

experimental methodology are that the connectivity of the pores can be accurately estimated and 

further characterised through a distribution of porosity within the sub-resolution pores. This 

methodology serves as a basis for a detailed description of complex pore space that can be used 

for more quantitative future studies of flow and transport. 
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