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Full deflection profile calculation 
and Young’s modulus optimisation 
for engineered high performance 
materials
A. Farsi1, A. D. Pullen2, J. P. Latham1, J. Bowen3, M. Carlsson4, E. H. Stitt4 & M. Marigo4

New engineered materials have critical applications in different fields in medicine, engineering 
and technology but their enhanced mechanical performances are significantly affected by the 
microstructural design and the sintering process used in their manufacture. This work introduces (i) a 
methodology for the calculation of the full deflection profile from video recordings of bending tests, 
(ii) an optimisation algorithm for the characterisation of Young’s modulus, (iii) a quantification of the 
effects of optical distortions and (iv) a comparison with other standard tests. The results presented 
in this paper show the capabilities of this procedure to evaluate the Young’s modulus of highly stiff 
materials with greater accuracy than previously possible with bending tests, by employing all the 
available information from the video recording of the tests. This methodology extends to this class of 
materials the possibility to evaluate both the elastic modulus and the tensile strength with a single 
mechanical test, without the need for other experimental tools.

Significant recent advancements achieved in manufacturing technology, including the new opportunities made 
possible by additive manufacturing (3D printing) have opened the doors to a range of new engineered materials 
with complex architectures and enhanced mechanical properties1–4. High-performance mechanical components 
that exhibit high strength and stiffness have found useful applications in different fields in medicine, engineering 
and technology: stronger and more reliable artificial bones can improve the lives of bone cancer patients; more 
resistant catalytic pellets can reduce costs in the production of hydrogen, ammonia and other industrial chem-
icals; the same applies to the pellets that make up the nuclear fuel in the core of nuclear power plants. In all of 
these applications, computational tools and numerical simulations have become essential as effort is focussed on 
process optimisation5–9. However, the mechanical properties of this kind of materials are significantly affected by 
their microstructural design and by the sintering process10,11, (i.e. the geometry and scale of the finished product, 
type of powder, compaction, extrusion or printing tools, firing time and temperature). Consequently, it is critical 
that characterisation of the mechanical behaviour of these novel materials is carried out rigorously and on spec-
imens representative of the final product.

As these stiff and strong materials are generally considered to be brittle elastic12, Young’s modulus and tensile 
strength are two of the main parameters needed in order to predict the mechanical behaviour of systems made 
from such components. A variety of methods to determine the Young’s modulus can be found in the litera-
ture: they can be broadly categorised as either dynamic or quasi-static. Dynamic methods (such as ultrasonic, 
prism resonance and impulse excitation tests) typically use knowledge of the density and geometry of specimens, 
together with measurements of a dynamic response to a transient or cyclic loading. Quasi-static methods (such as 
micro- and nanoindentations, direct compression and tension tests, flexural tests) use the deformation or strain 
response of a specimen to a series of constant loads or a continuous loading applied at a low rate such that inertial 
effects can be ignored.
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Dynamic methods such as resonance frequency methods and ultrasonic tests on the one hand need very 
little sample preparation and the inferred elastic constants can be related to the static Young’s moduli13. Because 
of their sintering processes, many of these materials can only be cast into small pellets, and wave scattering and 
difficulties in the alignment of tiny samples with the emitting and receiving beams can sometime constitute a 
disadvantage in employing these methods.

Nanoindentations are also widely employed to characterise the elastic properties and the mechanical behav-
iour of materials at the micro- and nanoscale14,15. They require high-resolution testing equipment and in some 
cases also time and particular tools for the sample preparation (i.e. grinding, polishing, etc.). In the context of 
ceramics, this technique is particularly well suited when applied for the characterisation of the properties of 
thin films and small samples such as ceramic coatings and small structural features. To increase the accuracy of 
the tests, the indentations are generally repeated in a certain area of the sample. However, the resulting Young’s 
modulus distributions could be affected by the surface condition of the specimen, the sharpness of the indenter 
and other test conditions. In addition, the inferred Young’s modulus reflects the features of the indented portion 
of the tested material (such as the external surface) and may not be representative of the structural behaviour of 
the sample at the macroscale.

When possible, other quasi-statically determined parameters such the elastic modulus from uniaxial compres-
sion and the flexural modulus, are generally preferred because they require more conventional and simpler testing 
machineries and specimen preparation. In addition, they are also generally considered to be more representa-
tive of in-service loading conditions16. One of the main advantages that these tests offer, compared to dynamic 
methods, is that they can provide an estimate for both the strength and the stiffness of the material with a single 
experiment. While the strength is just a function of the sample geometry and the load at failure, Young’s modulus 
is also related to the relation between the applied loads and the corresponding deformations in the sample (i.e. 
the recorded displacements). Since the deformations of highly stiff materials are inevitably small and therefore 
not easy to determine with a high level of confidence, the estimated Young’s modulus can be significantly affected 
by experimental errors. Bending tests, compared to uniaxial compressions, have the advantage of emphasising 
the response of the tested sample to the applied loads, effectively increasing the measurable deformations of the 
sample during the test.

The EN 843-2:2006 Section 417 describes how the three-point bending test can be employed to evaluate Young’s 
modulus using either the test rig cross-head displacement (Method A.1), displacement transducers (Method A.2) 
or strain gauges (Method A.3). The Method A.1 is generally not applicable because of the effects of standard rig 
self-compliance in a three-point bending test for the case of particularly stiff sample bars. This is caused by the 
great ratio between the applied load and the relatively small deformations of the samples before failure. A typical 
example for such stiff materials of load-displacement curve of the three-point bending test, shown here for a 
porous alumina sample, is given in Fig. 1. About 80% of the total displacement recorded by the rig (continuous 
line) is not representative of the actual alumina beam deflection but is likely to be due to load-frame compliance, 
based on the expected specimen displacement (dashed-line). Although EN 843-2:2006 Section 4.4 suggests to 
repeat the test on a thick metal or ceramic bar to estimate the rig self-compliance, the accuracy of the estimated 
Young’s modulus relies on the assumptions that the thick sample is perfectly rigid and that the rig is responding 
with the same self-compliances to the transmitted loads, and this might not be true for all the actuators.

Methods A.2 and A.3 are also not convenient when the specimens are too small to allow a standard transducer 
or strain-gauge to be accurately installed and employed with a high level of confidence. Digital Image Correlation 
(DIC) is a non-contact optical method that can be employed for monitoring displacements and deformations 
from sequences of images18–21. This technique can be used to emulate either the arrangement of transducers or 
the strain gauge as described in Method A.2 and A.3 respectively. Optical observation methods make it possible 
to eliminate the test rig compliance by tracking discrete optical targets, e.g. discrete markers placed on the two 
supports and the loading plate in the three-point bending test. It is also possible to average the displacements 
of a number of random markers in an area expanded around the discrete targets to increase the accuracy of the 
tracked displacements. Although relatively easy to implement, these methods of harnessing optically recorded 
data only use data from limited regions of each image, effectively discarding most of the available information. 

Figure 1. Effects of the rig self-compliance in the three-point bending tests: expected (dashed red) and 
recorded (black) load-displacement curve. 
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This opens an opportunity for the development of a more reliable method that uses all of the available image 
deformation data during bending tests, leading to higher levels of accuracy in deflection calculation and therefore 
in Young’s modulus evaluation.

Results
Full deflection profile calculation. The samples were prepared and tested as described in the Methods 
sections. The displacement field of the beam (Fig. 2) is discretized in a regular grid and for each frame the DIC 
software calculates the vertical (dv) and horizontal (dh) displacement of each cell in the grid. The mean vertical 
displacement of the bar along the horizontal axis w’(x) is calculated for each frame by averaging the displace-
ment of the corresponding cells through the height of the beam, as shown in equation (1). The averaged vertical 
displacement of the beam is then corrected by fixing the vertical displacement of the left w(xl) and right w(xr) 
support to zero. This is done by applying to the averaged vertical displacement the rigid translation C and rotation 
ϕ, as defined in equations (2) and schematised in Fig. 3. The effects of the rotation on the horizontal axis can be 
neglected since they are much smaller than the cell discretisation. The corrected deflection profile can be calcu-
lated for each frame of the recorded experiment with equation (3) and an example is shown in Fig. 4.
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Young’s modulus calculation. The sequences of beam deflection profiles were synchronised with the load 
histories recorded by the test rig transducer, resulting in a value of applied load for each profile. Assuming that 
the beam cross sections remain planar and normal to the deformed axis of the beam, the theoretical vertical 
displacement profile (wEB) associated with the applied load can be express as a function of the Young’s modulus 
(E) of an equivalent linear-elastic isotropic and homogeneous beam with a defined geometry. In equation (4) 
the theoretical vertical displacement is defined as a function of the location (x) and E, whereas the moment of 
inertia (I) and the span between the two supports (s) are two constants that are fixed with the geometry of the 

Figure 2. (a) An example of the frames used to extrapolate the displacement field of the beam during a three 
point bending test, (b) the vertical displacement field dv and (c) the horizontal displacement field dh before 
failure.
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tested beam. A single value of Young’s modulus can then be determined for each frame, index = i, by minimising 
the sum of the squares of the differences between the theoretical and the corresponding experimental deflection 
(least squares) along the entire length of the beam between the supports. By repeating the minimisation shown 
in equation (5) for each frame, it is possible to determine a series of intermediate Young’s moduli (Ei) that best 
represent the deflection of the beam for each applied load at each frame. These intermediate moduli can then be 
used to define a single value of Young’s modulus that best represents the linear stress-strain relationship for the 
tested material over any selected range of applied load. The range between the 20% and 80% of the peak load was 
selected to define a single value of Young’s modulus for each specimen. The intermediate moduli were therefore 
converted to their corresponding values of deflection at mid-span and a linear least squares regression was per-
formed on the variable of deflection for the applied load in the defined range. A value of Young’s modulus was 
then determined for each specimen with equation (6), where H is the height of the sample and m is the slope of 
the corresponding line of best fit.

=







−
−

≤ ≤

− − +
< ≤

w x E

Px x s
EI

x s

P x s s sx x
EI

x s
( , )

(4 3 )
48

, for 0
2

( )( 8 4 )
48

, for
(4)

EB
s

2 2

2 2

2

Figure 3. (a) Sample configuration before (black) and during the test (red). Schematic representation of the 
average vertical displacement correction by applying (b) a rigid vertical translation and (c) rotation to obtain (d) 
the corrected full deflection profile of each frame.

Figure 4. Typical sequence of deflection profiles before failure (grey). In particular, the profile at 20% 
(dashed black), 60% (black) and 100% (dashed red) of peak load are shown.
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Uncertainty and optical distortions. The proposed approach relies on the assumption that the plane of 
the target is not displacing significantly in the direction normal to that plane, that is, toward or away from the 
camera, which would falsely indicate expansion or contraction respectively. For these experiments, this can be 
said to be true, since the maximum in-plane displacements in the direction of loading, which would be dominant, 
were of the order of only 1 or 2 pixels. To estimate the error for a possible optical distortion, an independent 
experiment was considered. A constant vertical displacement was applied to an identical speckle panel connected 
to the top punch of the three-point bending rig, as shown in Fig. 5(a). The experiment was performed in displace-
ment control, with a cross-head velocity of 0.4 mm/sec that on average corresponds to a vertical displacement of 
0.8 μm per frame. Since the maximum vertical displacement before correction experienced on average by the bars 
before failure was generally 30–40 μm, depending on the tested sample, e.g. in Fig. 2, the error was conservatively 
evaluated over 100 frames that correspond to a total vertical displacement of 80 μm, which is twice the typical dis-
placement range of the tested sample. The same procedure applied to the beam samples was employed to calculate 
the horizontal profile of the vertical displacement of the speckle panel. In Fig. 5(b) the corrected beam deflection 
is shown for each considered frame. Since the panel is subjected to a rigid vertical translation with no deflection, 
the estimate error for each location of the deflection profile calculated with the proposed methodology can be 
defined as the maximum absolute value of the deflection profile in each frame. The estimated error, as shown in 
Fig. 5(c) (dashed line), tends to a value between 0.1 and 0.2 μm. This error is too conservative when the deflection 
profile is employed for the calculation of Young’s modulus. In this case all the locations of the deflection profile 
are instead compared to the theoretical deflection in the optimisation process. The estimate of the deflection 
error in this case can then be defined as the maximum deflection (halfway between the two supports) of the best 
interpolation curve given by the Euler-Bernoulli theoretical deflection profile. In this case the estimated error, 
as shown in Fig. 5(c) (continuous line), is lower than the previous. The maximum value of this estimated error 
tends to 0.1 μm and corresponds to a vertical displacement similar to the maximum before failure in the actual 
test. Since the Young’s modulus for any applied load is a linear function of the maximum (middle) value of the 
beam deflection profile, and that this value varies between 15 and 20 μm, depending on the tested sample, the 
relative error caused by optical distortions on the last estimates of the Young’s modulus calculated before failure 
is between 0.5% and 0.7%.

Figure 5. (a) Beam configuration before and after applying a rigid body motion. (b) Optical distortion in the 
horizontal profile of the vertical displacement of the speckle panel during the experiment. (c) The trend of the 
estimated maximum errors for each frame.



www.nature.com/scientificreports/

6Scientific RepoRts | 7:46190 | DOI: 10.1038/srep46190

Precision and accuracy. What follows is a comparison between the proposed methodology and the stand-
ard approaches suggested in EN 843-2:2006, employing both displacement and strain data extracted at discrete 
locations from the full-field DIC deformation data. As shown in Fig. 6(a), we compare the following:

•	 The proposed methodology;
•	 Three virtual displacements (mid-span and at both supports, three sets placed at different heights on the 

viewed surface of the beam;
•	 Two virtual strain gauges placed close to the lower surface of the beam (corrected to indicate a value of strain 

on the lower surface).

For the purposes of this comparison, data sets from a single representative bending test have been used. The 
algorithm suggested in EN 843-2:2006 for displacement transducers is equivalent to calculating the Young’s mod-
ulus by Euler-Bernoulli bending theory, but using only the maximum vertical displacement at mid-span relative 
to the average vertical displacement at the two supports, as shown in Fig. 6(b).

The proposed method employs the entire vertical displacement data set, covering the whole observed surface 
of the beam, in order to obtain the full deflection profile for the specimen. This deflection profile is corrected to 
eliminate rigid-body translations and rotation, then analysed to determine the Euler-Bernoulli deflection curve 
of best fit, as shown in Fig. 6(b). By repeating this process for each frame, it is possible to determine a series of 
intermediate Young’s moduli that best represent the deflection of the beam for each applied load at each frame. 
These intermediate moduli can subsequently be used to define a single value of Young’s modulus that best repre-
sents the linear stress-strain relationship for the tested material. The employment of a larger set of displacement 
data for the determination of the beam bending and of a more sophisticated method to account for the rigid-body 
translations and rotation are the key features that allow the proposed method to have a higher level of precision 
compared to the standard method with three displacement transducers.

In order to compare the levels of precision of the two methodologies, the intermediate Young’s moduli deter-
mined using the proposed methodology were converted back to their corresponding values of deflection at 
mid-span, for each applied load. In this way it is possible to compare the force-deflection curve from the proposed 
methodology (i.e. full-field) to those obtained from the DIC-equivalent standard method based on sets of virtual 
displacement gauges placed at different heights of the beam. The values of force and deflection at 20% and 80% 
of the peak load were then used to estimate the Young’s modulus from the three curves following the suggested 
procedure in the EN 843-2:2006 Section 4.

The force-deflection curves shown in Fig. 7(a) suggest that the standard method can be sensitive to the choice 
of location of the virtual gauges on the surface of the beam, in particular to whether the virtual gauges are located 
near the inner or outer arc of the deflecting beam. This variability in the results from the standard method indi-
cates a lower precision, as it generates in our examples three values of Young’s modulus that differ by more than 

Figure 6. (a) Representation of the points from which the vertical displacements are calculated with a standard 
method using three different sets of virtual displacement gauges (orange squares, blue triangles and red crosses) 
and the area used with the proposed methodology (black dashed line). The two arrows (green and magenta) 
represent the locations of two virtual strain gauges. (b) Schematic representation of the different determination 
of the vertical displacements with the standard method from three data points at two different locations (yellow, 
blue and red) and with the proposed methodology from the best interpolation of the full deflection profile 
(black).
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3%, with a lower value obtained in the location of lowermost positions, which are analogous to the transducer 
positions indicated in the EN 843-2:2006 Section 4. In the supporting reference for the EN 843-2:200622 it is noted 
that the standard quasi-static flexural method generally produces lower values than other standard methods on 
ceramic materials. Instead, the proposed methodology employs the data from the whole surface of the beam, 
from the inner to the outer arc, eliminating the variability due to the choices of the virtual transducer locations. 
The proposed methodology generates a higher Young’s modulus than those determined by virtual displacement 
gauges (using DIC data) and adopting standard calculation methods. This suggests that the proposed method-
ology achieves higher accuracy and may be removing a potential bias towards lower values that is likely to be 
imposed by the standard quasi-static flexural method.

In Fig. 7(b) the force has been normalised with the peak load and the data range has been limited to 20% to 
80% of the peak load (within the 10–90% range indicated by EN 843-2:2006). Also plotted are the trend lines as 
determined by the standard analysis method, which only considers values at two operator-selected evaluation 
points (for example, 20% and 80% of the peak load). A quantification of the level of precision can be obtained 
by calculating the sum of squared residuals (SSR) between values indicated by the linear trend and the actual 
deflection data, which represents the measurement deviation from the value indicated by that trend. The pro-
posed full-field methodology has a lower SSR (tabulated within Fig. 7(b), 4.28 against 5.51, 7.60 and 8.10 μm2), 
and therefore a higher level of precision. The intermediate Young’s moduli from the proposed methodology were 
also used to back-calculate the corresponding values of horizontal strain on the lower surface of the specimen at 
mid-span for each value of applied load. Comparable values of horizontal strain were also extracted directly from 
the full-field DIC deformation data, at two discrete locations just above the lower edge of the observed surface. 
These were each corrected to an equivalent value at the lower surface. The resulting force-strain data (from 20% 
to 80% of peak load) is plotted in Fig. 7(c). The values of force and strain at 20% and 80% of peak load were then 
used to estimate the Young’s modulus, as suggested in EN 843-2:2006 Section 4. Again, a quantification of the 
level of precision can be obtained also from the calculation of the SSR between values indicated by the linear trend 
and the actual strain data. The proposed methodology based on full-field DIC has a SSR that is two orders of 
magnitude smaller than the ones obtained with the standard method (tabulated within Fig. 7(c) 2.07 10−8 against 
1.44 10−6, and 2.08 10−6), and therefore a much higher level of precision.

This comparison has been carried out for an experiment that was recorded with state of the art equipment and 
therefore only high resolution images were analysed using DIC. It is reasonable to assume that the improvements 

Figure 7. (a) Comparison of the force-deflection curves calculated with the standard method from the three 
sets of three data points (orange, blue and red) and with the proposed methodology from the best interpolation 
of the full deflection profile (black). (b) Subset of the data shown in (a) with force as a percentage of the peak 
load and limited to the range 20% and 80%. The corresponding linear trends (grey dashed lines) obtained from 
the Young’s modulus extrapolated from the two curves at 20% and 80% of the peak load are also plotted for 
each set. (c) Comparison of the force-strain curves from the two virtual strain gauges and from the proposed 
methodology. The corresponding linear trends (grey dashed lines) obtained from the Young’s modulus 
extrapolated from the three curves at 20% and 80% of the peak load are also reported in the graph.
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in precision of the proposed methodology would be more significant for lower resolution images because the 
entire deformation data set (support to support and over the full height) has been used rather than much smaller 
subsets of that data representing just a few discrete locations.

Discussion
The proposed methodology was applied to the bending test recordings of 15 samples that were sintered, as 
described in Methods, to obtain three grades of porosity, with Young’s moduli expected to be in the 60–250 GPa 
range. In Fig. 8 the estimate of the Young’s modulus of the tested samples is plotted for each frame as each 
three-point bending test progresses. The optimisation becomes stable after typically forty frames (about 20–30% 
of the peak load) due to the fact that in the first phase of the experiment, i.e. when the punch makes contact with 
the sample, the load and deformations are of very low magnitude and more significantly affected by noise in the 
signal from the transducer and errors in the DIC analysis. The distribution of results is consistent for the three sets 
of bars and the mean values and standard errors are reported in Table 1.

Bars from the three sets of samples were also tested with ultrasonic techniques. Figure 9 shows the two distinctive 
sets of peaks recorded for one of the tests recorded for Set1. Since the path between the transducer and the top sur-
face of the sample is travelled twice both by the top and bottom reflected waves, the distance between the two peaks 
corresponds only to the time that the waves take to travel twice the length of the specimen. Therefore, the velocity of 

Figure 8. Young’s modulus optimisation from full displacement profiles of the bars of Set 1 (light grey), Set 
2 (dark grey) and Set 3 (black). 

Set

Optimisation method Ultrasonic test Nanoindentations

[GPa] [GPa] [GPa]

1 72.22 ±  2.75 65.45 ±  0.83 63.36 ±  1.59

2 142.29 ±  2.13 136.22 ±  12.98 158.34 ±  3.11

3 230.43 ±  2.56 209.11 ±  10.24 218.02 ±  7.92

Table 1.  Mean values and standard errors of the Young’s moduli from this optimisation methodology, 
ultrasonic tests and nanoindentations.

Figure 9. Experimental data of the sound rebound time obtained from an ultrasonic test on a sample from 
Set 1. In particular, the Hilbert envelope (dashed black), the filter windows (dashed red) and the windowed 
signal (continuous black).
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the longitudinal waves propagating through the sample can be expressed as =
∆

V L
tL

2 . The relation between density 
(ρ), Lamé constants (λ and μ) of the specimen and the longitudinal wave velocity is = λ µ

ρ
+V L

2 23.
This relation is only valid for a wave propagating through a homogeneous elastic medium. The microstruc-

ture of the three sets of samples was therefore investigated with Mg intrusion, BET adsorption and FESEM, as 
described in Methods. Figure 10(a) shows that the dominant pore diameter for Sets 1–3 is in approximately 
100 nm. There is a slight decrease in the mean pore diameter as the firing temperature increases. Figure 10(b) 
shows that the porous volume available for Hg intrusion decreases with increasing firing temperature. 
Figure 10(b) also displays the anticipated correlation between the internal surface area of the sample, measured 
using BET adsorption, and the pore volume. The FESEM results show that the difference in the microstructure 
within the samples is not significant. The FESEM analyses of the fragments from the the bending tests, show 
some differences in the microstructural behaviour of the three sets of bars. The fractured sample from Set 1 
exhibits mostly inter granular fractures, as shown in Fig. 11(a). The fragments from Set 2 and 3 on the other hand 
reveal predominantly intra granular fractures, as shown in Fig. 11(b,c) respectively, indicating stronger grain 
boundaries.

A 25 MHz ultrasonic transducer was employed for the tests and the measured lower wave velocity measured 
was above 5,000 m/s. Therefore the wavelength of the transmitted waves is above 200 μm. The high ratio between 
the wavelength and the average pore size of the specimens (0.1 μm) allows to trait the samples as homogeneous 
media with respect to the transmitted ultrasonic waves. By substituting in the previous equation of the wave 
velocity the relations between the Lamé constants and Young’s modulus = µ λ µ

λ µ
+
+( )E (3 2 ) , Poisson’s ratio 

ν = λ
λ µ+( )2( )

, it is possible to express the Young’s modulus of the tested specimen as a function of the longitudi-
nal wave velocity, Poisson’s ratio and bulk density: ρ= ν ν

ν
− +
−

E VL
2 (1 2 )(1 )

1
. Since the test apparatus did not allow to 

transmit transverse wave through the specimen, the Poisson’s ratio could not be experimentally estimated. 
Previous publications on ultrasonic tests on porous alumina samples report a value of 0.17 for the Poisson’s ratio, 
assuming that it is ‘approximately independent’ of porosity24,25. In more recent publications26,27 the relation 
between Poisson’s ratio and porosity of alumina samples has been experimentally investigated, showing that sam-
ples with similar porosity to the ones employed in the present work have Poisson’s ratio in the 0.17–0.20 range. 
The Poisson’s ratio was therefore assumed to be 0.17 as its variability affects the estimated Young’s moduli by less 
than 3%.

One specimen from each set of samples was also tested with nanoindentations, as described in Methods. For 
each bar, one hundred indentations have been performed for statistical correction to minimize the experimental 
error. The histograms and normal probability distributions of the Young’s modulus were estimated with one hun-
dred nanoindentations on the surface of a sample. A correction was performed by excluding the experimental 
results that were 50% either lower or higher than the average value of the entire distribution. The results from the 
indentations on a sample from Set 1 are shown in Fig. 12.

The distributions of the extrapolated Young’s moduli from the ultrasonic tests and nanoindentations are in 
agreement with the ones from the proposed methodology and the mean values and standard errors are also 
reported in Table 1. A comparison of the results from the three tests is also shown in Fig. 13.

Concluding remarks. A simple and accurate methodology for the calculation of the full deflection profile for 
bending tests and an optimisation algorithm for the characterisation of the Young’s modulus have been presented. 
The experimental results that have been shown in this paper corroborate the capabilities of this methodology 
to evaluate the Young’s modulus of highly stiff materials with greater accuracy than previously possible with 
bending tests, by correcting the errors induced by self-compliances of test rigs employing information from the 
video recording of the test. Furthermore, it extends to this class of engineered high performance materials the 
possibility to evaluate both the elastic modulus and the tensile strength of the tested sample (the main param-
eters that are needed to simulate systems incorporating brittle elastic materials) using a single mechanical test. 
This alone constitutes a great advancement with respect to the standard tests that are normally employed for this 

Figure 10. (a) Pore size distributions from Hg intrusions on a sample from Set 1 (black), Set 2 (blue) and Set 3 
(red) and (b) the correlation between the BET area and the pore volume from Hg intrusions.
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class of materials. Although the experiments reported refer to prismatic alumina bars, the methodology can be 
extended to cylindrical or other extruded shapes or even samples with higher aspect ratio that exhibit brittle elas-
tic behaviours. Further research will need to be undertaken to extend the proposed study to materials with more 
complex constitutive models, such as specimens that exhibit significant plastic deformations before failure. A 
similar methodology to the one presented in this paper can employ mechanical simulation software tools to per-
form back analysis of the plastic parameters needed to simulate the performance of structures with elastic-plastic 
components.

Figure 11. FESEM images of the fracture surfaces of bar fragments showing the microstructural failure 
mode for the three sets of samples. The scanning of the fracture surface of a sample from Set 1 shows a fracture 
surface with an inter-granular morphology (a), whereas the images from Set 2 (b) and Set 3 (c) show fracture 
surfaces (below) and the external surface of the sample (above), without visible grain boundaries.

Figure 12. (a) Histograms, (b) original (dashed) and corrected (continuous) normal probability distributions 
of the Young’s modulus estimations by nanoindentations for a sample of Set 1.

Figure 13. Comparison of the Young’s moduli from the proposed methodology (black), ultrasonic tests 
(blue) and nanoindentations (red). 
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Methods
Sample preparation. Three sets of prismatic samples were sintered with a reference alpha-alumina powder 
with an average granulate size in the 170–210 μm range that was compacted at an initial bulk porosity 
−

⁎( )1 Specimen mass
Specimen volume Density Al O

[ ]
[ ] [ ]2 3

 of 0.45 and then fired at 1200 °C, 1300 °C and 1400 °C to obtain three sets of 
bars with final bulk porosity of 0.36, 0.26 and 0.15 respectively. The geometry and density of the tested samples are 
reported in Table 2.

Hg intrusion and BET adsorption. Samples from the three sets of bars were analysed using a MicroActive 
AutoPore V 9600 mercury intrusion porosimeter and a ASAP 2420 BET adsorption apparatus.

FESEM. Bars and fragments from the three sets of bars were analysed using a Zeiss ultra 55 field emission elec-
tron microscope equipped with in-lens secondary electron and backscattered detectors. The samples were carbon 
coated prior to analysis to provide a conductive layer for charge dissipation. The high-resolution low-accelerating 
voltage imaging was performed with an accelerating voltage of 1.6 kV, aperture of 20–30 μm and a working dis-
tance of 2–3 mm. The low-resolution general imaging was performed with an accelerating voltage of 20 kV, aper-
ture of 30–60 μm and a working distance of 7–8 mm

Three-point bending test. Experimental setup. The three-point bending test-fixture consists of two sup-
ports and a loading platen mounted on an instrumented test rig. The parallel pair of semi-cylindrical supports of 
6 mm in diameter were set 20 mm apart and mounted on a monolithic cylinder that was placed centrally on the 
stationary base of the test rig (Instron model 5984 electromechanical test frame). An opposing semi-cylindrical 
loading platen of 7.2 mm in diameter was mounted centrally on the vertically-moving crosshead of the test rig, 
below the load-cell. The experiments were performed in displacement control, with a crosshead velocity of 
0.5 mm/min. The test rig control software (Instron Bluehill 3) recorded load and displacement during each exper-
iment, at 0.1 second intervals. The experiments were recorded with a high-speed video-camera (Vision Research 
Phantom v12.1 monochrome, maximum capture rate 6000 frames/second at full-resolution of 1280 by 800 pixels, 
fitted with a 100 mm macro lens). The optical axis was set normal to the speckled side-face of the specimen. A 
high-speed video camera was used in order to potentially capture the fracture event at the end of the test, and to 
allow for the possibility of higher rates of loading in future experiments without a change of equipment. However, 
the high-speed capability is not required for the proposed methodology but the monochrome 12-bit (4096 inten-
sity levels) sensor of this camera is well suited to digital image correlation, compared with (for example) a 24-bit 
(3 ×  256 levels) colour sensor.

Digital image correlation analysis. Prior to testing, one side-face of each specimen had a random speckle pat-
tern applied. This was achieved by spraying the white surface of the specimens with a black ink resulting in an 
even but random distribution of marks (“speckles”). This pattern is captured in a series of images and used by 
the DIC software to track the surface deformations. Digital image correlation analyses were performed on the 
image sequences recorded by the high-speed camera, using commercially available software (LaVision DaVis/
Strainmaster)28. For each experiment, each image in the sequence was compared with the same initial or reference 
image representing the undeformed specimen. The Region Of Interest (ROI) was the full width of the image (1280 
pixels) by typically 220 pixels high, depending on the height of the specimen. Since each image was a single view 
of the side-face of the specimen, only in-plane deformations of the ROI were produced as an output of the DIC 
analysis. The primary output of a 2D DIC analysis is a matrix with the vertical (dv) and horizontal (dh) displace-
ment values at each location in a regular grid, based on the initial pixel locations or indices of the reference image. 
For these experiments, the beam specimens were aligned parallel to the image edges, so each x value represented 
a horizontal position within the specimen and each y value represented a vertical position within the height of the 
specimen. The dv and dh data for each image was exported from the LaVision software and further analysed using 
Matlab29 for the deflection profile calculation and the Young’s modulus optimisation.

Ultrasonic test. The ultrasonic equipment consisted of a 25 MHz piezoelectric transducer, which emits and 
receives longitudinal waves through a bar sample immersed in a water bath, an amplifier and computer that 
records and processes the signals. Each tested specimen, after being coated with an impermeable thin layer, was 
placed on a thin metal support that separates the specimen bar from the bottom wall of the water tank and main-
tains the sample vertical and parallel with the transducer beam. A partially motored apparatus is then employed 
to align the ultrasonic beam with the longer dimension of the sample bar. This was done to maximise the length 
that the waves have to travel before and after being reflected by the bottom surface of the sample so that the 
recorded signals have two distinctive peaks that represent the top and bottom reflections.

Set

L H Bulk density

[mm] [mm] [g/cm3]

1 40.20 ±  0.01 4.84 ±  0.01 2.58 ±  2%

2 38.09 ±  0.01 4.64 ±  0.01 3.00 ±  2%

3 36.33 ±  0.01 4.41 ±  0.01 3.25 ±  2%

Table 2.  Average of the measured dimensions and bulk density of the tested prismatic specimens.



www.nature.com/scientificreports/

1 2Scientific RepoRts | 7:46190 | DOI: 10.1038/srep46190

Nanoindentations. The nanoindentation apparatus has maximum load of 400 mN, load noise of < 1 μN, 
maximum depth of 1,000 nm, and depth noise of < 0.2 nm. A Berkovich diamond indenter with tip radius of  
< 3 nm has been used to indent the specimen. Each indentation test is performed within 240 s, including a 30 s 
holding time at the peak load. The testing temperature is maintained within the range of 20–22 °C to reduce ther-
mal drift. The elastic moduli were measured using the Oliver-Pharr method30.

References
1. Lewis, J. A., Smay, J. E., Stuecker, J. & Cesarano, J. Direct ink writing of three-dimensional ceramic structures. Journal of the 

American Ceramic Society 89, 3599–3609 (2006).
2. Fu, Q., Saiz, E. & Tomsia, A. P. Bioinspired strong and highly porous glass scaffolds. Advanced Functional Materials 21, 1058–1063 

(2011).
3. Zheng, X. Y. et al. Ultralight, Ultrastiff Mechanical Metamaterials. Science 344, 1373–1377 (2014).
4. Roohani-Esfahani, S.-I., Newman, P. & Zreiqat, H. Design and Fabrication of 3D printed Scaffolds with a Mechanical Strength 

Comparable to Cortical Bone to Repair Large Bone Defects. Scientific Reports 6, 19468 (2016).
5. Schlereth, D. & Hinrichsen, O. Comparison of a pseudocontinuous, heterogeneous 2D conductive monolith reactor model to a 3D 

computational fluid dynamics model. Industrial and Engineering Chemistry Research 53, 11550–11556 (2014).
6. Palma, V. et al. Experimental and numerical investigations on structured catalysts for methane steam reforming intensification. 

Journal of Cleaner Production 111, 217–230 (2016).
7. Deng, Z. Y., Fukasawa, T., Ando, M., Zhang, G. J. & Ohji, T. Bulk alumina support with high tolerant strain and its reinforcing 

mechanisms. Acta Materialia 49, 1939–1946 (2001).
8. Helfer, T. et al. Introducing the open-source mfront code generator: Application to mechanical behaviours and material knowledge 

management within the PLEIADES fuel element modelling platform. Computers and Mathematics with Applications 70, 994–1023 
(2015).

9. Michel, B., Sercombe, J., Thouvenin, G. & Chatelet, R. 3D fuel cracking modelling in pellet cladding mechanical interaction. 
Engineering Fracture Mechanics 75, 3581–3598 (2008).

10. Wang, W., Fu, Z., Wang, H. & Yuan, R. Influence of hot pressing sintering temperature and time on microstructure and mechanical 
properties of TiB 2 ceramics. Journal of the European Ceramic Society 22, 1045–1049 (2002).

11. Wötting, G. & Ziegler, G. Influence of powder properties and processing conditions on microstructure and mechanical properties 
of sintered Si3N4. Ceramics International 11, 155 (1985).

12. David, E. Mechanical strength and reliability of the porous materials used as adsorbents/catalysts and the new development trends. 
Archives of Materials Science and Engineering 73, 5–17 (2015).

13. Ledbetter, H. Dynamic vs. static Young’s moduli: a case study. Materials Science and Engineering A 165, 9–10 (1993).
14. Oliver, W. & Pharr, G. Measurement of hardness and elastic modulus by instrumented indentation: Advances in understanding and 

refinements to methodology. Journal of Materials Research 19, 3–20 (2004).
15. Pan, Y., Zhan, Y., Ji, H., Niu, X. & Zhong, Z. Can hyperelastic material parameters be uniquely determined from indentation 

experiments? RSC Advances 6, 81958–81964 (2016).
16. Eissa, E. A. & Kazi, A. Relation between static and dynamic Young’s moduli of rocks. International Journal of Rock Mechanics and 

Mining Sciences and 25, 479–482 (1988).
17. British Standards Institution. Advanced technical ceramics. Mechanical properties of monolithic ceramics at room temperature. 

Determination of Young’s modulus, shear modulus and Poisson’s ratio (2007).
18. Hild, F. & Roux, S. Digital Image Correlation: from Displacement Measurement to Identification of Elastic Properties - a Review. 

Strain 42, 69–80 (2006).
19. Pan, B., Qian, K., Xie, H. & Asundi, A. Two-dimensional digital image correlation for in-plane displacement and strain 

measurement: a review. Meas. Sci. Technol. 20, 1–17 (2009).
20. Dupré, J., Bornert, M., Robert, L. & Wattrisse, B. Digital image correlation: displacement accuracy estimation. EPJ Web of 

Conferences 6, 31006 (2010).
21. Roux, S., Hild, F. & Leclerc, H. Mechanical assistance to DIC. Procedia IUTAM 4, 159–168 (2012).
22. Morrell, R. et al. Young’s modulus of ceramic materials - an intercomparison of methods. Institute of Materials 718, 565–566 (1999).
23. Timoshenko, S. Theory of Elasticity 3rd editio edn (Mcgraw-Hill College, 1970).
24. Lam, D., Lange, F. & Evans, A. Mechanical properties of partially dense alumina produced from powder compacts. Journal of the 

American Ceramic Society 77, 2113–2117 (1994).
25. Green, D. J., Brezny, R. & Nader, C. The Elastic Behavior of Partially-Sintered Materials. MRS Proceedings 119, 43 (1988).
26. Asmani, M., Kermel, C., Leriche, A. & Ourak, M. Influence of porosity on Young’s modulus and Poisson’s ratio in alumina ceramics. 

Journal of the European Ceramic. 21 (2001).
27. Chang, L. S., Chuang, T. H. & Wei, W. J. Characterization of alumina ceramics by ultrasonic testing. Materials Characterization 45, 

221–226 (2000).
28. DaVis, Strainmaster, LaVision, Inc., Göttingen, DE, (2016)
29. MATLAB 9.1, The MathWorks Inc., Natick, MA, (2016).
30. Oliver, C. & Pharr, M. An improved technique for determining hardness and elastic modulus using load and displacement sensing 

indentation experiments (1992).

Acknowledgements
This research is sponsored by EPSRC and the Johnson Matthey Technology Centre. The authors would like to 
thank Jack Egerton (Mechanical Engineering Department, Imperial College London) for providing us with the 
experimental and signal processing tools for the ultrasonic tests and the Johnson Matthey Technology Centre for 
offering their facilities and operators for the Hg intrusion, BET, FESEM and sample preparation.

Author Contributions
A. Farsi and A. Pullen developed the concept of the proposed methodology, performed the three-point bending tests 
and analysed the video recordings of the experiments. A. Farsi coded the Matlab script for the full deflection profile 
calculation and the Young’s modulus optimisation. A. Farsi also performed the ultrasonic tests. J. Bowen performed 
the nanoindentations and helped in interpreting the results. M. Carlsson and M. Marigo provided the samples for 
the tests. M. Marigo also provided the Hg intrusion, BET and FESEM data for the tested samples. A. Farsi wrote the 
main paper, A. Pullen and J. Bowen contributed in the writing of the methodology sections. A. Pullen, J. Bowen 
and J.P Latham reviewed and edited the entire manuscript. A. Farsi, A. Pullen, J. Bowen, J.P. Latham, M. Marigo, 
M. Carlsson and E.H. Stitt discussed the results and implications and commented on the manuscript at all stages.



www.nature.com/scientificreports/

13Scientific RepoRts | 7:46190 | DOI: 10.1038/srep46190

Additional Information
Competing Interests: The authors declare no competing financial interests.
How to cite this article: Farsi, A. et al. Full deflection profile calculation and Young’s modulus optimisation for 
engineered high performance materials. Sci. Rep. 7, 46190; doi: 10.1038/srep46190 (2017).
Publisher's note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

This work is licensed under a Creative Commons Attribution 4.0 International License. The images 
or other third party material in this article are included in the article’s Creative Commons license, 

unless indicated otherwise in the credit line; if the material is not included under the Creative Commons license, 
users will need to obtain permission from the license holder to reproduce the material. To view a copy of this 
license, visit http://creativecommons.org/licenses/by/4.0/
 
© The Author(s) 2017

http://creativecommons.org/licenses/by/4.0/

	Full deflection profile calculation and Young’s modulus optimisation for engineered high performance materials
	Results
	Full deflection profile calculation. 
	Young’s modulus calculation. 
	Uncertainty and optical distortions. 
	Precision and accuracy. 

	Discussion
	Concluding remarks. 

	Methods
	Sample preparation. 
	Hg intrusion and BET adsorption. 
	FESEM. 
	Three-point bending test. 
	Experimental setup. 
	Digital image correlation analysis. 

	Ultrasonic test. 
	Nanoindentations. 

	Acknowledgements
	Author Contributions
	Figure 1.  Effects of the rig self-compliance in the three-point bending tests: expected (dashed red) and recorded (black) load-displacement curve.
	Figure 2.  (a) An example of the frames used to extrapolate the displacement field of the beam during a three point bending test, (b) the vertical displacement field dv and (c) the horizontal displacement field dh before failure.
	Figure 3.  (a) Sample configuration before (black) and during the test (red).
	Figure 4.  Typical sequence of deflection profiles before failure (grey).
	Figure 5.  (a) Beam configuration before and after applying a rigid body motion.
	Figure 6.  (a) Representation of the points from which the vertical displacements are calculated with a standard method using three different sets of virtual displacement gauges (orange squares, blue triangles and red crosses) and the area used with
	Figure 7.  (a) Comparison of the force-deflection curves calculated with the standard method from the three sets of three data points (orange, blue and red) and with the proposed methodology from the best interpolation of the full deflection profile
	Figure 8.  Young’s modulus optimisation from full displacement profiles of the bars of Set 1 (light grey), Set 2 (dark grey) and Set 3 (black).
	Figure 9.  Experimental data of the sound rebound time obtained from an ultrasonic test on a sample from Set 1.
	Figure 10.  (a) Pore size distributions from Hg intrusions on a sample from Set 1 (black), Set 2 (blue) and Set 3 (red) and (b) the correlation between the BET area and the pore volume from Hg intrusions.
	Figure 11.  FESEM images of the fracture surfaces of bar fragments showing the microstructural failure mode for the three sets of samples.
	Figure 12.  (a) Histograms, (b) original (dashed) and corrected (continuous) normal probability distributions of the Young’s modulus estimations by nanoindentations for a sample of Set 1.
	Figure 13.  Comparison of the Young’s moduli from the proposed methodology (black), ultrasonic tests (blue) and nanoindentations (red).
	Table 1.   Mean values and standard errors of the Young’s moduli from this optimisation methodology, ultrasonic tests and nanoindentations.
	Table 2.   Average of the measured dimensions and bulk density of the tested prismatic specimens.




