
Nomenclature

A	 vector of partial wave amplitudes

.1.	 A	 unknown amplitudes

a	 constant

	

(1 (I.,j	 values of the amplitude of the normalised frequency response

o2	 - C2

01	 longitudinal material damping coefficient

(I	 shear material damping coefficient

	

B	 unknown amplitude

Bessel function differential operator
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/3

	

CIkI	 stiffness tensor (of rank 4)
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C1	 bulk longitudinal velocity (for isotropic materials)

bulk shear velocity (for isotropic materials)

phase velocity

	

c 7 .	 Rayleigh velocity

D	 material layer matrix

thickness of a plate (as in fd for frequencythickness)

d	 length of protruding end of an embedded bar

U partial differential operator

vector differential operator

Laplace operator

diliation

E	 Young's modulus

( 1)	 a strain component
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Abstract

This thesis concentrates on the development of a general purpose model of ultrasonic wave propagation

in leaky cylindrical structures and the integration of this model with finite element modeling so that

effective ultrasonic non-destructive testing (NDT) techniques can be developed. The analytical model

that has been developed provides information on the guided modes that can exist in a wide range of

infinitely-long, multi-layered, isotropic and transversely isotropic, Cartesian and cylindrical systems.

The discussions in this thesis concentrate on the complicated case of cylindrical layers whose energy

leaks into surrounding semi-infinite spaces. Using techniques developed in this thesis, the analytical

wave modeling results are integrated with time domain finite element modeling to extract additional

information about the behaviour of the guided ultrasonic waves, such as how they will interact with

defects. This information allows non-destructive testing strategies to be developed for many challenging

applications. One such application that motivated much of the work on this wave propagation model is

the inspection of post-tensioned bridges. The recent unexpected collapse of this type of bridge in Wales

emphasised that there are currently no inspection techniques that are reliable, practical, and inexpensive

enough to routinely evaluate the integrity of this type of bridge. The model that is developed in this work

has been applied to this inspection problem to evaluate the possibility of propagating guided waves down

embedded steel tendons to evaluate the condition of post-tensioned bridges by looking for reflections

from fractures or loss of section due to corrosion. Several modes that would allow reasonable amounts of

the tendons to be tested from their ends have been identified and confirmed experimentally on realistic

test specimens. These modes can provide valuable information on the integrity of the anchorages, a

sensitive region that cannot currently be inspected.
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F	 external force

f(r)	 radial behaviour of scalar potential function

f	 frequency (non-circular-- not used in derivation)

flniT	 minimum frequency

[G]	 global matrix

11( r )	 radial behaviour of equivoluminal potential function

,	 parameter to account for difference in recurrance relations

	

H	 equivol umi nal vector potential

	

H1 	 equivoluminal vector potential component

	

H 1	Hankel function of the first kind

H	 Han kel function of the second kind

	

Ii	 thickness of the plate

I	 identity matrix

ij,k,l	 indices

Iu	 modified Bessel function of' the first kind

infinity

Bessel tunction of the first kind

K,	 modified Bessel function of the second kind

KE	 kinetic energy

k	 wavenumber vector

k, a! ' kr	 real part of the wavenumber vector

k 1 ,, k;	 imaginary part of the wavenumber vector

a wavenumber component

,,	 , ,	 value of the attenuation (in nepers per wavelength or nepers per metre)

L	 compressional partial wave amplitude

A	 a Lamé constant (isotropic case)

A	 a constant (transversely isotropic case)

A	 wavelength (discussion of results)

mode indices

a Lamé constant

n	 circumferential order
constant = —iA (transversely isotropic case)
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< 0 >	 result of applying mode orthogonality relationship

the frequency (circular)

P	 power flow

< P>	 average total power flow
/)2 p. p,	 wavenumber component roots (see equations 2.58 and 2.61)

compressional scalar potential (isotropic case)

,	 potential functions (transversely isotropic case)

7r	 3.141592...

< Q >	 result of applying half of the orthogonality relationship

q2	 wavenumber component root (see equation 2.65)

R
	

(c2/c1 
)2 (in Rayleigh velocity calculation)

1
	 the density

radius

nfl r
	 the inner radius of a pipe

the radial direction

1
	 positional vector

rc	 reflection coefficient ratio

S
	

cross sectional area

SE	 strain energy

SED	 strain energy density

SH
	

shear horizontal partial wave amplitude

shear vertical partial wave amplitude

(T1
	 a stress component

(7
	 stress diadic

T	 (c1/c2)2 (in Rayleigh velocity calculation)

time

circumferential angle

(0)	 circumferential dependence of wave potential

leakage angle

11
	 particle displacement vector

U,.
	 radial displacement component

circumferential displacement component

U
	 axial displacement component



H)

V	 partical velocity vector

velocity of an incident bulk wave

group Velocity

i',rj	 bulk longitudinal velocity

phase velocity

bulk shear velocity

I,	 Poisson's ratio

I V,	 placeholder for a Bessel function of the second kind

X	 Positional vector

distance measurement

an arbitrary function

an arbitrary function

the axial wavenumber (real or complex)

real part of the axial waven umber

imaginary part of the axial wavenumber

=	 a radial wavenumber component

= ,/I	 a radial wavenumber component

(,3 =	 a radial wavenumber component

Y,,	 Bessel function of the second kind

placeholder tot a Bessel function of the first kind

-	 axial position

unit vector in axial direction
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Chapter 1

Introduction

Lu 1985, the Ynys-y-Gwas bridge, a 18.3 m post-tensioned segmental road bridge, collapsed in South

Wales only 32 years after its construction[l]. This unexpected collapse led to the (992 temporary ban on

grouted tendon construction in the United Kingdom and the development of new construction standards.

In addition, the collapse aggravated concern about the over 3000 other post-tensioned bridges that exist

in the United Kingdom2]. It highlighted the need for a reliable non-destructive testing technique to

characterise these bridges.

Post-tensioned construction allows very efficient bridges to be built. Large spans can be constructed

with a light, elegant design. The technique involves constructing the framework of the bridge out of

concrete, which can either be poured in place or pre-formed in sections that are assembled on site.

Hollow. continuous, metal or plastic tubes called ducts are left in the concrete at predetermined locations.

Steel strands or wires (collectively referred to as tendons) are then threaded through the ducts once the

concrete has hardened. The steel tendons are tensioned using large hydraulic jacks and are anchored by

small collets at their ends. The tensioned steel forces the concrete into compression so that it is better

able to support the loads required of it. Once the steel is tensioned, the ducts are filled with grout to

provide corrosion protection and the ends of the tendons are covered in a protective layer of concrete.

Ideally, the alkaline nature of the grout protects the steel tendons indefinitely. However, when the grout

is being pumped into the ducts, large air voids can form. Over time, these voids can fill with salt water

as dc-icing salts leach through small cracks or expansion joints in the concrete. Contact with salt water

causes the tendons to corrode quickly. Eventually they may snap and the entire bridge may collapse as

load is shifted onto the other tendons.

The current evaluation techniques are not adeq uate[ 3 ] . Section 7.1 describes the inspection methods

that are currently being used to determine which bridges are most at risk. However, the benefits of

these techniques are limited because most of them provide insufficient information to fully evaluate
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the condition of the bridge and others cannot be applied to the majority of existing bridges. An ideal

ulspectiofl method would be able to examine large portions ot' the bridge for corrosion on individual

tendons and perform the inspection from a single location that is easy to access.

Ultrasonic testing using guided waves has the potential to satisfy these testing requirements. Guided

waves is the general term for waves which propagate in a waveguide. They diftèr from bulk ultrasonic

waves because they continually interact with the boundaries of the material in which they propagate

and require these boundaries in order to exist. The boundaries confine the waves and allow them to

propagate over long distances, which makes them attractive for rapid, long-range screening of many

types of systems.

In order to test the regions of the tendons near their anchorages. guided ultrasonic waves could be used in

:t simple pulse-echo configuration. The waves could be generated at the end of the tendons and allowed

to propagate along the tendon. Upon interaction with a defect, a portion of the propagating wave would

he reflected back towards the transducer that transmitted the guided wave. By switching the transducer

to a receiving mode, this reflection can be detected and used to identity the presence of the defect. This

simple concept is illustrated in figure 1.1.

To optimise this technique and determine its sensitivity, two things must be known, the wave propagation

characteristics of the guided waves that can exist in this system and the behaviour of the guided waves as

they interact with diffeient types of defects. However, studying the behaviour of guided ultrasonic waves

is not as straight forward as the study of ultrasonic bulk waves. Because of the constant interaction

with the boundaries, the velocity and the behaviour of guided waves depends on their frequency. In

addition, there are an infinite number of guided waves that can exist in a finite structure, in contrast to

the three orthogonal bulk waves (one longitudinal and two shear) that can exist in a boundless material.

The guided waves are formed by combinations of bulk waves in each of the layers that combine to

satisfy all of the boundary conditions. In order to understand what guided waves can exist and how

they can be used to create a reliable non-destructive ultrasonic test, a wave propagation model must

he developed. Developing this model is not a trivial task, especially for cylindrical geometries. The

erout that surrounds the tendons further complicates the modelling of the system. As a guided wave

travels down the embedded tendon, it can 'leak' energy into the surrounding grout, exciting bulk waves

and attenuating the amplitude of the guided wave, To find valid guided wave propagation solutions,

this leakage rate, in addition to the velocity and frequency, must be determined for each point on each

guided wave mode.

This thesis develops the techniques that are needed to study leaky guided ultrasonic waves in cylindrical

systems and then uses them to evaluate the inspection of post-tensioned bridges. Considerable effort has

been made to allow the techniques to be as general purpose and as easy to use as possible so that other

systems in addition to post-tensioned bridges could he quickly evaluated in the future.
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to examine the ends of embedded tendons in post-tensioned bridges.



22

Chapter 2 derives the analytical wave propagation mode for multi layered cylin rical systems corn

pr sed of elastic liquids, isotropic solids (that can incorporate material damping), and transversely

isotropic elastic materials. The system can be surrounded by vacuum, immersed in a liquid, or em-

bedded in a solid. The solution employs potential wave fields, similar to those u ed by Gazis[4 and

Mirsky[51, and the global matrix method[6-9] to obtain its generality. Disperse, the general purpose

wave propagation modelling software program begun by Mike Lowe in the Imperial College Non-

destructive Testing Laboratory[lO], has been expanded by the author to include the cylindrical wave

propagation solutions[l 1] developed in chapter 2 During this expansion, Disperse was converted into

an interactive windows based program that incorporates many facilities to help interpret the results.

Chapter 3 discusses the guided wave propagation in several typical cylindrical systems. These examples

are used to provide a background on the type of guided waves that can exist and introduce the reader to

leaky systems and the nomenclature that will be used thr ughout the thesis.

The validation of the wave propagation model is in chapter 4. The model is validated against known

asymptotic solutions, published liteiature, its own interna consistency, finite element results, and exper-

iniental results.

Knowing the wave propagation characteristics of a particular system allows promising guided wave

modes to be identified. However, the interaction with var ous types of defects cannot be predicted using

the modal wave propagation solutions such as the one developed in chapter 2. To obtain this information,

the wave propagation solutions must be combined with finite element predictions. Chapter 5 develops

the techniques that have been used to integrate the two types of modelling.

The techniques developed in chapter 5 are used in chapter 6 to predict the reflection coefficients for

defects in embedded bars.

Chapter 7 applies the wave propagation model and the reflection coefficient results to the prob em of

inspecting post-tensioned bridges. Effective guided wave modes are identified, a practical test arrange-

ment is proposed, and experimental results are explained

Some brief conclusions are contained in the final chapter

The work presented in this thesis forms a submission t r a Ph.D. in Mechanical Engineering from the

University of London (Imperial College). Unless stated otherwise the work is the author's own. It

builds upon a long history of guided wave work, which s summarised within the relevant sect ons of

later chapters. The novelty of the work contained in thi thesis includes

• The development and implementation of a genera] purpose model of wave propagation in cylin-

drical structures that includes an arbitrary number ot layers, materials that can be elastic iquids,

isotropic solids (that can include material damping), or transversely isotropic elastic sol ds, and

immersion or embedding in other media. As exp aned later in section 2.2, many solutions for in-
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dividual cases have been developed, but a general purpose application has never been published.

In addition, many specific cases that can be calculated using the model developed in this thesis

have not been published; these include leakage into materials with material damping and multi-

layered transversely isotropic bars immersed in a fluid.

• The pre and post processing techniques that are used to integrate the cylindrical wave propagation

solutions with finite element modelling. Pure mode excitation, a method originally developed by

David Alleyne[12] to create an appropriate input to the finite element model, has been extended

so that it can now work with multi-layered systems, leaky systems. and cylindrical systems. A

through-thickness mode extraction technique that determines the amplitude of various propagat-

ing modes from the displacement profile of a finite element model has been developed to help

relate finite element results back to the modal wave propagation model.

• The examination of reflection coefficients for the L(O,l) mode for various types of simulated

defects in embedded steel bars. Although the determination of reflection coefficients from finite

element predictions is a well established procedure for free systems, very little work has been

conducted on the reflection of' guided waves in embedded systems.

The development of a technique to inspect grouted tendons in post tensioned bridges using the

analytical wave propagation solutions of guided ultrasonic waves.



Chapter 2

Derivation of Cylindrical Wave

Propagation Model

This chapter describes the development of a general purpose model for wave propagation in cylindrical

systems. The model can account for single or multi-layered structures, and free or leaky systems.

Elastic isotropic and elastic transversely-isotropic materials are supported as welt as isotropic materials

with material damping.

Based on the geometry and material properties of the system, the model determines what resonances can

exist in order to satisfy the boundary conditions and the bulk wave propagation characteristics in each

of the layers. These resonances control how ultrasonic waves will be guided in the system and what

ploperties each of these waves will have. The solutions to the guided wave problem lie on continuous

lines called dispersion curves that must be found iteratively in frequency - wave number - attenuation

space. Once the solutions have been found and the characteristics of the waves have been determined,

they can be used to design an effective non-destructive testing system.

The modelling described in this chapter continues the work that Mike Lowe started [6, lO]. expanding it

to cover cylindrical systems. During this expansion, the software tool for calculating dispersion curves,

called Disperse, was converted from MS-DOS to X-Windows and Microsoft Windows to make the

information more accessible. In addition, several options have been to added to help interpret and

use the data contained within the dispersion curves. The derivation for isotropic cylindrical systems is

strongly based on the work that Gazis did in 1959 on hollow, single layer, elastic, circular cylinders in

vacuum [4]. This work adapts it to handle multi-layered, leaky cases that incorporate material damping.

Some trivial errors are also corrected. The derivation for transversely-isotropic materials is based on

Musky's adaptation of Gazis' isotropic solution to transversely isotropic mnaterials[5].



2.1 Introduction to Global Matrix Solution Method
	

25

2.1 Introduction to Global Matrix Solution Method

For the wave prop g tion solution to model as miny different systel s as possibi it must be able to

handle wave propagation in an arbitiary number of layers There are two primary methods that are used

to model multilayered media[6]. These are the transfer matrix method, developed by Thomson[13] and

1-laskell [14] and the global matrix method, developed by Knopoff [7] and Randall 8]. To be consistent

with previous work on multilayered wave propagation that was performed at Imper al College [10] and

to benefit from better stability at high frequency-thicknesses[6], the lobal matrix method, which will

be explained in detail in section 2 8.1, was chosen

The first process in solving for the wave propagation solutions via the global matrix method involves

determining the n ture of the bulk waves which can exist in the boundless mater al. Once the nature

of the bulk waves is known, the stresses and displacements in a layer can be expressed in terms of

the amplitudes of all of the bulk waves that can exist in that layer. The stresses and displacements

at the boundaries of each layer can be combined with the boundary conditions to describe the entire

system in one Iare global matrix that relates the bulk wave amplitudes to the physical constraints.

Figure 2.1 demonstrates the construction of a five layer system. The partial (or bulk) waves labelled

L+-, SV+, and SH+- are assembled by matching the boundary conditions at each of the interfaces. At

certain frequency, wave number, and attenuation combinations, these partial waves combine to form a

guided wave which propagates down the axis of the infinitely long cylinder. These valid combinations

may be found by solving the global matrix equation for its modal behaviour. For a given system, the

global matrix equation is a function of frequency (time varying component), real wave number (spatially

varying component), and attenuation (spatial decay rate). Solutions must be found iteratively by varying

these three parameters until a valid root is converged upon. Once an initial root has been found, roots

that lie on the same line of solutions, or dispersion curve, can be traced. This process can then be

iepeated to find other dispersion cuies that exist Once all of the dispersion curves have been traced,

further infoi mation about the guided waves can be extracted and used to help determine their usefulness.

Using the global matrix method has seveial benehts Since additional interfaces can be easily added, the

.!lobal matrix method allows for a general solution to the iiiulti-layered problem. Because the boundary

conditions at all of the interfaces are solved simultaneously, the solution is inherently more stable than

solution routines, such as the transfer matrix method, which solve the wave propagation problem layer

by layer. Assembling the global matrix also simplifies the calculation of the mode shapes discussed

in section 2.8.4. The derivation for cylindrical systems is continued in this chapter. A derivation for

Cartesian geometries can be found in reference [6].
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Figure 2.1: Sample geometry of a five layer cylindrical system show ng the partial waves in each layer
(L+-, SV+-, and SH+-) that combine to produce a guided wave.

2.2 Historical Background of Cylindrical Wave Propagation

An enormous amount of work has contributed to our current unders anding of cylindrical wave propaga-

tion. This section highlights some of the previous achievements. H wever, it is far from comprehensive.

Cylindrical wave propagation problems were first studied numerically in the late nineteenth century.

Pochhammer [151 and Chree [161 were the first researchers to mathematically investigate the propaga-

tion of guided waves in a free bar and their names are still associa ed with the equation that describes

the modes of a solid cylinder

However, most of the applications of cylindrical wave propagation have occurred much more recently.

In the mid twentieth century, a good deal of research was performed on the modes of solid bars [17-

23 ] . Much of this work concentrated on the use of rods as acoust c waveguides for use in delay lines

that could be used in electronic devices, such as radar. In 1943, Hudson used she I approximations to

study the dispersive nature of the fundamental flexural mode in a solid cylinder[ 18]. The longitudinal

modes of a bar were first examined by Davies in 948[l7]. Later work by researchers such as Pao and

Mindlin[21,22], Onoe, McNven, and Mindlin [20], and Meeker and Meitzler [19 fully developed all

of the branches of the complete three dimensional problem of a so d circular cylinder in vacuum. The

dispersion curves for a hollow isotropic cylinder were definitively treated by Gazis in 1959 [4 24]. The

derivation for the general isotropic case that follows is largely based on his work Fitch[25J matched

Gazis's predictions for axially symmetric and non-symmetric wave pr pagat on with experimental data.

Later researchers, such as Kumar [26,27], have examined the effect that flu d fill ng has on the wave

propagation in cylinders.

In 1965, Musky expanded M rse's work on axi-symmetric wave propagation n the transversely isotropic

solid cylinders [28 and Gazis'[4 exact non-axi-symmetric isotrop c wave prop g tion solution so that
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cylindrical wave propagation in transvers ly Isotropic materials could be studied. Subsequently, several

other authors have examined the propae,ation in transversely isotropic rods and cylinders, for example

Xu and Datta [29], Dayal [30] Na c'y [31 , and Berliner and Solecki[32] The derivation for a trans-

ver ely isotropic material in section 2 7 of th s thesis, closely follows the technique that Mirsky used,

incorporating adaptations similar to those used by Berliner and Solecki.

Leaky cylindrical systems have been much more difficult to model than their free counterparts Much

of the difficulty comes from the need to calcu ate complex Bessel functions, which until recently were

not readily available. Therefore, early work, such as that conducted by Thurston[23], concentrated on

portions of the dispersion curves that could be calculated using only real Bessel functions. However,

more recent work by Safaai-Jazi et al.[33], Simmons et al. [34], and Viens et al. [35], has been able to

niodel the entire range of dispersion curve solutions. In addition, recent work by Nagy[3 1] and Berliner

and Solecki [32,36] has looked at wave propagation in transversely isotropic rods that are immersed in

a fluid. A recent paper by Nayfeh and Nagy [37] considers leaky axi-synimetric waves in multilayered

transversely isotropic fibres that are embedded in a solid.

All of these previous solutions to wave propagation in cylindrical systems solve a very limited wave

propagation problem. For example, the solution presented in Berliner and Solecki's work [32] only

accommodates a single layer and does not present solutions for materials that are embedded in a solid.

Nayfeh and Nagy's work [371 allows an arbitrary number of layers and the possibility of embedding

the structure in a solid, however it does not model non-axi-symmetric wave propagation nor immersion

in a fluid. The originality of the work outlined in this thesis derives from the application of the global

matrix method (described in section 2.8 1) to cylindrical wave propagation so that a general purpose

solution is obtained. The system can be consist of as many layers as needed. Each layer can be an

elastic isotropic material, an isotropic material with material damping, a transversely isotropic material,

or a fluid. Different material types can be easily combined The solution is valid for both axi-symmetric

and non-axi-symmetric wave propagation longitudinal, torsional, and flexural modes) and can model

leakage into a solid or liquid medium. In addition, many utilities have been incorporated into the model

to enhance our understanding of the wave propagation characteristics.

2.3 Assumptions and Limitations

In developing a cylindrical wave propagation model, certain assumptions will need to be made that limit

the scope of systems that the model can handle These assumptions are explained below.

This model assumes that the cylindrical system is axi-symmetric and infinitely long. The material

properties may only vary in the radial d rection and all of the variations must occur as instantaneous

changes at the boundaries of discrete layers, within which the material is homogeneous The boundaries

between these layers will be assumed to be perfect. These assumptions imply that local phenomena,
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such as defects, cannot be modelled. It should be noted that although the geometry of the system must

be ax i-symmetric, non axi symmetric wave propagation will be permitted.

All of the materials aie assumed to be is tropic or transversely isotropic. I otropic m ten is may be

elastic or may incorporate material damping The niateiial damping will be mode led using hysteretic

damping model that is explained in section 2.6 Anisotropic materials must be isotropic in the r - 0

plane and must be elastic. All liquids will be assumed to be inviscid. The different material types can

be combined in the same model.

The waves will be assumed to be Continuous, the frequency real, and the energy flu te. The assumptions

of a continuous wave and real frequency indicate that transient effects cannot be directly incorporated

into the model. The assumption that the system contains finite energy implies that energy is not being

added to the system from external sources, although energy may be lost due to material damping effects

and waves leaking into an infinitely large surrounding medium. A wave is continua y created at one end

of the cylindrical structure and allowed to propagate. Solutions will only be sought for guided waves

vJiich propagate axially.

2.4 Boundary Conditions

This model assumes that the system consists of infinitely long, concentric cylinders of homogeneous

materials. Therefoie, the boundaries between layers are defined by a surface wi h a constant radius,

extending infinitely in the axial (:) direction. Three different types of interfaces are considered, solid-

solid, solid-vacuum, and solid-liquid.

It is also assumed that all boundaries between two solid layers are perfect. This assumption implies that

the displacements and the stresses are continuous at the interface. All three displacements, r, 0, and :,

must be continuous or there would have to be void at the boundary. In addition, the normal stress, o,

and the two tangential stresses along the interface, o, and o will be transm tted across the boundary

and must be continuous The in-plane stresses, such as o -, do not need to be continuous across the

interface because they are not coupled from one medium to the next. These boundary conditions can be

summarised as,
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tor a boundary of radius, r, equal to a, where the + superscript indicates that interface is approached

from the inner material (with respect to r) and the - indicates that it is approached from the outer

material. It is also possible to define other types of solid-solid interfaces to model the behaviour of

non-perfect boundaries. These are not included in this model but in some cases may be simulated by

adding thin interface layers with reduced stiffnesses.

The boundary conditions change when a layer is bordered by a vacuum. In this case, the displacements

are no longer constrained at the surface. In addition, since there is no medium on the other side of

the interface to support a stress field, the normal and two tangential stresses that used to be continuous

across the interface must now equal zero. For a boundary at radius, r, equal to a, these conditions may

be written,

= 0

(TrlI	
= 0

= 0.	 (2.2)

The third type of interface that is important for our modelling is the boundary between a liquid and

solid layer. In this model, we assume perfect liquids that do not support shear. Therefore, instead of

the tangential stresses being transferred across the interface as they are for solid-solid boundaries, the

tangential stresses must be zero at the interface. In addition, there will no longer be constraints on

the displacements which are tangential to the interface because the two materials are free to slip over

each other. However, the displacement and compressional stress normal to the boundary must still be

continuous across the interface to avoid the formation of voids. These conditions are summarised as,

Ur	 = U,.
i	 ?.=c1, •,,	 j

=

= 0

= 0.	 (2.3)

2.5 Wave Propagation in Infinite Media

Before deriving equations that describe the behaviour of layered media, it is important to understand

the principles of wave propagation in unbounded media. In other words, we need to know the bulk

behaviour of a material. This information can be readily found in most text books on the subject[38-

401, but is repeated here for completeness.
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Beginning with Newton's second law and the principle of conservation of mass within an arbitrary

volume within an elastic solid, Euler's equation of motion can be derived. Euler's equation of motion

relates the particle displacement field n(x.!), which is a function of the position x, and time, I, to the

stress tensor, ojj (of rank two), in the following way,

U2u,
',j=1,2,3	 (2.4)

when the mass density of the layer, p. is assumed to be constant, the material is assumed to be linearly

elastic, and the body forces (e.g. gravity) are neglected.

The generalised Hooke's law relates the stress tensor, 	 to the strain tensor components, q, and the

adiabatic elastic stiffnesses of the material, CIJkl.

o(x,I)	 ek,(x.)ckI(x.t),	 i.j, k.1 = 1,2,3	 (2.5)

where summation over repeated indices is assumed. The stiffness tensor, CIJc.I is of rank 4, which

implies that there are 34 = 81 coefficients. However, symmetry concerns and the requirement of a

positive definite strain energy, reduce these SI constants to 21 independent elements.

For a linear system, the strain components can be expressed in terms of the gradients of the particle

displacements,

1 ")u	 Uuj "
= (k.:- +	 (2.6)

2	 (J.r 1	(Lr,

2.6 Development of Cylindrical Isotropic Model

The derivation of the wave propagation characteristics in a layered isotropic material in a cylindrical

coordinate system was definitively treated by Denos Gazis in 1959 [4]. This section closely follows

his work, adapting it for multi-layered geometries (that include material damping) and correcting some

small errors.
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Specialisation to Isotropic Case

For a homogeneous, Isotropic material, the theory of elasticity shows that the 21 possible components of

the elastic stiffness tensor reduce to two material constants,,\ , and p c which me called

the Lamé constants (See, t r examp e, reference 139]) Simplifying tl e ceneralised Hooke's law (eqn.

2 5) for the isotropic case and converting to a vector notation system leads to the equations,

- AIV u + i(Vu + uV)	 (2.7)

where I is the identity matr x, ô. is the stress diadic, a two dimensional vector fiel , and V is the three-

dimensional differential operator Rewriting Euler's equation of motion (equation 2.4) in vector format

.15

	p(Uu c)1)=V.	 (2.8)

and combining it with equation 2.7 leads to Navier's displacement equation of motion for an isotropic,

elastic, medium which is, in ins ariant form,

(A + 1z)VV u + jiV 2u = p(tJ 2 u/01 2 ).	 (2.9)

This equation may also be written as,

d latational	 rotational

	

(A + 2s V V• ii) + pv x (V x ii) = ô2ii (1)
	 (2.10)

shere U is the displacement vector, p is the density, A and p aie the Lame con tants, and V 9 is the

three dimensional Laplace operator. In the second form, (A + 2p V(V ii) accounts for the dilatation

(comnpressional) portion and pV x V x u) accounts for the rotational (equ voluminal) portion of the

So I Ut iofl.

Material Damping

Material damping may be introduced into the system in a number of ways. For most of the materi-

als that will be modelled using this derivation, a hysteretic (or structural) damper provides an adequate

representation of the actual material behaviour that is easy to implement numeric ly and has been fre-

quently used used in ultras nic modelhin 6,9,10,41-51]. Work in structural dyn mics has shown that

hysteretic damping more reahistcally models solids than either a Maxwell or V t viscous damping

model [52,53]. The hysteret c model implies that the energy loss per cycle (or al ernatively, the attenu-
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ation per wavelength) is constant. For harmonic solutions such as the one d veloped in this chapter, a

tiue viscous damping model can be approximated by varying the hysteretic arnpin, constants before

calculating each fiequ ncy Although the analysis ot the hysteretic damping model is not r gorous for

trinsient problems (it does not obey causality toi a unit step function), it i admiss le for describing

haiinonic vibration [54 53] and is therefore valid for the solutions developed in this chapter Using a

hysteretic damping model will cause the bulk velocities to depend slightly on the val e of the damping,

which is not strictly correct. However, in practical situations, this effect is ye y smal and can be safely

ignored[53].

The introduction of hysteretic material damping simply replaces the Lamé co stants A and p by complex

values such that,

A becomes A + iA'	 and	 /1 becomes p + 1/1'	 (2.11)

where the constants A' and i' are the hysteretic damping material constants The damped model clearly

ieduces to the elastic model if the hysteretic damping constants are zero. Thus, the displacement equa-

tion of motion (equation 2.9) remains

U
(A + 1i)V(V u) + pV 2

u = I'--j-,	
(2.12)

however, the Lamé constants A and p are now complex quantities.

Potential Functions

Using Helmholtz decomposition (See reference [38] pages 52-53 for 'no e information , the three di-

mensional displacement vector in equation 2.9, U, which is finite, uniform and continuous, and vanishes

at infinity, can be expressed as a sum of a compressional scalar potential, c and an equivoluminal vector

potential, H,

it - Vç + V x H
	

(2.13)

with

V H=Fr,t)

where F is a function of the coordinate vector, r, and the time, ( Gazis 4 points Out that the function

T can be chosen arbitrarily due to the gauge invariance ot the field transformations (See reference [381

pages 207-211 for more information). In other words, the relation between the fle ds and the potentials is

not unique. The scalar potential o can be replaced with '+ 1 c •) / and the vector potential, H by

H - V and provided that satisfies the appropriate boundary conditions, the new potentials represent

the same field. In this way, functions can be combined to represent the entire field We choose F r, /) to

he identically zero, making the equivoluminal vector potential a zero-d ergence vector, which implies

tl at the field is solenoidal, i.e. there are no sources or sinks of energy w thin the re,ion. Specifying the

diverence provides the necessary additional condition to uniquely detenni ne the three omponents of u
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from the four components of the two potent ia s, which was introduced by the Helmholtz decomposition.

Substituting the expression for ii into Navier s equation of motion (equation 2.9), and using the identi-

ties,

V Va V5 V'(V
	

VV	 VVxH (J

the resulting equation is

V[A+21 V—p) (
	 +Vx [1 v H	 0 H c91)]=O.	 (2.14)

This equation is satisfied it either of the two expressions in square brackets vanishes. Setting these

expressions equal to zero leads to the standard equations,

c	 )ç	 /.i

cV 'H
	

9 H m-
	

(2.15)

where
= (A +2/i)'	

C2 
= ()' ,
	 (2.16)

and A and p are the Lamé constants, which can be complex if there is material damping present.

2.6.1 Expansion in Cylindrical Coordinates

Equation 2.15 describes how a wave will piop date in an infinitely large medium. The vector operations

that are specified in the equations are independent of the coordinate system that is used to solve the

I iobleni. This secton expands Ofl this knowledee to solve these equations for a specific coordinate

system and to investigate how waves will pi pagate when boundaries are added. The first part of the

section exploies possible solutions of equation 2 IS in cy indr cal coordinates. These solution types are

tI en used to determine the displacement and stiess fields that arise because of the propagation of the

wave. Finally, these fields aie combined with the boundary conditions to create a layer matrix that may

be used to describe a complete system

Proposed Solution for Cylindrical Geometry

Since the Helmholtz equat on (2 l3) is separab e, the so uti n may be divided into the product of func-

ns of each of the spatial dimensions[38]. It we assume a h rmonical y oscil atini source, the solutions

to equation 2.15 will each be of the form,

..	 kr	 t	 (2.17)
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where k is the wavenumber, and	 (r ,	 (0 , and	 () describe how the field varies in each spatial

(A oidinate.

F r elastic matei iils with n atei ial damping. the w enumber, k is a complex number, with the rea

p rt,k, , describing the prop 'ation of the wave d the iinainaiy part, k,, ,,, tI e attenuation of the

wave in space. The real and imaginary parts may be separated, and equation 2.17 may be rewritten as,

g H	 r)2(0	 kr	 r t	 k	 r	 (2.18)

where the first exponential term, which is wholly imaginary, describes the harmonic propagation of the

wave in the direction of the vector k ., and the second, real term describes the exponential decay of

the wave with distance in the diiection of the vector k 	 ,.

If the real part and imaginary part of the wavenumber are parallel the material constants can be related

to the measurable wave speed and attenuation [10

_________	 h	 Ci	
(2.19)C orc9=

k +zkiI	 ij._[ - 1+i,,: (2w)

where c h is the phase velocity of the wave and is the attenuation in Nepers per wavelength, such that

a wave of unit amplitude is reduced to an amp itude of e	 after travelling one wavelength.

The attenuation of cylindrically guided waves due to the leakage of eneigy into the surrounding media

presents a similar problem to the attenuation due to material damping. An attenuation term must be

added even if all of the materials are elastic to account for decay in energy of the guided wave as

energy propagates away to infinity. This attenuat n due to leakage can be introduced by allowing the

vasenurnber to be complex[6,9,lO,46,47,49,55-58 . A complex wavenumber imp ies that as the mode

propagates its amplitude decays spatially. This implication matches our perception of the behaviour of a

leaky guided wave. When the frequency is real and all of the materials are elastic, then k , ag may exist

but it must be normal to k When both materia damping and leakage are plesent, the imaginary part

of the wavenumber vector, which in general is not necessarily parallel to the real part, accounts for both

t)pes of attenuation [101.

Returning to the proposed solution ot equation 2 7 and assuming a complex vector wavenumber, k, to

account for the attenuation, we rewrite the proposed solutions as,

H -	 i	 0 .Z3	
k r—	 (2.20)

shere k is the complex vector wavenumber, r s the pos tion vector, and w the circular frequency.

Assuniing that the wave does not pn pgate n tI e diiect on ar I assuming that the displacement field

loes not vaiy in the or 0 direction except for the harmonic oscill ition described by the real part of the
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vector wavenumber and the attenuation described by the i aginary part , we can rewrite equation 2.20

, H	 j	
k8+	 (2.21)

where k 9 is the angular wavenumber component is the omponent of the complex vector wavenum

ber in the z direction, which will henceforth be referred o simply as the wavenumber. The angular

wavenumber component, k8 must be an integer, n. Otherwise the solution would be different at C and

C + 27r and the solution would not be unique. Phase ang es may be arbitrarily added to each of the

functions, since the added phases will be compensated for by the coefficients of the functions them-

selves Choosing the phase angles to match those used by Gazis yields the following expressions for

the components of the Helmholtz potentials in equation 2. 13, for cylindrical waves propagating in the z

direction,

Hr = —q (r)e ,29+-)t

119 = _zqo(,.)ei(7+(.z_t

H = — ig3 (r)e '	 -	 (222)

Another possible solution results in sines and cosines foi the 0 dependence. This formulation more

closely follows Gazis' formulation and more clearly demonstrates the wave's behaviour for torsional

and longitudinal modes, when n = 0. The choice of the phase angles and the sine or cosine function is

constrained by the expressions for the displacements, which are developed below.

= f(r) cos(nO)& Z-t

H,. = _ 9r(1)'iI1(flO e2

H9 = —1g9 ( ) ro'(n0	 -wt

H	 = g3 (r) in(i 0 e	 (2.23)

Substituting the equation for q from equation 2.22 into equ non 2.15

cV 2ç=O 2 ç U

y elds

+L_(	 (_2))f....o	 (2.24)

The series solution of this differential equation is a Bessel function, whose differential operator is de-

hned as,

B r	
(	 +	 - (	

- 1)).	 (2.25)
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Therefore,

= 0
	

(2.26)

is a valid solution for the potential function o when 2 = - . In equation 2.26, o corresponds

to the radial component of the wave number vector, which is used to describe the radial variation of the

potential function .

Substitution of the vector potential, H from 2.22 into equation 2.15 produces three coupled scalar equa-

tions, as revealed by the Laplacian,

c 2 H =	 H) - x x H) = ôH/8t2

= . (vii -	
-	

+ o (vii -	 +	 + (V2H)(2.27)

Separating equation 2.27, results in the following equations,

(1(/;3 	I (/q3	 (n-	 (2	 ,\ \

	

_))93 = 0	 (2.28)

('Yr	 1 (h/ ,.	 1	 .,	 UJ

+	 + -(?ryr + 2U Y9 fir) E.7Jr +	 = ()	 ( 2.29)

((7/c	 1 dye	 I	 .,	 •	 .,
+ ---i-- + -(- ii ye + 2ng,. -) -	 +	 f/r = (j	 (2.30)

Equation 2.28 is uncoupled and has a solution of the form,

[y ] = 0
	

(2.31)

where 32	 .)-/(.- -

Adding and subtracing equations 2.29 and 2.30 leads to the following solutions of the wave potential

functions,

Bni;jr[qr - !Jo] = 0

Bti+irEyr +je] = 0	 (2.32)

Gauge invariance tells us that one of the potentials can be set to zero without loss of generality. In

other words the displacement field corresponding to an equivoluminal potential can be derived by a

combination of the other two equivoluminal potentials. So we set y = 0 such that

fir = —lie = f/i	 (2.33)

and we are left with three independent potential functions, f(r), y j (r), and g3(r), which each satisfy

the Bessel differential operator.
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Choice of Bessel functions

Eich of the three of independent potential functions,! r). j , andy. (i), itisfy the Bessel differ

ential operator. However, tI ere a e several d tterent combinations of Bessel functions that may be used

to satisfy this differential operator In order to fully satisfy the operator, a pair of linearly independent

Bessel functions is required The 'standard' pair of functions that satisfy the Bessel differential operator

aie the Bessel function of the first kind (J ) and the second kind (Y r ). These functions represent a pair

of oscillating standing waves, similar to the Caitesian functions sine and cosine. The modified Bessel

functions, I, and K, may also be used, although their use requires a sign change in the Bessel differ-

ential operator. They correspond to a monotonic decay or increase and are similar to the hyperbolic sine

and cosine functions in a Cartesian system. The third valid combination of functions are the Hankel

functions of the first and second kind H 1 and H ). Similar to complex exponential functions, these

functions represent oscillating waves that propagate toward or away from the origin. The best choice of

functions depends on several factors, which are explained below.

For internal layers, all three of the functions combinations are valid. However, certain combinations

aie more stable than otheis In practice, the Hankel functions, which are always complex, prove to be

the least stable and aie therefore not used for internal layers. The choice between the unmodified or

modified Bessel functions depends on the argument of the Bessel functions, or or 3r.

For a system that does not experience atteivation, the fiequency, , the wavenumber, , and the bulk

velocities, c1 and c2 are all real. Therefore, o, defined as - , will also be real. It will be

positive when the w 2 c is greater than the wavenumber (or the phase velocity is greater than c 1 ) and

negative when 2 c is less than the wavenumber (or the phase velocity is less than c1). Therefore,

i,, an argument to the Bessel functions, will be purely real when the phase velocity is greater than the

longitudinal bulk velocity and purely imaginary when the phase velocity is less. The same is true for the

functions that have 3r for their argument except the references to the longitudinal bulk velocity must

le replaced by reterences to the shear bulk velocity When using Bessel functions that take complex

mgumnents, the unmodified Bessel functions J and Y, could be used for both the real and imaginary

ctses However it is more stable (and elegant) to use J and Y, when the arguments are real and use

the modified Bessel funct ons, I and K, when the arguments would be imaginary Since both of the

unmodified Bessel functions (J, and Y, increase exponentially along the imaginary axis, their effect

cannot be clearly separated and the solut on becomes unstable as the arguments become large. This

I roblem is analogous to the "large fd" problem that is discussed for plates [6] and is especially impor-

tant for large radius ppes H wever the modified Bessel functions separate with I, () 	
(_1)nJ, (iz)

increasing and K	 = 1 2	 ' + H (iz) decreasing as the argument grows [59]. This leads to

a more stable solution. Because of the s n change in the differential operator of the modified Bessel

functions, some chan2es need to be made to the definition of o, and 3. In ad (ition, two parameters,

i d -, have been defined to account for the differences in recurrence relatR nships that are employed

shen derivatives of the functions need to be taken. The first parameter, , relates to recurrence rela-



(1

/3

Z, (or
U', (or
Z (,3i

u; ( 3r

—1
= I(ar)
- K(or)
—I (/3r)
- K(/3r)
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Table 2.1: Substitutions that should be made and criteria that should be used for the selection of the
type of Bessel functions to be used for the cylindrical layer matrix.

when i; > c 1 	 when c 1 > I i,,, > c	 when c 1 > C > 1 h

o = vn

3/F

Yi - 1
= 1

Z(ar) - J, (o,)

,	 =
Z, (13r) = J, (3i
I'; 7 (3r) = Y, (3r)

U	 U-

))	 1
Z, (or) - I,(ar)

u; (or) = I(,(°'
Z, 3r) = J (/3r)
U, 3r) = Y, 3r)

tionships that involve a and 2 relates to those that involve j3. The substitutions that need to be made,

is well as the criteria for when these substitutions should be made, are collected in table 2 1. This table

introduces the functions 2', and 11 which will be used in the rest of the derivation to represent inward

(7 ) and outward (U,,) oriented Bessel functions. The function Z, can be substituted by J , I, , or

H and the function II, takes the place of Y, , K , or H

When there is attenuation is the model, the wavenumber, , will be complex and therefore a2, 32

and 3r will all be complex, instead of being purely real or purely imaginary. Thus, complex Bessel

functions will need to be used for the calculation. However, the same substitutions can still be used for

internal layers to stabilise the solutions.

Leakage into a surrounding medium

For systems which leak energy into a surrounding medium, such as a bar embedded in an infinitely large

iiiedium, an appropriate Hankel function must be chosen for the outward propagating wave in the layer

that represents the infinite surrounding medium The unmodified Bessel function, Y , which represents

si inding waves in a layer that has finite size, will not correctly describe an infinitely thick layer because

it does not provide for the propagation of energy away from the origin. The modified Bessel function,

K , which represents a decaying wave, only forms a valid solution when the phase velocity is less than

tI e bulk velocity of interest (c for n and 12 for 3). This criterion corresponds to regions where the

iespective bulk wave does not leak from the structure The Hankel functions, H, 1 and H ", which

represent propagating waves, are able to correctly model the leakage for all regions of the dispersion

curves. Since using the modified Bessel function K for modelling the surrounding medium does not

improve the stability of the solution, the Hankel functions are used for all cases.

For the direction of the wave used in this thesis, e	 , the Hankel function of the first kind H 
1

vhich decays at infinity, is used to describe the outward propagating wave in the infinitely thick sur-

I )unding medium. The Hankel function of the second kind, H , which represents the Incoming waves,

creases as its argument approaches infinity If this function is included in the solution, the assumption
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that the energy is finite would be violated be ause there would be constant energy input along the entire

ii hnite length of the system. Instead, the ti ee incoming partial wave an plitudes L , 5 , and 5 H_)

ie set to zero. The Hankel functions follow the same recurrence relation hips as t e unmodified Bessel

t inctions of the tirst and second kind (J and Y). Therefore,	 and - must always he I, a always

equals 3 always equals /T The same Bessel functions are used hether the surrounding mate-

ri il is a solid or a liquid however, as will be seen later, only one partial wave amplitude, L, is needed to

describe the field in a liquid.

The cylindrical core of the system may also be modelled as a serni-inhn te half-space The core can

only have three partial waves (one for a liqu d), all of which propagate inward, as opposed to the other

internal layers that can contain six partial waves each (two for a liquid), three of which propagate inward

iid three or which propagate outward For the cole, the outward travellin waves are represented by the

inwaid travelling waves fiorn the other side of the bar. These waves are normally represented by the J

or I Bessel functions, which represent stand ng resonances through the th ckness of the core. However,

some cases arise when it is advantageous to eliminate the transmission of he inward propagating waves

horn one side of the core to the othet An ex mple, which is discussed in ection 3.2.1, is the modelling

of a large radius pipe that is partially filled with a fluid In this case, the partial waves that are excited in

the liquid core can reflect off of the top surface of the liquid and be scattered. When the reflected partial

wa\es reach the pipe wall, they will no longer be propagating at the proper incident angle for them to

conti ibute to the energy of the mode that generated them. Thereftwe, the attenuation of the mode will

he significantly higher than for the model, which assumes that the partial waves continue to contribute

to the energy of the mode. By numerically absorbing the partial waves that are piopagating in the liquid

c )ie, the attenuation caused by such an effect can be approximated.

In oider to eliminate the transmission of the partial waves through the I quid core the normal wave

solution that uses the J or I Bessel function can be replaced by a solution that incorporates the Hankel

function of the second kind, H, - . The Hanke function of the second kind his a sink at the origin which

absorbs the incoming bulk waves. When using the Hankel function of the econd kind, the parameters

-. and - should be set to one and the values of o and 3 must be define in the sane manner as for

H nkel functions of the first kind.

Choice of the phase for a and /3

The phase of the arguments to the Bessel functions, . and 3r, stron.ly ffects the behaviour of the

s ution and must therefore be chosen with care. Since o and 3 are defined by the va ue of their

s uares, they may take on two different values that are 180 degrees out of phase. The choice of roots

d pends on the type of Bessel function and whether the partial wave is hoin eneous or inhomogeneous

H mogeneous waves propagate with compon nts both along the direct on of propaat on of the guided

' e and normal to the interface between ayers. On the other hand, irnhom geneous waves propagate

al ng the direction of propagation of the gu ded wave, but die away exponentially in the direction
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Tab e 2 2. Criteria for the the choice of phase for the arguments of the Be el functions depending on
the type of Bessel function and the type of wave (homogeneous or inhoino neous

Bessel Function	 Phase () for homogeneous	 Pha e ç') to inhomogeneous
wave	 wave

J,,Y, andH,	 r/2<,<f7r/'	 e
I andK,	 r

normal to the interface between layers. When there is no attenuation, it s easy to determine which

aves are homogeneous and which are inhomogeneous. If the argument t the Bessel function is real

then the wave is homogeneous, but if the argument to the Bessel function is imaginary, the partial wave

is inhomogeneous. The circumstances when these conditions apply may be ex racted from the definition

of___________________________
- (2	

(2.34)
\ViJ	 ru

vhere the expression , / has been substituted for the axial wavenumber, . Whenever the phase

elocity of the guided wave, v 7 , is greater than the bulk velocity, v 1 , a 2 is positive and a is real. Con-

versely, when the phase velocity is below the bulk velocity, a 2 is negative and a s imaginary. With

attenuation present, the arguments of the Bessel functions will be complex In this case, a wave can

be considered to be 'homogeneous' when the real part of (w/cb1k)2 is greater than the real part of2.

This condition is also usually true when the phase velocity of the wave is ,reater than the appropriate

bulk velocity (c 1 for a and c2 for /3). Otherwise the partial wave will be inhomogeneous Since a and

3 represent the wave number in the direction normal to the interface between the layers it is neces-

sary to choose their phase so that the behaviour is consistent with the nature of the homogeneous or

inhomogeneous waves Both the propagation of homogeneous waves and the decay of inhomogeneous

waves should be away from the interface. Tabulating this information for the different types of Bessel

lunLtions leads to the selection criteria found in table 2.2.

2.6.2 Displacement Field

We are now ready to apply the information that we know about the soluti n in order to calculate the

displacements at an arbitrary location in the medium Recalling tromequation 2 13 that u = Vø+V x H

and the vector operations in cylindrical coordinates given in Auld[60],

) UN UHA
=

1 of?	 1:
)ó ()Hr OH

1,1	 -

o	 -	 + !(,.IJR) - 
1	

(2.35)
r di	 ,. dO
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leads to the displacement field in terms of the potential functions of equation 2.22,

(f/
Il

=	 + fill + u/3
1

( H= P	 - q1 +
I.

=	 u+	 m +y +o) e'""	 (2.36), (
	 (ii + 1

1

where the prime notation indicates the derivative with respect to the radius. i. The expressions for the

displacements may also be expressed in sine and cosine notation,

	

Hr = (i' + y' +	 a) cos(iiO)e't)

= - (.r - y i + u.․) siu(nO)'

I	 ("+1)
= ' (, J +	 ,.	 yi +) cos(iO)'"'.	 (2.37)

Equation 2.37 clearly shows that longitudinal modes (ii = 0) have no 0 displacement and have a constant

displacement profile around the ci rcumtèrence.

2.6.3 Stress Field

Knowing the expressions for the displacements and the relations between the displacement and the

stresses, we can now determine expressions for the stresses. Hooke's Law defines the stress as r =

+ 2;lf,j, where in cylindrical coordinates,

I thP(/	 II,.

	

p r =	 =	 + -	 =()	 I. ()0	 I.	 a:
I f)u,.	 )u.

=
2 \ d:	 (-)r

I I d	 u	 I Ilu,.
=

	= 	 (2.38)
2\3:	 rc)Oj

and

	

'rr =	 + 2/trr

=

	= 	 (2.39)
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vl ere - is the dilatation given by

V	 ^e	 +( ff 8+ (t

A1 plying these expressions to the displacements in equat a 2.36 the stiesses that aie speufled in the

boundary conditions become

/ A	 11	 2n ,\
r =	 ( --(o + I + 21" + 2 - 2j +	 I

r)\	 /1	 7

/ 2ii + 2n	 (ii + 1 .
8	 ip	 - +	 g - + 2y +

r	 r
)	 n	 n

ip (2' + ( -	 +	 + q +	 j)	 (2.40)
i	 r

In calculating o g and cr the substitutions, taken from the Besse equation,

1	 ,	 .)	 1

-

=	 iJ + ((??:, 
)2 - 

3)	 (2.41)

were used to match the form of the expressions given by Gazis4]. Please note that the g term ot

o does not match Gazis; he also incorrectly multiplies 2 - /3 by n r This error is not propagated

through to his other results

2.6.4 Material La er Matrix

The expressions for the displacement and stress fields in equations 2 36 and 2.40 are expressed in terms

of the potential functions The solutions for these potenti functions that are given in section 2.6 1 must

be substituted into these equations before the actual stre s field can be calculated. These substitutions

piovide six equations in terms of six unknown partial w ye amplitudes (three tor incoming waves and

three for outgoing waves) that correspond to the coethcients of the Bessel functions that are used in the

solution. The use of these partial waves is shown in figure 2 I, where six bulk waves are present in each

interior layer. The partial waves amplitudes in figure 2 1 are labelled by their Cartesian equivalents, L,

SH, and SV, which stand for Longitudinal waves (equivalent to the solutions of f i ), Shear Vertical

waves (9 ), and Shear Horizontal waves(j

We can assemble a 6 by 6 matrix from the six equations r the isplacements eqn. 2 36) and pertinent

stiesses (eqn. 2.40 in terms of the amplitudes of the 6 part al waxes The resulting matrix is called a



2.6 Development of Cylindrical Isotropic Model 	 43

material layer matrix and solves the equation

L+

L_

= {D]	 (2.42)
rr	 sv_

r8	 SH+

SH_

where [D] is the material layer matrix. This matrix expresses all oi the displacements and stresses that

are required to evaluate the boundary conditions described in section 2.4 and will be used in following

sections to assemble an equation that represents the entire system. The layer matrix has been organised

so that the columns are ordered, outward propagating!, inward propagating f, outward propagating 

gj,

inward propagating 91. outward propagating g, and inward propagating q, and the rows are ordered,

in-plane displacement. u, normal displacement, u,, shear displacement, u, normal stress, o,.,., shear

stress (in direction of propagation), and shear stress perpendicular to the direction of propagation,

(Trff. This order was chosen to match the pre .existing layer matrix for flat plates that is used in Dis-

perse. It is shown below in graphical form, where the + subscripts denote outward propagating waves

(downward direction for the plate case), the - subscripts denote the inward propagating waves (upward

direction for the plate case) and the partial wave amplitudes are denoted L, SY, and ,S'H.

L	 L_ S1 SV_ SH	 SH_

u.	 D(1, 1) D(1,2)	 . . .	 D(1,6)

Ur	 D(2, 1)

U

D(t. 1)	 ...	 D((i6)



D(1,2) =

D(1,4) =

D(l,6) =

D(1, 1) =

D(1,3) =

D(1.5) =

j(C7.2 Z, (ar))

z( 
j,2 Z, ( /3v' ) )

0

It (a r))

z(j3r2 IV (3r))

0

D(3. 2) =

D(3.-l) =

D(3.G) =

D(3, 1) =

D(3,3) =

D(3. 5) =
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For a cylindrical isotropic material layer. the material layer matrix is given by,

fT,,

D(I. ))	 ((2 - j2 ),.2 + 2vi( vi - I ))Z, (a;) + 2 i, nrZ 1 frxr

D(4. 4) = 2/3s- 2 Z (/3r) - 2v(n + 1)Z+1 (0;)

D(4, 6) = 2ii(ti - 1 )Z(0 , ) - 2, 2 n/3rZ 1 (i3t')

D(4. 1	 ((.2 - .32 )r2 + 2ti(n - 1))V, (ar) + 2orW, 1 (ar)

D(4,3) = 2')2/3r 2 IV,7 (/3r) - 2(n + 1)rIV^t(3r)

ID(4. 5) =	 2ti(ii - I )IVn (i3')	 2t/3.'lV8+ 1 (ii,)

Hr

D(2. 2) =

=

D(2.6) =

D(2, I) =

D(2.3) =

D(2,5) =

nrZ, (CLV) - 5, nr 2 7 +i

i- 2 Zn+i (dr)

ttrZ (0")

ttrII,(cvr) -

r2 IV^ 1 (It')

n r I I", ( 3 r)

D(5. 2) =

D(5-I) =

D(5.6) =

D(5. 1) =

D(5, 3) =

D(5, 5) =

z( 2nrZ (at') - 2"j, ar 2 Z,+ i (at'))

z(n/IrZ,L (lit') + 
(2 - 

j37 )r 2 Z,, (jIr))

t(	 (3t'))

- 2car 2 IL',i+t (at'))

( s tt3t'I V ( It') + ( c2 - j l ).2 V,	 (3 ))

ar (I

z( iirZ (cir))	 D(G, 2) =	 t(1vi( o - 1 )Z,, (at') -	 ,zci ,'Z, i (a v')

D(6.4) = ,(—.3r2Z,(iIr) + 2r(vt + 1)Z,,,(l3r))

t(ttt'Z, (Or) - ,I _.72,2 Z, 1 ^, (Ir)J' 1(6. 6) =	 z((2n(tv	 I) - 2,_2 )Z,1 (3r) -j- 2,23,'Z7(/3r))

i(ttt-I"(ar) )	 D(6, 1) =	 ;(2tt( u - 1 )IV,1 (cvr ) - 211art3/',1 _1. (a,'))

z(—r 2 U, (3r))	 D(6.3) = ,(-57/3r2 IV,(/3r) + 2e( , + 1)!V,(/3r))

- • 3r2 II' 1 (3r))D(6,5) =	 z((2n(ii - I) —,3 2 r 2 )II'(3r) -f-2/3rt'L',(/3r))

(2.43)

where Z () and TI () represent incoming and outgoing Bessel functions, ii is the circumferential order,

r is the radius, is the axial wavenumber (the wavenumber in the direction of propagation). ji is one
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of Lamé's constants, o is k )2 - ', 3 Is ( - , and are the longitudinal and shear

bulk velocities, and' and '2 account tot ditterences in the recurrence relationships of different Bessel

functions as will be di cussed in the following p ragraph. The I bels above each of the rows of the

matrix specify which displacement or st ess corr ponds to that component In the formation of the

above matrix, the displacements have been mult lied by r and the stresses by r-/p to simplify the

re ulting expressions and avoid dividing by the ra ius Foi sin'le layeied problems the scaling factors

can be omitted during the formation of the glob I matrix (see section 2 8 I) and the solution is not

affected. However, for multilayered prob ems, Lame's constant, ji, must be included in the expressions

for the stresses. The phase factors, , are normal y included so that the relative phases of the various

components are expressly shown. With the exception of the scaling factors, the expressions for the

stmesses that appear in equation 2.43 closely match those that Gazis deri ved [4] . However, it should be

noted that the o 1 in the first part of Gazis expression foi the inward longitudinal component of o (c31

in his derivation) should actually be an a.

In equation 2.43, Z represents the inwaid directed waves, which can be expmessed by the Bessel func-

tions, J, , I, ,or H 2 , depending on the solution t pe and the phase of the argument. U, represents the

outward directed wave and can be expressed by Y , K, ,or H . Since the recurrence relations for!,

and K,? , are different from the relations for J,, Y , H,, ,or H , , the parameters i and )2 have been

introduced into the equations. These pal ameters are —1 when the Bessel functions I,, and K are used

and are 1 when any of the other Bessel functions are used. The parameters have been divided into two

parts, i and ', the first of which relates to the longitudinal component and the second of which relates

to the shear component. Table 2.1 and section 2.6 I detail under what conditions the different types of

Bessel functions should be used

2.6.5 Liquids

In the cylindrical case, liquids cannot be simulated by cleating the material matrix for a solid with a very

low shear speed, as can be done with the plate ca e [6]. A small shear velocity forces the arguments of

the Bessel functions to be too large for the numerical routines to be able to calculate them. However

the material matrix can easily be simplified for the case of an ideal liquid layer by eliminating the shear

omponents. To model an ideal inviscid liquid, only the scalar potential needs to be used since the

stress now becomes a sin,le dimensional, scalar field. In addit on the material property, p. which most

strongly influences the shear action of the materi I, is now set to be zero. Thus the displacements and

stresses become,

= fe n+e —t

19 -	 9+ —.t

-	 9+ —f

—.\ 0 + fe 8+
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= 0

7r 	 U
	

(2.44)

Since an inviscid liquid does not support shear, the boundary conditions fir a solid-liquid interface

are difierent from those for a solid-solid interface. As expressed in equation 2.3, only the normal

(perpendicular to the axis of the cylinder) displacement and the normal, compressional stress need to be

continuous at the boundary between a liquid and a solid.

From these conditions and equation 2.44, we can assemble a material matrix for a cylindrical liquid

layer that is equivalent to the material layer matrix for a solid layer in equation 2.43. All of the elements

ot the liquid material matrix are zero, except for the following,

U r

D(2, 1) =	 () -

D(2, 2) =	 ii rZ, (o i) - o i ' Z1 (or)
	

(2.45)

(Trr

D(4.I)	 =	 .-p..2r2l,(c&r)

D(4.2) =	 — /AcrZ (ar)
	

(2.46)

where both the displacements and the stresses are scaled by 1/r2.

2.7 Transversely Isotropic Cylindrical Layers

This section derives the material layer matrix for the transversely isotropic cylindrical layers whose

material axis of symmetry is aligned with the global axis. The derivation closely follows that ofMirsky

5] for single layered. hollow, free, transversely isotropic circular cylinders. A very similar derivation

can also be found in Berliner and Solecki's 1996 work on fluid-loaded ,single layered, transversely

isotropic cylinders [32].

The derivation proceeds in a similar manner to the isotropic case. The coupled equations of motion

expressed in cylindrical coordinates and uncoupled by expressing the displacements in terms of two

potential functions. Then, the stresses are derived as functions of the wave potentials. The assumptions

and boundary conditions for this problem remain the same as for the isotropic case, however the stress-

strain relationships must change to accommodate the anisotropy. All of the elastic stiffness constants are

treated as real, therefore only elastic materials are considered in this transversely isotropic derivation.
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2.7.1 Equations of Motion

The general Euler equations of motion (given in equation 2.4) can be expressed in cylindrical coordinates

(r. 0. ;, I) as,

ô7rr	 I ôOg	 d(7 -	 1	 32 ur
+ -	 +	 + (Trr -	 =p dO	 d:	 r	 di-

t)i-	 1 dom	 2	 0(Tr	 (UH
+	 + 0 rH ±	 =(1	 P dO	 i.	 dr	 di-

do	 I Oo I	 t)2u
+ - - -• + - = p---,	 (2.47)

r dO r	 th

where o- represents the stress components and u represents the displacement.

Similarly the strains, e, in equation 2.6 can be expressed in cylindrical coordinates as,

1 du1	 ?Jr
rr	 (f/ =	 +	 =

oH,.	 (I.
+

dr
() / \	 1 dUr

+ -
)• dO

=	 (2.48)
p dO

For the case of a transversely isotropic material whose material axis of symmetry is aligned along the

axis of the cylinder, the generalised Hooke's law (equation 2.5) can be simplified as,

rr = ('11 Crr + C '12cH + C13f.

(7fl9 = ( I2 f,, +	 + C3f:.

= (13(,r + ( 13 C + C'3C::,

=	 (-'44fH:.

=

= (i i f ri	 (2.49)

where an abbreviated subscript notation has been used for the cjjk, stillness constants, such that the

tillowing indices have been substituted (as in Auld, reference E391),

1	 rr (11)

2 00 (22)

3	 (33)

4 O (23)

3	 (31)

6 rO (12)
	

(2.50)



92 •u
1' Of -

0- u
0/ -
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This operation reduces the fourth rank stiffness tensor, Cjkl, to a 6 by 6 matrix,	 which is more

convenient to use.

Since the material is transversely isotropic, the material can be described by five independent stiffness

constants. The sixth stiffness constant appearing in equations 2.49, can be related to two others by the

relation C12 C' -

Substituting equation 2.48 for the cylindrical strains into equation 2.49 of the stress-strain relationship,

yields the following three-dimensional equations of motion in cylindrical coordinates,

OUr	 , ( 0U	 1 OUr	 u.	 C6 82 u,.	 * OUr
P-., = (ii I ---- + --:— -s- i + ------ + C 44 -----

01-	 \. Or-	 ,' cii . 	 p.. J	 r- 00-	 0:-

+- ((	 + (.- '12)	 — -(C'1r + C')-.-
1	 -	 O2 u	 I

dO

+((i '.44 +	
OrO:

+ 
(*)OUr 

+ -(C + cll)1r

I'	 c)rOO	 r-	 00
-,	 (0 : *	 1 Ou	 uj \	 (-iii 92i,8

+C0i.2+r0rr:*J+r200+C440..9

I	 02u,
+-(C 4 +

-	 (2u,.	 1 Ou r.	 UU(?
(C44+(3)l —. ++---I' ()	 clOd:

I 0u-	 1 du_	 1 0u- \	 0-u.
+U44 ( -- + ---H- + ----- ) + (H

	
(2.51)

\ Or-	 p	 p	 0- j	 0:-

2.7.2 Determination of Potential Functions

As Berliner and Solecki indicate in reference [32J, the coupled equations 2.51 can be uncoupled by

eliminating two of the three displacement components through two of the three equations. However,

this results in sixth order partial equations. Therefore, like Berliner[32] and Mirsky[5], this derivation

uncouples equations 2.5 I by expressing the displacements in terms of derivatives of potential functions,

; and ii'. Mirsky gives the potentials as,

ur(r.0,:,t) = (020) +!oh1;O))cOS(t+Z),

= ( 18 fr, 0 ) — ______

U: (r. 0, :. /) =	 .A(r. 0) sin (wt +	 ).
	 (2.52)

where is the angular frequency, is the wavenumber (in the direction of propagation), and .\ is an

arbitrary constant that wilt be determined later. He assumes a sinusodial variation with time and distance

along the cylinder.



2.7 Transversely Isotropic Cylindrical Layers 	 49

To match the isotropic derivation, and to simplify the handling of complex wavenumbers, these expres-

sions are modified so that an exponential dependence on and I is assumed, as done in Berliner and

Solecki [321. This dependence yields the following displacement forms,

u,.(r.O. .I)	
=	 ()(;.0) 

+	 etl).
Or	 r O6 /

u(r,O.	 I) =
	 0) - O&(r.0) \ 

i(Zt)

r 00	 Or j
u (r, 0, :, I)	 =	 A( r, 0)e ( - ) t)	 (2.53)

Substituting these potentials into the equations of motion (equations 2.51) and simplifying the expres-

sions yields the following expressions for the displacement potentials,

o 
=	

[(.!	
( p.2 C2
	

+ iA(C13 + C44)) J

+—	 [cv-4 + ( p —C44)i']

o =	 { c11	 + ( i	 - 2 c4 4 + A(C13 + ('44)) ]

-. [c.v2 + (p 2 -

o = [/C' 3 -I- (I' 4 ) + AC 4 } v 2 -

+[p2 - c2( .3 ]A,	 (2.54)

where '2 is the two-dimensional Laplacian operator,

	

2	
)2	 1 0	 1 0

	

V	 t.2+rTh.+)2O	 (2.55)

The first two equations of 2.54 are satisfied if

	

C'1 V2 + [p '.r' - C 4 + iA(C'44 + C13)]' = 0	 (2.56)

	

C6 V 2 ,' + [pw 2 - 2 C44]t' = 0	 (2.57)

In equations 2.56 and 2.57, the potentials and i' are decoupled and can be solved separately. The

solutions to the potential function (equation 2.56) will be sought first and then the potential function

i. (equation 2.57) will be examined.

Since the potential appears both in the third equation of motion (equation 2.54) and in equation 2.56,

which satisfies the first two equations ot motion, the value of A must be chosen so that the equations are

consistent. Matching the coefficients of the and V 2 terms demands that the following ratio, labelled
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as j,. must hold true,

[I 2 - - ( 33]A	 - fXQ	 C44 + A(c44 + (') 
=	 (258)

s(C i3 + (44) + A( 44	 (I1

Solving equation 2.58 for A. yields the two following equivalent expressions,

ip- ( C13 + C'44)	
andA = =	 2 - 2c33 - ,2('44

i 2 - 2 C'44 - p- ('u	 (2.59)A = = '
	 (Ci + ( '44)

The i parameter, a phase shifted variant of A, has been introduced here to simplify later expressions.

Setting the two expressions in equations 2.59 equal to each other reveals that p2 must satisfy the follow-

ing equation,

[C'1 (} )2 )

+ [C 1 i Ca - ('13 - 2( ' 1 3C 4 ) 2 - ( C11 + (14)p]p2

+	 ((C2 - [) 2)(( 33 3 -	 = 0	 (2.60)

There are two roots to this equation, p and p', which can be calculated as,

—B—VB2-44C
	I'i =	 2A

-B+/i7--4.4C	
(2.61)

	

=	 2A

where,

=

B = (11(33 
(2_ 2C' 3 3( 44 )	 - ( C11 

+ (•44)()2

= ((2 - p;2)(('.32 -	 2)	 (2.62)

Both of' these roots satisfy equation 2.56 for the potential ,. These solutions can be written as,

V 2 (r0) +pi(r,O) = 0

0) +ji2(r,0) = 0	 (2.63)

The roots p and p represent the square of the wavenumber component in the r - 0 plane. For an

isotropic material, they are equivalent to o 2 and j2 in the isotropic derivation of section 2.6. These

roots can be inserted into equation 2.59 to obtain values for q. The value, q corresponds to the value

used with root	 and /2 corresponds to the value used with root p3 . When the material is isotropic
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these values simplify to,

'If =

Ii ! = 
IJ
	

(2.64)

The roots v? and p' can also be found by solving for the eigenvalues of Christoffel's equation for a

transversely isotropic medium in cylindrical coordinates, as Nagy does in reference [31]. When this

technique is used, the displacements are equal to the eigenvectors of Christoffel's equation and the same

results are obtained as when the potential method is used.

Now that we have solved for in equation 2.56, we are ready to solve for J' in equation 2.57, which is

much more straight forward.

The component in the first two of the three equations of motion given in equation 2.54 can be satisfied

by satisfying equation 2.57,

(136Vf' + [p2 - 2 ]c' = 0.

A third root for the wavenumber component in the r - 0 plane, q2 , can be defined as

2	
-

'I —	 ,-.
,.- (;

such that it satisfies the equation,

V 2 t(r 0) + / 2 4'(r, 0) = 0	 (2.66)

2.7.3 Solution of the Potential Functions

As for isotropic materials in section 2.6.1. a separation of variables can be performed to determine the

solution to the potential functions, 	 ,	 , and . By substituting a separated equation for the potential

= q1(r)E(0)
	

(2.67)

into equation 2.63 yields

	

v2 Em (r)e(o)) +	 [ ()O (0)] = 0.
(()2	 I I)	 1 I)

+	
+	

1)e1(o)] +	 [q j (r)e 1 (Ofl	 0.	 (2.68)

(2.65)
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Provided that 4f 14-	 ii28i. the Bessel function differential operator.

()2	 I U
Bnr=	 2+__1)).	 (2.69)

will adequately describe the radial dependence of the potential function, 	 Therefore a valid solution

for the radial component is,

yi (r) = A i J (1)1 r) + B1 Y, (p 1 7 . ),	 (2.70)

where J. and Y, represent Bessel functions of the first and second kind, and p = /' is the

wavenumber in the radial direction, and A 1 and B1 are unknown amplitudes. As discussed in sec-

tion 2.6.1 for isotropic materials, the solution can be made more stable if the modified Bessel functions

are used whenever the partial waves are inhomogeneous. Therefore, whenever p 2 > C?33 , I and

K, should replace the Bessel functions J, 1 and Y. In this case the argument of the Bessel functions

will change from to since the modified Bessel function differential operator is slightly

ditlerent. This general solution can be written as

qj(r) = Zi Z,(ç i r) -4- 1 1 Z 1 (c 1 i).	 (2.71)

where Z represents J or I,, lIT, represents Y,, or K,, and and cT represents /4or 	 depend-

ing on nature of the partial wave.

Valid solutions for the 0 dependence, 	 = —n 2 1 , may take two forms,

e1(o) =	 'u') + C?2e'	 ,or	 (2.72)

= ('j .sin(n9) + C 2 cos(nO),	 (2.73)

where C' and ('2 are complex constants and ii is the number of wavelengths around the circumference

of the cylinder, which must be an integer to ensure that the solution is the same at 0 and 0 + 27r. The

exponential dependence for 0 is chosen for the rest of the derivation to match the previously derived

isotropic case. However, both solutions produce the same dispersion curves since sine and cosine can be

expressed as a linear combination of and c" and vice versa. Although the dispersion curves

are identical, the expressions for the elements of the material layer matrix will vary considerably.

The same separation of variables that was performed on can be performed for the other two potential

functions, 2 and ', and the phase angles, C1 can be adjusted so that the phases of the components

in equation 2.53 are consistent. Performing these operations yields the following equations for the

potential functions,

, 1 (r. 0)	 = (, ( 7.)f(fl1) = ( . -t lZl)(Cl r ) +

= q(r)" = ( 1 2 Z,(C2r ) + £J9T1((2r))'''.

y(r 0) = _ q13(1.)( (17	
= —i(A 3 Z ((v . ) + B3 1l ((3 r))	 (2.74)
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2.7.4 Creation of the Layer Matrix

Substituting the expressions for the potentials in equations 2.74 into the expressions for the displace-

ments in equations 2.53 yields,

u,.(r, 0,.:,!) 
=	 (ör) + 

dg1(r) + .....113) fi(fl+t)

u(r	 .:,!) 
= , ( 11 m( r) q(r) +

U: (r, 0. :, 1) =	 ( iiyi (r) + 11292(1') )e728+w),	 (2.75)

where !I, g, and g, are potential functions defined in equation 2.74, ,j and J2 are the constants

defined in equation 2.59 evaluated for each of the two roots, p and p, is is the circumferential order, w

the angular frequency, and the axial wavenumber.

Since the displacements are known in terms of the potentials, the strain and stress fields can be easily

derived using equations 2.48 and 2.49. Once the stress fields are known, the material layer matrix,

[D], can be assembled in the same fashion as for the isotropic case, such that it satisfies the following

equation,
U.,.	 Pi+

U:	
= [D]	 (2.76)

rr

For a transversely isotropic layer, the components of the material layer matrix, [D] are given by,

I, -

D(1.2) =	 1Jj r' Z,1(r<j

D(1.4) = isp ,2 Z11(r(2)

D(1.6)= 0

D(1. 1) = ii.j

D(1,3) = ii2 i'2'V(s()

D(1.5)= 0



rr

D(4,2) =

D(4.4)

D(4.6) =

D(4. 1) =

D(4. 3)

D(4. 5) =

D(5.2) =

D(5.4) =

D(5.6) =

D(5. 1) =

D(5. 3) =

D(5. 5) =
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U,.

D(2, 2) = 17 rZ11(r(1 ) -	 ç Z11^i(r(1

D (2 4) = ii. r Z ft (2) - r2 c2 Z 1 (r c2)

D(2, (3) = ii rZ,,(r(j)

D(2, 1) = n rVV(r(j ) - r 2 ( 1 I 11 ^ 1 (r( 1 )

D(2, 3) = nr 'W,,(r(2 ) - r (2 N11^i(rG)

D(2,5) = nrWT11(r(3)

D(3. 2) =

D(3,4) =

D(3,5) =

D(3. 1)

D(3. 3) =

D(3. 4) =

#11 P Z,1(r(i

ii? rZ11(r()

1 (i r Z (r Ci) - 2 2 (:j ZH+1 (r (i)

Ill l %ST(. (j

in r'VV,,(r(2)

i (, i . %V1 (r(9 ) - P2 (	 V11 (i (.))

2C 3 ( (- n + n 2 —	 + (7, r 2 (J 2 J /2.C 3 ) Z,,(r(j ) + y i r(j Z ,1+i( r (j ))

2( ((—ii + n 2 —	 7/J r 2 + Cii r (2 J/2C 3 ) Z,,(r(2 ) + -yr( Z11+i(r(2))

2C	 ((—ii -i-- n 2 ) Z,,(r(.3 ) — 72' r <j Z11+j(iç))

2(	 ((- + ii — [ ('iiji i+ Cj r( j 2 ] /2(',;) W 11 (r(j)+ r( 1 'W^1(r(1))

2(3(( — l1 4- u 2 - [(. iiq2r+ (	 W(rC) -+- r(71.NIl+j(r())
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Table 2.3: Substitutions that should be made and criteria that should be used for the selection of the
type of Bessel functions to be used for the transversely isotropic cylindrical layer matrix.

when	 >	 when	 < /AJ <2(3	 when pw'-' <2C44

cv

	

Pj	 ci- = P1	 = P1')	 ')	 -	 2	 )
=	 = Pi	 (2 = P.9	 '3	 _	 9	 _9	 9

ç3 =q	 c3='r	 c3=q-

7 i =1	 ,(i=-1	 71=-i
72 1	72=-i

	Z ((ii') = J n (Ct r)	 Z ((i r) = I, ((1 r)	 Z ((i r) = I, (ç r)

	

Zn((2 r) = J,3 ( (2 r) 	Z,3((,r) = J 11 ((9r)	 Z,((2r) =

	

Z 73 ((3 r) = J,((3i')	 Z73((3r) = J((3 r) 	Z,3((3') =

	

W (( j r) = Y (( r)	 W (( r) = K,, (< r)	 W ((i") K,, ((i r)
	\V (G r) = Yn ((")	 W,, ((2") = Yn ((21') 	 W,, ((2 r) = K ((2")

	

W (3?) = Y (('sr)	 W,, ((3 r) = Y,,(c 3 r)	 W ((er) = K,, (çr)

D(6,2) = 2C,5 (( -i, 
+ ,,2) Z 13 (r( j ) - ) 1 nr. 1 Z11i(r(, ))

D(6,4) = 2C 3 ((—n + , , 2) Z 11 (r(2 ) - '72 11 r(.2 Z,,+i(r(2))

D(6. 6) = 2C 3 ((-ii +	 - (1/2)r2 (2) Z,,(r( 9 ) + '72 r (3 Z 1 +j(r (i))

D(C), 1) = 2C G6 (( -I' + 72) %V(,'( 1 ) - ,	 'VV141 ('Ci ))

D(63) = 2C 56 ((-i:4- i- ) V'T,1(i'(_2) -'I r( . 'T1+i(rc2))

D(6,5) = 2C'6 6 (( -ii + 1 , 2 __ (1/2)r2 ( 2 ) 'VV 11 (r(.) + rç3WT,11(rç.))
	

(2.77)

where the following variables are defined as

,'	 the radius

0	 the circumferential angle	 11	 circumferential order

the axial direction	 )J.2	 matching constants (eqn. 2.59)

I	 the time	 q radial wavenumber roots (eqns. 2.58,2.65)

The values for the variables, (j.(9.(3.(12,(92,(32,'1,9.Z. and W depend on the ratio of the

frequency, wavenumber, and material properties. The values that these variables will assume are sum-

marised in table 2.3. All of the displacements and stresses in the material layer matrix given in equation

2.77 have been scaled by the radius squared.
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2.8 Software Implementation of Model

A windows ba ed sottw rep ck 'e called Dsperse h s been developed around the implementation of

the e wave propagation solutions Dis1 erse assembles the I. yei mati ices t it have be n desci bed in the

previous sections in a global matrix, which is descr bed below Once the global ma rix is assembled,

valid wave propagation roots for the combined system can be found in trequency - wavenumber - at-

tenuation space. The solutions form curves, called dispersion curves, in this three dimensional solution

space. This section describes this process in more detail.

Woik on Disperse was begun by M ke Lowe as part of his PhD research[lO . As part of this thesis, the

author has expanded Lowe's original veision, which hndled multilayered isotropic plates, to incorpo-

i ite cylindrical wave propagation. In addition, the program was converted from a DOS based utility to

a Windows based one and numerous options have been added to make the intoiination contained within

the dispersion curves more accessible to the user However, the main root finding and tracing roufnes

remain the same as Lowe used. A demonstration copy of Disperse will be provided by the author upon

request.

2.8.1 Global Matrix method

Once the wave propagation in each material layer and the boundary cond tions for each interface are

known, the layers can be combined to describe the entire system. The work in this thesis uses the

lobal matrix method, which was first proposed by Knopoft in l964[7} for use in modelling multi-

layered geological systems. The method has been subsequently developed by other researchers such

as Randall[8] and Schniidt[61], who have increased its stability. Compared to the Thomson-Haskell

tianster matrix techniquejl3,14], which is also commonly used, this method has the advantage that it

iemains stable at high fiequency-thickness products. In addition, the glob I matrix method also al ows

the same intuitive base matrix to be used for real or coii plex wavenumber, vacuum, iquid or solid half-

sp ices, and modal or response solutions. The disadvantige is that the globa matrix may be large and the

s lution therefore may be relatively slow when the systems involve many layers. However, the speed of

modern computers reduces the effect of this limitation. A comparison and description of various matrix

techniques can be found in [6].

In the global matrix method, a single matrix represents the complete system. The global matrix consists

of b 1 equations, wheie n is the number of layers (including each of the semi-infinite halt-spaces

as a layer . The equations are based, in sets of six, on satisfying the boundary conditions at each

interface. The columns of the global m trix correspond to the amplitudes of the partial waves in each

I yer, six for each of the interior layers and three for each of the exterior (semi-infinite) layers With

s assembly of the material layer matrices, the c ntinuity of the stresses and dispi cements is entoiced

alone the rows) and the partial waves at the top and the b ttom of the layer are con istent (provided



2.8 Software Implementation of Model 	 57

by the column continuity). Figure 2.2 demonstrates h w the global matrix is assembled for a five layer

system, similar to the one displayed in figure 2.1 Mull plying the global matrix by the partial wave

inplitudes simultaneou ly applies all of the boundary cond tion equations. This multiplication yields

a vector that describes the displacement and stress fields of the excitation force. When no energy is

being added to the system, this vector will be zero Writing this expression as an equation provides the

characteristic equation for the system, which may be written,

[G]{A -	 (278)

where [G] is the global matrix, and {A} is a vector of the partial wave amplitudes. This equation is

satisfied if the determinant of the global matrix is zero The frequency, wavenumber, and attenuation

alues determine whether this condition is met, and need to be found via an iterative procedure that is

explained below.

There are some conditions for which the global matr x will become singular other than valid wave prop-

agation solutions [10,6] The most common of these conditions occurs when the phase velocity ( ) is

equal to one of the bulk velocities. In this case, the effect of the upward and downward tiavelling waves

is indistinguishable and two of the columns become lineaily dependeiit, causing the global matrix to

become singular. Therefore, when solving for roots, the routine must be careful to avoid these spurious

roots.

II one or both of the half-spaces is either a liquid or a vacuum, the matrix can be easily modified to

remove the unnecessary boundary conditions and partial waves, as demonstrated for the centre core

('top' half space for a plate) in Figures 2.2(b) and 2.2(c). When the centre core is vacuum, the first three

columns and rows are removed by making all of the elements zero except for the diagonal elements

(1,1), (2,2), and (3,3), which are set to one This operation removes the constraints on the displacements

it the inside of the system and eliminates reference to the bulk waves that would exist in the centre

core. It the center coie is liquid, the constraints ( n the two tangential displacements aie removed. In

ad lition, the shear bulk waves are removed. This operation leaves elements that relate the amplitude of

the longitudinal bulk wave to the normal displacement and normal stress at the interface of the centre

core and the first layer. If the outer half-space is a vacuum or a liquid, similar modifications can be

made to the constraints on the displacement at the outside surface of the cylinder and to the bulk wave

amplitudes in the outer half-space.

2.8.2 Finding a Root

In order to find a point on a dispersion curve, a r ot of the characteristic equation (equation 2 78 must

be found In this case, the root corresponds to a po nt here the determinnt of the global matrix, a

complex value, is zero. The coefficients of the global m trix are dependent on the geometry of the

system, the material properties, the frequency, t e real wave number, and the attenuation. For a given
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Figure 2.2: The structure of the global matrix for a (a) solid, (b) liquid, and (c) vacuum half-space,
where blank spaces are zeros, D, is the layer matrix, and L+-, SV+-. and SH^- are the partial waves
amplitudes in the various layers.

problem, the latter three properties, the frequency, real wave number, and attenuation, are varied to find

valid roots.

H. all of the materials are elastic and the half-spaces are both vacuum, then there is no way for energy to

leave the system and so there will be no attenuation. In this case the fine search routine can be relatively

simple. Since the attenuation of propagating modes will always be zero, a single one dimensional

tiiinirnum search routine suffices to find the root. However, the process is more complicated when

attenuation exists and a two dimensional search routine is required.

Disperse uses a robust root finding routine developed by Mike Lowe that is described in detail in refer-

ence [10]. The first step to find a root involves performing a coarse sweep, for which two of the variables

are held constant while the third is varied. The routine then searches for minima in the absolute value of

the determinant to use as starting points for a more detailed search. The absolute value of the determi-

nant is used for searches because at this point the routine is only looking for local minima. Zeros of the

function only occur when all three search variables (frequency, real wave number, and attenuation) take

on appropriate values. If only two of the variables are correct, the zero will appear as a local minimum

of the determinant. If a minimum of the characteristic equation is found, the routine begins a fine search,

which then tries to converge onto a valid root.
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Figure 2.3: The process of finding a root involves a coarse sweep (thick line) to find an initial minimum
and a fine search (dashed lines) to narrow down on a root (solid circle). The example above shows the
absolute value of the determinant of' the global matrix for a 1 mm steel plate immersed in water at a
wave number of 4 rad/mm.

Figure 2.3 illustrates the process of finding a valid root of the characteristic equations when attenuation

is present in the system. The surface corresponds to the log of the absolute value of the determinant of

the global matrix when the real wave number is held at 4 rad/mm for a I mm steel plate immersed in

water. To find a root, a coarse frequency sweep is made at zero attenuation, as shown by the thick line at

the front of the surface. The two minima are identified as possible roots and are used as starting points

for a fine search. The left minimum is less well defined than the right minimum because the attenuation

value of the sweep is very different than the actual attenuation of the root.

Next, starting at a minimum located by the coarse sweep, the fine search uses a two dimensional iterative

bisection routine to converge onto the roots (shown as the black filled circles in figure 2.3). The iteration

functions in the following manner. The sweep segments that bracket the current minimum are each split

in two and the function is calculated at these points. This allows a new minimum to be chosen from the

middle three points. Successive bracketing continues until a preset tolerance is achieved. At this point,

the routine begins to converge in attenuation. Keeping the frequency constant, the attenuation is varied

in small steps until a local minimum is found. (This portion of the iteration is shown as the dashed

line in figure 2.3. The white filled circles indicate local minima.) The same bracketing procedure that

was used to improve the accuracy of the frequency minima is now performed in attenuation. Once the

desired accuracy in attenuation is obtained, the routine repeats the search for minima in frequency and

then attenuation until it determines that it has found a valid root by examining nearby phase changes[ 10].

This procedure will be repeated for each of the minima located by the coarse sweep. This root finding

method was chosen because it is very stable (even in the regions where two modes cross) and does not

require the determinant of the characteristic function, which is computationally expensive to calculate

when using the global matrix method.
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Figure 2.4: Using an extrapolating routine to trace modes dramatically improves the program's speed
and reliability.

2.8.3 Tracing a Dispersion Curve

Although it is possible to find a lot of roots of the dispersion equation and connect the dots, there is

a much more efficient and robust method that Lowe developed[6] for tracing dispersion curves. The

tracing routine employed for this method uses extrapolation to provide predictions of where subsequent

points on a dispersion curves will fall. Therefore, once a single point on a mode has been found, the rest

of the mode may be traced much more quickly than if each point needed to be converged upon from an

inaccurate starting value.

As shown in figure 2.4, the tracing routine starts from a root that was found from a coarse sweep, labelled

the initial root. Next the routine takes a very small step in one of the three independent variables, in this

case wave-number, and converges on a second root. These first two points are used to linearly extrapolate

to and converge upon a third root, which is then used to linearly extrapolate to a fourth point. After the

tourth root has been found, the routine pred cts the next root by quadratically extrapolating from the

three previous roots. After the seventh root, every other root is used for the quadratic extrapolation

to reduce the effect of a single solution 'jumping' onto another curve as two modes pass near to each

other[61. For the case shown in figure 2 4, the wavenumber is stepped and the frequency and attenuation

are extrapolated. It is also possible to step in frequency or attenuation and extrapolate values for the

other two parameters Once a mode is comp etely traced another starting point is used to trace out the

next mode, until the entire set of dispersion curves has been identified.
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2.8.4 Mode Shapes

One effective method of exami fling the solutions of the dispersion equations is to look at the mode shape

at each of the points on the mode. The mode shape displays how the displacements, stresses, or energy

vary through the thickness of the system. The variation in the direction of propagation is directly related

to the wavenumber and is therefore not of interest.

To calculate the mode shapes, the amplitude of one of the bulk waves is arbitrarily assumed[1O]. This

assumption allows the amplitudes of the other bulk waves to be found by solving a modified version

of equation 2.78, which is the characteristic equation for this problem. Once all of the bulk wave

amplitudes are known, the stresses and displacements for an arbitrary point in a layer can be calculated

by multiplying the wave amplitude vector for that layer by the layer matrix given in equation 2.43.

In addition to the stresses and displacements, the strain energy density may be determined. The strain

energy density is given by half ot the sum of the stress-strain products, which in cylindrical coordinates

is,

1 f	 OUr	 (1	 (duz
SED =

2 1.	 Or	 \ r O	 i I	 \ OZ

1	 OUr Ou	 0 U	 1 OUr	 OUo	 I Ou-

+	 +	
+r (r	

(-) +---)	 (----+ -)} 
(2.79)

The mode shapes may be displayed in two formats, lines or grid. When the mode shape is displayed as

lines, the selected stresses, displacements, and energies are plotted as they vary through the thickness of

the system. Since the phase of the different components changes, each of the stresses and displacements

is rotated in the complex plane so that the phase at the top of the first finite layer of the system is real and

positive. When the mode shape is displayed as a grid, the normal and in-plane displacements are used

to show the greatly exaggerated deformation of a super-imposed grid. The mode shape is shown over

several wavelengths of the plate wave and can be animated to provide a feel for how the mode behaves.

Examples of mode shapes and how they can be used to help interpret the propagation of guided waves

are given in the following chapters.



Chapter 3

Cylindrical Wave Propagation

Examples

This chapter discusses some sample cylindrica cases that were analysed using the wave propagation

model developed in chapter 2. These cases are included to elaborate on general principles of cylindrical

wave propagation, especially as it applies to leaky systems.

The detailed examples begin with the simple case that Gazis described in 19 59 [4], single-layered, elas-

tic, isotropic cylinders. This case is used to illustrate several principles of dispersion curves. The first

parts of the section explain different projections of the dispersion curves that will be used to display

the wave propaation solutions and the system that will be used to label the curves. The following part

discusses the properties of some of the modes in a cylindric I system. The final part evaluates when a

hollow cylinder may be modelled as a flat plate for computational efficiency.

The following examples gradually become more compl cated as surrounding liquids and solids and

additional isotropic layers and transversely Isotropic layers are added. The fist example that discusses

the significance of leaky waves considers a pipe that is filed with and surrounded by water. Different

approaches of treating the fluid filled core are addressed as well as the conditions that are required for

waves to leak into the surrounding fluid. The next example expands this work to analyse cylinders that

are embedded in a solid medium The final example treats an even more complicated system, a multi-

layered cylinder embedded in a solid that conta ns mater al damping. The dispersion curves are very

difficult to trace for this final case, however most of the low attenuation modes have been successfully

identified

All of the mater I constants that were used in the in dellin c n be found in table I at the end of the

chapter.
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3.1 Cylinders in Vacuum

This section uses two examples of cylinders in vacuum to discuss some general princ pies of cylindrical

ave propaation The first part of the section examines the dispersion curves for a 2 i rn diameter steel

bar to demonstrate some of the different views that can be used to display the dispers on curves and the

system that will be used to name each of the modes. The later parts of the section use both this bar and

a hollow cylinder to describe the behaviour of some commonly used modes. In addition, the hollow

cylinder is used to evaluate when a simpler Cartesian model may be substituted for the exact cylindrical

one.

3.1.1 Projections

As exp ained in section 2.8.3 on tracing a mode, the dispersion curves are traced in frequency - wave

number - attenuation space (although for this case, an elastic steel bar in vacuum the attenuation is

always zero) These lines of solutions may be viewed in many different projections each of which can

ieveal different information about the solutions. Figure 3.1 includes four common projections that are

used for systems that do not have any attenuation These are real wave number, phase velocity, group

velocity, and angle of incidence for optimum generation Another commonly used projection, attenu-

ation, will be first used in section 3.2, which describes a cylinder that leaks energy nto a surrounding

fluid. A description of the significance and use of each of these five projections follows.

Real nave number The real wave number projection displays the relationship between the temporally

and spatially varying wave characteristics of the guided mode along the direction of propagation.

The wa e number, which is described in section 2.6 1, is inversely related to the wavelength of the

guided wae by the equation ) 27r , where ) is the wavelength and is the real wave number

in radians per metre. The tracing routines explained in section 2.8.3 operate in real wave number

frequency space because the dispersion curves appear more linear in this pro ection than in any

other projection that contains the same information.

Phase Velocity The phase velocity projection is the view that will be most frequently hown The phase

velocity of a guided wave, which describes the rate at which individual crests t the wave move,

is related to the real wave number as h , where w is the circular frequency and is the

real wave number. Because of this relation, the phase velocity shows the same nformation as the

real wave number display and can be used interchangeably However, the phase velocity view is

more c nvenient to use for realistic ultrasonic testing. It is easy to compare the phase velocity

to the bulk velocities in the layers to study the behaviour of leaky waves. In a d tion, the phase

velocity pro ection emphasises the velocity clianes due to the guided nature of the modes.

Group Velocity The group velocity projection displays the rate at which a guided wave packet will

travel. This rate is determined by how quickly the energy of the wave will progress down the
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Figure 3.1: Various views of the dispersion curves for a 2 mm diameter steel bar in vacuum (zero and
first circumferential order), including (a) real wave number, (b) phase velocity, (c) group velocity, and
(U) angle of incident wave (in a perspex wedge) for optimal generation of modes.
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structure and will always be smaller than the fastest bulk wave present in the system. The group

velocity is defined in terms of the derivative of the dispersion curves such that

vu,. 
= Ow	

(3.1)

where vs,. represents the group velocity, w the circular frequency, and the real wave number, as

explained in reference [39].

The group velocity can also be used to predict how much dispersion will occur for a given wave

packet. Any wave that lasts for a finite time period will excite a range of frequencies, the size of

which depends on the number of cycles in the wave packet, as well as the shape of the packet.

Each of the frequency components in the wave packet will travel at a different group velocity. If

the difference in velocities over the range of frequencies is great, there will be a lot of dispersion

as the different frequency components arrive at different times. This spread will cause the signal

to change shape as it propagates. However, if the group velocities are very similar over the

generated frequency range, the packet will maintain the same shape during its entire propagation

length. Therefore, for practical testing situations, the centre frequency should be chosen so that it

corresponds to a maximum (or minimum) in group velocity, such that the predominant frequency

components all travel coherently.

The definition of group velocity given in equation 3.1 is only valid for systems that do not contain

attenuation. In attenuative systems, physically impossible solutions may result. For example, the

group velocity may appear to tend to infinity as a mode's wavenumber tends to zero. This is

clearly not accurate. Alternative definitions of the group velocity that take the attenuation into

account are being explored.

Angle of incidence The angle of incidence plots are mainly used to assist the generation of guided

waves. This view displays the angle at which an incident wave should insonify the system in

order to generate a guided wave. The value is calculated by simply applying Snell's law so that

the wave number components of the incident wave and the desired guided mode are constant in

the direction along the interface. This wave number matching can be expressed as,

angle siir' 
(vinc)	

(3.2)
Vph

where is the velocity of the incident bulk wave and Vi, is the phase velocity of the guided

wave. In figure 3.1(d), it is assumed that a longitudinal bulk wave is incident from a Perspex

wedge, whose longitudinal velocity is 2730 rn/s. The portion at the upper left that is constant at

90 degrees represents the portion of a mode that cannot be generated using this angle probe since

its phase velocity is less that the incident bulk velocity.

Attenuation The attenuation projection allows the decay of the guided wave to be examined. The

model developed in chapter 2 accounts for the attenuation by incorporating a complex wavenum-

ber, whose units are nepers per metre.	 An attenuation of nepers per metre means that a
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wave of unit amplitude is reduced to an amplitude of -k after travelling one metre. The at-

tenuation may also be expressed in other un ts s ch as decibels per metre that may be more

familiar to some readers. (Nepers can be converte to decibels by multiplying by the expression

201 g 1 (e(1 )	 8 6859.)

In a completely elastic system that is surrounded by vacuum, the attenuation will always be zero

and therefore does not need to be specified. However, whenever material damping present or

the system is surrounded by a liquid or solid med urn, there will usually be attenuation and the

attenuation must be specified in addition to the real wave number and frequency to completely

describe a solution to the characterist c equation.

3.1.2 Naming

In order to consistently refer to different modes in cylindrical systems, I will use a modified version of

the system used by Silk and Bainton[62], which tracks the modes by their type, their circumferential

order, and their consecutive order. The labelling assigns each mode to one of three types,

Longitudinal (L) modes, which are longitudinal axial y symmetric modes, (The fundamental longitu-

dinal mode is purely extensional (displacements n the axial direction) at zero frequency.)

Torsional (T) modes, which are rotational modes whose displacement is primarily in the 0 direction

(These modes correspond to the 'SH' modes in a plate.), and

Flexural (F) modes, which are non-axially symmetric bending modes. (The fundamental flexural mode

is a pure bending mode at zero frequency.)

In addition to the type of mode, a dual index system helps track the modes. The first index refers

to the circumferential order of the mode which describes the integer number of wavelengths around

the circumference of the cylinder. For example, the displacements for zero order modes are constant

with angle and the displacements on the top and bottom of the cylinder are 180 degrees out of phase

for first order modes. Therefore, all longitudinal modes are of circumferential order 0, and all of the

flexural modes have a circumferential order greater than or equal to I. The second index is a counter

variable. The fundamental modes (those modes th can propagate at zero frequency) are given the

value I and the higher order modes are numbered consecutively This index roughly reflects the modes

of vibration within the wall of the cylinder. For example, using this convention, the third flexural mode

of circumferential order 1 would be named F 1,3
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3.1.3 Nature of the Modes in Solid Cylinders

As explained in section 3.1.1, the dispersion curves provide a lot of information about the velocities,

wave numbers, and attenuations of the solutions to the guided wave problem. However, this information

does not provide a full description of' how the mode behaves. In order to better understand the nature

of the various guided waves and the names that are assigned to them, figure 3.2 shows the mode shapes

that are associated with various modes for a 2 mm diameter steel bar. Figure 3.2(a) shows the behaviour

of the fundamental longitudinal and flexural modes as the frequency changes and (b) shows the mode

shapes for some of the higher order modes.

The first longitudinal mode, L(O, I), behaves as a pure extensional mode at near zero frequency. The

particle motion consists of uniform axial compressions of the bar and the phase velocity at zero fre-

cuery is equal to the bar velocity, where E is Young's Modulus and p is the density. This

expression can be derived from a quasi-static strength of materials approach. For the steel bar used in

this example, the bar velocity is 5229 rn/s. which agrees with the value obtained from the model to six

decimal places. As the frequency increases, the particle motion becomes more complicated. The radial

component of the motion grows and the displacement is no longer constant through the thickness of the

bar. As the frequency becomes very high, the mode begins to act like a Rayleigh wave on the surface of

the bar. The mode is confined to the outer material of the bar to a depth of a few wavelengths and the

bar acts like a semi-infinite half-space. Expressions for the bar and Rayleigh velocities are available in

nany wave propagation texts[39,52,63].

The fundamental flexural mode, F( 1,1), begins as a pure bending, or transverse, mode at zero frequency.

However, as the frequency increases, the mode takes on some extensional characteristics, just as the first

longitudinal mode takes on some bending characteristics. When the frequency becomes large enough

the fundamental flexural mode also begins to act like a Rayleigh wave on the surface of the bar, which

to it appears to be a semi-infinite half-space. However, whereas mode L(O, I) leads to a Rayleigh wave

that has the same phase all of the way around the bar, mode F( 1,1) leads to a Rayleigh wave on the top

surface that is 180 degrees out of phase with that on the bottom of the bar and that does not exist on the

two sides of the bar.

The mode shapes for the torsional modes have not been shown because their displacement is primar-

ily in the 0 direction, which cannot be shown clearly by the grid mode shapes. In addition, since the

fundamental torsional mode propagates at a constant phase velocity that is equivalent to the bulk shear

velocity of the material, which is an unstable calculation region for the global matrix method, Dis-

perse has difficulty calculating accurate mode shapes for this mode. However, it well known that the

fundamental torsional mode corresponds to a uniform twisting of the entire bar[601. The higher order

torsional modes exhibit more complicated behaviour. The predominant motion remains a twisting of the

bar. However, the angular displacement is not constant through the radius of the bar. Different locations

through the radius of the bar can twist in different directions and nulls of displacement can exist.
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Figure 3.2: Phase velocity dispersion curves for a 2 mm diameter steel steel bar with mode shapes
super-imposed on the (a) fundamental modes and (b) higher order modes.
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Figure 3.2(b) displays the mode shapes for some of the higher order longitudinal and flexural modes.

These mode shapes demonstrate that as the second index increases, more minima and maxima appear

through the diameter of the bar. These minima correspond to higher order radial resonances or nodal

diameters of the bar. Bar modes that have an even circumferential order resemble the symmetric modes

of a plate, for which the displacements at the top and the bottom are in phase. On the other hand, modes

that have an odd circumferential order resemble anti-symmetric plate modes, whose top and bottom

displacements are out of phase.

As described in section 2.7, the wave model that is used in this thesis allows transversely isotropic ma-

terials to be modelled. This feature allows the wave propagation in systems such as a single anisotropic

fibre to be accurately modelled. For most materials, the anisotropy is not very strong and its effect on

the dispersion curves is slight. However, certain systems can be dramatically affected.

To examine the effect of the anisotropy of materials, figure 3.3 follows a recent paper by Nayfeb and

Nagy[371, which studies the wave propagation characteristics of a carbon fibre surrounded by a silicon

carbide sheath. A detailed comparison of the results obtained from the wave propagation model devel-

oped in chapter 2 and the results published by Nayfeh and Nagy is included in chapter 4; this section

and section 3.3.2, which examines what happens to the wave propagation in this fibre when it is embed-

ded in a titanium matrix (to simulate a metal matrix composite), are used to illustrate the effect of the

anisotropy. In their work, Nayfeh and Nagy used material properties and geometries from a paper by

Sinclair and Addision [64]. These properties are listed in table 3.2. The fibre has an overall radius of

70 microns, consisting of a 16.5 micron radius carbon core surrounded by a 53.5 micron thick cladding.

The dispersion curves for the six lowest order axi-symmetric modes of the system are shown in figure

3.3 (a), which matches figure 3 in Nayfeh and Nagy's work[37]. In this figure, the dashed lines repre-

sent the dispersion curves that are generated when the materials are treated as isotropic materials and

the solid lines represent the dispersion curves that are generated when the material's anisotropy is taken

into account. The dispersion curves for the first order flexural modes for this system have also been cal-

culated and are shown in figure 3.3(b). The agreement between the isotropic and anisotropic solutions

is close for most modes. However, distinct, measurable, differences can be observed. For example, the

phase velocity of the L(0, I) mode at low frequency increases when the anisotropy is considered.

3.1.4 Nature of the Modes in Hollow Cylinders

The behaviour of the modes changes when the inside of the cylinder is hollow as shown in figures 3.4

and 3.5, which show the phase velocity and group velocity curves for a 1 mm thick steel pipe that

has an inner radius of 2 mm and is in vacuum. This example describes the type of system that Gazis

described in 1959(41 and is validated against his solutions in section 4.2.1. Figure 3.4 includes the

dispersion curves for modes of the first twenty circumferential orders, however, figure 3.5 only includes

the zero and first circumferential order modes. So many modes appear in figure 3.4 because the same
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Figure 3.3: (a) The phase velocity dispersion curves for the six lowest-order axi-symmetric modes in
a free SCS fibre (equivalent to figure 3 of Nayfeh and Nagy( 1996)). (b) The phase velocity dispersion
curves for the first circumferential order flexural modes in a free SCS fibre. The dashed lines correspond
to the case when the materials are considered to be isotropic and the solid lines correspond to the
oIutions when the material anisotropy is included.
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basic wave structure (as described by the through thickness displacement profile) can exist for multiple

modes that have different numbers of wavelengths around the circumferenLe of the pipe, each of which is

orthogonal to each other In most non-destructive testing situations only the lower circumferential order

modes (corresponding to only a few wavelengths aiound the circumference) are used, since practical

measurement systems usually do not have enough resolution around the circumference to be able to

clearly separate high circumferential orders. Therefore, the rema nder of the dispersion curves in this

thesis will only show low circumferential order modes. In figure 3.5, the modes have all been labelled

according to the scheme discussed in section 3.1 .2 The following paragraphs discuss the behaviour of

these modes

As fora bar, the fundamental longitudinal mode, L(O,1), ota hollow cylinder begins at zero frequency,

with a phase velocity equal to the bar velocity, /5 However, as the frequency increases, the phase

velocity drops dramatically. The phase velocity and through wall displacement profile resemble those

for the AO mode in a plate. This behaviour contrasts with the behaviour of the bar described above for

which the L(O, 1) mode behaves more like the fundamental symmetric mode of a plate, SO. The second

longitudinal mode, L(O,2), begins at a finite fiequency and an infinite phase velocity. The mode quickly

diops down to Young's velocity (E ((1 - v t ), where it begins to act like the SO mode in a plate.

Like AO and SO, L(O,l) and L(O,2) tend to the Rayleigh velocity at high frequency.

The fundamental flexural mode, F( 1,1), begins at zero frequency, phase velocity, and wave number. At

very low frequency, the F(l,l) mode represents a bending mode of the entire pipe that is similar to the

F( 1,1) mode of a solid bar that has the same outer radius. The F( 1,1) mode in a hollow cylinder tends

to increase in phase velocity and then drop back down and follow a path similar to L(O,l) in a pipe and

A0 in a plate. Although the displacement profiles through the thickness of the pipe wall are very similar

for both the F(l,l) mode and the L(O,I) mode in a hollow cylinder (they resemble the through-thickness

displacement profile of the AO mode in a plate), there is a major difference between the modes. The

displacements at the top and bottom of the clnder are 180 degrees out of phase for the F(l,l) mode, but

they are in phase for the L(0, I) mode. Similar to the L 0,2) longitudinal mode, there is a F( 1,2) mode

whose displacement profile and phase velocity behaviour resembles that of SO in a plate. This mode,

which is not present in the solid cylinder, differs from the L(0,2 mode because the displacements at the

top and bottom of the cylinder are out of phase

For a hollow cylinder, the circumferential order has less effect on the high order modes than it does

on the fundamental modes at low frequency. As can be seen in figure 3.5, the higher order modes of

different circumferential order, such as L 0,4 and F 1,4), nearly overlay each other. As seen later,

this effect is even more pronounced as the inner ra ius is increased For every mode in an equivalent

Cartesian system, there will exist an infinite number of cylindrical modes corresponding to modes of

different circumferential order. As the c)lindrical system become more and more like a plate, the

infinite number of cylindrical modes all overlap the d spersion curves tor a plate. This trend is discussed

more in section 3.1.5.
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Figure 3 4: Phase velocity and group velocity d spers on curves for an empty 1 mm thick steel pipe with
an inner radius of 2mm Modes of the lowest twenty circumferential orders are shown
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Figure 3.5: Phase velocity and group velocity dispersion curves for the zero and fIr t circumferential
order modes of an empty I mm thick steel pipe with an inner radius of 2 mm.
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The fundamental torsional mode of circumferential order zero propagates at a constant phase velocity

that is equal to the bulk velocity of the shear wave in the material. However, the hi "her order torsional

modes show dispersion. The higher order torsional modes bein at a regular frequency thickness spacing

equal to half multiples of the shear speed Their behavioui is more simple than the longitudinal and

flexural modes and the zero order torsional modes can be expressed analytically in a similar fashion as

the 'SH' modes in a plate On the other hand, the angular displacements of the torsional modes of non-

zero circumferential order are coupled to the other displacements and can only be found by the solution

of the complete wave propagation solution

3.1.5 Effect of Changing the Radius

Once the general behaviour of the modes of a single layered hollow cylinder is understood, the effect

of changing some of the parameters can be explored. One interesting parameter to investigate is the

etfect of changing the ratio of the inner radius to the wall thickness. As the inner radius becomes

infinitely large, the cylinder should act like a plate of the same thickness. The transition of behaviour

ti om a system that is dominated by its cylindrical nature and a system that behaves like a plate provides

an interesting subject to explore. This transition helps explain the behaviour of cylindrical waves and

ieveals when it is acceptable to model a cylinder as a plate to simplify the analysis.

As the ratio of the inner radius of a pipe to the wall thickness of the pipe increases the pipe begins

to behave more like a plate. The trend of the dispersion curves as the radius changes from one wall

thickness to 20 wall thicknesses is shown for the zero and first circumferential order modes in figure

3.6. The example models a one millimetre thick steel pipe that is filled with and surrounded by vacuum.

For comparison, the dispersion curves for an equivalent one millimetre plate, which can be considered a

p O pe with an infinitely large radius, are shown in part (f). The effect of the curvature of the pipe is most

noticeable at low frequencies, which correspond to long wavelengths. As the frequency increases and

the wavelength decreases, the wave only 'sees' a local section of the pipe, which begins to appear as

a plate, especially as the radius becomes larger. When the radius is 10 wall thicknesses, the difference

between the pipe and the plate dispersion curves is only detectable below 0.5 MHz-mm frequency-wall

thkkness. Above that frequency-thickness, the cylindrical curves nearly overlay those for a plate, and

the curves remain the same regardless of the circumferential order.

This example demonstrates that Cartesian dispersion curves can be used when working with high fre-

cluencies and large radius pipes to improve the speed of calculation and the stability A rule of thumb

derived from examining numerous dispersion curves indicates that the minimum frequency for which

an equi alent plate case could be substituted is,

I	 -	 (3.3)
, ner

where f , is the minimum frequency in MHz, r , r is the inner radius in mm,	 g is the bulk longi-
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Figure 3.6: The effect of increasing the inner radius of a 1 mm thick steel pipe. As the inner radius
increases, the dispersion curves begin to very closely match the dispersion curves for a plate (shown in
section , except for very low frequencies.
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tudinal velocity in mm ps. Therefore, it the target app ication will only use frequency wall thicknesses

above 0.25 MHz-mm, a plate case can only be subst tuted if the ratio of radius to the wall thickness is

greater than about 20 Strictly speaking the criterion is controlled by the wavelength (which is inversely

proport onal to the wavenumber) Lar o wavelengths will 'see' the curvature, but short wavelengths

will not However, specifying a guideline in terms of wavelength would involve more calculations for

the user and requires fore knowledge of the dispers on curves to convert it into units that are commonly

used. Therefore, the expression was simpi fled to its current form. The expression in equation 3.3

closely resembles the expression for the ring frequency', (v 9 )/(2irr2, r), that is used in acoustics

to denote the frequency at which one wavelength of the bulk longitudinal wave extends around a thin

cylindrical shell. This frequency correlates with the rapid phase velocity changes (and group velocity

minima) seen in the L(0,l) and F(l,l dispersion curves for a hollow cylinder. The criteria in equation

.3 states that the frequency must be we I above this affected region before a Cartesian system can be

safely substituted for a true cylindrical model.

3.2 Cylinders Immersed in a Fluid

The previous cases discussed an elastic cylinder in vacuum, which is a relatively simple case to solve.

When the cylinder is embedded in another material, calculating the dispersion curves becomes much

more complex. When an elastic system is in vacuum, there is no mechanism for energy to be lost, so

the attenuation is always zero. However, when the cylinder is surrounded by other materials, energy

can leak from the structure into the surrounding liquid or solid, where it is free to propagate away in

the form of bulk waves which travel to the infinite boundaries. Therefore, in addition to the frequency

and phase velocity, the attenuation must be determined for each point on a dispersion curve. Since the

solution routines must now search for a complex value in three dimensional space, they require many

more ca culations than when they only need to search for a real value in two dimensional space.

3.2.1 Modelling the Fluid inside the Cylinder

Figure 3 7 displays the dispersion curves for the zero order circumferential modes of a 1 mm thick steel

pipe with an inner radius of 10mm that is surrounded by and filled with water The plots on the left show

the phase velocity dispersion curves, comparable to those shown in figure 3.6. The plots on the right

display the associated attenuation values. The three sets of dispersion curves represent subtly different

cases. The first two cases model the same pipe. However, in the second case, the solution of the waves

inside the pipe is modified so that there is a sink which absorbs any waves that propagate through the

ori g in. The significance of this modification is discus ed below. The third case models the pipe as a

plate and is shown for comparison.
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Figure 3.7: A comparison of phase velocity and attenuation dispersion curves for three cases: a water
filled steel pipe immersed in water, a water filled steel pipe immersed in water with a sink in the centre,
and a steel plate in water.
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(a) Fluid mode	 (b Pipe mode

Figure 18: A comparison of the axial displacement for a fluid filled pipe for a mode that is (a) predom-
inantly in the fluid and (b) predominantly in the pipe wall. The top of the graph represents the fluid
filled core, the middle section the steel wall of the pipe, and the bottom section the first 10 mm of the
surrounding fluid

The top set of dispersion curves in figure 3.7 models the fluid filled steel pipe as it actually exists The

dispersion curves contain fluid modes, whose energy and motion is concentrated in the water. These

modes appear as the tight, regularly spaced curves They tend to have low attenuation values and their

group velocity (not shown) tends to be less than the bulk velocity of water. When the phase velocity and

frequency of the fluid modes correspond with apointon the dispersion curves for the unloaded steel pipe,

the energy of the fluid modes couples into the stee where a fast wave may propagate. However, at these

points, there will also be significant attenuation because the energy of the wave, which is principally

located in the steel, can easily leak into the surrounding water on the outside of the pipe where it is

lost. Figure 3.8 displays the axial displacement for two points very near each other on the same mode.

At the point shown in figure 3.8(a) it is behaving as fluid mode and at the point shown in figure 3.8(b)

it is behaving as pipe mode. The top portion of the graph represents the centre of the system. The

displacement becomes very large towards the centre as the waves that are leaking from the steel pipe

into the centre of the pipe are focused The middle section of the graph represents the wall of the steel

pipe. When the mode is behaving as primarily as a fluid mode, there is very little displacement in the

steel However, there is a considerable amount of axial displacement when the mode deviates from its

path and behaves primarily as a pipe mode. The bo torn section of the graph represents the first tO mm

of the surrounding fluid The wave that is seen in th s section in figure 3.8 b) corresponds to the leaky

wave that causes attenuation Since the fluid layers are considered to be ideal liquids that do not support

shear, the torsional modes of the system propagate s lely in the steel wall of the pipe. Since there is no

coupling of the torsional displacement component, there is no leakage and no therefore no attenuation.

The middle set of dispersion curves in figure 3.7 represents the same system as the top set of dispersion

curves except that a sink has been placed at the centre of the system by modifying the representation

liquid core. This modificat on involves changing the Bessel function that is used in the material layer
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matrix for the liquid core from a standard Bessel function (which represents standing waves generated

across the core of the pipe) to a Hankel f nct on of the second kind (which represent a bulk wave

propagating towards the centre of the pipe and being absorbed). The numerical sink caused by the usage

of the Hankel function absorbs energy that is prop gating inwardly from the steel pipe and prevents

the fluid modes from forming. The attenuation values are much larger for this case as opposed to the

previous case because energy is lost in both the sink and as it leaks into the fluid outside of the pipe.

Strictly speaking, this substitution does not epresent the actual system and is not valid. However, there

is valuable inform tion in the second set of dispersion curves that is lost in the more accurate first set

Some ultrasonic tests are designed to propagate energy down the fluid inside a pipe and these tests must

use the first set of dispersion curves. However other ultrasonic tests are performed by sending waves

down the walls of the pipe. This choice is usually made because the testing procedure is searching for

detects in the pipe or because it is difficult to gain access to the inside of the pipe. Using this testing

ariangement, it is important to know how quickly the test signal will be attenuated. As described in

section 2.6.1, when the pipe is only partially fil ed with a fluid, the attenuation can be much higher than

the values predicted by the model for a fu ly fi led pipe In the partially filled case, the bulk waves in

the fluid core, which form a portion of the tota guided wave, will be reflected ofi of the surface of the

fluid and will no longer propagate at the correct incidence angle to continue to conti ibute to the energy

of the mode. This scattering causes additional attenuation, which can be approximated by inserting a

numerical sink in the centre of the pipe. Another effect, which will only appear in transient problems,

can also cause to the observed attenuation to be larger than the values predicted by the model for a

completely filled pipe. When energy leaks from the wali of the steel pipe into the centre, it propagates

thiough fluid core and is reabsorbed on the other side. Although the energy is not lost from the mode, the

reabsorption of' energy will be delayed by the propagation time through the fluid core. For a harmonic

solution, this delay has no effect on the ampl tude of the propagating wave. However, for a transient

solution, such as an experiment, this delay has a noticable effect. Instead of consisting of a s ngle signal,

a transmitted wave packet will consist of a sei es of successively smaller signals, the spacing of which

coi responds to the transmission time across the fluid core. Because of this effect and the transfer of

energy into the tra]ing signals, the peak anipl tude of the largest transmitted signal will be smaller than

would be estimated from the attenuation value alone. By incorporating a sink in the centre of the pipe,

which absorbes the energy that would be ost to the successive peaks, the attenuation values may better

represent what actually happens in practice.

The third set of dispersion curves in figure 3 7 displays the phase velocity and attenuaf n curves for a

I mm steel plate in water Comparison between the last two sets of curves shows that the behaviour of a

large radius pipe at high frequency is very similar to th t of a plate, confirming that the s mularity seen

in figure 3 6 also holds for leaky systems. Please note that the Scholte wave, which appears for the

plate case as the mode whose phase velocity asymptotically approaches the compression I wave speed

of water, could not be traced for the pipe case)
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Figure 3 9: Phase velocity dispersion curves for a 2 mm diameter steel steel bar immersed in water with
mode shapes super-imposed on the fundamental modes.

3.2.2 Leakage into the Surrounding Medium

Much of the variation in attenuation in figure 3.7 can be attributed to the changing amount of radial

displacement on the surface of the cylinder The radial displacement permits the energy to be coupled

from the guided wave into the surrounding liquid. Figure 3.9 demonstrates this effect for a 1 mm radius

bar immersed in water for the fundamental longitudnal and flexural modes The top graph shows the

phase velocity curves for these two modes and the b ttom graphs show the related attenuation values.

Four grid mode shapes display the nature of the mode at the circled points. The centre section of the

grid mode shapes represents a cross section through the centre of the bar and the ou er sections represent

e first two millimetres of the infinitely large surrounding fluid
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L(0,1), the fundamental longitudinal bar mode, is very li,htly attenuated at low frequencies since the

majority of the motion is in the axial and not the radial direction. However, as the frequency increases,

the attenuation also increases dramatically as the mode's radial displacement at the surface increases

As the frequency continues to increase, the attenuation approaches the attenuation value for a leaky

Rayleigh wave, which is linear with frequency.

The fundamental flexural mode has significant radial displacement components at the surface of the bar

across a wide frequency range. Correspondingly, the atte uation values remain relatively high. How-

ever, when the phase velocity of the F( 1,1) mode drops below the bulk velocity of water, the attenuation

becomes zero although there is still significant radial disp acement.

This 'non-leaky' mode can be explained by figure 3.10. As the guided wave travels down the bar, the

radial displacements at the surface of the bar couple energy into the surrounding fluid. This motion will

cieate a bulk wave in the fluid, which then carries energy away from the system. The wavelength of a

bulk wave in the fluid is known, since bulk waves only travel at one speed and the frequency is known.

The wavelength of the guided wave is calculated from the d spersion curves. Since the projection of the

wave along the interface must match for the guided wave and the bulk wave, the leakage angle, Ojeak,

can be determined to be,

—1 (A__ter	
(3.4)°leak = sin	

A tee! )

sini (Vt ter f'

=	 h/f)

= sinl (v 
h)

where A is the wavelength, v ater is the bulk velocity of the water, Vh is the phase velocity of the

guided wave, and f is the frequency. If the phase veloc ty, 1'h is less than the bulk velocity in the

surrounding medium, then equation 3.4 implies that the leakage angle G ,. would be imaginary. Phys-

ically the imaginary angle means that instead of creating a wave that propagates away horn the bar, the

displacements die away exponentially and the energy is trapped against the bar. Therefore, in general,

a mode will not leak if its phase velocity is less than the bulk velocity of any waves that can exist in

the surrounding liquid. This principle is also known as the coincidence principle or the phase matching

condition.

3.3 Cylinders Embedded in a Solid

When the system is surrounded by a liquid, the enery le ks via a bulk compressional wave. However,

vhen the system is surrounded by a solid material, energy can be carried away from the system by both

shear and compressional (longitudinal) bulk waves. In add tion, since the tangential displacements and

stresses couple into the surrounding solid as well as the normal displacements, the attenuation values

tend to be much higher and the minima in attenuation d not usually reach down to zero attenuation.



3.3 Cylinders Embedded in a Solid
	

82

Leaky wave

I
Guided wave

steel

Figure 3.10: As a guided wave travels down a bar, it couples energy into the surrounding fluid, creating
a leaky bulk wave at a characteristic angle.

An example of a system that is surrounded by a solid is given in figure 3.11. The system represents an

empty I mm thick steel pipe with a 10mm inner radius that is surrounded by a soft stone (mudstone).

Comparing the attenuation curves with those for a filled pipe in water in figure 3.7 reveals some dramatic

differences. First, the attenuation values are much larger, so much larger than the liquid loaded case that

different scales had to be used. The increased attenuation is mainly due to two factors. The density and

impedance of the surrounding material are much higher for the mudstone than for the water. Therefore,

the guided wave that is propagating in the steel bar couples much more strongly to the leaky bulk waves

that are generated in the mudstone than to those generated in the water. This effect can be evaluated in

terms of the reflection coefficients at the boundary between two layers. If the impedances are similar, a

large portion of the energy will be transmitted across the boundary. However, most of the energy will be

reflected if the impedances are very dissimilar. Applying this interpretation for guided waves indicates

that more energy will leak from the steel bar into the surrounding material when the impedances are

more closely matched. The second reason why the attenuation is lower for the fluid immersion case is

that when a bar is surrounded by a liquid, only the radial displacements can couple from the solid bar

into the surrounding liquid. However, when the bar is surrounded by a solid material, the circumferential

displacements (9) and the axial displacements (z) also couple the two layers together. This additional

coupling increases the attenuation. For this reason, all of the torsional modes shown in the immersed

case experience no attenuation (since the 9 displacement at the surface of the pipe does not couple into

the surrounding fluid), however, the torsional modes do experience attenuation in the embedded case.

When surrounded by a solid material, the theta displacement couples into the surrounding medium, a

bulk wave will be produced, and attenuation will be present.

The second major diftèrence between the dispersion curves for the immersed and embedded cases is

that not all of the modes are plotted as continuous curves in the embedded case. For example, the
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Figure 3 Ii: Phase velocity and attenuation dispersion curves for an empty I mm thick steel pipe with
a 10 mm inner radius that is surrounded by soft stone (mudstone).

L(0, I) mode in the embedded pipe is not continuous when it crosses the bulk longitudinal velocity of

the surrounding mudstone, 2.6 mm ps. At this point, there is a jump in attenuation and frequency The

cause of this jump is that at a phase velocity above the bulk longitudinal velocity of the surrounding

solid, the pipe is leaking both shear and longitudinal waves. However, below the bulk longitudinal

velocity, the pipe is only leaking shear waves, which leads to the discontinuity. The two portions of

the curve should in fact be linked mathematically. However, the linking section of the curve would

be unsuitable for non-destructive testing and cannot be traced using the global matrix method (which

cannot trace modes very near any of the bulk wave velocities) so effort has not been expended to find

these links. In addition, there is a gap in the L(0,2) mode around 3 MHz. In reality this mode should

continue, however, numerical instabilities around the shear bulk velocity in steel do not allow it to be

traced any farther for the moment. These instabilities are mainly due to a mathematical singularity

inherent in the global matrix method and rounding errors in the complex Bessel function routines.

3.3.1 Different Types of Leakage

The different types of mode leakage for a solid cylinder embedded in a solid are shown in figures 3.12

and 3.13. Figure 3.12 shows the phase velocity dispersion curves for a 1 mm radius steel bar embedded

in a light stiff stone (density = 2200 kg m 3 , Young's modulus = 60 GPa, and Poisson's ratio = 0.25,

as shown in table 3.1). The existence of non-leaky portions of modes that have no attenuation makes a

si.nificant difference between these curves and tho e in figure 3 II. Two straight lines are shown on the

phase velocity diagram which correspond to the long tudinal and shear bulk velocities in the surrounding

rock. These bulk velocities divide the graph into regions with modes that are non-leaky, leak only shear,

and leak both shear and longitudinal waves The points marked (a), (b), and (c) correspond to the points

for which the mode shapes are shown in figure 3.13 Point (a) is in the non-leaky region, below both

the shear and longitudinal bulk velocities. Point b is the region where only bulk shear waves can leak
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and point (c) is in the region above the long tudinal bulk velocity where both shear and longitudinal

modes leak into the surrounding solid. The mode shapes in ho re 3 13 demonstrate this effect. The

centre part of the grid represents the cross section of the bar and the outer section of the grid represents

the first two millimetres of the surrounding rock. In the non-leaky section shown in figure 3.13(a), the

displacement in the surrounding solid dies away exponentially as described in the previous section. In

hure 3 13(b) only a shear wave leaks from t e bar into the surrounding solid. The displacement field

in the surrounding solid shows a single leaky wave. However, the displacement field is much more

complicated for figure 3 13(c) because the leaky shear and longitudinal bulk waves overlap at different

leakage angles

3.3.2 Multi-layered Cylinders Embedded in a Solid

The final examples in this chapter take advant ge of the multi-layered nature of this solution to the wave

propagation problem.

Multi-layered isotropic materials with material damping

The first system that is considered is the same as the example shown in figure 3 Il, however a 05 mm

layer of grout has been added to the inside of the pipe to simulate a scaled down version of a mains

water pipe. In addition, material damping is considered for both the grout and the mudstone (see table

3. I for the material properties used). The attenuation due to the material damping is super-imposed on

the attenuation due to leakage The dispersion curves are shown in figure 3.14.

It is immediately obvious in figure 3.14 that many of the m des are incomplete The complexity of

the system and the high losses associated wi h it rende many of the regions insoluble. Many of the

instabilities have been improved by using appropriate scaling factors in the equations, however, these

instabilities have not been completely conquered and St II cause problems as seen in this example An-

other feature of figure 3 14 is that the modes are shifted to the left compared to the previous dispersion

curves. Since this system is thicker than the previous one because the grout lining adds to the steel wall,

the frequencies at which through thickness re onances occur decrease.

The L 0,1) mode shows interesting behaviour At low frequencie it travels at a phase velocity similar

to the shear bulk velocity in the steel. However, as the frequency increases, its phase velocity lowers to

the shear bulk velocity of the grout liner. This behaviour is c nsistent with the practice that the longer

wavelengths associated with low frequencies look' farther into the system and are predominantly in-

fluenced by the steel layer while the short wa elenths and high frequencies are predominantly affected

by the grout lining.
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Figure 3.12: Phase velocity and attenuation dispersion curves for the zero and first circumferential order
modes of a 1 mm radius steel bar embedded in a stiff material. The arrows and labels correspond to the
positions for which the mode shapes are given in the next figure. The straight dotted lines correspond to
the bulk velocities in the surrounding solid and divide the dispersion curves into different leaky regimes.
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Figure 3.13: Mode shapes for a steel bar embedded in a stiff material in (a) a non-leaky region, (b) a
region where only shear waves leak, and (c) a region where both shear and longitudinal bulk waves leak
into the surrounding solid.
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Figure 3.14. Phase velocity and attenuation dispersion curves (zero circumferent al order modes) for a 1
mm thick steel pipe with a 10 mm inner radius that is lined with lossy grout and is surrounded by lossy
soft stone (mudstone).

Multi-layered transversely isotropic materials

Guided waves that are propagating in la)ered transversely iso ropic mater als will leak into the sur-

rounding half-space just like their isotropic counterparts. This effect can be seen in figure 3.15, which

shows the phase velocity dispersion curves for the axi-symmetr c modes of a single Carbon - Silicone

carbide fibre that is embedded in a titanium matrix. In this figure, the width of the solid lines indicates

the relative attenuation of the mode, with the thin lines being highly attenuated and the thick lines being

less highly attenuated.

As done in figure 6 in Nayfeh and Nagy's work [37], these results can be compared to the dispersion

curves for the free fibre (figure 3 3) to examine the changes that are caused by embedding the fibre.

Figure 3.16 shows this compar son. The dispersion curves for the free fibre are shown as dashed lines

superimposed on the same dispers on curves for the embedded system that are in figure 3.15. There

are some distinctive changes. As discussed by Nayfeh and Nagy 37] and Simmons et aL[34], the phase

velocity of the fundamental longitudinal mode tends to zero instead of the finite bar velocity. This

behaviour is caused by the ba ng of the axial displacement of he mode. As the frequency decreases,

the wavelength of the guided mode becomes much larger than the fixed radius of the fibre Soon the fibre

diameter becomes negligible (in wave propagation terms) and can no longer supp ii a true guided mode,

since most of the energy is contained within the surrounding m trix. This s ngularity does not appear

for liquid loaded structures that are only coupled through the ra al displacement and stresses since the

radial displacement of the fund mental longitudinal mode tends to zero as the frequency decreases.

It is assumed the fibre and the titanium matrix are perfectly bonded, which ca ses the attenuation to

be very high, as can be seen in fig re 3.17, the attenuation val es for the a i-symmetric modes. The

attenuation in figure 3.17 has been normalised by scaling by the r dius of the fibre Thus, the attenuation

values shown indicate the amount of attenuation that will occur when the ,uided wave propagates a

distance along the axis of the fibre that is equal to the length fits radius F gure 3.17 shows that
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Figure 3.15: Phase velocity dispersion curves for the axi-symmetric modes of a 70 micron SCS fibre
embedded in a titanium matrix. The width of the lines indicates the relative attenuation of the points on
the mode (thicker lines correspond to lower attenuation values).
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Figure 3.16: Phase velocity dispersion curves for 70 micron SCS fibre embedded in a titanium matrix
(solid lines) overlaid on the dispersion curves for the free system (dashed lines).
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Figure 3.17: Attenuation dispersion curves for the axi-symmetric modes of a 70 micron SCS fibre
embedded in a titanium matrix

the normalised attenuation is over 6 dB for most of the modes that can exist in this system. In practice,

perfect bonding between the fibre and the matrix may not occur. An intermediate layer that has degraded

properties can be inserted between the outside of the fibre and the surrounding metal to simulate an

imperfect bond. Inserting this degraded layer allows the modes of the cylinder to decouple from the

surrounding matrix and dramatically reduces the observed attenuation This case is discussed later and

shown in figure 3.21.

Figure 3.18 shows the dispersion Lurves for the first circumferentia orc er modes for the same embedded

fibre system. An interesting feature of these dispersion curves is the separation of the fundamental first

order mode F( 1,1) into two parts Three points have been marked a), b , and c on the two low phase

velocity modes in figure 3.18. The mode shapes at these points are shown in figure 3.19 so that the

behaviour of these portions can be more closely examined. The low phase velocity mode that contains

point (c) represents a mode that propagates along the interface between the silicone carbide sheath and

the surrounding titanium matrix. In the high frequency range, the attenuation of this mode increases

linearly with frequency, in the same way that the attenuation of a le ky Rayleigh wave will increase

linearly with frequency. The other low phase velocity mode represent a guided wave whose energy

is concentrated in the fibre As the frequency increases, the attenuat n of this mode decreases. For

example, the attenuation at the po nt marked a) is over 8 dB for e h radial length that the mode

propagates, however the attenuat on at the point marked (b) is le s th ii 1 0e dB per radial length,

e e ht orders of magnitude less At point b , the mode can be cons dered to be non leaky, guided in the
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Figure 3.18: Phase velocity dispersion curves for the first circumferential order modes of a 70 micron
SCS fibre embedded in a titanium matrix. The line thickness indicates the amount of attenuation present
(thin lines indicate high attenuation). The mode shapes for the points marked (a), (b), and (c) are shown
in the following figure.

carbon core, which is surrounded by the faster silicone carbide (SIC) sheath. Because the phase velocity

of the guided wave is less than the bulk velocities of the silicone carbide, there are no bulk waves

excited in the SiC sheath that would provide for leakage from the wave in the carbon core. However,

although no bulk waves are created in the SiC sheath, there are still displacements in the sheath. The

amplitude of the displacements is greatest at the interface between the carbon and the SiC sheath and

decays exponentially with the radius This exponentially decaying field can be thought of as 'tails' of

the non-leaky guided wave. The 'tails' reach through the entire thickness of the SiC sheath and cause

there to be displacements at the interface between the SiC sheath and the titanium matrix. Since the

phase velocity of the guided wave is greater than the shear velocity of titanium, a leaky wave can be

formed in the infinite titanium matrix This effect accounts for the small amount of attenuation observed

at point (b). As the frequency increases, the amplitude of the 'tails' decays more rapidly and there is

less observed attenuation.

Many of the higher order modes are very highly attenuated by the leakage into the surrounding metal.

This high leakage dramatically affects the shape of the phase velocity dispersion curves as can be seen

by studying figure 3.20, which overlays the dispersion curves for the embedded case (figure 3.18) and

the free case (figure 3.3 b)), which is shown as dotted lines.
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Ftgure 3.19: A comparison of the grid and line mode shapes for the three p ints marked on the dispersion
curves for an embedded SCS fibre that are sh wn in the previous figure
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Figure 3.20: Phase velocity dispersion curves for the first circumferential order modes of a 70 micron
SCS fibre embedded in a titanium matrix. The dashed lines represent the phase velocity curves for
the free fibre and the solid lines correspond to the embedded case (with the thickness dictated by the
attenuation of the embedded mode).
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Figure 3 21: Phase velocity dispersion curves for the axi symmetric modes of an embedded SCS fibre
when an imperfect bond exists between the fibre and the urrounding titanium matrix. For comparison,
the free case is shown as dashed lines.

The modelling in the previous example assumes that the bond between the SCS fibre and the surround

titanium matrix is perfect. However, in reality, this bonc will not be perfect . An imperfect bond can

be simulated by introducing a thin additional layer between the fibre and the surrounding material.

The stiffness of this additional layer controls how well the two materials are bonded An example of

this technique is shown in figure 3 21. To create the d persion curves in this figure, a one micron

thick degraded layer was introduced at the SIC-Ti interface The density was set to be the same as the

suruounding material, however, thest finesses were divide by sixty-tour In comparison to the perfectly

bonded case in figure 3.16, the attenuations are much lower and the phase velocity dispersion curves

much more closely resembles the free fibre case

3.4 Summary of Cylindrical Examples

This chapter has examined several different examples of gu ded wave propagation in cylindrical systems.

The general nature of the different types of guided wave has been discussed, as well as the effect of

immersing the structure in a fluid r embedd ng it in a so d. The foil wing chapter uses several ot the

examples developed in this chapter and some new examples to validate the wave propa,ation model.
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Igation modelling.
a3

(up/A)	 (np/A)

	0.0 	 0.0

	

0.0	 0.0

	

0.0	 -

	

0.03	 0.08
0.043	 0.1

Table 3.1: Material constants used for isotropic materials in the wave

	

Material	 Density	 vj (m/s)	 v5 (m/s)	 Young's	 Poisson's
(g/cm3 )	 Modulus	 Ratio

_______ ________ ________ _________ (GPa) ________
Steel	 7.932	 5960	 3260	 217	 0.29

	

Perspex	 1.18	 2730	 1430	 6.327	 0.31

	

Water	 1.0	 1483	 -	 -	 -

	

Vludstone	 2.5	 2592	 1497	 14	 0.25
	Grout	 1.6	 2810	 1700	 11.2	 0.21

Stiff	 2.2	 5720	 3300	 60.0	 0.25
Stone

Table 3.2: Material constants used for transversely isotropic materials in the wave propagation mod-

einng.	 ___________ ___________ ____________ ___________ ___________ ___________
Material	 Density	 C (GPa)	 C12 (GPa)	 C13 (GPa)	 (GPa)	 C'44 (GPa)

_____________ (y/cuii 3) _____________ ______________ _____________ _____________ _____________

isotropic	 1.65	 42.1	 18.0	 18.0	 42.1	 12.0
carbon

isotropic	 3.10	 425.8	 90.9	 90.9	 425.8	 167.5
silicone
carbide____________ ____________ _____________ ____________ ____________ ____________

anisotropic	 1.65	 42.1	 18.4	 17.1	 44.2	 11.7
carbon

anisotropic	 3.10	 404.8	 95.4	 86.6	 446.3	 170.2
silicone
carbide___________ ___________ ___________

isotropic	 4.43	 158.7	 71.3	 71.3	 158.7	 43.7
titanium

nylon	 1.014	 0.0196143 0.00749677 0.0113867	 0.573065	 0.00574575
reinforced

rubber



Chapter 4

Validation of Cylindrical Wave

Propagation Model

The previous chapter discussed the wave propagation solut ons for some cylindrical systems, so that

cylindrical wave propagation could be better understood. This chapter examines various cylindrical

wave propagation solutions in more detail for the purpose of validating the wave propagation model that

was developed in chapter 2.

The salidation cases tall into several categories, asymptotic limits for which there are exact solutions,

Lases which have been published in the literature, the internal consistency of the solutions, and com-

parison to results from independent finite element mode lin e and experiments. Each of these areas will

be addiessed in the following sections. The first section va dates the model against asymptotic limits

for which there are known analytcal solutions. For example the phase se ocity of the first longitudinal

mode in an isotropic bar is known an lytic lly. The se on section coi pares the results of the model

to published results for the free case, the ax i-symmetric ba ed case, and the first order flexural loaded

case The third area looks for internal consistencies. For example the solution should be the same if

eaLh layer is divided into a number of sub-layers. The fina area of validation compares the obtained

solutions to the wave propagation that has been observed in finite element modelling, which represents

an independent method of examining the wave propagation characterist cs. In addition, the results from

a limited number of experiments are included. In general, the cases which leak energy into a fluid pro-

ide the most complete validation because they ncorporate two different material types Cases where

energy leaks into solid materials are generally more d fficu t to trace than those that leak into a fluid.

However, cases that involve leakace nto a solid only verify that the layer matrix f r a solid material s

correct. Therefore, many of the examples in this chapter w 11 concentrate on fluid loaded case and the

free case, so that both the liquid and solid layer matrices can be validated
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Excellent agreement is obtained between the wave propgatIon mo el and all of the validation criteria

that follow, which provides a great deal of confidence in the model

4.1 Validation against Asymptotic Limits

The first validation criteria that will be considered are the compa sons to known asymptotic values,

such as the bar velocity.

Bar velocity The phase velocity of the fundamental longitudinal mode of a free isotropic bar should

approach the static limit (called the bar velocity) which is gi en by where E is the Young's

modulus and p is the density of the niaterial[65,52]. Foi steel, vhose young's modulus is usually around

216 GPa and whose density is around 7932 Ay/ciii 3 , the bar velocity should be 5218.38 rn/s. When

calculated using Disperse, the phase velocity of the fundamental ngitudinal mode is 5218.38 rn/s ±

0.02 m/s when either a single layer is used or when three layes w th identical material properties, but

different thicknesses are combined together. The bounds of ± 0.02 m/s is controlled by the precision of

the mathematical routines used to cakulate the solutions as wel as the tolem ance used in the iterative root

hnding routines. The value given was measured by observmn, sm II oscillations in the phase velocity

dispersion curves.

Rayleigh Velocity The well known Rayleigh velocity for the propagation of a surface wave on the

suitace of a semi-infinite half-space can be used to validate the solutions at the h gh frequency limit.

We know that the Rayleigh velocity for a steel halt space p = 7 2k9 cm 3 , c = 5)60, c2 = 3260) is

approximately 301647 ill/s. This value can be calculated by solving the third order equation60],

T3 -8T+(24-16R)T-161—R —0	 (4.1)

where T = (Cr C' 
2 R = ( C: c ", is the bulk long tud nal elocity, c is the bulk shear velocity,

and Cr IS the Rayleigh velocity, or by using the Cartesian wa e pr pagation solutions in Disperse. This

value can be compared to the high frequeni.y asymptote of a steel pipe, since as the frequency increases,

the wall of the pipe begins to look more and more like a flat sem -infinite half-space to waves that are

propagating on it. For a steel pipe wh se inner radius is 10 mm d whose wall thickness is I mm, the

two lowest longitudinal modes convere on the Rayleigh ye ocit from above and below At 35 MHz,

the highest frequency for which the s lution remained stable, the phase velocities of these two modes

are 3016.02 rn/s ± 0.02 rn/s and 301696 m s ± 0.02 rn/s. It these modes converge on their average,

the predicted value for tile Rayle'gh elocity w II be 301649 rn/s ± (.02 m s, which agrees with the

analytically calculated value. The h ,h frequency asymptote of t e fund n ental modes in a bar could

Iso be used to approximate the Ray eih elocity, however since the curvature f the surface of the
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bar is greater than a large radius pipe, much higher frequencies will need to be used. At 150 MHz, the

highest frequency that could be reliably calculated for this system, the phase velocity of a steel bar with

a I mm radius is 3015 3 m sand still steadily rising. A curve can be fitted to th high frequency portion

of the curve to get an approximation of the phase velocity at infinite f req ency, which should be equal

to the Rayleigh velocity. Using the least squares method to fit a function of the type a - b/x to the

high frequency portion of the L(0,1) mode (80-150 MHz) yields an appr ximate Rayleigh velocity of

0I6.43 mis, which agrees well the analytically calculated value of 3016.47 m S.

Stoneley Waves Stoneley waves, which propagate along the interface between two solids without

loss [66], can also be used to validate the wave propagation model. Stoneley waves can only propagate

hen the two materials satisfy certain criteria that were identified by Scholte in l946[67]. One such

permissible combination is an interface between a steel half-space and a titanium half-space t. The

Stoneley wave, which travels at a phase velocity slightly lower than the bulk velocities, propagates at

25 I 17 m/s for this material combination, as calculated by the previously validated Cartesian routines

in Disperse [101.

At the high frequency limit, a titanium bar embedded in a semi-infinite steel half-space should demon-

strate this same behaviour. When a one millimetre titanium bar is embedded in steel, the mode that will

become the Stoneley wave has a phase velocity of 3251.28 m/s at 150 MHz, which is approaching the

Cartesian limit. If a least squares fit method is applied to fit the function a + b/f (where a and b are

constants and f is the frequency) to the 80-150 MHz section of this mode, an approximation for the

phase velocity of this mode at its high frequency limit is obtained as 3251 14, which agrees well with

the Cartesian case.

Large radius comparison with plate As the radius of a pipe increases, its dispersion curves begin

to resemble the dispersion curves of a flat plate more and more closely. This feature was shown in

hgure 3.6 which examines the dispersion curves of a hollow pipe as the radius to wall thickness ratio is

changed. This behaviour provides additional validation of the wave prop gation model as it approaches

an asymptotic limit. This comparison can also be extended to leaky modes. Figure 4 1 compares the zero

and first circumferential order modes of a vacuum filled steel pipe immesed in water to the dispersion

curves for a plate that is water loaded on one of its sides The pipe has an inner rad us to wall thickness

ratio of 20.0 and all of the modes including torsional and shear horiz ntal modes have been shown.

The solid lines represent the solutions for the plate case, the tightly dashed lines are the axi-symmetric

modes, and the loosely dashed lines are the first order flexural modes In the high frequency - high

wavenumber region there is good agreement between the two sets of curves, indicating that they will

converge on the same solution as the inner radius becomes infinite. However, as expected, the solutions

lo differ at locations where the wavelengths are long (general ly low frequencies and I w wavenumbers),

t The pr pert es for titanium were taken to be = 4Th Ag 	 .	 = &)60	 and	 = 32	 a d the material
p pertie. f r steel were taken to be - 9 ..A	 .	 = 5JbO	 .and 2 = 2(
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Plate and cylindrical cases differ f r very
long wavelength (I w wavenumbers)

00	 0.5	 1.0	 1.5	 2.0	 2.5	 30

Normalize dWave Numlr (kd)

Figure 4.1: A comparison between the wave number dispersion curves for a large radius steel pipe
immersed in water and a steel plate that is water loaded on one side. (Solid lines = plate, tightly dashed
lines = axi-symmetric modes, loosely dashed line = first order flexural modes)

as discussed in the derivation of a guideline (equation 3.3) for when the pipe and plate cases will differ

significantly. Equation 3.3 implies that there will not be good agreement between the plate and pipe

case below 0.3 MHz-mm, but at frequencies higher than this value, there may be better agreement.

Figure 4.2 zooms in on the low frequency - low wavenumber region of the plot in 4.1. In this figure, it

can be seen that the fundamental SH mode in the pipe and the fundamental zero order torsional mode

in the pipe behave the same, since in both cases they propagate non-dispersively at the shear velocity

of the medium. However, in other modes, there are large differences between the plate case and the

pipe case. Differences between the pipe and plate cases in figure 4.1 can also be seen at very low

wavenumbers, near the cut-off frequencies of certain modes. This is expected because at these locations

the wavelength is very long (wavelength = 2ir ) and so the modes 'see' the curvature of the pipe. A

third noticeable difference is that for a few modes, the plate case was more stable and able to trace

modes over a wider range. The greater stability for the plate case is due to the use of exponentials in

the solution as opposed to the Bessel functions that are required for the cy1indrcal model and are less

stable with large arguments.
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Normalized Wave Number (kd)

Figure 4.2: The low frequency, low wa enumber region f the wave number dispersion curves for a
large radius steel pipe immersed in water and a steel plate that is water loaded on one side. (Solid lines
= plate, tightly dashed lines = axi-symmetric modes, loose y dashed line = first order flexural modes)

In addition to the wave number dispersion curves, the attenuation dispersion curves for this large radius

case can be compared to the plate case, as shown in figure 4.3. As in the previous figures, the solid lines

represent the plate case, the tightly dashed lines are the axi-symmetric modes and the loosely dashed

lines are the first order flexural modes. The attenuation for the two cases is quite similar for most of the

modes, however at around 6 MHz-mm, the attenuation of the fundamental modes does vary significantly

between the two cases; the dispersion curves for the axi-s mmetric and first order flexural modes nearly

exactly overlay each other, however the curves for the p ate case are far away This difference can be

explained by understanding what is happening to the fundamental modes in this region of the dispersion

curves. In this region, the fundamentil modes are ch nging from modes that affect the entire wall

thiLkness roughly equally to modes that are tending toward Rayleigh waves. The first flexural mode

is tending towards a Rayleigh wave on the inner, unloaded surface and the first longitudinal mode is

tending towards a leaky Rayleigh wave on the outer flu d loaded surface. In the transition region the

attenuation is very sensitive to the distribution of the di placement of the mode, since only one side of

the pipe is surrounded by water and leaks energy. Therefore, this area will be much more sensitive to

very small differences between the pipe and plate case th n a simple wavelength analysis would indicate.

Although the dispersion curves in figures, 4.1, 4 2, and 4 3 have been created using the isotropic model,

the same results are obtained when the dispersion curve are calculated using isotropic constants in the

transversely isotropic model.
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Figure 4.3: A comparison between the attenuation dispersion curves for a large radius steel pipe im-
mersed in water and a steel plate that is loaded with water on one side. (Solid lines = plate, tightly
dashed lines = axi-symmetric modes, loosely dashed line = first order flexural modes)

4.2 Validation against Published Literature on Cylindrical Wave

Propagation

As highlighted in section 2.2, there has been a great deal of work on isotropic cylinders in vacuum

as well as a significant amount of work on cylinders that are embedded in other media. This section

compares some of these published results to the results obtained from the cylindrical wave propagation

model developed in this thesis.

The first results that will be used for comparison are the results published by Gazis in 1959[24J for

the axi-symmetric and flexural modes of an homogeneous hollow isotropic cylinder. Results obtained

by Nagy[3 I] and Nayfeh and Nagy[37] will be used to validate the transversely isotropic and isotropic

model for systems that are immersed in water and embedded in a solid half-space. Finally the leakage

of flexural modes in a transversely isotropic cylinder that is immersed in water will be validated against

results obtained by Berliner and Solecki [32]. Each of these publications uses a difterent method to solve

the wave propagation problem, therefore their combination forms a good set against which to validate

the model.

4.2.1 Gazis

Gazis' 1 59 derivation of the wave propagation solutions for a hollow cylinder [4] forms the basis of the

wave propagation solution developed in this thesis for isotropic materials. To ensure that our solution,

which uses the general purpose cylindrical wave propagation solution, matches the results that Gazis
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Figure 4.4: The normalised frequency (fd (2 2 )) versus the normalised wavenumber (kd) for the first
Lircumferential order modes of a hollow cylinder consisting of a single isotropic layer which has a
Poisson's ratio of 0.30 and a thickness (d) to mean radius rat o of 1.0. (equivalent to (Gazis 1959) fig.
4)

tound, three of his figures have been recreated and compared to the dispersion curves that he shows.

These figures are described below.

Figure 44 uses Disperse to reproduce the results shown in figure 4 of Gazis[24]. The dispersion curves

in this figure show the first ciicurnférential order modes of a hollow cylinder consisting of a single

isotropic layer which has a Poisson's ratio of 0.30 and a thickness to mean radius rat o of 1.0. Since the

fiequency axis has been normalised by multiplying by the thickness and dividing by the shear velocity,

the solution only depends on the Poisson's ratio. The so utions are independent of the density and the

shear velocity. The wavenumber axis has been normal sed by multiplying by the thiLkness. These

noimalisations are the same as Gazis uses. By comparing figure 44 with figuie 4 of Gazis' paper it is

revealed that Gazis' solutions and the solutions calculated by the wave model explained in this thesis

are the same to the tolerance that can be read from the published graphs.

Figure 4.5 recreates figure 5 of Gazis[24], which is t e same case as the previous figure except that the

ratio of the thickness to the mean radius has changed. Again the solutions found by Gazis and those

found by the wave model developed in this thesis are equivalent to the tolerance that can be read from

the published graphs.

Figure 4 6 recreates figure 7 ofGazis[24], which shows the detail of the three lowest first circumferential

order and second circumferential order modes of a large radius hollow cylinder, with a Poisson's ratio
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Figure 4.5: The normalised frequency (fd (2t'2 )) versus he normalised wavenumber (kd) for the first
circumferential order modes of a hollow cylinder consi ting of a single isotropic layer which has a
Poisson's ratio of 0.30 and a thickness (d) to mean radius ratio of 1/4. (equivalent to (Gazis 1959) fig.
5)

of 0.30 and a thickness (d) to mean radius ratio of 1/30 For a cylinder with such a large radius to

thickness ratio, the first and second order solutions only vary significantly in this region near the origin.

The solutions found by Gazis and those found by the wave model developed in this thesis are the same

(except that Gazis reverses the line types for the first and second circumferential order non-fundamental

modes.

4.2.2 Nagy and Nayfeh

Nagy has derived expressions for axi symmetric wave pr pagation in transversely isotropic rods that

are immersed in a liquid[3 I], which can be used to validate the model developed in chapter 2. Working

with Nayfeh, Nagy expanded h s wave propagation solution to handle multiple layers and leakage into

solid materials[37} by using the transfer matrix method. To help validate the wave propagation model

developed in this thesis, the results obtained from Disperse will be compared to the results presented

in these two papers. In Nagy's derivation, the wave d spl cements are found by solving Christoffel's

equation for transversely isotropic materials. Since this appr ach d ifers from the derivative of potentials

method that Mirsky[5] uses (and which the transversely isotropic derivati n in this thesis is based upon),

these solutions provide valuable independent validation inf rmati n

F r easier comparison between the solutions Nagy's analy cal s lution for a single layer transversely

isotropic rod in a liquid[3 I] was implemented in software. Th s implementation is used in the following
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Figure 4.6: Detail of the three lowest first circumferential order (dashed) and second circumferential
oider (solid) modes near the zero frequency - wavenumber or gin for a hollow cylinder consisting of
a single isotropic layer which has a Poisson's ratio of 0.30 and a thickness (ci) to mean radius ratio of
1/30. (equivalent to (Gazis 1959) fIg. 7)

figures for comparison. Figure 4 7 shows the dispersion curves for a 1 mm radius steel bar immersed

in water. Three sets of dispersion curves are overlaid on th s figure. Solid lines represent the solutions

obtained with the isotropic model that is developed in chapter 2. The tightly dashed lines, which lie

directly under the solid lines, represent the solutions when sotropic material properties were inserted

into the transversely isotropic model (also developed chapter 2). The third set of lines (loosely dashed)

aie the results using the analytical solution of Nagy. All three of the solutions lie on top of each other

within the precision of the solution routines. Similarly, fiure 4.8 shows the overlay of two sets of

dispersion curves for a I mm radius uni-directional graph te epoxy rod immersed in water. In this

figume, the solid line represent the solution obtained with the transversely isotropic model developed in

this thesis and the dashed lines represent the analytical solut on of Nagy Again, the two solutions lie on

top of each other.

A 1996 paper by Nayfeh and Nagy[37] expanded on the ana ytical solut on for a transversely isotropic

rod that Nagy derived so that waves in multilayered rods wh ch leak into solid mater als could be mod-

elled using a transfer matrix method In this paper, Nayfeh and Nagy apply their wave propagation

model to a typical metal matrix composite problem, a Carbon - Silic ne carbide SCS) fibre that is

embedded in a solid titanium matrix. Their results can be c mp red to the zero circumferential order

(axi-symmetric resu ts presented for this same case in sectk s 3 1.3 and 3.3 2 (figures 3.3 a)3 IS, and

321) for validation of the axi-symmetric leaky modes. Fi t, re 3.3 a) mimics figure 3 of Nayteh and

Nigy[37], the d sper ion curves for a free SCS fibre overla d on the curves for a free SCS fibre when
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Figure 4.7: Phase velocity dispersion curves for a I mm radius steel bar in water. Three sets of solutions
have been overlaid; solid lines = isotropic solution, tight dashed lines = anisotropic solution, loosely
dashed lines = Nagy's analytical solution. The dashed lines cannot be seen because all three curves
overlay each other very well.

Figure 4.8: Phase velocity dispersion curves for a I mm radius graphite reinforced epoxy rod immersed
in water. Two sets of solutions, which lie directly on top of each other, have been plotted; solid lines for
the anisotropic solution and loosely dashed lines for Nagy's analytical solution.
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isotropic properties are assumed tor the constituents of the fibre No difference can be detected between

Nayteh and Nagy's results and the results obtained in this t e s. The quoted values for low frequency

asymptotic value of the phase velocity of the lowest orde axi symmetric mode (Il 126 m/s for the

isotropic fibre and II 440 rn/s for the transversely isotropi o e) agree with results obtained in figure

3 3(a to all five quoted s gnificant digits There is also exce ent visual agreement between the solutions

for a perfectly bonded embedded SCS fibre that is shown in figure 3 15 and figure 6 in Nayfeh and Nagy

For the third case an embedded fibre with an imperfect bond t the surrounding matrix, there is a slight

difference. This difference is due to different methods of modelling the imperfect boundary. Nayfeh

and Nagy use a finite interfacial stiffness model [68-70] to model the imperfect fibre-matrix boundary,

however the results in figure 3.21 were calculated by insert ng a thin layer, which has degraded proper-

ties, between the outside of the fibre and the surrounding rnatr x. Because these two different methods

were used, precisely comparable results cannot be obtaine However, the resulting dispersion curves

are very similar.

4.2.3 Berliner and Solecki

A third group of cases will be used to validate the flexur (non-axi-symmetric) modes in a cylinder.

For comparison, we will use the recent papers by Berl ner and Solecki [32,361, which discuss the first

circumferential order modes in a nylon reinforced rubber cylinder whose thickness to inner radius ratio

was 1:4. Three cases are examined, a hollow cylinder, a fluid filled cylinder, and a fluid filled cylinder

that is immersed in a fluid. The method that Berliner and S lecki have used to solve the wave propaga-

tion problem in cylindrical transversely isotropic materials s based on the same paper by Mirsky[5] as

the wave propagation model in chapter 2.

Using the material properties given in the appendix of reference [36] (and repeated in table 3.2), the three

cases that Berliner and Solecki considered were repeated w th the wave model developed in this thesis

To compare results, figure 49 mimics figure 4 of Berliner and Solecki. In these figures, the dashed lines

iepresent the solution when the tiansversely isotropic cylin er is hollow inside and outside. The solid

lines represent the case when the cylinder is filled with water Both the axes have been normalised by the

thickness of the cylinder. The frequency axis has also been normalised by dividing by the shear velocity

in the cylinder. There is good agreement between the soluti ns obtained by Berliner and Solecki and the

solutions obtained by the model developed here. There are t o additional modes shown in figure 4.9

that are not shown in figure 4 of Berliner and Solecki, since they have chosen to only show the lowest 3

flexural modes, instead of all of the modes in the frequency - avenumber range.

There is also good agreement for the third case, a fluid fi ed cylinder that is also immersed in water.

Figure 4 10 can be c mpared to figure 5 of Berliner and S ecki to study this case. In both figures,

the solid lines represent the solutions for the filled a d i mersed cylinders, while the dashed lines

represent the solution to the fluid filled case. Except for the better resolution of the curves and the
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Figure 4.9: Comparison of dispersion curves for a hollow (dashed lines) and fluid filled (solid lines)
transversely isotropic cylinders (equivalent to Berliner and Solecki figure 4).

additional modes that are included in figure 4.10 the solutions agree to the precision that can be read

from published figure.

4.3 Internal Consistency of Solutions

This section examines the internal consistency of the wave propagation solutions. A primary criterion

for internal consistency is that different, but equivalent systems should yield the same results. For

example, the same result should be found when an individual layer is replaced by a series of layers of

identical material properties whose total thickness is the same as the original layer. The solutions should

be consistent whether the isotropic solution is used or whether the transversely isotropic solution is used

with isotropic stiffness constants. The mode shapes also provide an effective method of checking the

internal consistency of the solutions. When multiple layers are added (or transversely isotropic ones

replace equivalent isotropic ones), the mode shapes should stay constant. In addition, for cases when

there is no attenuation, the energy velocity should be equal to the group velocity[7l]. These internal

consistency checks frequently provide an effective and quick method of locating problems in the wave

propagation model.



02	 04	 06	 08	 10

Normalised Wave Number (2kd)

10

08

06

U
Cw
a.
G 04

02

00
00

4.3 Internal Consistency of Solutions
	

106

Figure 4 10: Comparison of dispersion curves for fluid filled (dashed lines) and fluid filled immersed
(solid) transversely isotropic cylinders (equivalent to Berliner and Solecki figure 5).

4.3.1 Multiple Layers

The wave model that was developed in chapter 2 allows arbitrary multi-layered cylindrical systems to

be modelled. The only limit on the number of layers that can be modelled is the size of the global

matrix and the time that it will take to calculate its determinant. This sub-section uses the multi-layered

nature of the model to validate itself. Individual layers are replaced by a series of th nner layers whose

total thickness is the same as the initial layer and whose material properties are the same. For isotropic

materials, some of these new layers ate defined as tiansveisely isotropic layers with isotropic stiffness

constants to cross validate the two solution type

The first system that will be shown for this val ation is an isotropic version of a water immersed SCS

fibre, which consists of a 16.5 micron carbon c re surrounded by a 53 5 micron thick silicone carbide

sheath. This system provides a good validation case for several reasons. First, the case has already been

discussed in previous validation cases, since N yfeh and Nagy have published literature on this case.

More importantly, however, this system is chosen because it has the potential to detect a wide range

of problems. The inner core, the internal layers and the surrounding material are all handled slightly

differently when the global matrix is formed, therefore all three types of solutions should be included

for validation. Two different solid materials are ncluded, which ensures that the scal ng of stresses and

displicements is not material dependent A flu d layer is included to ensure that the fluid layer matrix

is consistent with the solid layer matrices The material propert es that weme used for the modelling of

this case are in tables 3.1 and 3.2. Please note thit the anisotropic stiffness constants for the isotropic
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m terials are slightly different than those given in Nayteh and Nagy so that they exactly match the wave

speeds that were used in the Isotropic portion of the model.

Fi ure 4 11 shows the r al w enumbe nd atten i ition disper ion curves for the SCS fibre described

above immersed in water. The thinner solid lines represent the solution when each of the constituents is

modelled as a single layer. The dashed lines represent the solution when the carbon core is modelled as

two layers, one 65 microns thick and one 10 microns thick and the silicone carbide sheath is modelled

as three layers, 30, 25, and 8 5 microns thick. All of the phase velocity dispersion curves have been

truncated to show only the portions with attenuations less than 3 dB-m/m (attenuation normalised to

the fibre thickness) As can be seen by the figure, the dispersion curves lie on top of each other. The

maximum differences detected are within the tolerance of the solution.

The following figure, figure 4 12, displays the dispersion curves for the same system However, in this

figure, the solid lines represent the solution when halt of the six constituent layers are actually defined

as transversely isotropic materials. All of the dispersion curves have been truncated to only show the

portions with less than 3 dB of normalised attenuation Once again the two sets of solutions are identical

within the precision to which the curves have been traced.

4.3.2 Mode Shape Consistency

When using the global matrix method, it is relatively simple to implement a routine that will display

the distribution of various displacements and stresses through the thickness of the system. The display

of this 'mode shape' proviaes a lot of information about the wave propagation solutions that the disper-

sion curves alone cannot convey. In addition, the mode shapes provide an effective means of validating

hether the wave propa gation solutions are correct. An initial simple validation involves evaluating if

the niode shapes change as layers are divided into sub - layers which have the same total thickness, even

it the anisotropic layer matrices aie combined with the isotropic ones. In addition, more sophisticated

calculations of energy density and energy velocity can be calculated by integrating products of corn-

ponents of the mode shapes When there is no attenuation, the energy velocity should be equal to the

group velocity[7 1], which is calculated as a derivative of the wavenumber dispersion curves. If these

two values match, the solution is probably valid

Mode Shape Consistency For Multi-layered Systems The previous section searched for differences

in the phase velocity and attenuation d persion curves between the solutions obtained when an im-

me sed SCS fibre was defined as three isotropic layers and when it was broken into a series of six

sub layers which combined the isotrop c and anisotropic model formulation The same validation pro-

cess can be extended to the mode shipes, wh ch describe how various propei ties of the mode change

through the thickness of the system. Throughout the solution range, there is good agreement between

the mode shapes of the single and multiple layer systems. The comparison for two example locations,
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Figure 411: Comparison of dispersion curves for an immersed SCS fibre when each constituent layer
is modelled as a single layer (thin solid lines) and when each consistent layer is divided into sub layers
(thicker dashed lines). As expected, the agreement between the two solutions is excellent.
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Figure 4.12: Comparison of dispersion curves for an immersed SCS fibre when all of the layers use
the isotropic model (thicker dashed lines) and when half of the sub-layers use the transversely isotropic
model.
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marked (a) and (b) on the dispersion curves in figure 4.13, are shown in figure 4 14 Point (a) is on the

longitudinal mode, L 0,3), at 8.4 MHz-mm (120 MHz) and point b is on the flexural mode, F(l,2), at

4 2 MHz mm (60MHz) In this figure, the thin solid lines represent the mode shape components when

the system is treated as three isotropic layers and the dashed lines correspond to the components when

the system consists of a combination of six isotropic and anisotr pic layers The radial and axial dis-

placements are shown for both points, however the circumferential displacement is only shown for the

flexural mode, since it is identically zero for the axi-symmetric mode on which point (a) lies. The con-

sistency of the stresses and strains that are not shown in figure 4 4 can be evaluated by examining the

consistency of the strain energy density, which is calculated as the dot product of the strains and Stresses

(see equation 2.79). There is good agreement between the mode shapes that were calculated using the

two different, but equivalent, systems. No discontinuities can be detected at the boundaries between

an isotropic layer and an anisotropic layer that has equivalent material properties. Small differences

between the two sets of mode shapes can be attributed to quite small inaccuracies that are introduced

into the wave propagation solutions when the value for the desired frequency is interpolated between

two known roots In addition to agreeing with each other, the mode shapes seem logical. For example,

the radial displacement component is continuous through all of the material changes, as specified in

the boundary conditions. The axial component is continuous across solid-solid boundaries, but can be

discontinuous at solid-liquid boundaries. The circumferential displacement is identically zero for the

longitudinal mode (for which the torsional modes are decoupled , but exists for the flexural mode (for

which the circumferential motion is coupled to the radial and ax al motion). In the fluid, which cannot

support shear, the circumferential motion becomes zero. In Cartesian systems, one would expect the

strain energy density to increase in the fluid as radial distance increases for leaky modes such as this

one. However, for a cylindrical system, this effect is counteracted by the spread in the energy over a

larger circumference as the radius increases. This effect acts a 1/r, and can cause the strain energy

density to decrease even as the total energy increases, as in these cases.

Energy Density Calculation The energy that is contained in a mode as it propagates can be divided

into two types, potential energy and kinetic energy [39]. For a propagating mode, the potential energy

is called the strain energy (SE) and is calculated as half the integral of the strain dotted with the stress

over the area normal to the propagation distance (S),

SE=Jf a.,
	 (4.2)

which for a cylinder can be expanded as (see equation 2.79
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Figure 4.13: Dispersion curves for an immersed SCS fibre showing the locations used for the mode
shape calculations in the following figures.
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The kinetic energy (KE) can be expressed as

KE_j1 . !	 (44)

where v is the velocity. For a cylinder, this expression can be expanded as,

c.	 O_ir

KE p f	 /	 [ '+ ;+ ] dOdi.	 (4.5)
2J_ J6=

During a cycle, energy will be converted between these two forms of energy, however the total energy

stored should always be same. In addition, the total kinetic energy integrated over a cycle should be

equal to the total strain energy integrated over a cycle [39] This balance can provide a further validation

of whether the mode shapes, and by extension t e dispersion curves, are valid

The balance between the kinetic and strain energy only strictly holds when the mode shape is integrated

through the entire thickness. When the system is surrounded by vacuum, this is a relatively simple

procedure, since there will be no energy contained in the vacuum half-space and the limits of integration

become finite However, it is more difficult for eaky systems which contain energy in the surrounding

infinite halt-space. Therefore, the validation cases presented in this section are limited to free cases.

The first case is a solid aluminium cylinder, that has been divided into isotropic and anisotropic sub

layers. Using forty integration points per layer for a three layer mixed system, the maximum error for

all of the zero and first circumferential order modes below 50 MHz-mm frequency-thickness is about

0. I percent, where the error has been measured as one minus the ratio of the strain energy to the kinetic

eneigy,1 - SE KE. This error is mainly due to the crude method of integration through the thickness.

If the total number of integration points is increased from 120 to 280 by using a seven layer system

with 40 points per layer, the maximum error tal s to less than one one-hundredth of a percent (0.0001),

ith an average eiror less than 2.Oe-5, however the calculation takes a significantly longer time. The

strain energy to kinetic energy ratios for these two cases are shown in figuie 4.15 From this figure,

it can be clearly seen that the error increases at higher frequencies as the mode shape changes more

iapidly and the integration routine become less accui ate. Sim lar g od agreements are also obtained for

multi-layered Structures with layers of different properties, such as a free SCS fibre.

To put these differences into perspective, if one of the stra ns, for example o , in the three layer bar

case is halved, the maximum error is over 40 percent and the average error is over 10 percent. The very

small difference observed between the total strain energy and the total kinetic energy shows that the

calculated mode shapes are internally consistent and therefore, the wave propagation solutions are most

likely valid.

Energy Velocity Calculation The previous section examined the energy that is stored in the structure

as the mode passes. The energy that flows throuh the structure can also be evaluated [39]. This quantity

of energy, which is called the power flow, can be divided by the stored energy to determine the energy



4.3 Internal Consistency of Solutions
	 113

1 0006

0

1 0000

(I,

0 9994

0.0	 2.0	 40

Frequency (M Hz)

i Ratio with 120 integratIon point.'.

1.000 1

0

1 0000

U)

0.9999
00	 20	 40

Frequency(M Hz)

(b Ratio with 280 integratIon p0mb.

Figure 4.15: The ratio of the strain energy to the kinetic energy for a (a) 3 layer system with 120
integration points (zero and first order modes) and a (b) 7 layer system with 280 points (zero order
modes only).

velocity, which is how fast the energy propagates along the structure. For a mode in a free isotropic

system, the energy velocity is exactly equal to the group velocity, which is calculated as a derivative

of the wavenumber dispersion curves[7 1 39]. Since there are two relatively independent methods of

calculating the energy velocity for a free isotropic system, one that relies on the mode shapes and one

that relies on the derivative of the dispersion curves, the internal consistency of the solutions can be

ettectively checked

The power flow is expressed as the dot product of the velocity and stress vectors,

P = V
	

(4.6)

where v is the velocity and c is the stress. Therefore, the power flow in the axial direction, z is,

P = V C• + trt7r.
	 (4.7)

To obtain the total power flow, the pre ious expression can be integrated through the cross section

perpendicular to the propagation directi n and averaged over a cycle to give the average total power

flow, < P>,
fr=	 -O	 irP

 = J J	 [ 0. . + V C + VOrz + trO ]dOdr,	 (4.8)
r=

where the * superscript refers to the complex conjugate of the quantity. (The averaging over a time cycle

is performed by the use of the complex conj gate of some of terms in the expression.) The velocity of

the energy that is carried by a mode can be obtained by dividing this power flow by the sum of the strain

energy and the kinetic energy that is stored as the mode passes.

It is well known that for an unattenuated mode in an isotropic structure, the energy velocity is equal to

the group velocity[39]. The group velocity is calculated as a derivative of the dispersion curves of a
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Figure 4 16: A comparison between the group velocity (dashed lines) and energy velocity (solid lines)
dispersion curves for a free isotropic SCS fibre. The average difference between the two cases is less
than 0.1 percent.

mode,
Ow

Vgr =	 (4.9)

where w is the circular frequency and is the wavenumber in the direction of propagation. The deriva-

tion of this expression, which can be found in reference [39] and other texts on guided waves, is based

on the creation of a modulated wave by taking two waves with slightly differing values of frequency and

wavenumber.

Figure 4 16 compares the group velocity and the energy velocity dispersion curves for a free isotropic

SCS fibre, that consisted of 2 carbon layers and 3 silicone carbide layers, some of which were calculated

by the isotropic model and some by the transversely isotropic model. The agreement between the two

sets of curves is good. Although the maximum difference is as high as 2 percent the average error is

less than 0.1 percent. These error values are due to noise in the numerical differentiation routines which

calculate the derivative, Ow 8. When the energy and group velocities are compared for the multi-

layered aluminium bar, the average error is also below 0 I percent This high level of agreement further

confirms that the wave propagation model solutions are valid.

The correlation between the group velocity and the energy velocity is only valid when there is no atten-

uation in the system. Therefore, this comparison Cannot be used to validate the model in leaky systems.

However, if the model is correct, the calculated energy velocity should be physically possible. The group

velocity and energy velocity cases for two leaky cases, an SCS fibre immersed in water and an SCS fibre
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embedded in a titanium matrix are considered in figures 4.17 and 4 18. As can be seen in figure 4 17, for

most of the modes in the immersed system, the group velocity closely approximates the energy velocity.

However, there are large discrepancies when the imaginary part of the wavenumber (the attenuation) is

much greater than the real part of the wavenumber t, ) In this high attenuation region, the group

velocity dispersion curves become very erratic,jumping from very high positive group velocities to very

low negative group velocities. Therefore these regions were truncated for the plotting of the figure. The

energy velocity calculation does not have this limitation and could be reliably calculated for all of the

regions of dispersion curves. Figure 4.17 shows that in the areas dominated by the attenuation where

the group velocity calculation breaks down, the energy velocity is dying away to zero. This behaviour

agrees with physical expectations of the system, since these regions correspond to the non-propagating

modes of a free plate, and the velocity of a non-propagating mode is by definition zero For the embed-

ded fibre case, the attenuation is very high for all of the modes, and the correlation between the group

velocity and the energy velocity dispersion curves completely breaks down. The group velocity curves

are not physically consistent. Many modes supposedly propagate faster than fastest bulk velocity in the

material, which is not feasible. However, the energy velocity curves for this system are all physically

reasonable. The energy velocity is never larger the longitudinal bulk velocity in the silicone carbide

and the energy velocity tends to zero for the 'non-propagating' sections of the modes. In addition, the

energy velocity agrees well with our understanding of the various modes. Modes which are primarily

confined to the carbon have lower energy velocities than modes which are dominated by the faster sili-

cone carbide sheath. The physically reasonable properties of the energy velocities of leaky modes helps

validate the model.

4.4 Agreement with Finite Element Results

All of the solutions which have been considered up to this point in this thesis have been concerned with

the modal wave propagation problem. The solution is exact and describes harmonic wave propagation

in infinitely long structures. Instead of using this quck, exact method, a finite element technique can be

employed to study the wave propagation characteristics of a system. Using this technique, the system

is broken down into a finite number of small elements, which each obey the basic equations of motion.

Therefore, the system can be modelled without invoking the more complicated wave field solutions

that are used for guided waves. In additi n, systems with local changes in geometry, such as defects,

can be easily studied Since the finite element solutions are found in an independent manner, they can

be used to validate the infinite wave propagation s lutions developed in chapter 2. The finite element

results presented in this chapter were obtained us ng FINEL, a software package developed by Denis

Hitchings in the Aeronautical Department of Imperial College[721. More information on the finite

element methods used to study wave propagation can be found later in chapter 5. This chapter simply

uses the results to validate the wave propagation solutions.
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Figure 4.17: A comparison between the group velocity (dashed lines) and energy velocity (solid lines)
dispersion curves for an immersed isotropic SCS fibre. As expected, the differences become apparent
when the attenuation becomes very large. In many cases the group velocity curves had to be truncated
at points where the attenuation of the mode starts to become excessive.
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Figure 4.18: A comparison between the group ye ocity (dashed lines) and energy velocity (solid lines)
dispersion curves for an isotropic SCS fibre embedded in a titanium matrix. Because of the high atten-
uation associated with most of the modes in this system, there is very little agreement between the two
sets of curves.
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Several types of comparisons can be made between the infinite wave propagation soluti ns and the finite

element results The first method extracts the frequency dependent phase velocity from finite element

predictions of time traces at two different po nts along the direction of propac,ation a d compares the

velocity to the phase velocity calculated by the infinite wave propagation model. In add tion, the attenu-

ation due to leakage can be extracted from two finite element simulated traces and the results compared

to the infinite wave model. The second meth d uses the modal wave propagation solution of chapter 2

to predict a time signal for a given tone burst after a simulated propagation of a certa n distance. This

time trace is then compared to the time traces that are generated by finite element modelling. The close

agreement between the finite element solut ons and the infinite modal solutions wil be used in later

chapters to efficiently extract more informat on about the behaviour of each of the modes.

4.4.1 Phase Velocity Extraction

Throughout this thesis it is assumed that gu ded waves propagate as,

e' z-wt)
	

(4 10)

where is the circular frequency, the wavenumber in the direction of propagation, the axial position,

and t the time. This expression can be rewr tten as

e r (	 t_ t ) €	 = el tr Z-Vpht	 (4.11)

where r is the real part of the wavenumber is the imaginary part of the wavenumber, and Vph = W

is the phase velocity which specifies the rate at which the phase of the guided wave changes. The phase

spectrum technique [73,74] provides a relatively simple method of determining the frequency dependent

phase velocity of guided waves that are propagating in a structure. The phase spectrum method relies

on Fourier transforming two different signals that have propagated different dista ces and comparing

the differences in the phases of the resulting frequency components The phase velocity is calculated by

dividing the product of the frequency and he distance travelled by the phase shift

The main limitation of the phase spectrum method is that only a single wave packet can be present in

the signals that are used for the analysis The phase spectrum of multiple wave packets will overlap

and confuse the analysis However, this limitation does not affect the results th t are obtained from

finite element modelling since the model can be constructed so that it is large enough that outgoing and

reflected signals are well separated in tme. The outgoing wave packet can easi y be sampled at two

points along the plate and used for reliab e analysis provided that the generated mode is pure. Chapter 5

describes the techniques that have been used to ensure a pure mode is excited in t e structure. Another

I mitation of the phase spectrum method s that the approximate number of cycles that have passed must

be known.



4.4 Agreement with Finite Element Results	 118

The results of the phase velocity extraction can be seen in figure 4 19. The syste n that is being studied

consists of a f ee, thick-walled, steel pipe whose wall thickness is 1 mm and whose inner radius is

0 5 mm. A ten cycle Gaussian windowed tone burst centred on 0.855 MHz was used to excite the

tundamental axi-symmetric mode. The dashed lines indicate the phase velocity that s extracted from

the finite element results and the thinner solid lines represent the solutions obtained from the wave

propagation model of chapter 2. For the lowest frequencies shown, random error in the sampling can

be seen in the finite element results. This error appears because there is only a very small amount of

energy contaned in these frequencies n the finite element model. This error cou d be removed by

performing additional finite element runs at different centre frequencies. Above thi error region, there

is very good agreement for the low frequency results for the two methods. As the frequency increases,

the agreement remains good, but small differences can be seen between phase velocity results for the

two methods. These small differences could be due to several effects, including the lumping of the mass

at the finite element nodes (through the diagonalisation of the mass matrix) or the d scretation used for

the time marching. However, the largest differences are probably caused by the well known fact that the

finite element techniques tend to be more stiff than real systems[751. The finite element model cannot

represent a continuously varying displacement profile through the thickness of the structure. Instead, it

must break the displacement profile into a number of discrete segments. Since the actual mode shape

cannot be modelled precisely by the finite element model, the material acts as though it is stiffer. The

results in figure 4 19 have been calcu ated with eight elements through the thickness, which is twice

the number that is needed for pure stability concerns[12]. If only four nodes are used, the difference

between the two phase velocity curves roughly doubles, which still provides good agreement between

the finite element modelling and wave propagation modelling results.

Verifying that the phase velocities of the finite element model and the wave propa,ation model agree is

equivalent to verifying that predictions of the shape of a signal after it has propagated a certain distance

agree. This prediction that can be done for both types of models. However, the mo al wave propagation

solutions thit aie derived in chapter 2 provide the solution for a mode at a s n.zle f equency. This type

of solution implies that the time signal is inhnitely long, containing only a s ngle armonic frequency.

Such a time trace is not particularly useful for most non-destructive testing applic tions, which look for

ieflections from various defects. A more suitable time trace from a testing perspective is a modulated

tone burst that contains a range of frequencies centred around a central frequency. In order to model such

a signal using the modal solution, the tone burst must first be transformed into the frequency domain

using the well known Fourier transf rm. Once in the frequency domain, each harmonic can be treated

separately, as dictated by the modal solution, and a modified time trace can be retrieved via an inverse

Fourier transform In this manner, the prop gation of a tone burst can be mode ed by simulating the

propagat on of all of the individual frequency components contained within it. Th s modal solution can

then be compared to the propagation that is simulated by finite element mode ng. Good agreement

between the two methods provides strong validation of the individual solutions

Fi2ure 4 20 compares the predicted time signals for the fundamental longitudina mode of a 1 mm thick

steel pipe with an inner radius of 05 mm for a 10 cycle Gaussian windowed t ne burst with a centre
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Figure 4.19 A comparison between the phase velocity as calculated for by finite element modelling
(dashed lines) and the wave propagation model (solid lines) for the fundamental axi-symmetric mode of
a I mm thick steel pipe with an inner radius of 0.5 mm.

tiequency of 0.885 MHz. Two propagation distances are shown, 30 and 50 mm from the source. The

solid lines represent the predictions of the wave propagation model and the dashed lines represent the

finite element predictions. There is good agreement between the two types of predictions except for the

middle portion of the signal that has propagated 50 mm, which is dominated by the interference between

two frequency components and is extremely sensitive to minute differences.

The phase spectrum method could also be applied to non axi-symmetric modes to extract the phase

elocity However, because the finite element program does not allow the phase of the circumferential

component of the displacement to be set independently from the phase of the radial and axial compo-

nents, a single pure mode cannot be generated effectively Components of other modes that are also

generated corrupt the signal and cause error in the phase spectrum method. However, for some modes

there is still good agreement between the two techniques, as can be seen in figure 4.21, which compares

the phase velocity curves of the third flexural mode of first circumferential order of a I mm thick steel

pipe with an inner radius of 0.5 mm as ca culated by the finite element technique and as calculated by

the infinite wave propagation model. The more st ff nature of the finite element model remains a large

source of error.

Systems that leak energy into the surr unding medium can also be validated against finite element stud-

ies However, the leakage complic tes the eneIation of the finite element model and the interpretation

of the results Great care must be taken to not conta ninate the results with bulk waves that are not part

of the guided wave solution, but will propagate in the portion of the finite element model that repre-
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Figure 4.20: Comparison of predicted time traces for the (a) 30mm and (b) 50mm propagation distance
of the fundamental longitudinal mode of a 1 mm thick steel pipe with an inner radius of 0.5 mm, as
calculated by the wave propagation model solution (solid lines) and finite element solution (dashed
lines). The input signal consisted of a 10 cycle Gaussian windowed tone burst with a centre frequency
of 0.885 MHz.

Figure 4.21: A comparison between the phase velocity as calculated by finite element modelling (dashed
lines) and the wave propagation model (solid lines) for the third, first circumferential order, fiexural
mode of a 1 mm thick steel pipe with an inner radius of 0.5 mm.
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Figure 4.22: A comparison between the phase velocity as calculated by finite element modelling (dashed
lines) and the wave propagation model (solid lines) for the fundamental longitudinal mode of a I mm
thick steel pipe with an inner radius of 0.5 mm that is surrounded by grout.

sents the surrounding medium. Details of the technique that has been used to model leaky guided wave

propagation in a finite element model can be found in section 5.3.

Figure 4.22 shows the agreement of the wave propagation solutions (solid lines) and the finite element

modelling (dashed lines) for a portion of the fundamental longitudinal mode of a I mm thick steel

pipe with an inner radius of 0.5 mm that is surrounded by grout. The dashed lines were calculated

by applying the phase spectrum method to a 10 cycle Gaussian windowed tone burst centred on 0.45

MHz that propagated through a finite element model with three elements per millimetre. There is good

agreement between the two methods. The maximum error between the two solutions in the region shown

is 0.25 percent.

4.4.2 Attenuation Extraction

For systems that teak energy into the surrounding medium, such as the one used for figure 4.22, the

attenuation, as calculated by the wave propagation model and as calculated by the finite element mod-

elling, can also be compared to validate the solutions. Two methods of extracting the attenuation from

the finite element model are explained below. The first method simply measures the decay in the am-

plitude of the signal as the wave passes through a series of points along the direction of propagation.

The second method resembles the phase spectrum method. The frequency spectra of two different time

traces (that were sampled at different propagation distances) are divided and the frequency dependent

attenuation is extracted.
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Figure 4.23: A plot of the decay of the maximum amplitude of the frequency spectrum of the funda-
mental longitudinal mode as it propagates in a I mm thick steel pipe with an inner radius ofO.5 mm that
is surrounded by grout.

Measurement of Signal Decay

A simple method of determining the attenuation of the wave that is propagating in a finite element

model involves measuring the decay in the amplitude of the signal as the wave passes through a series

of points along the direction of propagation. An exponential decay can be fitted to the amplitude of the

successive points and this value can be compared to the predicted attenuation. The maximum amplitude

ol the Fourier transform of the signal is used to specify the amplitude of the signal so that the results

are not affected by aliasing or dispersion of the mode. Figure 4.23 shows the decay of the maximum

signal amplitude of the fundamental longitudinal mode of an embedded I mm thick steel pipe with

inner radius of 0.5 mm for a 10 cycle Gaussian windowed tone burst centred on 0.45 MHz. Using a

commercial spreadsheet package to fit an exponential decay to this curve yields the equation

Amp	 2( 1018)e4 156	 (4.12)

where . is the distance (in metres) along the direction of propagation. The value of the attenuation

that can be extracted from equation 4.12 is 46.156 imp/rn (400.9 dB/iii). The wave propagation model

predicts that the attenuation of the L(O,l) mode at 0.45 MHz is 47.41 np/in (411.8 c/B/in). These two

values compare reasonably well (within three percent).



4.5 Experimental Verification of Leakage Rate Along a Bar
	 123

Frequency Spectrum Method

The signal decay method that is discussed above h s some d advantages. Its primary limitation is that it

only yields the attenuation at a single frequency, the frequency that contains the largest amount of energy

The phase spectrum method that was used above to determine the phase velocity of a propagating

wave can be easily adapted to also provide information on the frequency dependent attenuation of a

propagating wave As before, the frequency spectra of two different time traces that were sampled at

different propagation distances will be used. However, instead of subtracting the phase of the frequency

coiliponents of the two signals, one frequency s ectrum w II be divided by the other. The resulting

value can be converted into an attenuation value provided tht the propagation distance between the

two sample points is known.

This fiequency spectrum operation was performed on the results from the embedded steel pipe that was

used in figure 4.22 to produce the attenuation values that are shown as short dashes in figure 4.24. The

solid line in figure 4.24 represents the attenuation values that were calculated by the wave propagation

model. The agreement between these two soluti ns is reas nable, differing by at most five percent. At

happened above, most of this difference can be attributed to the artificially stiffer nature of the finite

element model. For comparison purposes, a third line of long dashes as been added to figure 4.24. This

line represents the attenuation values that are obtained by the wave propagation model when the elastic

stiffness (Young's modulus) of the steel is increased by five percent. The much better agreement of this

solution with the finite element results confirms that the fin te element model is behaving as a more stiff

system. The additional stiffness is not considerable (only 5 percent), although it causes a relatively large

shift in the observed attenuation.

Except for the more stiff nature of the Finite E ement model, the agreement is excellent between the

m esults obtained by the finite element modelling and the results obtained by the wave propagation model.

This excellent agreement provides good validati n of the w we propagation model fiom an independent

technique. This validation has been shown for longitudmn il and flexural modes in a free system and

br the fundamental longitudinal mode in a leaky system. The limitations that control why more varied

cylindrical systems cannot be modelled with finite elements is explained in section 5.6.3. In addition,

future chapters, such as chapter 6 include more cases that demonstrate the agreement between the wave

propagation model and finite element modelling

4.5 Experimental Verification of Leakage Rate Along a Bar

The previous validation cases in this chapter have been based on analytical or numerical solutions of

wave propagation. This final section compares the wave propagation solutions to the results from some

'mple experimental tests to confirm if the wa e propagation solutions are feasible. This section helps

to va idate the leaka,e rates of flexural modes, which c uld not be modelled using the finite element

method
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Figure 4.24. A comparison of the attenuation of the fundamental longitudinal mode of a I mm thick
steel pipe with an inner radius of 0 5 mm that is surrounded by grout as calculated by finite element
modelling (short dashes), the wave propagation model (solid lines), and the wave propagation model
with the stiffness of the steel increased by five percent (long dashes).

All of the experimental confirmation work that is presented in this section was performed on a half inch

(12.7 mm) diameter steel bar immersed in water. Three simple experimental configurations were used

for the validation work. The first two configurations were used to generate the fundamental longitudinal

and flexural modes at low frequencies. Since only three modes with reasonable attenuations, the funda-

mental longitudinal, flexural, and torsional modes, exist below 150 kHz, simple pulse-echo tests can be

used to determine the leakage rates. Once a wave is generated in the bar, the decrease in amplitude of

the received signal that occurs when the bar is immersed can be used to determine the attenuation caused

by the water loading. A slightly more complicated technique must be used to determine the leakage of

the higher order modes. At higher frequencies, more modes can exist in the bar, and so a technique must

be used that can separate out the amplitudes of the different propagating modes. For these tests, the

bar was immersed in water and signals were sampled at various points along its length. These signals

were used to perform a 2-D FFT[761, which is explained in section 5.4 and provides the amplitude of a

mode at a particular frequency and wavenumber. The decline in the amplitude of a mode with distance

along the plate was used to determine the attenuation rate. The wave number and attenuation dispersion

curves for zero, first, and second circumferential order modes, of the half inch (12 7 mm) diameter steel

bar that was used for these experiments are shown in figure 4.25. The circles in figure 4.25 represent

ii e points for which experimental data was obtained and the labels indicate the equivalent points on the

Ispersion curves.
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Diagrams describing the experimental configurations and the sample time traces that were used to de-

termine the leakage rates of the fundamental modes are show in figures 4 26 and 4 27. In both cases,

a 10 cycle Hanning windowed tone b rst centred on 120 kH was used t excite the waves For the

longitudinal case shown in fi e,ure 4 26, a commercially avai ble one nch diameter wide band plane

wave immersion transducer w th a center frequency of 250 kHz was used. Three sub equent reflections

of the L(0, I) mode from the opposte end of the bar can be c any seen. These reflections are labelled

(I), (2), and (3) in figure 4.26 c) In order to determine the leaka,e rate, the ratio of the amplitude of

the third reflection to the first reflection was calculated for both the slightly immersed and the com-

pletely immersed cases. The larger decay of the completely immersed case is attributed to the leakage

of energy into the surrounding water where its energy would be lost. This conclusion assumes that the

received signal is not contaminated by reflections from the b undary of the water and that the change

in the reflection coefficient from the end of the bar does not change sign ficantly when it is in air or

imiiiersed in water (the change would be about 6 percent for each reflection if the L(0,l) mode was a

bulk longitudinal wave - see equation 6.4). The ratio of the rnplitudes of the reflections was used so

that slight variations in coupling between subsequent tests wo Id not at ect the results. The decay ratios

can be converted into an attenuation rate by dividing the ratio of two decays by the additional distance

travelled by the wave when it is more fully immersed in water. In this case, the two decays are 0.752

and 0.375. Since the wave travels the length of the bar four times between the first and third reflections

tiom the far end, the additional immersed distance travelled by the wave is four times the change in

the amount of the bar that is immersed (four times 0.290 metres = 1.16 metres). These values equate

to an attenuation of 0.6 np/rn (5.2 dB m), which is in the same range as the attenuation calculated by

the wave propagation model, 0.54 np m (4.7 dB/rn). The experimental attenuation values can be made

more accurate if the procedure compensates for the reduced s ze of the reflection from the end of the bar

opposite the transducer that would occur when it is immersed. Assumng hat the reflection coefficient

of the L(0,l) mode in this frequency range is similar to that of a bulk longitudinal wave in steel, two

reflections from an immersed end would cause the resulting signal amplitude to be 88 percent the size

of the signal would occur if the end was in air. This caIibr ion procedure reduces the value obtained

for the experimental data from 0 6 np/rn to 0.53 np/rn, wh ch agrees very well with the modal wave

piopagation solutions The attenuation of this mode at this fiequency (120 kHz) is so low because most

of the motion of the mode is parallel to the axis of the bar and therefore does not couple well into the

sui rounding water, where its energy would be lost.

The attenuation of the fundamental flexural mode at 120 kHz is much greater than the attenuation of

the fundamental longitudinal mode. Therefore, a slightly d iferent techn que has been used to extract

the attenuation values from the signals shown in figure 4.27. In order to preferentially excite F(l,l

a pair of 0.5 mm thick PZT crystals were bonded to the end of the bar us ng a low viscosity epoxy

and then driven out of phase. Since the attenuation of F( 1) is so large at this frequency, only ha f

of the bar was immersed for any of the experiments so that the amp itu e of the first reflection of the

F 1,1) mode would always be much greater than the amplitude of the L 0,1 mode. In addition, since

the elements which generated and received the wave packe s were perm nently attached, the coupling
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(b)	 u-requenym flL,

Figure 4.25: The (a)wave number and (b)attenuation dispersion curves for zero, first, and second cir-
cumferential order modes, of a half inch (12.7 mm) diameter steel bar. The circles represent the experi-
mental data that was obtained and the labels indicate the equivalent points on the dispersion curves. The
dispersion curves were cropped to only show locations with moderate attenuations.
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Weter level

(a) The experimental configuration for generating the fundamental longitudinal mode L(0, 1)
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(b) Time trace with 14 mm of the bar immersed 	 (c) Time trace with 304 mm of the bar immersed

Figure 4.26: The (a) experimental configuration and (b,c) time traces that were used to experimentally
determine the leakage rate of the fundamental longitudinal mode, L(0, 1), in a half inch steel bar.
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(a) The experimental configurat on for generating the fundamental flexural mode F(1,l)
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(b) Time trace with 10mm of the bar immersed 	 (c) Time trace with 160mm of the bar immersed

Figure 4.27: The (a) experimental configuration and (b,c) time traces that were used to experimentally
determine the leakage rate of the fundamental flexural mode, F( 1,1), in a half inch steel bar.

between subsequent tests could be considered consistent. Therefore the amplitudes of the reflected

signals can be used directly, without having to normalise the amplitudes of later reflections by the

amplitude of the first reflection Noting that the peak to peak amplitude of the first reflection declines

from 0.142 V to 0.049 V when the amount of the bar that is immersed in water is increased from 10mm

to 160 mm (an additional propagation distance of 300 mm for the reflected signal), the attenuation can

be calculated to be around 3.6 np/rn (31 dB/m). This attenuation value falls within a reasonable range

of the value calculated by the wave propagation model, which is 3.8 np/rn (33 dB/m).

Extracting the attenuation values of the fundamental longitudinal and flexural modes of the bar involved

relatively simple procedures, s nce only one flexural mode and one longitudinal mode could propagate

at the frequency used. By usng an appropriate source, an axi-symmetric one for the longitudinal case

and an a-symmetric one for the flexural case, allows most of the energy to be directed into the desired

mode. However, at higher frequencies, many more modes can exist. Therefore, the received signils w Ii

be the composite of several modes that interfere with each other. In order to separate the amplitudes
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Figure 4.28: The experimental configuration used to collect the s gnals that were used for the two
dimensional Fourier transform.

of the different modes, a technique such as a two dimensional Fourier transform (2-D FF1') needs to

be employed[76]. The 2-D FF1', which is explained in section 5.4 first performs a Fourier transform

in time and then a second Fourier transform in space to determine the amplitude of the waves that are

propagating at a specified frequency and wavenumber. Figure 4.28 shows the experimental configuration

that was used to collect data for a 2 D FF1' for the half inch steel bar used in the previous experiments.

One transducer was used to generate waves in the bar. The excitation signal consisted of a 10 cycle

Hanning windowed tone burst centred on 400 kHz. A second transducer was scanned along the axis of

the bar, sampling waveforms every 0.5 mm and the data was used to calculate the 2-D FF1' that is shown

in figure 4.29(a). Two frequency - wavenumber points were chosen to analyse, one near the F(l,2)

mode and one near the L(0,3) mode. These points were chosen because the peak in the 2-D FF1' was

primarily composed of only mode. Figure 4.29(b) shows a typical cross section of many of the peaks.

The irregular nature of the peaks indicates that the spatial resolution was not great enough to separate

the signals from the different modes. However, the peaks used to measure the attenuation of the F( 1,2)

and L(0,3) modes appear to be mainly composed of a single mode. In order to determine the attenuation,

the range from which the 2-D FF1' was calculated was offset down the axis of the bar The amplitude

at a fixed frequency and wavenumber was plotted for each offset and an exponential curve was fitted to

the decay, which was used to calculate the attenuation. The decay curves along with fitted exponential

decays for the two modes considered are shown in figure 4 30. The o Lillatory nature of the decay

reflects the interference in the 2-D FFT of the primary mode being studed with other modes. In order

to remove this interference, the signa would have to be sampled over a much longer distance, which

would allow the 2-D FF1' to better separate the wavenumbers of the prop gating waves. In addition, the

signals should be sampled from positions all around the bar so th t the d fferent circumferential orders

of modes could be separated. Unfortunately the facilities availab e at the time of testing did not allow

these improvements to be made in the resolution of the 2-D FF1' However, even with the 'contaminated'

results, the extracted attenuations agree favourably with the wave propagation predictions. For the F( 1,2)

niode, the fitted attenuation was 4 7 np m (41 dB in), while the wa e propagation so ution predicted 4.73

np/rn (41 dB m). For the L(0,3 mo e, the attenuation extracted from the 2-D FF1' was 7.2 np m (63

dB in). This compares to 6 65 np m 58 dp m that is predicted b the wave pr paation model.
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	 (b) Wavenumber slice through a portion of the ma-
jor peak seen in the 2-D FFT

Figure 4.29: The (a) two dimensional transform obtained from a half inch diameter steel bar immersed
in water along with (b) an example of a slice through the largest peak, whose irregularity indicates that
the peak is composed of multiple modes.
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(a) Decay of the F( 1,2) mode	 (b) Decay of the L(0,3) mode

Figure 4.30: Plots of the rate of decay of the (a) F( 1,2) and (b) L(0,3) modes in a half inch diameter
steel bar immersed in water. The dashed lines represent exponential decays that were fitted to the decays
obtained from the 2-D FF1'.
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The agreement obtained between the wave propagation model and the crude experiments described

helps confirm that the solutions calculated by the model are reasonable. The comparisons of the leakage

of flexural modes in a bar helps validate the wave propagation solutions for this series of modes, which

could not be validated using independent solutions such as finite element modelling.

4.6 Summary of Validation

In this chapter, the wave propagation model developed in chapter 2 has been validated against asymp-

totic limits for which there are exact solutions, published results for cylindrical wave propagation, the

internal consistency of the solutions, agreement with finite results, and agreement with some simple ex-

periments. Taken together, these validations provide strong evidence that the wave propagation solutions

are correct, for both the free and leaky cases.



Chapter 5

Finite Element Techniques Used in

Combination with the Wave

Propagation Model

The previous chapters in this thesis have discussed wave propagation in cylindrical systems in terms

of the modal properties of the system The solutions to the modal problem provide a great deal of

information on how guided waves will propagate, however, they cannot provide all of the information

that is needed to create an effective non-destructive testing technique for a certain system. The boundary

Londitions that are specified for the wave piopagation model require that the system does not vary in

the direction of propagation. For example, a cylinder must be infinitely long and must always consist

of the arne homogeneous layers. However, in most non-destructive testing applications, the goal is

to find some sort of defect, which from a modelling point of view is a change in material properties

or geometry. Therefore, in order to completely understand how the system will behave, an additional

m delling method is needed to determine the effects of this interaction

Time domain finite element modelling provides an effective means of gaining additional information

about the way that waves will propagate in a given system Instead of breaking the wave propagation

into a collection of potential functions which influence the displacement field everywhere, the finite

element technique decomposes the problem into a collection of small elements, which each follow

b t ic equations of motion. The elements are only linked to their neighbours and must be finite in

number. This technique provides an effective means to model systems which have many discontinuities.

C mbining finite element modelling with the modal solutions yields more information about the wave

p opagation characteristics of a part cular system than can be extracted than from either of the two

methods individually.



5.1 Why Finite Element Modelling	 133

The author of this thesis was not involved in the development of FINEL [721, the finite element pro-

gram that was used to obtain t e results presented in this thesis. Instead, his contr bution to the field

involves the pre and post proces ing techniques that have been developed to help study guided waves

The concepts behind some of these teLhnlques (namely the 2 D FFT and exact mode shpes) were orig-

inally developed by David Alleyne[ 12,761 and then expanded by the author of this thes s to handle the

modelling of ultras nic wave p opagation of embedded cylindrical systems Other techniques, such as

through thickness mode extraction, were developed by the author

This chapter begins by explaining why finite element modelling is advantageous, review ng the require-

ments of the finite element technique that is used, and examining some methods that can be used to

model wave propagation in leaky systems. The next section of the chapter looks at two ways that the

amplitudes of propagating guided waves can be extracted from multi-mode displacement fields in a fi-

nite element model. First, the two dimensional Fourier transform, a well established method[76], is

ieviewed. Then a through thickness mode extraction technique, which is based on a mode orthogonality

principle, is developed. In the final section, these techniques are used to analyse the purity of the modes

that are generated in the finite element model Two methods are discussed that can be used to generate

single pure guided modes in a finite element model.

5.1 Why Finite Element Modelling

As discussed above, the modal solutions can only model structures that do not vary along the direction of

piopagation. However, finite element modelling allows us to model the interaction with local changes,

such as simulated defects. This section discusses the advantages of each of the techniques and the

advantages of combining the two techniques together.

The modal solutions that are developed in chapter 2 have several advantages over their finite element

counterparts. In comparison to the finite element solutions, the modal solut ons can be calculated very

uickly Even for quite complicated systems, the time it takes to calculate the dispers on curves is mea-

sured in minutes, while the finite element analysis is measured in hours. Since the modal solutions

describe fields that are continuous and describe the waves along the entire length of the system, propa-

gated signals can be predicted in seconds once the dispersion curves have been calculated. On the other

hand, the finite element solution must march through time to arrive at a prediction for a propagated

solution. Even after this time intensive procedure, only a small portion of the solution space is revealed

by the finite element analysis. On the other hand, the modal model searches the ent re solution space.

The modal solutions also have the advantage that they are exact. The solutions that are obtained provide

frequency, wavenumber, and attenuation roots that exactly solve the constitutive equ tions. Each of the

modes is clearly separated from the others However, this is not the case for the finite element solutions.

In finite element an lysis of wave prop gation it is common to used tour noded elements for which the

displacements and stresses vary I near y between the corners. This approximation of the actual mode
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shape as a series of short line segments adds a s all amount of error into the finite element solutions,

causing them to be to stuff[75]. In addition, for the finite element case, it is often not easy to completely

separate the various modes. Methods, such as the two dimensional Fourier transform that is discussed

below, can be used to separate the amplitudes of verlapping propagating modes, however the precision

to which the frequency and wavenumber of a mo e can be determined depends on how the wave propa-

gation is monitored. Without an understanding of which waves can exist in a system, the finite element

results will often be extremely difficult to interpret

Although the modal solutions have many advant des, they cannot model detects since they require that

the system does not vary in the direction of prop gation. Therefore, another technique is required. The

main advantage of finite element modelling is its flexibility in modelling local geometric changes. By

hieaking the problem into small elements that each follow the basic equations of motion, the interaction

with defects (modelled as local changes in geometry) can be predicted without requiring any particular

knowledge of the behaviour of the propagating wave modes This allows many different types of defects

to be modelled without extensive derivation of analytical reflection coefficients.

The real advantage comes from combining the techniques together. The modal solutions can be used to

determine which waves can exist and identify modes that are likely to provide effective testing. Then,

these potential modes can be generated in the fin te element model and allowed to interact with simulated

defects. Post-processing can convert the information from the finite element models back into modal

information such as the reflection coefficients f r the various modes. This interaction between the two

techniques also helps validate that the solutions are correct, since any discrepancy between the finite

element techniques and the complementary ana ytical modal solutions can be quickly identified.

The ability to etfectiely merge the two techniques relies on two important properties of guided ultra-

sonic waves that propagate in finite structuies; they are orthogonal to each other and they behave in a

linear fashion. Since the modes are orthogon the combination of modes that produces a given dis-

placement field is unique and the finite element simulated displacement fields can be unambiguously

translated into their modal components. Like ise, a combination of modes can be converted into a

unique displacement field in the finite element model. The linear behaviour of the guided wave modes

allows each mode to be studied separately and then later combined using the superposition principle to

understand the entire system. This information s used both as a design and a calibration tool. Knowing

how the various modes behave allows the opt mum mode and frequency to be chosen for the testing

requirements. In addition, the sensitivity of the experimental setup can be predicted quickly and in-

expensively. These predictions can also provi e a guideline to confirm when all of the experimental

equipment is funct oning correctly, since the modelling serves as a controlled virtual experiment. The

number of finite element calculations needed t thoroughly analyze the system can be reduced by gen-

erating an input signal that has a wide frequency bandwidth. Once the response of the system over a

wide frequency band is known, the response of the system to an input signal that contains a subset of

that frequency band can be calculated immedia ely without re-running a finite element calculation This

knowledge can be used to quickly design effective non-destructive testing techniques that use guided

ultrasonic waves.
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5.2 Review of Finite Element Techniques used for Guided Wave

Propagation

This section provides a quick overview of the finite element method that is used for the work in this

thesis. It concentrates on how the method is used and the conditions that are required for the method to

be stable as opposed to the operation of the method itself, since the author of this thesis was not involved

in the development of the finite element modelling, but only in the development of the processing of the

input and output of the data. Later sections will discuss some pre and post processing methods that have

been developed to facilitate the generation and analysis of guided waves.

All of the finite element studies included in this thesis use a software program called FINEL that was

developed in the Aeronautical Department of Imperial College by Denis Hitchings [72]. The Imperial

College NDT Lab has been using this program for i any years. Several modifications ha e been made

to simplify the processing of the wave propagation modelling. In order to accommodate large models

and avoid the inversion of a large stiffness matrix, an explicit time marching algorthrn is used and the

mass has been lumped to diagonalize the mass matrix and band the stiffness matrix, which simplifies the

estimation of the acceleration and allows the model to march forward on an element by element basis.

This technique minimizes memory usage and generally reduces the overall processing f ie. For more

information on how this method works and why it was chosen to model ultrasonic wave propagation

please refer to the PhD thesis published by David Alleyne [121, or one of the general texts on finite

element modelling, such as reference [75].

The cost (in time and resources) of a finite element prediction depends on the size of the model and the

density of the finite element mesh as well as the time step used for the time marching and the amount

of time that needs to be predicted. The density of the nodes in the mesh and an adequate time step are

controlled by stability concerns. The overall dimensions of the model and the time period over which

it needs to be calculated depend on the type of system that is being modelled and the properties of the

modes that will be plesent

Numerical accuracy requires that there are at least 8 elements per wavelength for the shortest wavelength

that will be present in the system. Alleyne [121 quotes an error estimation foimula by Harker [77] that

predicts that the velocity error will be less than 0.5 percent if this criterion of 8 elements per wavelength

is followed If there are less elements per wavelength, the error quickly increases as the displacements

vary rapidly over the length of an element. However if there are too many elements per wavelength,

the computation costs increase, the time step must be made smaller (see below), and the rounding error

will increase. Since this criterion of elements per wavelength applies to the shortest wavelength that

can exist, it is controlled by the slowest wave that c n propagate. In practice, this critefon is sati fled

by making the element size one eighth of the Rayleigh velocity of the slowest materi divided by the

highest frequency that contains significant energy
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Although the slowest wave controls the size of the elements, the fastest wave controls the size of the

tinie step and the sta ility of the solution The larest time step th'it would be possible, as given by

Blake [78], is the element size divided by the fastest bulk wave. Physically this indiLates that no wave

can propagate so fast that it moves more than one el ment in a given time step When this condition is

satisfied, the growth of a disturbance shou d be bounded and the model is generally stable. In praLtice,

the time step is set to be 80 percent of this theoretical maximum value.

The overall dimensions of the finite element model depend on the type of system being modelled. In

general, the model is designed so that the reflections from various features are well separated in time.

This separation dramatically simplifies the interpretation of the data and the extraction of the amplitudes

of the propagating waves. When calculat ng the required size, the behaviour of all of the modes that

can exist at the given frequency must be c nsidered Enough distance must be allowed for reflections of

both the slowest and the fastest mode to be well separated.

A wave is launched in the finite element model by applying a time varying displacement or force to a

series of nodes, which are usually located on one of the free surfaces of the model. The resulting wave

is allowed to propagate and the displacements at a series of points are stored for later processing. For

numerical efficiency, most of the modell ng is performed in two dimensions. A plane strain condition

is frequently assumed for flat plates. Th s assumption implies that the plate is infinitely thick and that

the elements in the model represent the cross section through the thickness of the plate and along the

direction of propagation of the guided wave. Similarly, axi-symmetric conditions are often assumed

toc cylindrical structures. Under these conditions, the elements in the model represent a cross section

through the radius and along the axis of the structure. The formulation of the stresses simulate the

rotation of this cross section around the centre axis of the structure. Although this forces the geometry of

the structure to be axi-syminetric, non-a i-symmetric wave propagation can still be modelled. However,

the conersion fiom one circumferenti I order mode to a mode of a ditfeient circumferential order

cannot be modelled. In order to model iode conersion between different circumferential orders, the

finite element model would need to be truly three dimensional, which quickly causes the model to

become unfeasibly large for all but a few cases

The technique outlined in this section has proven robust for modelling plates in vacuum[l2,l0,79,8O].

The following section discusses how it was adapted to accommodate leakage.

5.3 Extension of the Finite Element Techniques to Model Leakage

Whenever guided waves are propagat ng in systems that are in vacuum, the energy in the system will

reman constant if all ot the materials are elastic. H wever, it the system is immersed or embedded

in another mater al energy can leak nto the surrounding material and be lost from the system as it

propagates towards the infinitely tar a ay bounda ies Modelling this leakage causes sonic difficulties
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for finite element modelling. By dividing a wave propagatIon problem into a finite number of small

elements, the finite element method provides an efhcient method of modelling rapidly changing geome-

ti es. However, the elements cannot be infinitely large and there must be boundaries The waves that

ame generated in the surrounding material can be reflected oft the boundaries of the model and return

to the system, where they contaminate the results. This contam nation must be eliminated to match the

modal wave propagation solutions and the rea stic physical case, for which the leaky waves tend to be

scattered or attenuated so heavily that they cannot be reflected back towards the embedded system.

There are several methods that could be used to eliminate the reflections from the boundaries of the

model, from sophisticated to simple. Because only a few cases needed to be studied in this thesis, a

simple method, which did not require extensive modification of the finite element program was chosen.

However, if leakage needed to be frequently modelled, one of the more sophisticated methods described

below would be niore suitable.

The most elegant method of handling leakage would be to in plement absorbing (or radiating) bound-

aries [72,81-841, a special boundary conditi n that eliminates any reflections trom the boundary of the

model by matching impedances. Unfortunately, this is a difficult procedure for most of the embedded

cases that are considered in this thesis In order to predict what stresses should be applied to match

impedances, the routines generally assume that there is only one incident wave, which is planar and

incident at a single angle. However, because each of the modes propagates over a range of phase veloci-

ties, there will be a range of leakage angles that approach the boundaries. In addition, there will be both

shear and longitudinal modes incident on the boundary. These conditions dramatically complicate the

implementation of absorbing boundaries in finite element models.

Another possible method of eliminating the reflections from the boundaries would be to attenuate the

waves that leak into the portion of the mo el that is simulating the surrounding medium. By adding

an adequate amount of material damping t e amplitudes of the reflections could be small enough that

they do not affect the results. However, at the moment of writing this thesis, viscous materials are not

s ipported in the wave propagation portion I FINEL

A third method requires running the finite element model twice, once with free boundaries and once

with rigidly supported boundaries[85] Since the reflections from the boundaiies will be 180 degrees

out of phase, combining the two cases allows the first reflection from the boundary to be masked. This

technique allows the model to be smaller and improves the display of the displacement fields in the

leaky region.

A fourth method relies on using large aiii unts of computer resources. It simply makes the region that

represents the surrounding material large enough that any reflections from its boundaries will occur late

enough in time that they are separated fro the reflectons from the detects that are being studied. This

is the method that is used for most of the results that are shown in th s thesis since only a few cases need

to be evaluated and most of these involve ow frequencies which allow a coarse mesh to be used In
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general, the thickness of the surrounding layer has to be 30 times as thick as the internal layer in wh ch

the wave propagation is being modelled Even when the input signal and the geometry of the model are

optimised to ensure that the minimum amount of time and elements need to be used, the average finite

element calculation used for this thesis still involves 100,000 elements and takes seven hours on a UMX

workstation that was consi ered to be fast in 1996.

5.4 Separation of Propagating Modes - Review of the 2-D FET

In order to relate the finite element results to the modal wave propagation solution, a method must

be developed to determine the amplitude of the propagating modes in the finite element model. If

only one mode is present, a simple technique that looks at the maximum amplitude of a displacement

component at a node (or the maximum amplitude of the Fourier transform of this signal) can be used.

However, when multiple modes overlap in a signal, a more sophisticated technique is required. A

second dimension, in add tion to the time dimension must be used to separate the modes. This thesis

uses two techniques to perform this extraction. The first of these techiques is the two dimensional

Fourier transform (2-D FF1') technique, a well established technique that has already been documented

in the literature[76,121. It has already been used extensively for finite element studies of Lamb wave

modes [ 12 , lO,79 ,80] . Its concept is summarized in this section, since it is very relevant to the analysis

of the work presented. The second technique, which was developed by the author of this thesis and

is presented in the following section, extracts the amplitude of the modes by analysing the through

thickness displacement profile.

In the wave propagation nodels developed in this thesis, guided ultrasonic waves aie sinusoidal in both

time and space, the wave fields being governed by a complex exponential such as, 	 h - , where k is

the wavenumber, z is the di tance in the direction of propagation, is the ciicular fiequency, and I is

the time. Therefore, a two dimensional Fourier transform, which involves both time and space, may be

used to resolve the amp itudes of the propagating guided wave modes, even though several modes can

exist at any frequency.

As shown schematically in Figure 5 1, the two dimensional transform requires time histories from mu!-

tiple (typically 64) equally spaced points in space. The desired portion of each signal is gated n time

and transformed into the frequency domain For each frequency, the responses at all of the monitoring

points are collected, the co lection is windowed, and a second transform is performed to con ert the

spatial information mt the wavenumber domain. In the tiequency-wavenuinber d main, each of the

modes that is present appears as a peak in amplitude. The heights of the peaks can be used to quantify

the amount of energy present in each mode as seen in the monitoring region. The w dth of the peaks in

the frequency domain s controlled by the frequency bandwidth of the input signal and the width of the

peaks in the wavenumber domain (as seen in 2-D FF1' plot is controlled by the length of the montoring

ie.iion. Since a short monitoring region is unable to differentiate between similar wavenumbers, the
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Figure 5 1: A schematic diagram showing how the two-dimensional transform technique[3] determines
e amplitude of propagating Lamb wave modes by first transforming time into the frequency domain

and then space into the wavenumber domain.

peaks will spread over a wide wavenumber range. As the length of the monitoring region increases, the

width of the peaks (in the wavenumber domain) will decrease until the monitoring region is infinitely

long and the peaks contain only one wavenumber for each frequency component

5.5 Through Thickness Mode Extraction

This section discusses a second method of extracting the amplitude of separate guided wave modes

that are propagating in a finite element model that contains multiple modes. This second technique,

referred to as through thickness mode extraction (or simply mode extraction) in this thesis, determines

which modes are propagating in a structure given the displacements sampled through its thickness. This

contrasts with the 2-D FF1' technique, which samples points along the direction of propagation. This

ection begins by giving a quick overview of the process. Then it discusses its advantages, details of

I ow it works, and some sample results. This mode extraction technique was developed by the author

f this thesis, however it is based on a well known orthogonality relationship of guided waves and uses

teLhniques that are relatively common in certain areas of normal mode theory. The novelty of this

work derives from the application of the techniques to evaluate time marching displacement based finite

element results.

5.5.1 Overview of Mode Extraction

The guided wave modes that propagate in a structure are orthogonal to each other[39] The orthogonality

relationship, which is shown below, depends on an integral through the thickness of the structure. The

extraction technique developed in this section uses this relationship to determine the unique set of guided

wave modes that are present. First, the displacement field of the finite element simu ation is sampled at
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nodes along a line through the thickness of the structure, perpendicular to the direction of propagation.

Then the time histories at each of these nodes is converted into the frequency domain using either a

Furier or wavelet transform. Once in the frequency doma n, the displaLement profiles at points through

the thickness of the model are converted into a series of frequency dependent mode shapes. For each

frequency, the analytical mode shapes trom the modal model are used to decompose the mode shape

derived from the finite element model into t e contribut ons made by each mode. This procedure yields a

unique distribution of propagating modes. Unfortunately, the orthogonality relationships that the mode

extraction routine uses to determine the contributions of various modes cannot distinguish between

forward and backward travelling waves. Therefore, within the time being analysed, the monitoring

location can only contain modes that are travelling in one direction. This limitation does not apply to

the 2-D FFF technique.

5.5.2 Benefits of Using Mode Extraction

When extracting the amplitudes of individual modes from a multi-mode signal, the mode extraction

routine has several benefits compared to the two dimensional Fourier transform technique. A major

advantage of mode extraction compared to a 2-D FFT is that the mode extraction routines sample the

displacement field at a single location along the direction of propagation, as compared to the 2-D FF1'

method which requires sampling over a region along the direction of propagation Because of this

dtference, the finite element model can be much shorter when mode extraction is used since space does

not have to be left for the monitoring region. This is especially important for leaky systems, for which

the model length must be mininiised to allow the models to be reasonably sized. In addition, when

attenuation is present, sampling at a single location along the direction of propagation is preferable to

sampling over a region in which the amplitude of the modes is changing. The implications of performing

a 2 D FFT on signals that contain decayin, modes is not fully understood. It is likely that the Fourier

tianstorm would need to be replaced by another type of transform, such as Prony's method, which fits

complex exponentials to data[86-88J. The mode extraction technique also has the advantage that its

results are not smeared in wavenumber in the same way as the two dimensional FFT. The 2-D FFF

represents the amplitude of each mode as a region in frequency-wavenumber space that surround the

location of the propagating modes It the monitoring region is not long enough, the regions from separate

modes will overlap and complicate the interpretation of the mode amplitudes. However, the mode

extract on routine represents the amplitude teach mode as a distinct, unambiguous, line. When wavele

transforms which can provide frequency versus t me graphs) are used with the mode extraction routines

plots of the mode amplitudes with time can be created, which aids the interpretation of the results.

The main disadvantage of the mode extract on routine descr bed in this section is that it is difficult t

use on experimental results The technique requires th t the displacement profile is known through th

thickness of a structure. Because the techn que cannot d stinguish between modes that travel in opp

site directi ns, the displacement profile cannot be measured at a free boundary of the structure (whe,
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reflections cause modes to be travelling in both directions) However, this is the only location where dis

placements can be conveniently measured experimentally. To use information about the displacement at

the edge of the structure would require that the ratio of the incoming to the outgoing mode amplitudes is

known beforehand (via finite element studies or some other method). Therefoie, the technique is essen

tially limited to finite element simulations. Another disadvantage is the need to calculate the dispersion

curves and mode shapes for all of the modes that may be propagating in the structure The technique

requires this information to be able to interpret the finite element results On the other hand, the 2-D FF1'

technique provides informat on about the frequency and wavenumbers that are present independently of

any information about the modes that can propagate.

5.5.3 Solution Algorithm

The mode extraction process relies on the tact that the guided modes are orthogonal to each other[60].

This oithogonality demonstrates that the energy that is propagating in one mode cannot transfer to

another mode unless there is some change in a boundary condition, such as a defect. The orthogonality

of the modes also implies that it a coiliposite field is separated into its component modes, the separation

will be unique (there is only one possible combination of modes that can make up any given field, just

as a Fourier transform will map a time trace into a unique set of frequencies)[38,40] This section

first discusses the Cartesian case and then explains the modifications that are necessary to apply it to

cylindrical structures.

The orthogonality relationship for a flat, elastic plate in vacuum is given by Auld in his two volume

textbook on acoustic wave fields [39,601. It is,

<o >= j 
2	

(v (y)	 (y) +v(y) .	 ( y ))	 dy 0	 (5.1)

for	 ni	 n	 and	 in

where v is the particle velocity vector, o is the stress tensor, the iii and n subscr pts distinguish the

u'' and n h" modes with the -ii indicating the n' mode with a negative wavenumber (travelling in the

opposite direction), the * superscript represents the complex conjugate, is the direction of propagation,

ij is the direction through the thickness of the plate, and h is the total thickness of the plate[60]. This

relationship is similar to the calculation of the average power flow in a propagating wave, which is

simply given as, [39]

<P >=-- I v y	 j	 dS
2 j

vhere S is the cross section of the plate or cylinder.

If both the displacement and the stress fields of a propagating multi-mode signal are known, the orthog

onality relationshp of equat on 5.1 can be directly applied to determine the amplitude and phase of the

ndividual modes that combne to produce the composite signal. This application of the orthogonality

(5.2)
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relationship works in the followin manner. The displacement field is sampled at several po nts through

the thickness of a plate in which a multi mode s gnal is propagating. The nuirihei of points sampled

thiou oh the thi knes of the plate i Ily et t be the m nimum number of poin s that W( uld be nec-

e sary for wave propagation in a finite element mode of the system to be sta le Then, the time history

of the displacement and stress profile for each of the sample points is Fourier tr in formed to obtain the

frequency dependence. For each frequency, the points through the thickness ot he plate are used to

compile a displacement and stress profile that is specific to that frequency and represents combination

of all of the modes that may be propagating in the structure These displacement a d stress profiles are

then used for the in 'modes' in equation 5.1. (The orthogonality relationship woiks in the same man-

ner whether the displacement profile is from a s ngle mode or from the comb nati( of several modes.)

The analytical mode shapes (obtained fiom the modal wave propagation model) for the modes that can

propagate at each frequency are used as the n modes in equation 5.1. To ensure consistency across

different frequencies and modes, the analytical mode shapes are scaled so that the r total strain energy

is always the same. Applying the orthogonality relationship of equation 5.1, which involves integrat-

ing through the thickness of the plate, extracts the amplitude of each mode from he composite mode

shape. As shown in equation 5.1, whenever the relationship is applied to two different modes the result

is zero. However, when mode in and mode ii in equation 5.1 are the same mode, the result corresponds

to the amount of power in a mode This behaviour also applies when one of the modes is a composite

of several modes. For this case, the result of applying the orthogonality relationship yields the amount

of mode ii contained in the composite 'mode' ni, which represents the displacement and stress profile

in a multi-mode signal. This feature has been frequently used by researchers such as Torvik[89] to

decompose the field reflected from the end of a plate into its modal components. Applying the orthogo-

nality relationship for each frequency and each analytical mode quickly provides information about the

distribution of the energy of the modes.

To test this mode extraction technique, the modal wave propagation solutions were used to simulate

the displacement and stress fields for two different propagating modes (AO and Al t around 3.0 MHz-

mm frequency thickness) in a I mm steel plate. The displacement and stress fiel s were then added

together to obtain the composite field. The mode extraction explained above was performed and the

extracted amplitude and phase of the frequency components of the two modes matched the values that

were used to create the simulated composite field. When the amplitude scaled and phase adjusted mode

shapes of both of the extracted modes was subtracted from the composite displacement profile, the total

amplitude of the resulting residue displacements was less than 0.1 percent of the tot 1 amplitude of the

original displacements. This result indicates that the amplitudes were correctly extracted, since this

small amount of error can be attributed to the numerical integration routines and c n be dramatically

reduced by applying the orthogonality relationsh p a second time to the residue that remained once the

amplitudes of the extracted modes has been subtracted.

H wever, some difficulties en erge when finite e einent results are used for the corn osite 5 ,nal from

wi ch modes are to be extracted. As ii entioned before, the finite element model i more stiff' than
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an actual plate, which is modelled by the modal wave propagatio solutions. Therefore, the mode

shapes are different and the two systems are not strictly orthogonal However, a larger source of error

comes from inaccuracies in the stress field of the finite element model. Finite element modelling using

di placement elements enforces that the displacements are continu us at the nodes, but there are no

constraints on the continuity of the stresses across elements[751 Un ess the e ement can exactly model

required stress distributions, which very rarely happens for guided wave , there wi be discontinuities

in the stresses In addition, the stresses, wh ch are calculated on an ele rient by element basis, will likely

contain errors In practice, these errors cause the through thickness stress profile to be 'jagged', even

when the stresses are shown at the Gauss points, where they should be the most accurate[75]. These

errors in the stresses are large enough to render the mode orthogona ty relationship useless in the form

just presented. The errors in the stress field can be reduced (but not removed) by using a finer mesh.

However, the disadvantages of needing to use a finer mesh override any benefits that can be obtained by

using this mode extraction technique.

Since the stress field in the finite element model cannot be accur tely known, the mode extraction

method must be adjusted so that this information is not needed. Examining the orthogonality relation-

ship in equation 5.1 reveals that the relationship consists of the integration of two terms. The first term,

v, (y) o(y), multiplies the composite velocity field of the finite e ement model by the complex con-

jugate of the stress field of the mode that is being extracted. Both of these components can be calculated

in a stable fashion. The finite element model supplies information on the velocity profile of the field,

which can be obtained by differentiating the displacement field (multplyingby — iw, since the only time

dependence is in the term ' ). The constraints that the displacements must be continuous at node

boundaries allows this quantity to be relatively stable. The stress profile is taken from the exact modal

wave propagation solutions. The second term in equation 5. I, v (y) c,, y), requires knowledge of the

stress field in the finite element model and therefore cannot be accurately calculated. Using only the first

teim (and ignoring the second) provides a prg natic (although not mathernat cally r gourous) solution

to mode extraction. However, to be able to ignore the second half of the orth ona1ity relationship and

still extract the correct amplitudes, several modifications must be ma e to the mode extraction routines.

When only the first half of the mode orthogonality relationship is used, an iterative procedure must be

employed to extract the mode amplitudes. The iterative procedure t required because the correct am-

plitudes cannot be directly calculated as they were for the ca e when the full rthog nality relationship

was used. Instead, each iterative loop provides increasingly accurate estimations of the amplitudes. The

procedure progresses in the following manner. First, the frequency ependent disp acement profile of

the finite element model is calculated in the same manner as described above for the full orthogonality

relationship. Then, the iterative loop beg ns. The first half of the mode orthogona ity relationship of

equation 5 I,

<Q = f v, )	 (y) -	 (5.3)

is ppl ed to the displacement profile of the finite element model (represented by 'm de' in in the equa

on and each of the analytical modes tha can exist at the frequenc under consideration (represented
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by mode ii). Each of the 'amplitudes' obtained by th s operation is then normalized by the 'amplitude'

of the analytical mode shape, which is calculated by applying equation 5 3 to the analytical mode and

itself. This division provides an estimate of the amplitude (and phase) of each mode in the composite

signal. The mode that has the largest apparent amplitude is used for the next step in procedure. Its

ana ytical mode shape (scaled and phase rotated according to the predicted amp itude) is subtracted

ti om the composite displacement prohle obtained from the finite element model. The terative loop then

repeats itself using the new displacement profile This process stops when the res due of the remaining

displacement profile falls below a set tolerance (in comparison to the ampl tude of the initial displace

ment profile). After the amplitudes are calculated at a particular frequency the process must be repeated

for the other frequencies of interest. This iterative technique works well and can usually separate sev-

cia propagating modes in only a few iterations. The amplitudes that it extracts appear to be stable and

unique For example, when a multi-mode signal in a lossless finite element mode! is sampled at several

points that correspond to different propagation differences, the same mode ampli udes are obtained for

each point. In addition, energy conservation concerns and comparisons with the 2-D FF1' technique,

which are discussed in section 5.5.4, indicate that the amplitudes that aie ex rac ed using this through

thickness mode extraction technique are correct.

This mode extraction process also works for cylindrical systems. The orthogonality relationship for

modes in a free cylinder is very similar to that for a free plate, except that there is an additional integra-

tion around the circumference of the cylinder in addition to across its radius[90]. This extra integration

applies the orthogonahity relationship to the entire cross section of the cylinder, exploiting the fact that

iTodes of different circumferential order are orthogonal to each other. The orth gonality relationship

for cylindrical systems can be expressed as,

r
< 0 > J J	 (v1 (r, 0) . o	 0) + v (i . 0 . o (,0 ) z dO dr = 0	 (5.4)

a
for	 in	 n	 and	 ii	 —i

where ci and b are the inside and outside rad i of the cyl nder and r, 0, and are global coordinates. Since

ie cylindrical finite element models that are used in th s thesis all contain ax -symmetric elements, only

(ne circumferential order can ever be present Therefore, a I of the modes presen in the model have the

sa tie circumferential behaviour and the integration around the circumference is not needed to separate

different order modes. For zero order modes, the circumferential nteration simply appears as an extra

i term, such that the orthogonality relation hip becomes f . i dr. As happened f r the plate case, an

iterative technique that uses half of the orth gonality relationship must be used to extract the amplitudes

propagating modes when finite element results are being used. This half ort 	 onality relationship

for zero circumferental order cylindrical modes is,

<Q>- / v	 0 u	 0 :rcl.	 (5.5)



5.5 Through Thickness Mode Extraction	 145

W en the guided wave is leaking energy into an infinite surrounding material, the orth )gonallty relation

d es not strictly apply Auld explains that the orthogonality relationship does not h d when there are

losses in the system since it was derived from the complex reciprocity relation ip[6O]. Therefore, the

ii ode extraction routine may have some difficulties with leaky systems. However, the finite element

techniques used in this thesis only allow fundamental modes at low frequencies to be modelled in leaky

s stems Therefore, in the cases considered here, theie is only one mode present n cy inders and two in

p tes, so separating the modes is not a difficult problem In practice, when the o thoonality relation is

a plied over the finite layer of the structure, the mode extraction routine that is escr bed above has no

d tficulties in reliably extracting the amplitudes of this limited number of mode

5.5.4 Results

In order to examine how well the through thickness mode extraction routine works, this subsection

examines an example of determining reflection coefficients and compares the mode extraction routine to

the 2 D FF1' technique. The details of how the reflection coefficients are calcula ed are given in chapter

6 however, they are summarized here for completeness. In order to determine the reflection coefficients

tiom a feature such as the end of the plate, the amplitudes of the individual propagating modes must

be determined both before and after the interaction with the feature. The ampl tudes of the modes are

usually determined by using the mode extraction technique developed in this sec ion or by the 2-D FF1'

technique that was reviewed earlier. Dividing the amplitudes of the modes present after the interaction

w th the feature by the amplitude of the incident mode, the reflection coefficients can be calculated.

Depending on the method used to determine the amplitudes of the modes, the reflection coefficients

i-i ay be in terms of displacement amplitudes or energy contained in the mode. Various conversions can

he applied to convert between these different measurements provided that the prope ties of the modes

tme well known.

TI e example developed in this section examines the reflection of the A0 mode f om the end of a I mm

steel plate. The input signal consists of a 15 cycle Gaussian windowed tone burst centred on 10 MHz.

When this incident wave reflects off the perfectly symmetric end of the plate it mode converts into

other anti-symmetric modes. For this system, there are five propagating anti- ymmetric modes at 10

MHz into which the energy of the incident mode is partitioned. A finite element simulated time trace

t r this system, which was modelled as 40 by 1000 four-noded plain-strain elements excited using the

pure mode method described in the next section, is shown in figure 5.2. The simulated plate, which was

25 mm long, had its displacement monitored 17.5 mm from the end of the plate In the trace in figure

5 2, the incident wave can be seen passing the monitoring point as well as the reflected modes. The

naIs that tend to trail behind the main reflected signal correspond to the sb ly propaat1ng cut-oft

modes. As seen in the group velocity dispersion curves in figure 5.3, the velocity of the modes decreases

r pmdly as they approach their cut-off frequencies. Therefore, when exc ted near the r cut-oft frequency,

miiodes will arrive much later than other modes.
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Figure 5.2: An example time trace from the finite element model of the AO mode reflecting from the
end of a I mm steel plate.

Figure 5.3: Group velocity dispersion curves for the anti-symmetric modes of a I mm steel plate. The
frequency profile of a 15 cycle Gaussian windowed toneburst is shown as the greyed shape in the back-
ground.
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Figure 5.4: The amplitude reflection coefficients (in terms of out-of-plane surface displacement) for the
AO mode incident on the edge of a I mm steel plate The lines represent results obtained from the mode
extraction technique and the circles represent results obtained using the 2-D FF1' technique.

Figure 5.4 demonstrates the partition of energy between the various modes upon reflection from the

end of the plate. It shows the reflection coefficients in terms of the out-of-plane surface displacements.

The lines represent the solution obtained using the mode extraction routine, which required that a line

of nodes be monitored through the thickness of the plate. The circles represent the solution obtained

via a two dimensional Fourier transform, which required that nodes be monitored along the direction of

propagation. For all of the modes, there is good agreement between the results from the two types of

solutions. The main difference is that a portion of the 2-D FF1' data for the Al mode is missing. The

missing data corresponds to locations where the peak extraction routines are not able to distinguish the

amplitude of the Al mode from the amplitude of the nearby (in trequency-wavenumber space) A0 mode

in the 2-D FF1', even when the propagating waves were sampled over 100 wavelengths of propagation

distance.

Since there are no loss mechanisms in the finite element model and since all of the energy will be

reflected from the end of the model, the total power contained in the reflected modes should balance

with total power of the incident mode. In order to compare the mode extraction and 2-D FFT routines,

this balance was calculated for the centre frequency of the input signal for the reflection coefficients that

were obtained with each method. Before this summation of energy could be performed, the reflection

coefficients were converted into energy reflection coefficients by using the wave propagation model to

relate the observed surface out-of-plane displacement to the total power contained in a mode. When

the energy reflection coefficients derived from the mode extraction routine were summed, the total was

100.3 percent of the energy of the incident mode On the other hand, the total energy reflected as

calculated by the 2-D FF1' method came out to be 102 7 percent of the input energy (note that mode
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extraction data was substituted for the miss ng 2-D FFT data for the Al mode). This agreement is

excellent for the mode extraction data and good for the 2 D FF1' data, whose error i primarily caused

by an overestimate of the amplitude of the A3 ode due to interaction with the A4 mode in the 2 D FF1'

surface.

5.5.5 Mode Extraction Conclusions

Determining which modes are propagating n a structure by analysing the through thickness profile

of the displacements has proven to be ai effective method of evaluating finite element results. This

(through thickness) mode extraction technique has several advantages over the equivalent two d men-

sional Fourier transform technique. Its greg test advantage is that all the data is taken from a single

location along the direction of propagation (and multiple points through the thickne s at that location).

Therefore, finite element models that use this technique can be much 'shorter' than models which must

leave a considerable length along the directi n of propagation for the monitoring z ne This is espe-

cially important for leaky systems for which the model length is very critical. In ddition, sampling

at a single point along the direction of propaation simplifies the analysis of the leaky modes since the

modes' amplitude does not vary over the region that is being analyzed. Another significant advantage of

the through thickness mode extraction techn que is that it does not smear the amplitudes of the modes

over a range of wavenumbers. The amplitude of each mode is extracted as a single I ne, corresponding

to the frequency and wavenumbers of the mode. This allows the propagating waves to be immediately

related to the dispersion curves. However, the 2-D FFT routine produces peaks which can overlap and

are difficult to correlate to the dispersion curves in a robust, automated method. Therefore, much more

human intervention is required to obtain reliable results when 2-D FF1' data is used, e pecially when one

wants to convert the reflection coefficients from one unit, such as out of plane disp acements, into an-

other unit, such as energy. This difference exi ts because the mode extraction technique separates modes

by their orthogonality, whereas the 2-D FFT method relies on difterences in wavenumber. The through

thickness mode extraction technique has some dditional advantages. Since the 2-D FF1' technique only

looks at a single position through the thickness of the structure, it is unable to determine the amplitude

of a mode if it has no displacements at that p sition. The mode extraction routine on the other hand ex-

amines the displacements throughout the structure and therefore can always determine which modes are

propagating. The mode extraction technique provides information on the total ampli ude of each mode,

which can easily be converted into an energy r displacement at a p rticular location n the structure in a

stable manner. Because the mode extraction ocs not rely on the amplitude of a part cular displacement

component that could be near zero even if the energy in that mode is very large, the amplitudes obtained

from the mode extraction routines tend to be m re stable than the amplitudes obtaine from 2-D Fourier

transform techniques. An additional advant ,e of the thr ugh thickness mode extraction routine is that

the finite element output files can be much smaller than th se needed for a 2-D FF1' ince fewer nodes

need to be monitored. This reduces the requ ed res urces and time taken for proce ng the data
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There are, however, some disadvantages to the through thickness mode extraction technique. The pri-

mary disadvantage is that the technique cannot be used on experimental data because the required dis-

p acement profile cannot be obtained The etore, the method is limited to finite element simulations.

Another major disadvantage is the method s reliance on accurate dispersion curves The method can

only detect propagating modes for which it as modal wave propagation solutions If additional modes

are present in the finite element model, they will not be identified by the extraction routine. Their pres-

ence will simply cause a large residue to be left. In addition, the technique has difficulties converging

at trequencies near the cut-off frequencies of propagating modes. This difficulty can be attributed to the

effect of the 'ringing'. Near their frequency cut-offs, modes propagate at a very slow energy velocity,

which causes their signals to be spread over a long time region. Since there is no attenuation present

in the finite element model, their amplitude will not decrease with time. Therefore, there appears to

he a 'ringing' trailing the main signal Since the finite element model is relatively limited in size, all

of the ringing cannot be sampled and the analysis routines must artificially reduce the amplitude to

zero after a certain time. Truncating the signal distorts the frequency spectrum of the monitored points

and consequently contaminates the displacement field used for input into the mode extraction routines.

When the field is not correct, the modes cannot be correctly extracted. The distortion generally appears

as ripples in the reflection amplitude plots that occur near the cutoff frequencies are attributed to the

side lobes surrounding the incorrectly sampled frequencies This problem could be greatly reduced by

incorporating a small amount of attenuation into the finite element model. This addition would cause

the 'ringing' portions of the signal to be attenuated with time so that they could be completely sampled.

However, the finite element program that was used does not currently support attenuating materials for

acoustic wave time marching Another weakness of the method is its inability to separate modes that

are travelling in different directions

5.6 Pure Mode Excitation

The previous sections have discussed ways that the displacement fields in a finite element model can

be expressed in terms of the modal wave propagation so utions. This section examines the opposite

problern how to control which guided waves are excited in a finite element model Generally, this

procedure occurs before mode extraction since the modal wave propagation solutions are usually known

and the finite element model is being used to gain more information about the modes. Mode extraction

techniques are then used to relate the fin te element resu ts back to the modal solutions. However,

in this thesis, the mode extraction techniques were presented first because they are needed to analyse

effectiveness of the excitation methods.

Precisely controlling which guided waves are excited is important because it allows the effects of the

various modes to be studied separately, wh ch great y simp fies the analysis ot a complex sytem. Since

the modes behave in a linear fashion, the behaviour f the individual modes can be later combined to

model the complete system.
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Figure 5.5: The group velocity dispersion cur es for an aluminum plate The three points marked (a),
(b), and (c) correspond to the locations where modes are generated in the examples.

This section explores two methods to excite a single "pure mode" by applying a time-varying displace-

ment profile of the desired mode at the end oft e plate. Since the modes of a plate are orthogonal at any

frequency if the applied displacement profile properly matches the displacement profile of the mode,

only the desired mode will be generated [89]. The simp er of the two methods to produce a pure mode

will be referred to as "centre mode shapes". This technique, which assumes that the mode shape is con-

stant over the frequency bandwidth of the input signal, works well to preferentially excite fundamental

modes at low frequency-thicknesses. However, there are other locations on the dispersion curves where

a more sophisticated technique, such as the one referred to as "exact mode shapes' in this thesis, is

required. The exact mode shape technique accounts for the change in the displacement profile of the

mode as the frequency changes and therefore concentrates the energy in the chosen mode throughout

the excitation frequency range.

This section discusses the procedures that are used to generate pure modes in finite element models

cind compares the results from the two types of generat on Three different input sinals, generated at

separate locations on the dispersion curves, w I be used to evaluate the two techniques These locations

are shown in figure 5.5, which shows the gro p velocity di persion curves for an aluminum plate The

first two points, (a) and (b), are on the A0 mode at 1.0 and 5 0 MHz-mm respectively. The third location,

marked (c), is on the S2 mode at its maximum group ye ocity, which occurs near 6.8 MHz-mm.

The centre mode shapes and exact mode shape techniques that are discussed in this chapter were con-

ceived by David Alleyne[12]. His original work was expanded by the author of th s thesis to include

multiple layers, cylindrical geometries, and leakage into a surrounding material. In addition, the author

h s fine tuned the method to provide for the p re generation of high order modes and has incorporated it

into the general purpose wave propagation modelling software, Disperse. Integration f the routines into

Disperse involved calculating the displacement profiles (mode shapes) using the gI bal matrix method

instead of analytical solutions for a single layered plate in vacuum, which were previously used As

explained in subsection 5.6.4, this chan ce a so required that all of the mode shapes were treated as

complex quantities, so that leaky guided wave propagation could be properly model ed.
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Figure 5 6 A schematic view of how the centre mode shape technique scales the input signal by the
displacement profile at the desired centre frequency.

5.6.1 Centre Mode Shapes

The "centre mode shape" technique represents a first attempt to generate a pure mode by prescribing

a displ cement profile at the boundary of a finite element mesh[12]. For the techn que to work, the

displacement profile of the desired mode must be known. The mode shape, which pecifies the stress

and displacement profiles through the thickness of the plate, is a part of the modal information for a

plate that can be extracted from the wave propagation solutions.

The displacement profiles in the two directions in the plane of the model are calcu ated at the centre

frequency of the chosen input signal. Then the input time signal at each node at the end of the finite

element mesh is simply scaled according to the amplitude of the displacement at that location in the

mode shape profile. The process is applied in both displacement directions, and a phase difference is

introduced between the two components as appropriate. (This phase shift is fixed at 90 degrees for an

elastic plate in vacuum.) The scaling operates in the time domain and produces a ser es of inputs to be

used by the Finite Element model. This process is shown schematically in figure 5 6 for the A0 mode

at low frequency. Since guided wave modes are orthogonal to each other, if the disp acement profile is

correct for a single mode, only that mode is excited [89].

This technique works well to generate some modes. For example, figure 5.7 shows the 2-D FF1' results

and a samp e time history when the A0 mode is generated at I 0 MHz-mm (poin a) in figure 5.5),

using a 12 cycle Gaussian windowed tone-burst. The dispersion curves for the system which were

originally shown in the frequency-group velocity domain in figure 5.5, have been converted into the

frequency- wavenumber domain and overlaid on the contour plot below the two dimensional transform

to help identify the modes that are generated The jagged edges on the contours are an artifact of the

interpolation of the surface plot; in reality, the contours are smooth Only one peak appears in the

2-D FF1' plot revealing the presence of only one mode. Consequently, the sample time trace from a

monit ring point on the surface of the plate is clean and easy to Interpret.

However, when the frequency of the input signal is increased or the number of cycle in the input signal

is reduced, this basic strategy is problematic. Figure 5 8 displays the results when the A0 mode is gener-

ated at 5 0 MHz-mm (point (b) in figure 5.5), using a 2 cycle Gaussian windowed tone-burst. In addition

to the desired A0 mode, the Al, A2, and A3 modes are also generated, as evidenced by the humps in
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Figure 5.7: The (a) 2-D FF1' and (b) sample time history for the generation of the A0 mode at 1.0 MHz
using the centre mode shape technique and a 12 cycle Gaussian windowed tone-burst.

A t'.

Figure 5.8: The (a) 2-D FF1' and (b) sample time history for the generation of the A0 mode at 5.0
MHz-mm using centre mode shapes and a 2 cycle Gaussian windowed tone-burst.

the 2 D FFT plot. The presence of these modes also contaminates the sample t me history that is shown

in part (b) of the figure. The small ripples that occur later in t me than the main signal correspond to

these undesired modes. Even in these small amounts, the addit onal modes would complicate the inter-

pretation of signals that have been reflected from simulated de ects. For example, their presence could

easily mask an echo from a small detect.

Another example when the centre mode shape technique fails to produce a pure mode is when higher

order modes are being generated For example, figure 5.9 show the results obtained when centre mode

shapes are used to generate the S2 mode at its maximum group velocity, at 6 8 MHz-mm (point (c) in

figure 5.5), using a 10 cycle Gaussian windowed tone-burst. B th the S3 and Si modes are easily iden-

tified in the two-dimensional transform. These modes also appear in the t me domain signal, occuring

later in time than the ma n S2 signal
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Figure 5.9: The (a) 2-D FF1' and (b) sample time history for the generation of the S2 mode at its
maximum group velocity using centie mode shapes and a 10 cycle Gaussian windowed tone-burst.

The generation of additional modes in these two cases can be attributed to the fact that the input dis-

placement profiles do not match the mode at all of the frequency components that are present in the

excitation signal. Implicit in the direct scaling of a single time history is the assumption that the mode

shapes are constant for all frequencies. However, in reality, the mode shapes change with frequency.

Therefore, the centre mode shapes technique will impose an incorrect mode shape at all frequencies

where the mode shapes are different from that at the centre frequency of the input signal The residual

components at these frequencies generate additional undesired modes.

5.6.2 Exact Mode Shapes

The generation of additional modes can be eliminated if the input signal accounts for the frequency

dependent changes in mode shapes. These changes can be accounted for by operating in the frequency

domain, using a technique called "exact mode shapes". This technique operates by combining the

frequency dependent displacement profiles of a mode with the frequency spectrum of the desired input

snal [121.

The first step of the process involves choosing the desired waveform, for example a 10 cycle Gaussian

windowed tone burst centred at a particular frequency, and calculating its frequency spectrum using a

Fourier transform. The displacement profiles of the desired mode are then calculated for every frequency

component at which there is significant amplitude (> 0.1 percent of the maximum amplitude of the

frequency response). The amplitudes of the displacements are scaled so that t e total strain energy held

in the mode is the same for every frequency in the bandwidth of the excitation signal.

The second step multiplies the frequency spectrum of the input signal and the frequency dependent

di placement profiles. For each node through the thickness of the finite element mesh, the multiplication

process steps through all of the significant frequency components in the input signal. The value of each
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Figure 5.10: A contour view and profile of the displacements in the direction of propagation of the
S2 mode as a function of frequency-thickness and position through the thickness of the plate using (a)
exact mode shapes and (b) centre mode shapes. The amplitudes shown in the contour view account for
generation by a 10 cycle Gaussian windowed tone-burst at 6.8 MHz-trim.

frequency component in the signal is multiplied by the value of the mode shape displacement at that

location in the thickness of the plate and at that frequency. The result can be considered to be a matrix

whose rows contain the significant frequency components, whose columns contain the nodes through

the thickness of the plate, and whose values are the displacement. A contour view of the amplitude of

this matrix can be seen in figure 5.10, which plots the magnitude of the displacement in the direction

of propagation of the S2 mode (i.e. the in-plane displacement) at its maximum group velocity in an

aluminium plate (point (c) in figure 5.5) as a function of frequency-thickness at 30 positions through

the plate. For comparison, figure 5.1 Ob shows the same matrix as it would look when the centre mode

shapes technique is used, Below each of the contour plots, and sharing the frequency-thickness axis, isa

strip showing the displacements in the direction of propagation of the S2 mode that were used for these

calculations. (Please note that the displacement profiles shown in the strip have not been windowed by

the frequency profile of' the input signal, however the values in the contour plot have been.) There is a

significant change in the displacement of the S2 mode around its maximum group velocity, which will

cause the frequency spectra applied to the various nodes to vary also.

The final step that is used for the exact mode shapes technique converts the scaled frequency spectra

into time histories using inverse Fourier transforms. The resulting time histories are then applied to the

end nodes of a finite element mesh. As the finite element model marches forward in time, a pure mode

is generated.

The benefit of using exact mode shapes can be seen in figure 5.11 and figure 5.12, which show the

results of applying exact mode shapes to the two cases with which the centre mode shapes technique had

difficulties (see figures 5.8 5.9). For both of the cases, A0 generated over a wide frequency bandwidth

and S2 generated at its maximum group velocity, the 2-D FF1 results indicate the presence of only one

generated mode. The time traces are also much simpler to interpret than they were for the centre mode
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Figure 5 11: The (a)2-D FF1' and (b)sample time history for the ge eration of the A0 mode at 5.0
MHz-mm using exact mode shapes and a 2 cycle Gaussian windowed t ne-burst.

Figui e 5.12: The (a)2-D FF1' and (b)sample time history for the generation of the S2 mode at its maxi-
mum group velocity using exact mode shapes and a 10 cycle Gaussian windowed tone-burst.

shapes cases. The effect of dispersion can be seen for both cases; the ow frequency components of the

A0 mode arrive first and the tone burst envelope of the S2 mode has ncreased in duration, decreased

in amplitude, and changed shape as various frequency components interfere. However, the influence of

secondary modes is not evident as it was for the other generation meth d.

5.6.3 Cylindrical Example of Exact Mode Shapes

The exact mode shapes technique works equally well for cylind ical systems as it does for Cartesian

ones, since the modes in a cylinder are also orthogonal to each other However, some slight changes

must be incorporated into the exact mode shapes technique to deal with cylindrical systems.

Instead of treating the system as plane strain, the constraints are adju ted so that the system behaves in

an axi-symmetric manner. This constraint condition allows the comp etc cylinder t be modelled using
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two dimensional elements, instead of constructing a large three dimensional model. Unfortunately, this

constraint also means that the non-axi-symmetric features Cannot be modelled and that there can be no

conversion between modes of different circumferential order. Except for a few cases, high order flexural

modes cannot be modelled. Pure flexural modes cannot be generated because the finite element program

that was used, FINEL, assumes that all of the displacement components (radial, axial, and circumferen-

tial) that are prescribed as input to the model obey the same phase relationship around the circumference

ofthecylinder. However, forthe flexural modes of a cylinder, the circumferential displacement is ninety

degrees out of phase with respect to the radial and axial displacements. For example, for the first cir-

cumferential order, if the radial component reaches its maximum at zero degrees (a cosine relationship),

the circumferential component reaches its maximum at ninety degrees (a sine relationship). Therefore, a

pure flexural mode cannot be generated in the finite element model. However, if one of the displacement

components completely dominates the displacement profile of the mode and there are not many modes

possible, a relatively pure mode can be generated by correctly forcing the displacement profile in the

dominant direction and allowing the other directions to find their own equilibrium. A pure mode could

be generated using a full three-dimensional mesh, however, the mesh can quickly become prohibitively

large even for simple cases and leaky cases with a full three dimensional model are out of the ques-

tion. Another implication of the axi-symmetric contraint is that the solution becomes unstable at zero

radius. Therefore, when solid bars are being modelled, a small hole (typically one percent of the bar

radius) is placed down the middle of the bar to avoid the region of instability. Constraining the radial

displacement around this small hole to be identically zero for the longitudinal modes helps remove any

possible effects that the hole may create. There is good agreement between the modal wave propagation

solutions and the finite element results that are obtained when this small hole and radial constraint are

present. Therefore it is believed that this adjustment has little effect on the solutions. A final change that

must be made for pure mode generation in cylindrical systems using FINEL concerns the orientation

of the mesh. For Cartesian systems, the plate is usually oriented so that it is horizontal. However, the

axi-symmetric constraint requires that the system be symmetric about the y-axis. Therefore, all of the

mesh generation routines must be modified so that the system is vertical.

An example of the effect of using exact mode shapes for cylindrical systems can be seen in figure 5.13,

which shows the effect of generating the L(O,2) mode in a steel bar at its maximum group velocity

(around 2.5 MHz-mm frequency radius product - see figure 3.2) with a 15 cycle Gaussian windowed

tone burst (monitoring axial displacements). Figure 5.13(a) shows the results when the centre mode

shape technique is used to generate the mode. Significant amounts of the L(O, 1) and the L(O,3) modes

are also generated. These modes appear as the smaller, slower tone bursts that follow the main signal

in the simulated time trace. Figure 5.13(b) shows the results when the exact mode shapes technique is

used. Using this technique, neither the 2-D FF1' nor the simulated time trace show significant quantities

of undesired modes.
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Figure 5.13: The 2-D FFTs and sample time histories for the generation of the L(O,2) mode in a steel
bar at its maximum group velocity (around 2.5 MHz-mm frequency-radius) using (a) centre mode shape
and (b) exact mode shapes, both with a IS cycle Gaussian windowed tone burst.
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5.6.4 Leaky Example of Exact Mode Shapes

Some changes to the pure mode generation techniques are also required n order to handle systems that

leak energy into a surrounding medium. The attenuat on p esent in leky modes creates a phase d f-

terence between different points in the mode shape that was not present for the non-attenuative, free

case[lO]. Since the centre mode shapes technique enforces a fixed phase difference between the in

and out-of-plane displacements, this technique cannot properly describe leaky systems, for which the

phase between the displacement components changes thr ugh the thickness of each layer. Theref re

exact mode shapes will be used exclusively. The phase d fferences continue into the surrounding ma-

terial where they appear as a time shift if the frequency dependent mode shape information is inverse

Fourier transformed into the time domain. The resulting time shift allows the propagating wave to obey

causality, such that the leaky guided wave in the internal layers creates a bulk wave in the surrounding

medium, which then propagates away from the structure.

Leaky problems involve the generation of waves in the surrounding material in addition to the internal

layers. The waves in the surrounding material are bulk waves that have leaked out of the structure.

These bulk waves can be set up by either forcing the edge of the surrounding material with an appro-

priate displacement or by propagating a wave in the internal layers and allowing the leaky waves to

establish themselves. Although the second option of forcing only the internal layers is much simpler

to implement, forcing the edge of the surrounding mater al in addition to the internal layers has sev-

ei-aI advantages. Since the mode shape is formed by both the displacement in the surrounding material

and the displacement in the internal layers, marginally better mode selectivity can be gained by forcing

throughout the entire cross section of the model. Howe er, this effect is only really noticed for high

order modes. The more dominant effect of only forcing in the internal layers is mainly cosmetic. When

the displacements at the edges of the surrounding mater al are not constrained (by enforcing what they

should be), a surface wave is generated on this free edge. This surface wave interferes with the leaky

bulk wave and causes the displacement field to look d storted when a snap shot of the entire field is

s iewed. The effect of forcing only the internal layers as compared to forcing the entire cross section

is shown in figure 5 14, which shows displacement snap shots of the L(O,2) mode of a steel bar (with

a small hole down the centre) embedded in grout for t e two different loading conditions. For both

ot the snap shots, the first twenty elements on the left represent the 1 mm radius of the steel bar and

the elements to the right of those represent the grout The wave was generated at the bottom of the

model and propagates towards the top. The reflection f waves from the right boundary was removed

by running the case twice, once with free boundar es and once with fixed boundaries, and then adding

the results together. The large amplitude surface wave that is generated along the bottom of the model

in figure 5 14 a), can exist because the displacements on the boundary are not forced to obey the mode

shape of the leaky guded wave. This wase does not appear shen the edge of both the steel bar and the

surrounding grout is con trained
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(a) when only the steel bar is forced	 (b) when both the steel bar and surrounding
using exact mode shapes	 grout are forced using exact mode shapes

Figure 5.14: Snap shots (in time) of the displacement field as a tO cycle Gaussian windowed tone burst
ot the L(O,2) mode of an embedded steel bar propagates, when (a) only the nodes in the steel bar are
torced and (b) when both the nodes of the steel bar and the surrounding grout are forced.



5.6 Pure Mode Excitation 	 160

For the cases considered, it has been possible to generate a pure mode even when leakage is present. This

is encouraging because the leaky modes are not strictly orthogonal to each other unless their extent from

zero radius to infinite radius is considered. As discussed in chapter 4, the close agreement between the

attenuation values extracted from the finite element results and the wave propagation model validates

the two techniques: a pure mode can be generated by using exact mode shapes and its propagation

characteristics match those predicted by independent analytical modelling.

5.6.5 Summary of Pure Mode Excitation

Attempting to generate a mode without considering its changes in mode shape can lead to the gener-

ation of undesired modes. The presence of additional modes complicates the analysis of guided wave

behaviour. However, a technique presented in this chapter, exact mode shapes, can create a pure mode

excitation for finite element models by accounting for changes in the mode shape that occur with fre-

quency.

Accounting for the frequency dependent changes in mode shapes has an especially important effect

on two types of cases: when wide frequency bandwidths (i.e. a few cycles) are used and when higher

order modes are being modelled. The wide frequency bandwidth case benefits because the displacement

profiles can change significantly over the frequency range and other modes can be generated when there

are large discrepancies between the actual and imposed mode shapes. The high order mode case benefits

because there are usually many other possible modes in the frequency range being studied, so any small

errors in the profiles will cause complicated multi-mode signals to be generated.

Although in experiments, an exact displacement profile cannot be specified through the thickness of

plate in order to generate a pure mode, various other techniques, such as incident angle or interdigital

transducers, can be combined with time gating to ensure that a single mode is received. The results of

finite element models that use pure mode excitation predict how the modes that are generated will react

so that an optimum test procedure can be developed quickly and inexpensively.

The techniques for combining the modal wave propagation solution and the complementary finite el-

ement model solutions that were developed in this chapter, will be applied in the following chapter to

examine the reflection coefficients from embedded defects in bars. These reflection coefficients are then

used in chapter 7.



Chapter 6

Finite Element Determination of

Reflection Coefficients

When designing a non-destructive testing strategy that relies on detecting the reflection of guided ultra-

sonic modes from defects, it is important to know how the various modes will interact with the defects.

Since the modal wave propagation solutions do not provide his information, alternative methods, such

as finite element modelling, must be used. This chapter examines how finite element modelling can be

combined with the modal wave propagation solutions to determine how guided ultrasonic waves will

reflect off simulated defects and how much energy will be transferred between the modes.

Finite element modelling has been used extensively to model the interaction of lamb waves with sim-

ulated detects both within the Imperial College NDT Laboratory [12,10] and in other non-destructive

testing l aboratomies [9l -94] . The first section of this chapter highlights the nìethods that have been used

in this previous work via an example. The following secti n extends the previous work to examine the

reflection coefficients for the fundamental modes of embedded systems. Comparisons are drawn be-

tween the reflection behaviour of the free and leaky system Later sections extend the previous work to

examine the reflection coefficients of high order cylindrica modes, such as the ones proposed in chapter

7 for testing post tensioned bridges.

6.1 Review of Techniques for Low Frequency Free Systems

The reflection of the fundamental m des of a plate from a defect will be used to illustrate the principles

of determining reflection coefficients from finite element results. This basic procedure is straight for-

ward and has been discussed by many other authors in the field, includ ng those in references [12,10,801.
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The reflection and transmission coethcients simply display the ratio of each mode that will be reflected

or transmitted. The ratio is typically displayed as either an amplitude or as an energy ratio. Provided

that the nature of the mode is known, one type of coefficient can be converted into the other, as described

later. Since guided ultrasonic waves behave in a linear tashion, the reflection coefficients are determined

by simply dividing the amplitudes of the modes that have been reflected ott of a simulated defect by the

amplitude of the incident mode. The amplitudes of the propagating waves can be determined by several

means. If there is only one non-dispersive mode, the peak amplitude of the appropriate portion of the

signal can be used. However, if the mode is dispersive, the shape of the pulse will change shape as it

travels. Therefore, simply using the peak amplitude will cause the results to be incorrect. In this case, it

is better to Fourier transform each relevant portion of the signal and use the amplitude of a particular fre-

quency component for the analysis. When there are multiple overlapping modes or frequency dependent

ieflection coefficients aie required, a more sophisticated method of extracting the mode amplitudes is

suggested. Such methods include a 2-D FFT or the mode extraction technique described in the previous

chapter. This method of determining the reflection coefficients relies on there being only one mode mci-

dent on the simulated defect. If multiple modes are incident, much more complicated analysis routines

would be necessary. Fortunately, by controlling the excitation and accommodating the frequency de-

pendent nature of the mode shapes, single pure incident modes can be generated as described in section

5 6. Transmission coefficients are obtained in the same manner as reflection coefficients, except that the

signal is monitored at a location beyond the simulated detect.

An example of the interaction of the SO mode with a defect is shown in figure 6.1, which shows snap-

shots of the greatly exaggerated displacement field in a finite element simulated 1 mm steel plate with

a defect that extends halfway through its thickness. The SO mode is generated at the left end of the

plate and it propagates towards the defect that is near the middle of the plate. Upon interaction with

the defect, the mode is partially reflected and partially transmitted. In addition, the AO mode, which

travels more slowly, is also generated at the detect and propagates in both directions. A monitoring

ieion, which is shown on the figure, is used to sample the displacement field for input into the mode

extraction routine. The sampled time trace from one of these points (for a longer model) is shown in

fiture 6.2, in which the incident mode can be seen passing as well as the reflection from the defect and

re reflections that occur as the reflected waves are reflected oft the left edge of the model. The reflection

coefficients obtained from this case are shown in figure 6.3, along with the transmission coefficients that

were calculated by monitoring a region to the right of the simulated defect. The solid lines represent

transmission coefficients and the dashed lines represent reflection coefficients.

The reflection and transm ssion coefficients that are shown in figure 6.3 represent the amplitude of the

respective modes that will be reflected / transmitted. Although the amplitude reflection coefficients are

sery useful, it is often helpful to know the proportion of power that is distributed into the various modes,

so that conservation of energy can be used to validate the model. The ratio of the reflected / trans-

mitted power to the input power will be referred to as energy ieflection coefficients in this thesis. The

energy reflection coefficients are calculated from the amplitude reflection coefficients in the following
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Figure 6.1: Series of snap-shots of the SO mode in a steel plate reflecting from a 50 percent loss of
section. The circles represent nodes whose displacements were monitored.
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Figure 6.3: Amplitude reflection coefficients for the SO mode in a I mm steel plate impinging on a notch
that extends half way through the thickness.
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manner[80]. The time averaged power in a mode is given by the expression [601,

1 '°°

<P>=J
(vy) cy	 y	 (61)

—Co

where z is a unit vector in the direction of propagation, is the through thickness direction, v is the

particle velocity vector, and o is the complex conjugate of the stress vector. As can be seen in equation

6.1, the power is a product of the velocity and stress vectors. Since the amplitude of each of these

vectors is linearly proport onal to the displacement, the energy can- ed in a mode will be proportional

to the square of the displacement. In addition, there will be a scaling factor, E, , that relates the square

of the displacement of mode n (at a specific point) to the power in the mode 801. When the amplitude

of the mode is only known at a specific location, such as the surface, and a specific direction, such

as the out-of-plane displacement, y, Disperse determines the appropriate scaling factors by calculating

the mode shape and divid ng the power of the mode (ca culated using equation 6 1) by the square of

the appropriate displacement amplitude. This technique is used when the modes are extracted using

a technique such as the 2-D FE!'. However, the through thickness mode extraction technique does not

provide the displacement amplitude at a particular point in the structure. Instead, it yields an overall

amplitude of the propagating mode, which can be related to actual displacements by multiplying it by

the mode shape of the niode. In this case, the scaling factors, E, are simply proportional to the energy

velocity of the mode (which is equivalent to the group velocity when there is no attenuation[7 1,601).

Figure 6.4 shows the energy reflection coefficients corresponding to the amplitude reflection coefficients

in figure 6.3. The line marked 'Energy Sum' represents the summation of the energy reflection and

transmission coefficients. When there are no loss mechanisms, this energy sum should be unity for

all frequencies. For the case shown, the power of the various modes sums to 1.000 ± 0.003, which

corresponds to less than 0.5 percent of error. For more complicated cases, i.e. those that Contain more

modes, the error generally increases, but remains less than two percent for all of the non-leaky cases

tried to date, unless the mode extraction routine had problems conve ging on a solution.

6.2 Extension to Leaky Systems

In a leaky system, the amplitude of the wave decreases as energy leaks into the surrounding medium

Therefore if the same procedure that is used on vacuum aded systems is used on a leaky system, the

amplitude of the reflection coefficients would appear to depend on the distance between the defect and

the monitoring location. However, it is much better to have reflecti n coefficients that do not depend

on the location of the monitoring. To obtain location independent reflection coefficients, the attenuation

effects can be removed by using data from the modal wave propagation solutions, wh ch predict the rate

at which each mode leaks energy.
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Figure 6.4: Energy reflection coefficients for the SO mode in a I mm steel plate impinging on a notch
that extends half way through the thickness.

Removing the attenuation is not a difficult task, provided that the attenuation rate and the distance

that the mode has travelled are known. The procedure used to process the results presented in this

chapter begins by determining the amplitude of each of the modes propagating before the incident

mode impinges on the defect and the amplitudes of the modes that are present after interaction with

the defect. The mode extraction technique described in chapter 5 is used. Therefore, care must taken

that signals from waves travelling in opposite directions do not overlap. The amplitudes of the modes

after interaction with the defect are then adjusted to remove the attenuation due to leakage. The wave

propagation model predicts that the modes will attenuate as

fh_	 (6.2)

where i is the frequency dependent attenuation (in np/rn) that changes for each mode and is the

location (in m) along the direction of propagation. Therefore the amplitude of the modes that have

interacted with the defect are adjusted, such that,

= .4 ( pIoO e 1 )	 (6.3)

where A is the unadjusted amplitude of the mode at the frequency of interest, .4 is the adjusted am-

plitude of the mode, i is the attenuation o the incident mode, is the distance from the location

where the incident mode is monitored to the defect, i is the attenuation of the reflected or transmitted
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mode, and z is the distance from the defect to the location whe e the reflected or transmitted mode is

monitored After this adjustment is performed, the reflection coefficients can be determined in the same

ii anner as the reflection coefficients tor a free system.

However, directly using this method to remove attenuation effects causes some minor difficulties. As

discussed before in sections 44 1 and 5 1, the attenuation that is derived from the finite element model

is slightly different than the attenuation values provided by the wave propagat on model This difference

is caused by the slightly stiffer nature of the finite element model, since it models the displacement field

as a series of linear segments. Although this discrepancy is very small in percentage terms, it does make

a significant difference in the calculation of the reflection coeffic ents. For example, even for the short

model used in section 6.3 in which a low attenuation mode is propagating, the size of the reflected signal

for a complete loss in section is about 4 5 percent after the mode has propagated 23 mm to the defect

nd back, even though almost all of the energy of the guided wave is reflected back down the bar. When

only half of the bar's radius is lost, the reflection is about 3 percent of the size of the input signal, as

can be seen in the sample time trace shown in figure 6.5. Theref re, the attenuation compensation that

was used accounts for a difference of about 40 dB, but the difference in reflection amplitude was only

3 dB. Any errors in the attenuation values used to remove the effect of the attenuation are therefore

dramatically amplified. To overcome this problem, the incident wave is sampled at two locations along

the direction of propagation before it imp nges on any simulated defects. The amplitude of the mode is

calculated by mode extraction for each of these points and the results are used to calculate the attenuation

of the mode as it propagates in the finite element model. The attenuation for the incident mode that is

determined by the modal wave propagation solution is then replaced by the attenuation present in the

finite element model. Making this adjustment significantly reduces the errors. For example, when

there is no defect in the bar, one hundred percent transmission w uld be expected. However, when the

attenuation is removed, it appears that 104 percent of the L(0,l) mode is transmitted. This error can

be better than halved (making it appear that 101 percent of the mode is transmitted if new attenuation

values extracted from the finite element model over a 9 mm ree, on are used instead. Even with this

correction, it is estimated that the error in the extracted reflection coefficients could still be as high as

he percent. The error is especially likely to be present for small r flections, whose amplitude can often

be of the same order of magnitude as the rounding 'noise' present n the finite element model, once they

have propagated even a short distance.

In addition to compensating for the decay of the guided wave, t e bulk waves that are created in the

surrounding material must be carefully considered when calculat ng the reflection coefficients for leaky

systems. Reflections from the edge of the mesh that represent the surrounding material can easily

contaminate the finite element results since the s ze of these reflect ons can be larger than the reflections

of the guided wave that is being studied. These reflections can be removed us ng one of the techniques

d scussed in section 5.3. However, if the reflection cannot be c mpletely el minated, then the model

must be made large enough so that the reflected signals arrive at t e m nit in I t on after all of the

important signals This allows the part of the signal correspondi n, to the reflection from the edge of the

surrounding material to be gated in time, prov ed that the locati n of the reflected waves is known.
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Figure 6.5: Time trace of the axial displacement at the centre of an embedded steel bar with a notch
that extends half way through the thickness of the bar. The trace shows the incident wave passing, the
reflected wave returning and unwanted reflections from the outer boundary of the embedding grout.

6.3 Reflection Coefficients for L(O,1) in an Embedded Steel Bar

The reflection coefficients for many free systems are relatively well known. However, the reflection

Loetficients for embedded systems ate much less understood. Unfortunately the systems that motivated

this thesis require that the interaction of leaky guided waves with defects is under tood. There are several

Iluestions which need to be addressed. For equivalent notch depths, are the reflection coefficients for

the embedded system similar to those for the free case? How sensitive are the reflection coefficients

to the orientation of the notch / defect? How sensitive are leaky guided ultrasonic waves to defects in

-ie surrounding material? How much of the energy is transmitted and reflected at the point where a

system changes from being free to embedded. The following section attempts to answer these questions

in the context of the L(0,l) mode in a bar at a frequency-radius below the cut-off frequency of the

L 0,2 mode. Later chapters will examine how these reflection coefficients affect the testing strategies

f r var ous systems.

The sy tern was modelled using four-noded axi-symmetric elements, one sixth of a millimetre square.

The radius of the steel bar was set to be one millimetre and the radius of the surrounding material (ce-

ll ent grout was set to be 32 mm (when modelling an embedded system). The material properties were

the same as those used in chapter 3. The model was 90 mm long, with an axi- ymmetric notch located

55 mm from the excitation point The bar was actually modelled as a very th ck walled cylinder, with
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Figure 6 6: A schematic of the geometry used in tor the mode ng of the L(0, I) mode in an embedded
steel bar.

a radius of 1 mm and an inner diameter of 0.01 mm to avoid numerical difficulties that can arise from

Lalculations at zero radius. The radial displacements at the inner edge were fixed at zero displacement

to improve stability and simulate the axi-symmetric nature of the longitudinal modes of a solid bar. This

geometry is summarised in figure 6.6. The displacements corresponding to a six cycle Gaussian win-

dowed tone-burst with a centre frequency of 0.75 MHz were applied to the end nodes that represented

the steel bar (but not to the nodes that represented the surrounding grout) and the wave was allowed

to propagate. The radial and axial displacements were monitored 3 I .5, 22.5, and 67.5 mm from the

excitation end ot the model, so that reflection, calibration, and transmission signals could be sampled.

The pure mode excitation technique of section 5.6 was used to generate all of the input signals and the

through thickness mode extraction technique of section 5.5 was used to process all of the results. Since

eerything in the model is axi-symuietric, there can be no mode conversion between modes of different

circumfeiential order. In addition, since only one propagating a i-symmetric mode can exist in a steel

bar below about 1.8 MHz-mm, tlieie is no mode conversion to IL her modes. The finite element model

took about 7 hours to complete each embedded case on a DEC Ipha workstation that was considered

to be fast in 1996

6.3.1 Comparison Between Free and Embedded Systems

The first question that will be addressed is how similar are the reflection coefficients of an embedded

system to the comparable tree system. Seven cases were modelled for both the free and the embedded

cases for which the depth of a square notch on the outside of bar was increased from zero to 100 percent

of the radius of the bar The reflection and transmission coethcients lot 0 70 MHz are shown in figure

6.7 In general, the reflection / transmission coetficients are qi te similar, however, there are some

interesting differences between the two cases.
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Figure 6 7. Comparison ot the reflection and transmission coefficients for a free and embedded I mm

radius steel bar.

One major difference is that even when the notch extends through the entire thickness of the steel

bar, there is still energy transmitted for the embedded case. The amplitude of this transmitted wave is

about eleven percent the amplitude of the incident wave (once the attenuation due to leakage has been

extracted), and therefore accounts for approximately one percent of the energy of the mode. This energy

is carried around the notch by the surrounding grout, which can couple displacements on one side of the

vacuum filled notch to the other side of the notch.

Suiprisingly, the amplitude of the mode that is reflected from an embedded notch that extends through

the entire thickness of the bar is shown as 103.5±5 percent of the amplitude of the incident wave. (The

eiior limits were estimated by examining the numerical 'noise' present in the finite element results after

the attenuation effects were removed using the procedure discussed in section 6 2.) Most likely, this

value for the reflection coefficient is too large. However, it is possible that observed reflection coefficient

could be greater than 100 percent because of residual effects of the processing that is performed to

remove the effects of the attenuation. As the mode travels down the bar, energy is being continually

transferred into bulk waves that propagate energy away from the bar. During the processing of the

results, this energy loss is removed from the observed reflection coefficients to make the reflection

coefficients independent of location. This procedure implies that the energy in the leaked bulk waves

is 'lost' from the system and no longer influences the mode's propagation. However, this assumption is

n( t entirely correct. For example, the previous paragraph discussed how energy can be transferred from

a steel bar through the grout and into a second bar, even when the bar is completely severed. Similarly, a

p rt on of the bulk wave that is carried in the grout can be reflected and generate a reflected guided wave

in the inital embedded bar. This reflection will contribute to the guided wave that is directly reflected

f om the end of the bar. Therefore, because of the processing, the reflection coefficient could appear to

be larger than 100 percent
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Figure 6.8: Comparison of the profile of the power flow of the L(0, I) mode at 0.70 MHz through the
radius of a 1 mm steel bar when it is free and when it is embedded in grout.

Another difference that can be observed between the two cases is the notch depth at which the transmis-

sion and reflection coefficients cross (indicating that half of the energy is reflected and half is transmit-

ted). The crossing point for the free case corresponds to a notch that is about five percent less deep than

for the embedded case. This change can be explained by examining the radial profiles of the power flow

of the L(0, 1) mode at this frequency, which are shown in figure 6.8. When the bar is embedded in grout,

the power is more concentrated in the centre of the bar than when the bar is in vacuum. Therefore, one

would expect that for the reflection to be the same magnitude, the notch would have to be deeper (as

measured from the outside of the bar) for the embedded case than for the free case, which is what is

observed in the finite element modelling.

The previous figure (figure 6.7) shows the reflection coefficients at 0.70 MHz-mm frequency-radius

product. The primary reason that this frequency-radius was chosen is that it corresponds to a section of

the L(0, I) mode that does not suffer from great attenuation or dispersion. Therefore it is an attractive

frequency-radius at which to perform non-destructive tests. Since the centre frequency of the tone-bursts

used in the finite element models was 0.75 MHz-mm, a lot of energy is present at 0.70 MHz-mm, so

the solutions are stable. The results shown for this frequency-radius are comparable to those for many

surrounding frequency-radii. Figure 6.9 compares the reflection coefficients at this frequency-radius to

those at 0.85 MHz-mm and 0.55 MHz-mm. The behaviour for all three frequency-radii is very much the

same, however, the point at which the reflection and transmission coefficients cross changes (because the

power flow distribution changes) and the transmission through a notch that extends through the entire

radius of the bar changes (because the power flow distribution and the wavelength change). Future

figures will only show the results for 0.70 MHz-mm. which are indicative of nearby frequency-radii.

0
I-

0
0

6.3.2 Grout Filled Square Notches

The finite element models discussed above consider the notch to be completely empty (vacuum filled).

For the types of applications that are considered in later chapters. this is a reasonable assumption. How-
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Figure 6.9: Comparison of the reflection and transmission coefficients at different frequencies for an
embedded bar.

ever, it is interesting to observe how the system behaves when the notch is filled with grout, to understand

how small the reflected signal could become. In addition, the grout filled notch cases can be used to

further compare the free and embedded reflection cases. Figure 6 10 illustrates the reflection and trans-

mission coefficients at 0.70 MHz when the notches are filled with grout. For comparison, the solid lines

show the coefficients for an embedded bar with an empty notch that were shown in figure 6.7. The

long dashed lines represent the case of an embedded bar with a grout filled notch and the short dashed

lines represent a free bar with a grout filled notch. As expected, the reflection from the filled notch is

much less than from an empty notch and the transmission is much greater. For example, when the notch

extends completely through the thickness of the bar, the reflection in the embedded steel bar is only 72

percent compared to over 100 percent for the empty notch. Similarly, the transmission increases from 11

percent to 68 percent when the notch is filled. Converting these figures into energies reveals that when

the notch becomes filled, roughly half of the energy is reflected and half is transmtted, as opposed to

nearly all of it being reflected. This change in reflection coefficient can be roughly correlated to the

standard formula for the amplitude reflection coefficient of a bulk wave as it passes from one material

to another. This formula is,
(6.4)

where R is the reflect on coefficient and Z = pv is the impedance of the grout, which is the product of

the density and the bulk velocity of interest, and Z is the impedance of the steel For the longitudinal

bulk waves of the steel-grout combination, the impedances are 47 . 1 kJ n2s) for steel and 4.5 .10

n -s). Therefore the reflection from the steel-grout interface would be about 82 percent, but would

be tOO percent for asteel-vacuum interface.
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Figure 6.10: Comparison of the reflection and transmission coefficients for a vacuum filled versus a
grout filled defect for an embedded bar.

When the notch in the free bar is filled with grout, its reflection coefficients follow the same trend as

the reflection coefficients of the embedded bar. As expected the reflections are much smaller and the

transmissions are greater than for the cases when the notch was empty. Seventy-six percent of the mode

is reflected when the notch extends though the entire radius of the bar. Although this corresponds to

about a five percent maximum difference between the reflection coefficients obtained for the embedded

cases and the free cases, the results could generally be interchanged for most applications. There is also

a reasonable correlation with the reflection coefficient for a planar bulk longitudinal wave.

6.3.3 Orientation of the Notch

The previous finite element cases all considered square notches whose sides were perpendicular to the

direction of travel of the guided wave. However, in practice, corrosion may occur at any orientation

and often does not resemble a square notch. Therefore, this section considers the effect of changing the

orientation of the notch so that it is oriented at an angle of 45 degrees to the direction of propagation. It

also examines a crude approximation of the leading edge of a corrosion patch. This provides a first step

towards understanding the behaviour of the guided wave as it interacts with real corrosion.

If the L(O, 1) mode is thought of as a bulk wave instead of the guided wave that it is, the reflection

from a diagonal notch can be considered intuitively. When the notch is perpendicular the direction of

propagation, the energy will be directed in the exactly opposite direction. However, when the notch is

at a 45 degree angle, the energy can be deflected at right angles to the direction from which it came,

as shown in figure 6.11(a). If the bar is in vacuum, when the energy reaches the outside of the bar it

will be redirected towards the notch and then back in the direction from which it came. Therefore, one
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Figure 6.11: A schematic diagram showing how energy would be redirected by (a) a diagonal notch and
b) a corrosion step if the L(O 1) mode behaved as a bu k wave.

Incident______ __________________________________
Wave
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Figure 6.12: A portion of the finite element mesh used o create a diagonal notch extending through two
thirds of the radius of the bar.

would not expect a very large difference in the reflecti n coefficients for the two different orientations.

However, when the bar is embedded in grout, not all of the energy will be redirected towards the notch

on(e it encounters the outside of the bar. Therefore, one would expect that the reflection coefficient

would be affected to a certain degree. To determine it this simplistic model holds for the guided L(O,l)

mode, several finite element cases were run. For the e cases, an axi-symmetric, outwardly oriented

diagonal notch was created in the bar. This notch was c eated by removing elements from the mesh, as

shown in figure 6.12. Since the element size is so sma I in comparison to the wavelength of the mode,

this square sided, diagonal notch should act in a very milar manner to a notch that has true diagonal

sides.

Figure 6.13 shows the reflection and transmiss on coefficients for a free bar, when the notch is oriented

perpendicular to and at a 45 degree angle to the diiection of propagation. The coefficients for the

two cases are very similar. The small differences between the cases are most likely due to interference

between waves of slightly different phases, wh ch are generated at the beginning and end of the diagonal

notch section. The equivalent embedded cases are shown in figure 6 14 When the notch is not very deep,

the diagonal notch very much resembles a square notch and so the differences are not great. However, as

the depth of the notch increases the difference between the two types of notches increases. The greatest

difference can be seen for the reflection from a defect that extends through the entire cross section of

the steel bar. For this case, the amplitude reflection coefficient reduces from over 100 percent for the

square notch case to around 86 percent for the diagona notch. This d fference reveals that the diagonal

orientation of the notch tends to reflect energy into the surrounding medium and that predictions based

on the reflection coefficients of a free bar cannot be substituted for th se of an embedded bar when the

notch is not perpendicular to the direction of propagat n.
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Figure 6.15 A portion of the finite element mesh used to create a corrosion patch extending through
two thirds of the radius of the bar.

The angle of the diagonal notch shown in figure 6 12 is not very likely to occur in actual testing sit-

uations. When there is generalised corrosion of a steel bar embedded in grout, it usually occurs at a

voided region, where the alkaline grout is not present to provide protection. The profile of this corrosion

would be much more 'dish-like' than the diagonal notch described above. In addition, the leading edge

of the corrosion patch would be angled in the opposite direction, tending to reflect waves toward the

centre of the bar instead of the outside of the bar, as shown in figure 6.11(b). Several finite element

models were run to simulate this more common type of defect. Only the beginning of the patch was

modelled to reduce the model size and eliminate effects of the length of the corrosion patch (interference

between reflections from the beginning and end of the patch can cause the observed reflection coeffi-

cient to fluctuate as the length of the patch changes). Figure 6.15 shows a portion of the mesh that was

used to model this type of defect. Figure 6.16 shows the reflection coeffic ents that were obtained from

the finite element calculations. The solid line represents the reflection coefficient for the square notch

and the dashed line represents the reflection from the corrosion patch. Especially for deep notches, the

reflection coefficients for these two cases are much more similar than for the diagonal notch that was

considered. The differences observed between he two cases for small notches can be attributed to the

reflection from the end of the grout (the beginning of the voided region) that occurs for the corrosion

patch case.

The results from the previous four cases aie summarised in Table 6.1. The values of the reflection

coefficients are given for the free and embedded cases for defects that extend completely through the

steel bar and defects that correspond to a 50 percent loss of radius. As explained above, for a free bar that

has an empty notch, the reflection coefficient is mainly a function of defect depth and not orientation.

However, for the embedded case, certain notch orientations have a significant effect. The reflection

coefficients for a grout filled square notch are s iiilar for both the free and the embedded cases.

6.3.4 Defects in the Surrounding Grout

When performing non-destructive tests, false calls need to be avoided whenever possible, otherwise the

testing procedure becomes impractical to use. Since leaky guided waves propagate in b th the centra
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Figure 6.16: Comparison of the reflection coefficients for a square notch and a corrosion patch in an
embedded bar.

Table 6.1: Summary of the reflection coefficients for four different types of notches in a steel bar.
Comp'ete Break	 50% loss of radius

Free	 Embedded	 Free	 Embedded

______	 100%	 102%	 67/o	 56%

_______________________	 100%	 68%	 57%

100%	 102%	 69%	 55%

76%	 I	 72%	 I	 41%	 I	 36%

Wavelength
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structure (the steel bar in this case) and in the surrounding medium (grout), there is some concern that

the waves will reflect off defects in the grout although there has been no damage to the steel bar. To

examine this concern, a finite element run was conducted in which a one millimetre deep square notch

was placed in the portion of the grout next to the steel bar. At 0.7 MHz-mm frequency-radius, the

amplitude reflection coefficient from this detect was seven percent and the transmission coefficient was

determined to be about 100 percent. Of the frequencies examined, the largest reflection was at about

0.55 MHz-mm. However, this reflection was still less than 10 percent of the amplitude of the incident

wave (one percent of its energy). This size of reflection corresponds to a square notch in the steel

bar whose depth is less than 15 percent of the radius. Provided that the testing procedure is looking

for significant section loss, a reflection of this size from a defect in the grout would probably not be

detected. However, since the modes attenuate quickly as they propagate, care must be taken to ensure

that a small defect near the transducer is not mistaken for a large one farther away.

6.3.5 Transition between Leaky and Free Systems

All of the previous examples in this chapter have assumed that the system consists of the same geometry

for its entire length, for example, it is always a free bar or always an embedded bar. However, in reality,

there will often be transitions between these two extremes. For example, at the anchorages of post

tensioned bridges, the steel tendons protrude from the end of the grout. To produce a wave in the

embedded section of the tendon, a wave is first generated in the free section and then it enters the

embedded section. Since the wave in a free bar has different properties than a wave in an embedded bar,

a portion of the wave will be reflected as the new boundary conditions are matched. It is important to

know the size of this reflection. The reflected wave will reverberate in the free (unattenuated) section

of the bar, transmitting a certain amount of its energy into the embedded section each time it reaches

the interface. While this wave is reverberating in the free section of the bar, the transmitted part of the

guided wave is travelling in an embedded section of bar, leaking energy into the surrounding grout as it

travels towards a potential defect. If the amplitude of the reverberations is greater than the size of the

received reflection from an embedded defect, the defect will not be reliably detected. Therefore, it is

important to quantify the size of the reflection from the boundary between two systems and relate this

to the amplitude of the reverberations.

A finite element model was run to determine the size of the reflection that will occur when the bar

enters the grout. Fifty five (55) millimetres of a 1 mm radius steel bar was allowed to be free and a 35

millimetre length was embedded in grout. A wave was generated at the free end of the simulated bar and

the resulting reflection and transmission was measured. The reflection coefficients of the opposite case,

the transition from an embedded section to a free section, were also calculated. Figure 6.17 shows the

reflection coefficients for these two cases. This figure shows that the reflection upon entry to the grout

was about 3 percent of the amplitude of the incident wave, at 0.7 MHz. Likewise, the transmission into

the grout was calculated as 100±2 percent. once the attenuation effects were removed. (The error range
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Figure 6.17: The reflection coefficients for the L(0,l) mode in a steel bar as it transitions from an
embedded section to a free section and visa versa.

for this case is smaller than for the previous fully embedded cases since much of the model consists of a

tree bar whose errors are not magnified by the attenuation removal processing.) It is quite encouraging

that so much of the energy was transmitted into the embedded section. For example, upon the second

reflection at the point of entry, the amplitude of the reflected signal will only be 0.09 percent of the

original wave. However, it should be noted that the attenuation of the L(0,l) mode at this frequency is

60 np/rn. Therefore a complete reflection only 30 mm into the grout will also appear as a signal that is

3±0.2 percent of the input.

By knowing the size of the reflection from the point where the bar enters the grout, the decay of the

reverberations can be easily quantified. Each time that the guided wave reaches the boundary between

the tree and embedded section the amplitude of the i everberations will decrease. The drops occur every

time that the reverberating gui ed wave propagates 2d distance, where d is the length of the protruding

end of the embedded bar, as shown in figure 6 18. It this decay is considered to be continuous (as

opposed to being composed of a ser es of steps), it can be expressed as a simple power law relationship,

Amplitude = ,.c1/2d,	 (6.5)

where rc is the reflection coefficient (0 03 in this case) and the value .. 2d represents the number of

reverberations in the free end, which is d metres long, that occur while the wave travels .r metres. The

decay represented by equation 6 5 can be expressed in dB as,

1 0
Amplitude (in dB) = -a- log rc).	 (6.6)

This decay is shown in figure 6 19 The stepped solid lines represent the actual decay in the amplitude

of the reverberations in the free end of a bar that protrudes two different lengths (10 mm in figure
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Figure 6.18: A schematic view of the geometry used to evaluate the size of the reverberations in the
protruding end of an embedded bar.

6.19(a) and 50 mm in figure 6 l9(b ) assuming that 3 percent of the signal is reflected from the free /

embedded boundary. The dashed lines that follow the stepped solid lines represent the decay expressed

in equation 6.6. The other dashed I nes are included for comparison. They show the rate at which the

signal which enters the embedded section ot the bar would decay (assuming an attenuation of 530 dB/m,

whtch corresponds to the L(0,l) mode at 0.7 MHz in a 2 mm diameter embedded steel bar) For the

case shown in figure 6.19(a) (10 mm protruding), the attenuation of the mode in the embedded section

is less than the equivalent attenuation of the reverberations. Theretoie, the signal from the reflection

from a defect in the embedded section should be larger than the signal reverberating in the free end of

the bar (assuming a 100 percent reflection from the defect). Therefore, the reflection could be detected

(provided that several other factors, such as the sensitivity of the equipment and the size of the reflection

from the defect, do not prevent its detection). However, for the case shown in figure 6.19(b) (50 mm

protruding), the equivalent attenuation of the reverberations is less than the attenuation of the wave in

the embedded section. Therefore, any reflections from a defect in the embedded section will be obscured

b the reverberations.

It is possible to predict when the reverberating signal will obscure reflect ons trom defects in embedded

bais (assuming that 100 percent of the embedded guided wave is reflec ed f om the defect). The ex-

pression in equation 6.6 can be normalised by the propagation distance and converted into an equivalent

attenuation in units of dB m. By assurn ng that the mode in the embedded section and the mode in the

free section travel at the same speed (which they usually nearly do), this 'attenuation' can be directly

con pared to the attenuation of the mode propagating in the embedded section This comparison allows

a maximum attenuation of the propagat ng mode to be specified for a given length of protuding end. If

the attenuation is higher than this va ue, given as,

M ximum Attenuation (in dB m 	 1
	

(67)

the reverberations will obscure any reflections from defects in the embedde section. Likewise, for a

given attenuation of a propaating mode, t, the length of the protruding end fan embedded bar must
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(b) Decay of signals wh n 5 mm is peotruding

Figure 6.19: Plots of the decay in amplitude of a signal propagating in an embedded section of bar (with
an attenuation of 530 dB/m) and the decay in amplitude of the reverberations in the free end of a bar that
protrudes from the embedding material 10 mm (in part (a)) and 50 mm ( n part (b)) The plots assume
that 3 percent of the wave is reflected from the free I embedded boundary

be less than the value given by the expression,

Maximum length of protuding end (in m) =	 1 g(rc)
	

(6.8)

These relationships are shown in figure 6.20. The shaded portion of t e figure indicates the where

the reverberations are sure to obscure the reflection from the embedded defects when the reflection

..oefficient at the transition between the free and embedded systems(rc) s 3 percent. If the reflection

Loefficient increases to 5 percent, this shaded area would expand to the solid line that is labelled rc =

5. The dotted lines illustrate two cases. For the L(0, I) mode at .7 MHz in a 2 mm diamter embedded

steel bar, which has an attenuation of 530 dB/m, the length of the protruding end must be less than 28

mm or the reveiberations will obscure any reflection from an embedded defect. Similarly, for the 50

mm long protruding end shown in figure 6.19(b), the maximum attenuati n of the mode propagating in

the embedded section must be less than 305 dB/m.

When using figure 6 20 and equations 6.7 and 6.8 to predict the size of the reverberating signal, two

issues should be noted. First, the criteria in equations 6.7 and 6.8 can on y be used to exclude possible

attenuation—protruding length combinations. Satisfying the criteria does not mean that a refection from

a defect in the embedded section of the bar will detectable. For example, f 100 percent of the embedded

mode is not reflected, the reflected signal will be smaller than the value u ed to determine the criteria in

equations 6.7 and 6.8. Therefore, the reflection may be obscured even though the criteria are satisfied.

T e second issue concerns the location of the defect. The criteria in equat ons 6 7 and 6 8 are not

ffected by the location of the defect. There is a set decay rate of the re erberations and there is a set

ecay rate of the embedded guided wave. Therefore, regardless of propa non distance, one signal will

a ways be larger than the other. However, for experimental data, the bc tion of the defect will have an
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Figure 6.20: A diagram relating the maximum length of the protruding end of an embedded bar to the
maximum attenuation that the mode in the embedded section can experience for the amplitude of the
embedded signal to remain larger than the reverberations.

effect. The criteria in equations 6.7 and 6 8 assume that a defect can be detected if its amplitude is 0

dB greater than the amplitude of the reverberations. However, for a defect to be detected, its amplitude

usually needs to be at least 6 dB greater than any other effect such as the reverberations. Even if the

criteria in equations 6.7 and 6.8 are satisfied, the defect will need to be a minimum propagation distance

away before the amplitude of the reverberation signals decays enough that the defect signal could be

distinguished on top of it. The minimum distance required depends on the relative 'attenuations' of

ieverberations and the embedded guided wave On the other hand, the maximum distance at which a

detect could be detected depends primar ly on the sensitivity of the test equipment and the attenuation

of the guided wave in the embedded section of the bar, but not on the 'attenuat on' of the reverberations

in the free end of the bar.

As mentioned in the introduction to this section, the opposite problem, the reflecti n and transmission

as a wave in an embedded section of steel bar enters a free section of steel bar, was also examined using

a finite element model. For this case, the amplitude of the reflected wave is ab Ut 5 percent of the input

wave and the transmitted wave is around 99 percent of the input. Because waves will not reverberate

in the embedded section of the bar, the size of the reflection is not as important as for the transition

f om a free bar to an embedded bar. However, the transmission coefficient re ains important, since as

i uch energy as possible must be transferred from the embedded reg on into t e free region (where the

receiving transducer is located). The large transmission coefficient that is observed in the finite element

.tud es is very promising
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Figure 6.21: The dispersion curves for an embedded steel bar.

6.4 Higher Order Reflection Coefficients

The previous cases in this chapter have looked at the reflection of the fundamental ongitudinal mode,

L(0,l), at a relatively low frequency-radius. However, as will be seen in chapter 7, particular points

of higher order modes are able to inspect longer lengths of certain ystems, such as post-tensioned

tendons. These points of low attenuation correspond to the concentrati n of energy n the centre of the

bar and occur near the maximum group velocity of the higher order lon,itudinal modes. One of the first

modes to show this behavior is the L(0,4) mode at 6.0 MHz-mm, which is indicated in figure 6.21. To

model this higher order mode using finite element techniques, a much denser mesh must be used than

was used for the previous cases. Satisfying the requirements of the number of nodes per wavelength

requires that the number of nodes through the radius of the bar be increased from 7 to 25. This fine

mesh prohibits modelling the surround ng grout, since it would cause the finite element model to be

too large. Therefore, the reflection coeffic ents for the embedded case need to be estimated from the

reflection coefficients for the tree case, which can be calculated.

The substitution of the reflection coefficients for the free case can be ustified by studying the modal

characteristics of the equivalent points on the dispersion curves for the free and embedded cases, which

are shown in figure 6.22. Except for the attenuation that is present in the embedded case, the dispersion

curves are very similar for the two cases, especially for the L 0 4) mode around its maximum energy

velocity. The mode shapes for the two modes are also very similar, as can be seen in the strain energy

density and displacement profiles in figure 6.22 This similarity is expected, since th s location on the

dispersion curves was chosen for non-destructive testing since it has a re atively low a tenuation (which

can be attributed to the fact that there is minimum amount of interaction between the steel bar and the

surrounding grout). The L(0,l) cases described above, which also occr at a minim m of attenuation,

have shown that there can be good agreement between the reflection coefficients for free and embedded



6.0
C')

E

a)
>
>'
C)
a)
w

fin
4.0	 5.0	 60	 70

Frequency (MHz)
(a) embedded steel bar

Energy Profile

330

67 k

100%

80

Displacement ProfileL(0,4) mode at 6 1 MHz

5.0	 6.0	 7.0
	

8.0
Frequency (MHz)

(b tree steel bar

60
U)

E

4.0

C)
a)
uJ

0.0
4.0

6.4 Higher Order Reflection Coefficients
	

1S4

Energy Velocity

Figure 6.22: A comparison of the energy velocity dispersion curves, strain energy density profile, and
displacement profiles for the L(0,4) mode in a free and embedded steel bar.

steel bars for square notches. Substituting the reflection coefficients for the free case of the L(0,4) mode

thould yield results that are accurate enough that they can be used to evaluate the sensitivity of the

mode to notches of varying depth. If more accurate results are required for future work, there are a

few extensions that could be added to the finite element program to possibly allow higher order leaky

systems to be modelled. These extensions are described in section 5.3.

Substituting the reflection coefficients of the free bar for the embedded bar yields the reflection coeffi-

c ents for the L(0,4) mode at 6 0 MHz-mm frequency-radius that are shown in figure 6.23. Each of the

curves represents how much of each of the propagating modes will be created and reflected back down

the bar when the L(0,4) mode is incident on a square notch of the depth shown. For this case, only

the curve that represents the amount of L(0,4) reflected has relevance to determining the sensitivity of

the non-destructive testing technique. The other modes, which are generated by mode conversion at the

notch, all suffer from very high attenuation and will therefore not be detected. Thus for the technique

to detect a notch as far into the embedded section as possible, the majority of reflected energy must

be concentrated in the L(0,4) mode. As can be seen in figure 6.23, when the defect extends through

the entire radius of the bar, there is a large proportion of L(0,4) reflected (around 90 percent), which

is very promising. For defects that are not as deep, a large proportion of the L(0,4) mode continues to

be reflected from the notch as L(0,4), indicating that there is a strong possibility that these less serious

defects can be detected in a real situation. The irregular shape of the reflection coefficient as the depth

changes reflects the non-constant energy profile seen in figure 6.22.
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Figure 6.23: The reflection coefficients for a free steel bar when the L(O,4) mode is incident on a square
notch.

6.5 Summary of Embedded Reflection Coefficients

This chapter has presented the reflection coefficients for several different cylindrical systems that pro-

vide insight into the size and type of defects that can be detected in embedded bars These results have

shown that the reflection coefficients for the L(O,l) mode in a free and embedded steel bar are similar

when the notch walls are perpendicular to the direction of the mode's propagation, allowing the free case

to be substituted for the much more difficult to calculate embedded case. It has also been found that

the reflections at the boundary between free and embedded systems do not present significant problems

for testing with the fundamental longitudinal mode at low frequency-radii. Modelling of a higher order

mode, L(0,4) indicates that a majority of the energy that is reflected from a defect is reflected as the

L(O,4) mode, which indicates that it should be possible to detect relatively small defects if this mode is

used to test embedded bars. The results presented in this chapter will be used later in chapter 7 to help

evaluate the applicability of different modes for testing embedded structures



Chapter 7

Application to Post Tensioned Bridges

The previous chapters of this thesis have developed the tools necessary to study guided wave propagation

in cylindrical systems This chapter assembles those pieces and uses them to evaluate how guided

ultrasonic waves could be used to inspect post-tensioned bridges, the application that motivated this

work.

The recent collapse o' several post-tensioned construction bridges before the end of their expected life-

time[ 1,95,96] has raised many concerns about the safety of this type of construction. At the moment,

there is no cheap and effective way of inspecting the numerous bridges of this type[3]. This chapter

explores the possibility of sending guided waves along embedded tendons to test the integrity of the

bridge. This method has the possibility of providing an inexpensive, reliable way to quickly test large

sections of the bridge.

The first section of this chapter provides some background information on why an adequate inspection

technique is needed tor post-tension construction bridges, as well as how this type of bridge is con-

structed and what type of access is possible. The following section outlines what criteria will be used to

identity promising guided wave modes and choose one for testing. This information will be used to pro-

pose a method of inspection and predict its capabilities of detection. Results obtained from experimental

tests on samples produced in the Imperial College NDT Laboratory and at the Transport Research Lab

(TRL) in England are also presented

7.1 Background of Post Tensioned Bridge Inspection

The 1985 collapse of the Ynys-y-Gwas bridge in South Wales[l] especially highlighted the need for a

reliable method to test post-tensioned bridges The need was further highlighted by the 1993 collapse
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of a post-tensioned bridge in Palau[96,971 The work contained in this thesis was started to address this

concern The inspection problem is de cribed below

7.1.1 Construction

Post-tensioning continues to be used for bridge construction, especially for long spans. In this method

of construction, the bridge gains its strength from the tensioning of internal tendons that occurs once the

concrete framework of the bridge has a ready hardened. The tendons can be single wires (usually found

in older bridges) or strands of seven wires (usually found in newer bridges) The wires are frequently

5 or 7 mm in diameter (although they can be much larger) and the strands are typically 12-15 mm

total diameter. The tendons are located in metal or plastic tubes called ducts that are usually around

100 mm in diameter and contain 4 to 20 tendons. The ducts are placed at predetermined locations

(usually around points of maximum tension) when the concrete form of the bridge is first poured. The

tensioning of the tendons compresses the surrounding concrete so that it can support the required loads.

To provide corrosion protection for the tendons, the ducts are filled with grout (cement, water, and

possible additives) once the tendons have been tensioned. However, large air voids can be trapped in the

grout. Over time these voids can fill w th salt water as de-icing salts leach through small cracks in the

concrete or joints between segments of the bridge. Contact with salt water causes the tendons to corrode

quickly and can lead to the failure of the bridge. An eftective non-destructive test method needs to be

able to detect the onset of corrosion in the tendons (or the complete break of one individual tendon of

the several that are present in each duct).

The collapse of the Ynys-y-Gwas bridge was attributed to corrosion of the embedded steel tendons

where they intersected expansion joints in the bridge[ I]. Poor construction techniques allowed water to

reach the steel, causing severe localized corrosion. When one segment of the bridge failed early in the

morning, it started a chain reaction that led to the complete collapse of the bridge. Fortunately, no one

was injured.

7.1.2 Current Inspection Techniques

Following the collapse of the Ynys-y-Gwas bridge, a great number of different inspection techniques

have been tried on post-tensioned brid,es. A few of these are summarised below, however, none of them

has yet provided a solution that is entirely satisfactory.

Currently, the most common form of testing is visual inspectmon[981. In its simplest form, inspectors

search for evidence of c rrosion products on the underside of the bridge. However, since the critical

tendons form a small port on of the br dge, the inspection must be very detailed Even small cr cks can

indicate that problems may exist since small cracks can provide a route for the ingress of momsture[99]
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Invasive inspection methods are also used in conjunction with visual inspection. Typically, several

ulnerable locations, such as the h h nd low po ts of ducts, are identified on a brid,e The condition

of the ducts and the tendons at these locations are monitored by drilling small holes in from the side

of the bridge and using bore-scopes or endo-scopes to look at the tendon. By sampling several small

locations, the general condition of the bridge is extrapolated[981. The large amount of reinforcing that

occurs near the tendon anchorages prohibits this drilling method from inspecting the region near the

end of the tendons. Therefore, if it is believed that the anchorages are very vulnerable to corrosion in

a particular bridge, the concrete that covers the anchorages is removed by using high pressure water

and the anchorages are inspected directly To examine a portion of the tendons, the grouting hole in

the anchorage can be drilled out for endo-scope access[98J However, concerns have been raised about

whether this type of invasive inspection (both for the tendons in mid-span and for the anchorages) causes

too much damage. Inadequate repairing of the access points can leave the bridge very vulnerable to

future corrosion99J. Although visual inspection provides some information on the overall condition of

a bridge, a method that can quickly and non-destructively scan the entire bridge for problems is desired.

Radiographic testing has also been used to test several post-tensioned bridges[100,101]. The main

purpose of these systems is to detect problems with the grouting (for example voiding) although very

large defects in the tendons may be detectable[ loll. Most of these systems use ionising radiation, which

means that a large exclusion zone must be established around the test site For example, a French system

called SCORPION, which provides real time images, requires an exclusion zone of a few hundred

metres. Other systems [101] use an x-ray source and require much smaller exclusion zones, but must

have a long exposure time (15 minutes for a 600mm thick concrete section). Another difficulty with this

type of inspection is that access to both sides of the structure is required, which limits the number of

budges that can be examined. Ground penetrating radar and impulse radar have also been used to try

to evaluate the tendons. However, their pooi resolution and inability to penetrate the steel ducts that are

piesent in older bridges have effectively limited their application to duct location[98,1021.

Several other inspection techniques have been developed in various laboiatories. Time domain reflec-

tometry, which examines the reflections of electromagnetic signals as they travel down a wire (such as a

tendon), has been investigated[l03]. However, the method has difficulties since the tendons touch each

other and the metal walls of the ducts, and the ducts are in contact with the reinforcement cage of the

bridge. Any electrical signal would be carried by the entire bridge structure and would not be able to be

used to test the integrity of a specific tendon. Therefore, the method has had difficulty getting out of the

laboratory and into field practice

Ultrasonic methods have also been extensively • nvestigated. The majority of these methods attempt

to locate voided areas in the ducts[l04-107]. Researchers at UMIST have developed a system that

scans low frequency ultrasonic probes along a bridge looking for reflections from voded ducts[l04].

This method relies on frequency tilt r ng of the received data to help reduce noise from scattering. Re-

searchers at Darmstadt have developed an array of low frequency transducers to overcome the scattering

problem[l05]. Other researchers have examined the possibility of using impact echo testing to look for
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voids[106,107] Unfortunately, the grout used in older bridges did not contain many additives to stop

it from shrinking as it cured. Therefore, the grout has usually pulled away from the duct walls When

this happens, ultrasonic methods will detect a voided duct, even though the tendon is eli grouted John

Weight, of City University, investigated the possibilityot sending high frequency ultra onic waves down

the length of the tendons[l081. His early research revealed that the ultrasound cou d travel down the

tendons and be detectable for up to 20 metres. This method directly interrogates the condition of the

critical tendons and relies on sending long bursts of high frequency guided waves down the tendons.

The inspection technique investigated in this chapter uses the same principle as We ght and examines

the possibility of sending ultrasound down the actual tendons, so that their conditi n can be directly

determined. The investigation cairied out in this chapter differs from the work done by Weight because

it uses wave propagation modelling to predict the behaviour of the guided waves before experiments

are performed Weight's work concentrated on experimental results and was limited to high frequency

modes. However, the conclusions of this chapter and Weight's report agree, except that Weight predicted

longer propagation distances. The basic idea behind this type of testing is that ultras nic waves that are

propagated along the steel tendons will reflect from fractures or loss of section due t corrosion. These

reflections will return down the tendons and can be detected by the same transducer that is used to

generate the waves. Ideally, a guided wave could be found that is trapped in the steel and does not leak

energy into the surrounding grout. Such a wave will allow large sections of each tendon to be inspected

rapidly from one position. If a non-leaky mode is not found, high frequency, low attenuation modes,

whose energy is concentrated in the centre of the bar, may also be investigated.

7.1.3 Guided Wave Access

An ideal method for generating a guided mode in the steel tendon would be non-invasive However,

snce the tend ns are embedded in layers of concrete, ducts, and grout, it is unlikel that a test will be

ble to isolate the condition of an individual tendon fiom outside the structure. The next best methods of

generating a guided wase would access the tendons through the small holes that are currently dril ed for

visual inspection with endo-scopes. Special probes could be developed that attach to ndividual tendons

in this restricted space. Alternatively, tests could be conducted from the end of the tendon. Th s type

of test would look for fractures or corrosion patches near the anchor points. These are usually high or

low points on the tendons and are particularly vulnerable to voids They are also usua ly over the br dge

p ers and so are most difficult to access by drilling and endo-scoping. However, gaining access to the

ends of the tendons requires extensive work that would temporarily close the br de ince both the road

surface and a substantial amount of protective concrete must be removed Bridge wner groups have

suggested that they are willing to go to this effort, it it yields conclusive results[109

The unexpected collapse of the Ynys-y-Gwas bridge led to a temporary ban in the United Kin,dom

on grouted te don construction in 1992 pending the development of new construction standards and
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inspection techniques. The ban has recently been lifted on the strength of the new standards aimed at

preventing future failures [2] However, the e is still no reliable method of testing the thousands of

existing bridges that are at risk

7.2 Model Parameters

Wave propagation modelling is used in this ch pter to identify promising guided wave modes for non-

destructive testing. The modelling concentrat s on the wa e propgation in the grouted tendons, since

they comprise the critical portion of the post-tensioned bridges that need to be inspected. This section

explains how the system is modelled and what criteria are used to identify promising modes.

7.2.1 How the System is Modelled

Guided waves that are concentrated directly in the steel tendons will be able to travel the farthest and

will be the most sensitive to corrosion. For these waves, only the steel tendons and their interface with

the surrounding grout have a significant effect The duct wall and surrounding concrete are effectively

decoupled because the partial waves are quick y attenuated in the grout, due to its very lossy nature.

Therefore, for the analysis contained in this chapter, the embedded system is simply modelled as a visco-

elastic isotropic steel bar embedded in an info te space of visco-elastic grout. The material properties

for the system are listed in table 7 I. The stee needs to be considered to be visco-elastic when high

tu equencies and long propagation distances (for which the effect of visco-elasticity would be significant)

are being evaluated Typical properties for steel are assumed for the density, velocities, and visco-elastic

constants of the steel[l 10]. The material propert es for the grout were measured from a small set of grout

samples (0.6 water/cement ratio) created at Imperial Collee. However, because the shear attenuation

was quite high, it could not be measured and had to be assumed. The steel - grout bond is assumed

to be perfect in order to model the case with the highest attenuation, although this may not always

be the true. Weak co pling between the tendon and the grout will dramatically reduce the observed

attenuation. Both single wires and multi-wire s rands (composed of 7 circular wires) were modelled as

bars since guided waves are assumed to propag te down each of the wires of the strand individually and

the modes in the different wires will be uncoup ed, especially at high frequencies. The spiral winding

of the strands around a central core should have no effect since t e resulting curvature of the outer wires

is very gradual in comparison to the wavelength of the guided wave modes (although the outer wires of

the strand may pre ent the grout from continual y contact ng the nnermost wire of the strand). Five mm

diameter steel bars, a typical size for tendon w es, are used for the preliminary modelling. However,

since the dispersion curves can be normalized by the radius of the bar, the behaviour of other diameters

can be easily pred cted from the same dispersion curves
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Table 7.1: Material constants used in the wave propagation niodelIin of grouted tendons
laterial	 Density	 (	 i ( i s)	 o ( ip ))	 c (np ,\

(j cm3)
Steel	 7932	 5960	 3260	 0.003	 0008

Grout	 I 6	 28 0	 1700	 0.043	 0.l

Guided waves could also be generated in t e walls of the duct or the grout filling. However, ducts are

usually made from flexible pipework that consists of many individual sections linked together. There-

fore, they do not support long-range guided waves Simi any, the grout will not support guided waves

The cracks and voids that inevitably form n the grout cause guided waves to quick y die away if their

energy is concentrated in the grout. In addition, because the tendons are not always at the same location

in the duct, the thickness of the surrounding grout varies greatly, which would affect any guided wave

that propagates primarily in the grout.

7.2.2 Mode Selection Criteria

In order to choose a mode for ultrasonic testing, some criteria should be identified For an embedded

system such as a bar in grout, the attenuation is the dominant factor in mode selection If the attenuation

is too high, the mode will not propagate far enough to test a reasonable length of the tendon However,

other factors such as group velocity, ease of generation, and reflection characteristics must also be taken

into account.

The primary mode selection criterion is low attenuation Realistic ultrasonic testing systems can com-

pensate for about 80-100 decibels of attenuation before the received signals become lost in the noise.

The attenuation will be caused by poor coupling of the wave into the tendon, sma I reflections from

detects, visco-elastic damping, and leakage of energy into the surrounding medium. Leakage forms the

lam cest component of the attenuation in this type of systen a d is therefore the corn onent of the most

concern To reliably send guided waves from one point on a tendon to another point 20 metres away at

the other end ofa span to check if the tendon is still intact the attenuation cannot rea stically be greater

4 dB per metre. If, on the other hand, the testing technique is searching for defects close to the testing

point by looking for reflected signals, an attenuation of 4 dB per metre should allow a defect one metre

away to be detected (since the wave must travel to the defect and then back to the tran ducer) In order to

detect a reflection from a defect two metres into the grout the attenuation should be ess than 20 dB per

metre. These values assume that the reflect on from the detect is substantial, for example the reflection

from a complete break. The ranges will be reduced for smaller reflections caused by nly partial loss of

seLtion due to corrosion.

A conLern that relates to the generation of guided waves s the ability to couple ener,y into the tendon.

The interface between the transducer and the tendon bee me more critical as the fiequency increases.

L& w frequencies do not 'see' many surface r ughnesse th t higher frequencies see s nce they have
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much longer wavelengths At high frequenc es, a rough surface causes a large portion of the energy to

be randomly scattered instead of being transm tted into he test specimen as a coherent wave

The wavelength of the mode affects the reflection from detects in the tendon and must be taken into

account. If the wavelength is long enough i e. the frequency is low enough), the wave will reflect

strongly from an arbitrarily oriented detect However, as the wavelength becomes smaller (and the

frequency higher), the energy of the mode w II start to be deflected into the surrounding medium if the

normal to the fracture surface is at a sharp angle to the axis of the tendon or the s des of the area of

corrosion are very rounded (see section 6 3 3). Therefore, wa es with small wavelengths will be less

effective because their energy may be reflected sideways into the surrounding grout instead of back

down the tendon where they can be detected However, guided waves with long wavelengths are more

affected by the surrounding material and a e therefore more sensitive to defects in that material In

addition, the axial resolution of the inspection technique decreases as the wavelength increases. These

effects must be balanced.

The ease of generat ng waves also contributes strongly to the choice of modes. The best method of

generating a specific mode varies greatly between modes. In general, the displacement profile produced

by the transducer should match the profile of the desired mode in the tendon as much as possible.

Therefore a mode which is primarily comprised of axial displacements on the surface of the tendon

should be generated by a transducer that couples to the outside of the tendon and can efficiently produce

motion in the axial direction. Likewise, a mode whose energy is concentrated in the centre of the bar

should be generated from the end of the bar with a transducer that matches the displacement profile of

the desired mode. Since we would ideally inspect the tendon through the small holes that are currently

drilled for endo-scope inspection, we would prefer a mode that can be generated and received efficiently

from the outer surfce of the tendon. However, as shown later, most of these modes suffer from high

attenuation. Therefore, the mode may need to be generated from the end of the tendon, which requires

the removal of the bridge surface to gain acLess If generation is from the end of the tendon, longitudinal

modes are prefei red because they are easier to genera e than flexural modes since their displacement

profile is constant with angle. Modes that are not axi-symmetric require that the transducer be divided

into segments that are driven differentially.

Another consideration that must be taken into account is the reflection of waves from the interface

where the tendon enters the surrounding grout and where the collet clamps the tendon. Because there

us a large impedance change between a steel bar that is free surrounded by air or vacuum) and a bar

that is embedded, a portion of the guided wave will be reflected as it adapts to the new impedance

This reflection needs to be minimised for two reasons. F rst as much energy as possible needs to be

transmitted into the embedded tendon so th t as long a length as possible can be invest ,ated. Second,

a portion of the wa e that is reflected will come back to the transducer, be reflected off the end of the

tendon, head back to the interface and be reflected. If th s reverberation of the reflected signal is too

large, the reflected signal from any defects in the embedded portion of the tendon can be masked F r

common lengths of the protruding sections f the tend ns and realistic attenuation values, the amplitude
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of the reflected wave usually needs to be less than 5 percent of the input signal (see section 6.3.5). The

reflection and transmission coefficients of the modes cannot be determined from the dispersion curves,

however they can be calculated using finite element techniques. In addition to the reflection from the

interface where the tendon enters the grout, there will also be a reflection from the location where the

cotlet clamps the tendon. If this reflection is too large, similar problems will be experienced.

The group velocity of the modes provides another criterion for selecting the best guided mode and

frequency of operation (operating point). If the test is designed to locate or size the defect, it is helpful

it the operating point coincides with a peak in the group velocity. If it does coincide with a peak in

the group velocity the shape of the wave packet will not change significantly as the mode propagates

clown the tendon and therefore a reflection will be more easy to detect. In traditional guided wave

ultrasonic testing, it is also advantageous to use a mode that travels faster than any other modes (at

the test frequency) so that if the same mode is reflected from a defect, its signal will be the first to

arrive at the receiving transducer[l Il'. For the grouted tendon system being investigated, this benefit

is reduced because most of the modes are SO attenuative that they will become too small to detect once

they have travelled to the receiving transducer. Only the low attenuation mode that was transmitted will

be detected.

7.3 Search for a Non-Leaky Mode

An ideal testing technique would be able to inspect the entire length of the steel tendons from one

position. In order to propagate guided waves far enough for this type of testing, a mode that has very

low attenuation must be found.

Since the majority of the attenuation for a tendon embedded in grout occurs because of leakage of energy

into the grout, a non-leaky mode such as the one described in section 3.3.1 would be very desirable.

Before the cylindrical wave propagation model was properly implemented, the grouted tendon system

was modelled as a flat plate surrounded by grout using the material properties in table 7.1 to determine

if a non-leaky mode would exist. The results, shown in figure 7.1(a), were very promising. At a low

enough frequency, the AO mode, which is similar to the F( 1,1) mode in a bar, has a non-leaky section

where its phase velocity dips below the shear bulk velocity of the surrounding medium. However, as

figure 7.1(b) shows, this non-leaky section does not exist for the equivalent cylindrical system. The

F( 1,1) mode cannot be traced below the bulk shear velocity in the surrounding medium.

The three-dimensional, phase velocity—frequency—attenuation plots in figure 7.2 examine this difference

in further detail. For the plate case, as the phase velocity of the AO mode nears the shear bulk velocity,

the attenuation drops rapidly. Below the shear bulk velocity, all of the attenuation is due to visco-elastic

losses. However, for the cylindrical case, the attenuation increases as the phase velocity of the F( 1.1)

mode approaches the shear bulk velocity of the grout. Unfortunately, no non-leaky section has been

found for this case.
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The existence or non existence of non-leaky mode sections is an area that warrants more research. The

parameters that control the existence of a non attenuating guided wave that exists at the interface of

two semi infinite solids, whiLh is called a Stoneley wave, has previously been studied and expressed

in an explicit form [66 ,67 ] However, this knowledge has not been expanded to include finite thickness

plates and cylinders The derivation and experimental confirmation of the comparable conditions for an

embedded bar and plate would be very valuable for helping design ultrasonic testing systems. However,

it has not yet been performed.

Although the reason why a non-leaky mode section appears in the Cartesian system and not in the

cylindrical system is not completely understood, examining some similar cases reveals some clues

When the density of the surrounding grout is dramatically reduced from its actual value of 1600 kg/ii3,

a non-leaky mode section appears. This effect can be seen in figure 7.3, which shows the phase velocity

dispersion curves of the F(l,l) mode of a 5mm diameter steel bar which has been embedded in grout.

The density of the grout has been varied from 500 to 800 kg/rn3 while the other material properties

were kept constant (Long Vel. = 2810 m/s, Shear Vel. = 1700 m/s, no visco-elastic damping). As

the density of the grout increases, the phase velocity of the non-leaky section of the mode increases

towards the bulk shear velocity of the grout. For comparison, figure 7.4 shows the non-leaky sections

of the A0 mode for an equivalent Cartesian system, a 5 mm thick steel plate embedded in the same

giout. The phase velocity of each of the curves in the Cartesian system are much farther away from the

bulk shear velocity in the grout than they are for the corresponding cylindrical system. Since the global

matrix method introduces mathematical singularities at the bulk velocities of the constitutive materials

(see section 2.8.1), the solution routines cannot locate dispersion curves that are too close to the bulk

velocities. Therefore, even if a non-leaky section exists in the actual system (when the density is 1600

Lq iii), the solution routines would probably not be able to converge on the roots.

Although no non-leaky section of the F( 1,1) mode in an embedded steel bar could be traced using the

solution routines developed in this thesis, a non-leaky mode section may still exist in the actual system.

Therefore, the propert es of a hypothetical non-leaky mode section should still be examined to see if

a non-leaky mode could satisfy the inspection requirements. To perfoim this analysis, the dispersion

curves for the equivalent Cartesian system and for a steel bar in low density grout will be used to help

evaluate the possibility of using this mode to inspect grouted tendons. The behaviour of the actual mode

(if it exists) needs to be inferred.

The primary criterion for mode selection remains the attenuation. Even non-leaky sections of modes will

experience attenuation because of the material damping present in all materials. In the frequency range

where non-leaky modes exist, the visco-elastic nature of the steel adds a small amount of attenuation

to the propagation of the guided wave. However, the strong material damping of the grout causes

s nificantly more attenuation. Althou.ih no bulk wave is created in the surrounding grout for a non-

le ky mode section, there is still sign ficant displaLement in the grout As shown in figure 7.5, the

lisplacement is large at the boundary between the steel and the grout (since there is pert eLt bonding and

d es away exponentially from the interface. Like a Rayleigh or Stoneley wave, a non-leaky mode section
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(a) 5 mm steel plate	 (b) 5 mm diameter bar

Figure 7.1: Comparison of the phase velocity dispersion curves for (a) a 5 mm steel plate and (b) a 5

mm diameter bar embedded in grout.
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(a) 5 mm steel plate 	 (b) 5 mm diameter steel bar

Figure 7.2: A three dimensional comparison of the dispersion curves for (a) a 5 mm steel plate and (b)
a 5 mm diameter steel bar embedded in grout. The bottom plane shows the projection of the frequency
and phase velocity and the back plane shows the projection of the frequency and attenuation.
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Figure 7.3: The phase velocity dispersion curves for the F( 1,1) mode of a 5 mm diameter steel bar
embedded in different densities of grout.
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Figure 7.4: The phase velocity dispersion curves for the AO mode of a 5 mm thick steel plate embedded
in different densities of grout.
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Figure 7 5: The displacement and strain energy density (SED) profile at a non-leaky section of the F( 1,1)
mode in a steel bar embedded in very low density grout. (A non-leaky mode section has not been found
for a steel bar embedded in normal density grout)

has most of its motion contained within one wavelength of the surrounding material. At the frequencies

considered for this system, a wavelength in the grout is over 40 mm Therefore a large amount of grout

is affected and a significant amount of attenuation can be introduced. Figure 7.6 shows the attenuation

values of the non-leaky section of the F(l,l) mode in a 5 mm diameter steel bar and a 5 mm thick

steel plate embedded in a grout that has a density of 500 kg/ni3 and a small amount of visco-elastic

damping (a, = O.004np/) and a, = 0 lOnp/A). The attenuation for the bar is three times greater

than the attenuation for the Cartesian case. This difference is caused by the relatively high surface area

for the bar. In the wave propagation model, a plate is considered to be infinitely wide. Therefore, the

steel plate only contacts the grout at the top and the bottom of the plate. However, the bar contacts

the grout around the entire circumference of the steel bar. Because of this larger contact area (versus

cioss-sectional area), the attenuation is higher. When the density and visco-elastic properties of the

grout are increased to more realistic values (p = 1600kg/ni3 , o j = 0.043np/A, and c = O.lOOnp/A),

the attenuation of the A0 mode at 50 kHz in the Cartesian system increases from 0.54 dB/m to over 14

dB/m. A similar increase would be expected for a non-leaky section of a mode in a cylindrical system.

Therefore, if a non-leaky mode section did exist in a steel bar embedded in normal grout, its attenuation

would probably be between 15 and 40 dB m.

These estimated attenuation values for a hypothetical non-leaky mode section remain too large for test-

ing an entire bridge segment in one test Even if an optimistic 20 dB/m attenuation value is assumed for

the hypothetical non-leaky mode section, the longest length that could be tested in a pitch catch setup

would be around 5 metres and the longest range for a pulse echo system would be around 2 metres.

Therefore only a local section, such as the tendon anchorages could be inspected.

Even if the attenuation of a hypothetical non-leaky mode section was much lower, there are severe

problems that further hamper the application of these modes for inspecting grouted tendons. The biggest

complications are caused by the large displacements that would be present in the grout As discussed

in section 6.3.4, modes that are propagating in an embedded structure will be reflected from defects
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Figure 7.6: A comparison of the attenuation values for the non-leaky mode section of a 5mm diameter
steel bar and a 5 mm thick steel plate embedded in grout that has a density of 500 kg/rn3.

in the surrounding grout in addition to defects in the structure itself. For example, at .70 MHz-mm

trequency-radius (equivalent to 280 kHz in a 5 mm diameter bar), about 7 percent of the fundamental

longitudinal mode (L(0,l)) in an embedded steel bar is reflected from a 1 mm deep circumferential

notch in the grout. A similar size reflection would be expected from a hypothetical non-leaky mode.

Although this reflection is relatively small and will probably not be confused with a large defect in

the embedded bar, the reflection would reduce the amplitude of the transmitted wave. Since there are

inevitably a large number of such cracks, the observed attenuation could be dramatically greater than

that predicted. In addition, at this frequency, the thickness of the grout changes dramatically and rapidly

within one wavelength since the tendons are not always at the same location in the duct. These changes

would also cause small reflections, adding to the observed attenuation. Another problem only appears

in experimental results. Fifty kHz is near the resonance frequencies of many of the collets and end-

plates that are used in grouted tendon construction Therefore, they resonate when a mode is excited in

a tendon to which they are attached. The subsequent reverberations are larger than the reverberations in

the protruding end of the tendon and make pulse-echo testing very difficult. The centre frequency that

would have to be used to excite these modes is very low. Although this would allow for good reflections

from arbitrarily oriented defects, the axial resolution would be very poor. A final complication that

would appear when using these hypothetical non-leaky mode sections is that they travel very slowly

and are relatively dispersive. Therefore, the received s gnals will be the last to arrive and will have a

different shape than when they were excited.

0.0
0.00
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7.4 Search for a High Frequency Alternative

In the previous section, a search was made for a low frequency, non-leaky mode th t could inspect long

lengths of grouted tendons. None was found This section evaluates what other mo es could be used for

the ultrasonic inspection of grouted tendons S nce all of the modes under considera on will experience

leakage, very long propagation distances cannot be expected. Therefore, instead of searching for a mode

that can inspect the entire length of a grouted tendon from a single location, a mode will be sought which

can detect defects over a few metres distance.

Figure 7 7 expands the dispersion curves of figure 7 1(b) to include all of the zero circumferential or-

der modes that will propagate below 20 MHz. A definite pattern emerges in the attenuation dispersion

curves seen in part (b). There are several series of modes that have dips in attenuation at higher frequen-

cies. The prediction of low attenuation at high frequency contradicts the intuitive expectation that the

attenuation increases with fiequency, especially for materials that include visco-elastic material damp-

ing. By examining the mode shapes of two of these dips in attenuation, which are hown in figure 7.8,

their behaviour can be better understood. These dips in attenuation correspond to )catiOns where the

energy is concentrated in the centre of the steel bar. Since the energy is concentrated in the centre of

the bar, it does not leak into the surrounding grout as readily as at other locations where energy is dis-

tributed more towards the outside of the steel bar. This concentration only exists for high order modes

propagating at high frequencies. It occurs when the phase velocity of the high order modes nears the

bulk longitudinal wave in the steel and the energy velocity reaches a local maximum

Each of the attenuation dips occur over a narrow frequency band, whose width and location can be

predicted. The minimum attenuation of each of the dips can also be predicted. For the lower frequency

dips, leakage of energy into the surrounding medium is the dominant mechanism of loss. For higher

fiequency dips, the attenuation increases because of material damping in the steel bar. Therefore, for

each set of material properties, there is a specific optimum mode that a testing procedure should target

in order to minimize the losses and therefore maxiniize the test range For the mater al properties used

in the modelling, the optimum test frequency (n MHz) is around 45 divided by the diameter of the

steel bar (in mm). The narrow frequency ranges of the attenuation minima causes the system to act as a

mechanical filter and not pass frequency components that are not very near an attenuat on minimum. The

higher frequency flexural modes also have dips in attenuation like the axi-symmetric modes. However,

the minimum attenuation of the dips for the flexural modes is much greater than for the axi-symmetric

modes. Therefore, they were eliminated from cons deration.

The dips in attenuation appear to be very prom ing regions of the dispersion curves for inspecting

grouted tendons. Their attenuation is moderate and they will be relatively insensiti e to defects in the

grout. In addition, they can be generated efficiently and can be separated from the ther propaating

modes
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Figure 7 7: (a) Phase velocity, (b) attenuation, and c) energy velocity dispersion curves for the longitu-
dinal modes of a 5 mm dameter steel bar embedded in grout.
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Figure 7.8: The mode shapes corresponding to the points marked (a) and (b) in the previous figure. Only
the displacements in the steel bar are shown.

The lowest attenuation of any of the dips is about 60 dB/m for a 5 mm diameter steel bar with the

material properties given in table 7.1. This attenuation is higher than desired, however, it is remains low

enough that a reasonable amount of tendon can be inspected A rough estimate of the maximum test

distance can be predicted. The estimate can be represented by the equation,

d= ($ensitity— 1O)2r
2	 0.32

where the pulse echo detection distance, d, (in metres) is determined by several factors relating to

the sensitivity of the testing equipment and the losses due to transmission along the embedded bar and

reflection from a defect. The sensitivity of the test equipment, Sensitivity, is given in dB. The expected

reflection from a defect is assumed to be 10 dB lower than the incident signal. This value was taken

from the finite element predictions of the reflection of the L(0,4) mode in a bar, which is one of the first

modes to show a dip in attenuation (see section 6.4). This loss equates to a square notch that extends one

third of the way through the radius of the bar. The factor of 2 in equation 7.1 accounts for transmission

to and from the defect. The minimum loss due to transmission along the bar has been taken from the

attenuation dispersion curves shown in figure 7.7 and is represented by the expression, 2r/0.32, which

is proportional to the radius, r, (in metres). Estimating that our broad-band digital pulse-echo system

can compensate for about 100dB of loss, a significant defect could be located 0.7 m from the end of the

tendon if the bar is 5mm in diameter, 1.1 m if the bar is 8 mm in diameter, 2.1 m if the bar is 15mm

in diameter, and 2.8 m if the bar is 20 mm in diameter. These ranges may be increased in actual testing

situations. Imperfect bonding between the steel and grout can significantly reduce the attenuation. This

situation is likely to occur for the centre wire of a seven wire strand, since the outside wires can block

the grout from reaching all points on the central core. In addition, optimizing the transducer and the

amplifiers could improve the 100dB sensitivity factor, which would extend the range.

The relatively high test frequency has several advantages and disadvantages. Because of the high fre-

quency of the attenuation dips, the inspection technique would have good axial resolution. The wave-

length of the lowest attenuation dip in a 5 mm bar is around 0.26 mm. Therefore, the entire length of

a 50 cycle tone burst would be less than 15 mm On the other hand, the wavelength of a possible non-

leaky mode would be around 60 mm, spreading a 50 cycle toneburst over 3 metres. The fine resolution

ot the high frequency modes considerably enhances pulse-echo testing since areas close to the trans-

(7.1)
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ducer could be inspected and multiple defects that are close togethercould be separated. Because of the

high frequencies involved and a so because of the nature of the modes at the dips in attenuation, a test

procedure using these modes would be relatively insensitive to changes in the grout. At the frequencies

corresponding to the attenuation mm ma, the displacements and energy at the steel - grout interface are

also at minima, indicating that there is little influence of the grout. In addition, the wavelength in the

grout is very short. The combination of the short wavelength with the large viscous damping of the

material at this frequency means that the leaky bulk waves die away quickly and that only a very small

amount of grout affects the wave propagation. Therefore, the modes will be insensitive to changes in the

thickness of the grout. The high frequencies involved also cause some difficulties Firstly, the surface

where the guided wave is generated will have to be carefully prepared because its surface roughness will

have a strong effect. Secondly, if the defects are not perpendicular to the direction of propagation, the

resulting reflections will be sign ficantly reduced.

In guided wave testing, using higher order modes frequently causes problems because too many other

modes can be generated which hampers the interpretation of the received signal, since they travel at

different velocities. However, this should not be a problem for this system. Since the attenuation at the

attenuation dips is so much lower than the attenuation of all of the other modes that can exist at the same

fiequency, only one mode should have a significant amplitude after propagation through the embedded

part of the system. The generation and detection of unwanted modes is therefore only critical in the

protruding end of the tendons, where reverberations can occur.

Because the points on the modes that correspond to the dips in attenuation have mainly axial displace-

ment that is concentrated in the centre of the bar (as shown by the displacement profiles in figure 7.8),

the modes cannot be effectively generated from the outside of the bar. Instead, the modes will best be

generated from the ends of the tendons, as demonstrated in figure 7.9. Ideally the surface profile of

the transducer should be adapted so that it niatches the displacement prohle of the desired mode In

oider to get access to the end of a tendon, the road surface and some other piotective covelings will

need to be removed. Although gaining this type of access will be disruptive, it will allow the tendons

to be inspected near their anchorages. This region is most difficult to examine using traditional inspec-

tion techniques because pier supports block access. The anchorage area is very susceptible to corrosion

because it is usually a high or low pont in the duct, which greatly increases the chances of voids and

corrosion forming. Therefore, being able to inspect this region would significantly enhance current

inspection methods.

7.5 Experimental Results

In order to validate the results th t the model produced and to try the test procedure on some realistic

test specimens, several experiments were performed The results presented in this section were obtained

ti om two types of sy tern , 8.1 mm diameter steel bars embedded in grout and 15.2 mm Dyform strands
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Road surface and other protective coverings
will need to be removed

Example of Anchorage Reg on

To gain access to the end of the tendons
from where a pulse-echo test can be performed

Figure 7.9: A schematic view of the proposed test procedure Once access to the ends of the tendons
has been gained by removing protective coverings, a guided ultrasonic wave can be launched down each
grouted tendon. Reflections from any detects in the tendon will then return to the transducer.

embedded in grout. The bar samples, which were produced at Imperial College, are used to validate the

numerical modelling and test the feasibility of inspecting embedded bars. The strand samples, which

were provided by the Transport Research Laboratory (TRL) in England, are used to verify assumptions

about the modelling of wave propagation in strands and evaluate the ability of the technique to test new

bridge designs. At this stage, no experiments have been performed on actual post-tensioned bridges.

The experiments are designed for verification of concept as opposed to detailed development of the

technique. Some of the test results are presented below.

7.5.1 Experiments on Grouted Bars

Both the through transmission and pulse-echo responses of 8.1 mm diameter steel bars embedded in

grout were examined. Two test specimens were constructed. Both specimens consisted of a 8.1 mm

mild steel bar surrounded by an annu ar ring of grout approximately 50 mm thick within a stiff plastic

pipe, which provided support and s mulated a duct. The grout had a 0.6 water to cement ratio (no

additives) and was pumped into the p astic pipe using a small version of the pumps typically used in

grouted tendon Construction. Slightly corroded steel bars were used to improve the bonding between the

steel and the grout. The grouted sections covered about two metres of the steel bars, leaving around 50

mm sections of the bars protruding fr m the grout. For one of the specimens, the bar was undamaged.

For the second specimen, a notch was cut 450 mm in from each end (measured from where the grouted

section begins). The notches were created with a saw; one is 2 mm deep and the other is 4 mm deep,

which cuts halfway through the bar. The notches were not covered when the grout was poured, therefore

they are probably filled with grout. The tests were performed using a LeCroy 9101 arbitrary waveform

generator that sent a desired toneburst to a custom built power and receiver amplifier that has pulse-

echo capabilities (built by Tim Orr of Macro Design Ltd.). Standard 5.0 MHz centre frequency plane
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Figure 7.10: Sample time traces from 8.1 mm steel bars embedded in grout after reflection from a 2 mm
saw cut 450 mm into the grout, after reflection from a 4 mm saw cut 450 mm into the grout, and after
transmission along two metres of undamaged embedded steel bar.

wave immersion transducers were used. The received signals were averaged 250 times on a digital

oscilloscope, after passing though a band-pass filter.

The results from three experiments on the 8.1 mm diameter bars are shown in figure 7.10. The bottom

trace shows a 3.75 MHz. 50 cycle Hanning windowed tone burst after propagation along two metres of

embedded steel bar. On the same amplitude scale, the top two traces show the signal that returned after

reflecting from 2 mm and 4 mm deep saw cuts approximately 450 mm from where the bars enter the

grout. The multiple echoes at the beginning of the response correspond to reverberations in the short

length of bar that protrudes from the grout.

For an 8 mm diameter bar, the predicted test range is around one metre. Even though 3.75 MHz is not

the optimum frequency for this system, the through transmission results clearly show that the signal

can propagate along two metres of undamaged embedded bar. The returned signal from the reflection

from a defect a metre into the specimen would be reduced in amplitude, but should remain detectable.

The reflection from relatively small notches half a metre into the embedded section can also be easily

detected, as shown in the top two traces. Using the optimum frequency for this testing system (5.2

MHz), a very narrow band pass filter to reduce noise, and 1000 averages, even longer distances can be

inspected. Figure 7.11 shows the reflection from the end of the intact two metre bar. This signal has

travelled through four metres of embedded section (suffering over 160 dB of attenuation) and is 20dB

below the noise floor of the unaveraged signal.
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Figure 7.11: Sample time trace showing the reflection from the end of a 2 metre long 8.1 mm diameter
steel bar embedded in grout.

Careful examination of reflected or transmitted signals reveals interesting behavi ur of these guided

wave modes. Figure 7.12(a) shows a detailed view of the signal reflected from a 4 mm deep square notch

in an embedded 8.1 mm steel bar when a 5 cycle Guassian windowed tone burst is used to excite the

modes. The wavelet transform of this portion of the signal, which is shown as the c ntour plot in figure

7 12(b), shows how the frequency content of this signal changes with time. Each of the guided wave

modes that can exist within the frequency bandwidth of the signal is excited and travels at a slightly

different speed. The interference of the various modes causes the complicated time signal shown in

figure 7 12(a). For comparison, the solid lines in figure 7.12(b) represent the energy velocity dispersion

curves for an 8.1 mm embedded bar after they have been converted into a time delay for a signal to travel

.13 metres (the total pulse echo distance for this system). The agreement between the energy velocity

dispersion curves and the experimentally calculated arrival time for each of the modes is good.

In order to further verify the modelling work and help analyze the results, addit nal measurements

were taken for which the centre frequency of the input signal was varied in steps ft m 3 0 to 8.0 MHz.

Each of the signals that had been transmitted through two metres of embedded steel bar was Fourier

transformed and the results are plotted in figure 7 13. A series of peaks are clearly visible in this plot,

which shows the response frequency versus the centre frequency of the excitation signal. Each peak

corresponds to one of the minima in attenuation that was predicted by the modal wave propagation

solution. The shape of each peak along the 'excitation frequency' axis correspon s to the frequency

profile of the input signal that was used, in th s case a 10 cycle Gaussian windowed tone-burst The

overall shape along the 'response frequency' axis, which is shown as the sol d line in figure 7 14, is

controlled by the frequency response of the transducer, filters, and amplifiers used in addition to the

attenuation of each of the modes. The dotted line shown in figure 7.14 describes the frequency response

of the testing equipment that was used It was sampled by using the same configur tion that was used

for the previous tests, but instead of transmitting the signal through the embedded bar it was tr nsmitted

through a 50mm thick block of steel.
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Figure 7.12: The reflection of a five cycle Guassian windowed tone burst from a 4 mm deep square notch
in an embedded 8.1 mm steel bar, showing (a) the time trace and b) the wavelet transform The lines
which overlay the wavelet transform correspond to the arrival times predicted by the wave propagation
model

The frequency response that is shown in figure 7.14 can be converted into a relative attenuation for each

of the modes. The first step of this procedure involves normalising the frequency response obtained

from the embedded bar (the solid line in figure 7 14) by the response of the transduction system (the

dashed line in figure 7.14). After this step has been performed, the results can be converted into an

equivalent attenuation by using the expression, at enuation in dB = —20 log 10 (a/aref), where a is

the amplitude of the normalised frequency respon e of the embedded system and aref is a reference

amplitude. The results of this calculation are shown as the solid line in figure 7.15 (Please note that

the attenuation values have been converted into un ts of dB m by dividing by the two metre propagation

distance.) The jagged portions of the line that occur at high attenuations correspond to the noise in

the experimental data. For the results shown in figure 7.15, aref was set to be the amplitude of the

largest component of the normalised frequency response of the embedded system. Therefore, all of

the experimental attenuation values are relative to the mode in the frequency range of interest that has

the lowest attenuation. The actual attenuation values could be obtained by adding the base attenuation

of this reference mode to all of the values. Altern tively, Uref could be set to be the amplitude of the

guided waves that are excited in the embedded bar However, this amplitude is difficult to measure

because it is difficult to obtain calibration data that can exactly duplicate the coupling between the

transducer and the test specimen. The dotted lines n figure 7.15 show the attenuation dispersion curves

over the same frequency range for an embedded 8 I mm diameter steel bar. The attenuation values

have been normalised so that they are relative to the point on a mode in this system which has the

least amount of attenuation. The agreement between the two sets of curves is very good. In both the

experimental and the modelling results, there are a series of sharp attenuation minima that occur at

a regular frequency spacing. The width of the m nima and their location closely match for the two

calculation methods. The depth of the attenuation minima f Ilow the same trend for both cases. In

general, the higher frequency modes have lower ttenuation than the lower fre uency modes. This

good agreement between experimental and mode ing results increases confidence in the accuracy of

the modelling.
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Figure 7.13: The frequency spectrum of a signal transmitted through two metres of embedded steel bar
as the centre frequency of the input signal was changed from 3.0 to 8.0 MHz.
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Figure 7.14: The profile of the experimental frequency response shown in the previous figure. The
dashed line represents the frequency response of the test equipment used for these experiments.
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Figure 7.15: The response of an 8 1 mm diameter steel bar embedded in grout converted to a relative
attenuation. The dotted lines indicate the attenuation predicted by the wave propagation model.

7.5.2 Experiments on Grouted Seven Wire Strands

In addition to the experimental tests that were performed on embedded 8.1 mm steel bars, tests were

performed on a series of embedded seven wire steel strands in order to try the technique on the alternative

type of tendons that are used in modern bridges and compare these results with those obtained for the

bars. These results can be used to verify the assumption that strands can be modelled as bars of the same

diameter as the centre wire in the strand.

The strand samples were provided by the Transport Research Laboratory (Crowthorne, England) under

the supervision of Richard Woodward and Sarwan Sumon. They contain 15.2 mm Dyform strands

consisting of a centre wire that is approximately 5.5 mm in diameter and is surrounded by six spiralling

wires of slightly smaller diameter. Various simulated efects from a single wire breaks to complete

fiactures are present in the 5 metre long samples. The te t results for complete fractures (at a 45 degree

angle to the axis of the strand) that varied in distance from 500 to 2000 iiim from the free end are

shown in figure 7 16. The time traces have been enveloped by applying a Hubert transform, so that

the defect echoes could be more clearly seen. Each of the enveloped reflections was generated by a 25

cycle Hanning windowed tone burst centred on 4 75 MHz The same test equipment was used as for

the previous tests on embedded steel bars. The reflect ons from the breaks at 500 mm and 1000 mm

into the grout can be clearly seen in the signals. In addit on, the break at 1500mm can also be detected.

However, the defect at 2000 mm cannot be seen. The s gnal present at the beginning of the time traces

corresponds to mode converted reverberations in the length of the strand under the collet and reflections

from changes in contact of the seven component wires.

A large amount of ringing is present at the beginnin, of each of the signals in figure 7.16. These

reverberations could cause a defect to be obscured, e pecially when the defect is close to the point
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Figure 7.16: The enveloped reflections from complete breaks in grouted strands at (a) 500 mm, (b) 1000
mm, (c) 1500 mm, and (d) 2000mm from the beginning of the grout.
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Figure 7.17: A comparison of the enveloped reflecti ns of the guided waves (a) when there is a detect
very close to the end of the embedded strand and (b) when the strand is undamaged.

where the tendon enters the grout. Fortunately, however, the results shown in figure 7.17 demonstrate

that defects close to the beginning of the tendon can be distinguished from the reverberations. The

enveloped trace in figure 7.17(a) was obtained from a strand that is completely broken 50 mm from the

point where the tendon enters the grout. A relatively small, but distinct, echo can be seen, especially

when this trace is compared to the results on an undamaged strand shown in figure 7.17(b).

The results from the strand samples seem to indicate that the guided wave travels primarily down the

centre wire. Reflections from simulated defects that did not damage the centre wire are very much

smaller than reflections from defects that did damage the centre wire. For example, figure 7.18 compares

the enveloped reflections when there are three wires of the seven in the grouted strand) cut and when

there are five wires cut (including the centre wire). Whi e there is a very clear echo from the sample with

five wires cut, no reflection can be seen from the sample with three wires cut. Examining the frequencies

at which minima in attenuation occur in the experimental results also indicates that the energy travels
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Figure 7.18: A comparison of the enveloped reflections of the guided waves (a) when 5 of the 7 wires
(including the centre wire) in the embedded strand are cut and (b) when 3 of the wires are cut.

primarily down the centre wire. The experimental mm ma better correspond to the frequencies of the

dips in attenuation for the theoretical results of a bar of the same diameter as the centre wire than for

the diameter of the composite strand. This agreement is shown in figure 7.19. Part (a) compares the

frequency response of a 15.2 mm strand, which has been converted to a relative attenuation, to the

predicted attenuation for a 5.5 mm diameter bar (the diameter of the centre strand). The experimental

results were obtained by analysing the reflection from five wires cut 500 mm into the embedded section

of the strand using the same technique as was used for figure 7.15. The agreement between these two

sets of curves is much better than the agreement between the experimental results and the predicted

attenuation curves for a 15.2 mm diameter bar, which are shown in part (b). However, some differences

are observed between the propagation in a strand and the propagation in a bar with the same diameter as

the centre wire of the strand. The most significant of these differences is that the guided waves are able

to propagate farther down the strand than the equivalent bar. For example, in figure 7.16, defects are

detected 1500mm into the grout although the predicted test range on a 5.5 mm diameter bar is only half

that range The additional propagation distance is most likely gained by imperfect coupling between the

centre core, the surrounding wires, and the grout.

7.6 Summary of Grouted Tendon Inspection

An effective means of inspecting the grouted tendons in post tensioned bridges is needed. This chapter

has evaluated the possibility of inspecting these tendons u ing guided ultrasonic waves. It has examined

the possible guided wave modes that can exist in a stee bar embedded in grout and established that

those with the least loss could propagate over a few metres length of tendon. Although much shorter

than the bridge spans, this range of testing would nevertheless be useful for the regions adjacent to the

anchors at the ends of the tendons. These are high points n the tendons and are particularly vulnerable

to voids. They are also usually over the bridge piers and o are most difficult to access by drilling, the

most common form of current tendon inspection. This inspection method would be quite sensitive to

corrosion since each of the tendons in a duct could be te ed individually The number and location of

tendons showing c rrosion could be used to map out the affected area.
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The actual test procedure is relatively straight forward. First access to the end of the tendons must be

rained. This usually involves removing part of the bridge surface and some protective layers. Then the

ends of the tendons must be ground square and smooth, since high frequencies will be used. Once the

tendons are prepared, a simple pulse echo test can be performed. However, to obtain good results, very

low noise digital testing equipment will need to be used and the operating frequency should be carefully

chosen. The frequency can be chosen by scaling the dispersion curves for an embedded steel bar (so

that they model the correct diameter) and choosing the frequency with the least amount of attenuation.

A resonant transducer centred on this frequency should be chosen. To reduce noise, a very narrow band

pass filter should be designed that is centred on this frequency. In addition, at least 100 averages will be

needed to further reduce noise. Sixty decibels of amplification is standard. The reliable test range for

bars can be predicted by equation 7.1. When testing strands, the diameter of the centre wire should be

used for the frequency and test range calculations, although the test range will probably be increased in

practice.

This inspection method does not provide a complete solution to the problem of post-tensioned bridge

inspection. However, it can provide valuable information that can be combined with existing techniques

to characterise the condition of existing post-tensioned bridges.



Chapter 8

Conclusions

This thesis concentrated on the development of modelling tools that can be used to study wave propa-

gation in embedded cylindrical structures. It then applied these tools to examine the possibility of using

guided ultrasonic waves to inspect the grouted tendons in post-tensioned bridges.

Chapter 2 developed the modal wave propagation model for a very wide number of cylindrical sys-

tems. The model is based on the global matrix method, which efficiently provides for the modelling

of structures that are composed of multiple layers and also supports the modelling of structures that

are immersed in a fluid or embedded in a solid. The solutions were developed for both isotropic ma-

terials (which can incorporate material damping) and transverse y isotropic materials. These solutions

have been integrated with the previously developed Cartesian so! tions[1O] into an easy-to-use software

package, Disperse, that allows the nature of the guided waves to be quickly evaluated.

The general behaviour of a number of different cylindrical sys ems was discussed in chapter 3. The

nature of the modes that can exist was discussed, as well as the effect of changing the radius of the

lipe. Further examples explained the effects of filling the p pe with fluid, as well as immersing it in a

liquid and embedding it in a solid. These examples illustrated how energy can leak into a surrounding

material causing the guided wave to be attenuated. To inspect I ng distances using guided ultrasonic

waves, this attenuation must be minimised.

Chapter 4 used some of the examples of cylindrical wave propag tion to validate the wave propagation

model Asymptotic limits, published literature, internal cons stency checks, finite element results, and

experimental results were also used to validate the results. There is very good agreement between the

wave propagation model and the validation results for all of the cases examined. This agreement pro-

v des strong confidence in the accuracy of the model and the abil ty to use wave propagation modelling

to simulate non-destructive testing scenarios that use guided waves
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Chapter 5 described how the modal wave propagation solutions can be combined with finite element

modelling techniques so that the interaction w th defects can be better quantified. To perform this

integration, techniques kr generating a pure mode in the finite element model and extracting individual

modes from a multi-mode signal were expanded to handle leaky cylindrical systems In addition, a

method of extracting the amplitudes of propagat ng modes via a through - thickness mode extraction

ioutine was developed.

The application of these techniques for integratin, modal wave propagation solutions and finite element

results was demonstrated in chapter 6. The reflec ion of the L(0, I) mode from several types of defects

in an embedded steel bar was studied When the notch is perpendicular to the direction of propagation,

the reflection coefficients for the embedded case are very similar to the tree case. The reflection of the

L 0,4) mode in a tree bar was also considered. It has been found that when the L(0,4) impinges on a

detect, most of the reflected energy is contained in the L(0,4) mode, although the other possible modes

aie also generated by mode conversion at the detect.

Now that the modelling tools have been developed a wide range of potential applications for guided ul-

trasonics can be rapidly evaluated. Chapter 7 examined the possibility of using guided ultrasonic waves

to inspect the grouted tendons in post-tensioned bridges. The wave propagation modelling revealed that

the ends of the tendons near their achorages could be inspected using guided waves. Preliminary experi-

ments on test specimens appear to confirm this hypothesis. Although low frequencies are usually used to

inspect systems that suffer fiom high attenuation (such as grouted tendons), high frequency ultrasound

provides the best means of inspecting grouted tendons using guided waves. Using these waves, up to

seeral meters of tendon could be reliably inspected from a single location.

There are several other similar systems that can be evaluated using the same methodology. For example,

anchor bolts that are used to secure guy wires or prevent the collapse of rock walls behave in the same

iiianner as embedded tendons and can be inspected using the same basic techniques. The modelling tools

also allow the evaluation of the applicability of guided ultrasonic waves to other embedded systems such

as pipes that pass through cement. The understanding of the basic wave propagation behaviour in these

types of systems dramatically reduces NDT development time and therefore saves money and resources.

The work presented in this thesis forms a significant amount of original research that contributes to

the understanding of leaky guided ultrasonic wave propagation in cylindrical systems. It includes both

modal wave propagation solutions and links with fin te element modelling, as well as the application of

these techniques to new systems The or ginality of the work can be summarized as,

the implementation of a general purpose moda wave propagation model for cylindrical systems,

. the close integration of time marching finite element modelling results and the modal wave prop-

aation solutions via a through - th ckness mode exti action routine,

. the calculation of the reflection coefficients for the L(0, I) mode in an embedded steel bar,



215

• the application of the analytical wave propagation solutions to evaluate the possibility of inspect-

ing grouted tendons using guided ultrasonic waves and the identification of the most promising

modes for non destructive evaluation of the tendons.
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