
 
1 

 

Significant and stable drag reduction with air rings confined by alternated 
superhydrophobic and hydrophilic strips 

Haibao Hu1,*, Jun Wen1, Luyao Bao1, Laibing Jia1, Dong Song1, Baowei Song1, Guang Pan1  

Michele Scaraggi3,4, Daniele Dini4,*, Qunji Xue2, Feng Zhou2,* 

1School of Marine Science and Technology, Northwestern Polytechnical University, Xi’an 710072, China 

2State Key Laboratory of Solid Lubrication, Lanzhou Institute of Chemical Physics, Chinese Academy of Sciences, 
Lanzhou 730000, China 

3Department of Engineering for Innovation, Universitá del Salento, 73100 Monteroni-Lecce, Italy 

4Department of Mechanical Engineering, Imperial College London, South Kensington Campus, Exhibition Road, 
London SW7 2AZ, UK 

*Email addresses for correspondence: huhaibao@nwpu.edu.cn, d.dini@imperial.ac.uk, zhouf@licp.cas.cn 

 

Abstract 

Superhydrophobic surfaces have the potential to reduce the viscous drag of liquids by significantly 

decreasing friction at a solid-liquid interface due to the formation of air layers between solid walls 

and interacting liquids. However, the trapped air usually becomes unstable due to the finiteness of 

the domain over which it forms. In this article, we demonstrate for the first time that a large surface 

energy barrier can be formed to strongly pin the three-phase contact line of air/water/solid by 

covering the inner rotor of a Taylor-Couette flow apparatus with alternating superhydrophobic and 

hydrophilic circumferential strips. This prevents the disruption of the air layer, which forms stable and 

continuous air rings. The drag reduction measured at the inner rotor could be as much as 77.2%. 

Moreover, the air layers not only significantly reduce the strength of Taylor vortexes but also influence 

the number and position of the Taylor vortex pairs. 
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In the past decades, in order to maximize the energy efficiency and enhance the travelling speed 

and distance of underwater and naval vehicles, as well as to minimize the drag losses in fluid transport 

in pipelines, researchers have made tremendous efforts to develop methods(1-3) to reduce wall 

frictional drag, the latter accounting for a large proportion of the total dissipation of well-designed 

underwater vehicles. Inspired by the fact that an object moving in air experiences much smaller drag 

force than in water due to the large dynamic viscosity contrast between water and air, scientists have 

invented different ways to create an air layer covering the vehicles moving in water, and thus reducing 

frictional drag(1, 2). Indeed, through the application of air cushioning, the solid-liquid interface is 

replaced by a solid-gas interface, which reduces the wall frictional drag significantly. 

One of those attempts is to inject air in the boundary layer, leading to drag reductions (DR) between 

25% and 80% of the nominal drag(4-8). In the presence of limited air flux, air bubbles decrease the 

average density and viscosity of the fluid in the boundary layer, hence modifying the transport of 

momentum and reducing drag. When the air flux is sufficiently high, the air bubbles coalesce into a 

continuous air layer (air cushioning) which fully separates the water flow and the solid surface, 

resulting in much larger DR. The utilization of superhydrophobic surfaces to force the injected air to 

remain attached to the wall has also been investigated(9). Another way to form thick air layers in the 

proximity of the wall is through the generation of cavities(1, 10, 11), which result from the vaporization 

of the surrounding water(12) (called vaporous cavity) and normally require a large free-stream speed. 

By continuously injecting air, the required free-stream speed to sustain the cavity(11, 13) (called 

ventilated cavity) decreases moderately. The use of superhydrophobic surfaces to form a microscopic 

air layer that prevents direct fluid/solid contact has also been extensively studied(2, 14-20). It is widely 

accepted that the geometry and surface energy distribution of the micro- and nano-scale structures, 

characterizing a generic superhydrophobic surface, may prevent water from penetrating into the space 

between them (leading to a Cassie-Baxter wetting regime). Therefore, numerous air/water menisci 

form between the surface roughness and lead to DR. However, it has been shown that, under certain 

conditions, this can also lead to drag increase (DI)(21-25), e.g., when superhydrophobic surface are 

combined with micro ridges aligned normal to the flow direction; this corresponds to the air-water 

interface penetrating and potentially disrupting the flow or to the reduction of the air layer. Indeed, 

the magnitude of DR or DI is dictated not only by the slip length, (which is governed by the wetting 

state of the surface, the continuity and shape of the air-water interface and the wetted solid 

fraction(14, 26-29)), but also by the local fluid dynamics occurring near the macroscopically non-

wetting interface. Interestingly, very similar effects have been found in terms of friction reduction and 
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hydrodynamic load support in textured bearings(30-33). 

DI may be induced by a transition from Cassie-Baxter wetting regime to Wenzel regime that 

significantly increases the contact area. This is also the reason why the maximum DR is obtained by air 

injection systems. Therefore, the reliability of drag reduction obtained using superhydrophobic 

surfaces needs to be improved. To this end, the ideal design is the one that produces stable and 

continuous air cushioning layers and exploits the non-wetting properties of superhydrophobic 

coatings. A recent contribution has shown how the “Leidenfrost” effect, achieved by active heating, 

can be used to sustain a stable air layer on the superhydrophobic surface and a 90% drag reduction 

was achieved(34). In this paper, we propose a new methodology of using alternating 

superhydrophobic/hydrophilic strips to create and maintain a stable air layer with a thickness of 

hundreds of microns in Taylor-Couette water flow. The air layer has no pinning structures along the 

flow direction, but is strongly pinned normal to the flow direction, and an unprecedented DR (of up to 

77.2%) is achieved without any air supply during flow. The DR is very similar to the best result that can 

be achieved by air feeding systems (~80%). In comparison, the unpatterned superhydrophobic surface 

only shows a much smaller DR (less than 15%) under the same flow conditions. 

 

Figure 1. (a) Schematic of the test apparatus. (b) Schematic cross-sectional profile of an air bubble on a vertical plate. 

(c) SEM of the jointed superhydrophobic (pho) and hydrophilic (phi) surfaces. (d) Cross-sectional view of air bubbles 

sticking on superhydrophobic circular spots at the center of the hydrophilic plate – shown as a reference to introduce 

the concept of air bubble pinning (note that this is not the test configuration discussed in this investigation). The 

upper air contact angle (defined as the angle measured through the air where an air-water interface meets a solid 

surface), 𝜃𝑢, of the air bubble ranges from ~27° to ~140° (from top to the bottom) because of the surface energy 
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barrier needed for the bubble to unpin from the substrate and due to the discontinuity in the surface energy. (e) Inner 

rotor of the Taylor-Couette cell showing the actual air rings generated in our experimental apparatus. 

 

The experimental set up (see Methods) used to prove the effect of the trapped air layers, 

determined by the alternation of superhydrophobic and hydrophilic surface strips, on DR is depicted 

schematically in Fig. 1(a). Similar methods based on the use of a Taylor-Couette apparatus for DR 

investigations have been reported in the recent literature(20, 34, 35). Here, an inner cylinder (radius 

𝑟i) is subjected to a steady rotation (with angular speed 𝛺) with respect to an outer cylinder (radius 

𝑟o ). The gap between the cylinders is filled with water, and the inner cylinder is textured with 

alternating superhydrophobic and hydrophilic strips, which continuously cover the rotor in the 

circumferential direction. We note first that topographical (but also chemical) heterogeneities 

uniformly distributed over a solid surface form a locus of pinning sites (local discontinuities) for a 

bubble; thus, whenever air is entrapped and a three-phase contact line is produced on such 

discontinuities, the air contact angle hysteresis(36, 37) will characterize the contact line movements. 

The air contact angle hysteresis is generally defined as ∆𝜃 = 𝜃A − 𝜃R, where 𝜃A and 𝜃R are the 

advancing and receding air contact angles, respectively; however, here these two angles are identified 

using the notation 𝜃𝑢  and 𝜃l , respectively, to identify the upper and lower air contact angle 

considering buoyancy induced deviations (see Fig. 1(b)). It should be noted that the contact angle of 

the air bubble is used, which provides a better characterization of the geometry of the air bubble at 

the three-phase contact line than the water contact angle; also, in accordance to other contributions 

in this research field, we still use the nomenclature “hydrophilic” and “superhydrophobic” to indicate 

the behavior of the alternated wetting strips although for a rigorous definition one should describe 

them as aerophobic and aerophilic respectively. In order for the bubble to move from the pinned state 

on a planar surface, the contact line has to overcome an energy barrier, whose strength can be 

expressed by the threshold capillary force 𝐹max = 𝛾𝐿𝐴𝑙(cos𝜃R − cos𝜃A)max for the two-dimensional 

contact case(38), with 𝛾𝐿𝐴 the air/water surface tension and 𝑙 the length of the contact line(39, 40). 

However, the threshold capillary force of a nominally-spherical air bubble, formed on the 

superhydrophobic surface, is typically extremely low (corresponding to a representative air contact 

angle hysteresis in the plane of symmetry below 5-10°)(41, 42); this can be expected for different 

reasons, including the fact that the spherical bubble pinning front is curvilinear and its pinning action 

is not entirely aligned with the sliding direction. Hence, the attainable capillary force is small and any 

air bubble, deposited onto the substrate, can easily flow away due to e.g. its buoyancy or the shear 
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force exerted by the water flow(9).  

A large energy barrier to stop the movement of the bubble is formed here by interposing hydrophilic 

(phi) surfaces (i.e. aerophobic) between superhydrophobic (pho) (i.e. aerophilic) surfaces. It is shown 

in Fig. 1(d), which is simply used for illustrative purposes, that the air contact angle hysteresis at the 

boundary between superhydrophobic and hydrophilic surfaces is very large only in the plane of 

symmetry of the bubble (>110°), and that the corresponding three-phase contact line is stably formed 

in a macroscopic configuration. Using such principle, a number of alternately arranged 

superhydrophobic/hydrophilic strips are prepared (see Methods) on the surface of the rotor to create 

a two-dimensional bubble line contact, which extends to the entire circumference of the rotor and is 

always orthogonal to its axis. By slowly injecting air onto the superhydrophobic strips using a micro-

syringe, annular air bubbles (called air rings) are formed and suspended along the surface of the rotor. 

A full view of the inner rotor of the experimental apparatus showing fully developed air rings is 

displayed in Fig. 1(e). In contrast with the ordinary thin air layer that forms on superhydrophobic 

surfaces and is sustained by the microstructural features of the surface roughness(43-45), the air rings 

are sustained by the stability of the three-phase contact line and the air/water surface tension. Indeed, 

the annular air rings present a continuous circumferential bubble pinning boundary along the flow 

direction when the rotor spins. 

 

Results 

Air rings shape. The air rings deform and change shapes depending on the surface design and running 

conditions; therefore, the rotation rates are systematically varied to measure the torque contribution 

of the Taylor-Couette flow, 𝑇, on the inner rotor with annular air rings having different width and 

thickness. The width of the hydrophilic strip 𝑤phi = 1 ± 0.05 mm is constant, while the width of the 

superhydrophobic surface 𝑤 ranges from 2 mm to 6 mm. The average radial thickness of the air ring 

is defined as 𝑇𝐻 = √(𝑉 + π𝑤𝑝ℎ𝑜𝑟i
2) π𝑤𝑝ℎ𝑜⁄ − 𝑟i, where 𝑉 is the air injected volume (see the inset 

at the right bottom of Fig. 2). 

Fig. 2(a) provides a comparison between the predicted bubble shape in the meridian plane (red 

curves, see Supplementary Information – S1) and the optical acquisition (dark region, see Methods) of 

the air rings for a superhydrophobic strip of 4 mm, and for 𝑟𝑖 = 12.5 mm. The agreement is well 

within the experimental accuracy in determining the injected air volume. It should be observed that 

for the lower volume (0.05 ml), the predicted bubble axial thickness is 𝑤𝑏 = 0.35 mm, less than the 

size of the superhydrophobic strip. Indeed, during the air injection process, the air bubble first 
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nucleates and pins on the upper border of the strip (I). Upon further air injection the bubble grows 

towards the lower end of the strip to finally pin at the lower hydrophobic strip border (II). Consequently, 

by further air injection the bubble grows along the radial direction (III and IV) until the unstable 

equilibrium configuration is reached. Because of the buoyancy, the cross-section of the air ring is 

generically curvilinear, as shown in Fig. 2(a), and its exact shape depends on different parameters as 

discussed in Supplementary Information – S1. Each air ring has different upper, 𝜃𝑢, and lower, 𝜃𝑙, air 

contact angles, thus, forming a capillary force 𝐹 which equilibrates the buoyancy 𝐹B, with 𝐹B = 𝐹 =

𝛾𝐿𝐴𝑙(cos𝜃𝑙 − cos𝜃𝑢), where the length of the contact line is 𝑙 = 2π𝑟i. When 𝜃𝑢 reaches its critical 

value, 𝜃𝐶𝑟 , the air ring reaches its maximum volume, leading to 𝑉max = 𝛾𝐿𝐴𝑙(cos 𝜃𝑙 − cos𝜃𝐶𝑟)/𝜌𝑔. 

The max volume of air in an air ring formed on a 4 mm width superhydrophobic strip under static water 

measured in this study is 0.36 ml. 

Figure 2(b) shows the simulated bubble shape and its evolution in terms of slip states as a function 

of the hydrophobic strip size (points A-E), 𝑤𝑝ℎ𝑜, for constant bubble thickness, 𝑇𝐻. Interestingly, at 

constant air ring thickness, the increase of the bubble axial size 𝑤𝑏 is not linearly proportional to the 

superhydrophobic strip size 𝑤𝑝ℎ𝑜. Hence, in correspondence of the largest values of 𝑤𝑝ℎ𝑜, the bubble 

only partially extends over the hydrophobic domain (Fig. 2(b) C, D, E), which is thus wet in a generic 

Cassie-Baxter regime. As we will see in the following, the existence of this partial wetting regime will 

strongly affect the drag and, hence, the measured torque. The bottom of Fig. 2(b) shows the theoretical 

prediction of the bubble axial length 𝑤𝑏  as a function of the hydrophobic strip size, 𝑤𝑝ℎ𝑜 , for 

different air ring thicknesses, namely 𝑇𝐻 = 0.16, 0.31, 0.47 and 0.62 mm, and for 𝑟𝑖 = 12.5 mm. 

This has been obtained using the analytical model described in the Supplementary Information – S1. 
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Figure 2. Experimental visualisation and comparison with theoretical predictions of the air ring shape in static 

configurations. (a): Bubble geometry in the meridian plane as predicted by simulations (red curves, see 

Supplementary Information – S1) and measured through optical acquisitions (dark region, see Methods), for a 

superhydrophobic strip of 4 mm, and for the internal cylinder radius 𝑟i = 12.5 mm. (b): Simulated bubble shape as 

a function of the hydrophobic strip size, 𝑤𝑝ℎ𝑜, for constant bubble thickness, 𝑇𝐻; the graph inset (right) shows the 

outcomes of the simulations in terms of predicted bubble axial length, 𝑤𝑏, and configuration as a function of the 

hydrophobic strip size, 𝑤𝑝ℎ𝑜, for different values of the bubble thickness, 𝑇𝐻. 

 

The role of the Bond number 𝐵𝑜 = (𝑤𝑏/𝑙𝑐)2, where 𝑙𝑐 = √𝛾𝐿𝐴/(𝜌𝑔), on the bubble formation 

and shape evolution predicted by simulations is shown in Fig. 3. Here note that the case of large Bond 

number is characterized by a large discrepancy between the top and bottom bubble pinning angles, 

resulting in a larger asymmetry of the bubble profile with respect to the small Bond number circular 

shape. We will show in the section discussing measured torque and drag reduction that the occurrence 

of this air ring asymmetry does not quantitatively affect the drag torque, thus making the friction 

process insensitive to the Bond number. Furthermore, in Supplementary Information – S1 we show 

that the superposition of a centripetal acceleration, consequent to the application of a rotational speed 

to the textured cylinder, does not alter the bubble shape to any measurable extent. Thus our air rings 

design demonstrates to be insensitive to the parametric variation of the interface physical properties, 

thus stably providing the cushioning effect as a tool to achieve significant drag reduction. 
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Figure 3. Theoretical investigation of the effect of Bond number (𝑤𝑏/𝑙𝑐)2, where 𝑙𝑐 = √𝛾𝐿𝐴/(𝜌𝑔), on the bubble 

formation and shape evolution obtained numerically (see Supplementary Information – S1). Left: Small Bond numbers, 

with 𝑤𝑝ℎ𝑜 = 2 mm. Right: large Bond numbers, with 𝑤𝑝ℎ𝑜 = 6 mm. The curves in the graphs show, for a fixed 𝑤𝑝ℎ𝑜, 

the normalized bubble growth along the axial direction, 𝑤𝑏/𝑤𝑝ℎ𝑜, (red curve) and the air contact angles (𝜃𝑢 and 

𝜃𝑙) as a function of the air injected volume; the latter is expressed in terms of the bubble equivalent thickness 𝑇𝐻. 

The larger the Bond number the larger is the air contact angle hysteresis of the air ring, which corresponds to a 

decreasing value of receding air contact angle; thus, for large Bond numbers, a larger pinning strength can be provided 

thanks to the increasing value of cos𝜃𝑙 − cos𝜃𝑢. 

 

Considering that the thickness of the air ring is critical to its drag reduction ability(43), we assessed 

the effect of the compressibility and water-solubility (in-water diffusion) of air on the time evolution 

of the air ring thickness (see Supplementary Information – S6). For the air-saturated water used in this 

investigation, it was observed that the volume of air ring changes by less than 2% in 4 hours when the 

inner rotor rotates at 20.9 rad/s. This indicates that the air rings are indeed very stable. 
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Measured Torque and Drag Reduction 

The measured torque 𝑇𝑚 is the sum of two contributions, 𝑇 + 𝑇𝑏. 𝑇 is the contribution coming 

from the flow in the proximity of the cylindrical surfaces, whereas 𝑇𝑏 is the torque given by both the 

top and bottom cylinder flat surfaces. Here, we measured 𝑇𝑏 using the same linearization method as 

that used by Westerweel et al.(46). This is done by measuring the torque of the inner rotor with 

different length submerged in water. In this process, 𝑇𝑏 (more precisely, half 𝑇𝑏) keeps constant while 

the contribution of the side wall increases linearly with its submerged length. The results show that 

the measured ratio 𝑇𝑏/𝑇𝑚 ranges from 0.12 to 0.13 for different rotating speed.  

Thus, we determined the contribution of the cylindrical surfaces, 𝑇, by subtracting the measured 

𝑇𝑏 from the measured 𝑇𝑚. For each point, the torque 𝑇𝑚 is measured for a period of 30 s. Four tests 

are performed for each of the states and the torque is averaged across all runs. The DR is defined 

as 𝐷𝑅 = (𝑇𝑠 − 𝑇)/𝑇s × 100%, where 𝑇s and 𝑇 are the cylinder torque contributions of the Taylor-

Couette flow for smooth uncoated inner rotor and the results obtained in the presence of air rings, 

respectively. 

As shown in Fig. 4, considerable drag reduction is observed experimentally for all the inner rotors 

with air rings on them. The dimensionless torque 𝑇′  of the inner rotor increases with Reynolds 

number 𝑅𝑒𝐶  following the power law of 𝑇′~𝑅𝑒𝐶
𝑛 , while the scaling exponent 𝑛  decreases from 

1.44 ± 0.01 for smooth inner rotor to 1.32 ± 0.01 for inner rotor in the presence of fully formed air 

rings (Fig. 4, left). Here, 𝑇′ = 𝑇/(𝜌𝜐2𝐿), 𝑅𝑒𝐶 = 𝑟𝑖(𝑟𝑜 − 𝑟𝑖)𝛺/𝜐, where 𝜌 and 𝜐 are the density and 

kinematic viscosity of water, respectively. For all the inner rotors with air rings on them, up to 77.2% of 

DR is observed and the DR varies within 2% in the range of Reynolds numbers tested (insert to Fig. 4, 

left). Furthermore, in Fig. 4, right, the experiments conducted at constant Reynolds number show that 

the DR increases with the 𝑇𝐻 of the air ring. Instead, a maximum DR exists as a function of the 

hydrophobic strip axial length, 𝑤𝑝ℎ𝑜, at constant 𝑇𝐻 of the air ring and at constant 𝑤𝑝ℎ𝑖. Such a 

maximum can be justified as follows. For small 𝑤𝑝ℎ𝑜 , increasing 𝑤𝑝ℎ𝑜  determines a proportional 

increase of the axial width of the air ring 𝑤𝑏, leading to a larger fraction of the inner rotor surface 

covered by the slippery air bubble. Consequently, this leads to an improved DR as well as to a reduction 

of the effective azimuthal wall velocity 𝑣0 with respect to the externally-applied cylinder azimuthal 

velocity 𝑣0. Note that the effective azimuthal wall velocity 𝑣0 can be considered as the equivalent 

azimuthal velocity of the untextured cylinder (𝑣0 < 𝑣0 takes into account the air bubble slippage in 

the equivalent untextured TC flow), see the theory analysis, Supplementary Information – S4. By 

further decreasing the effective azimuthal wall velocity 𝑣0  (thus by keep increasing 𝑤𝑝ℎ𝑜 ) is 
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equivalent to shifting the dynamics of the flow toward the laminar regime, given that the effective 

Reynolds number (~𝑣0) of the TC flow decreases. Since the generic TC flow regime is characterized by 

a torque scaling prefactor (the so called modified torque coefficients in Ref.(47)) which strongly 

increases toward the laminar regime, the further increase of 𝑤𝑝ℎ𝑜 results in a reduced DR. This, in 

addition to the formation of partial bubble contact occurring at increasing 𝑤𝑝ℎ𝑜  and leading to a 

reduced air ring coverage over the superhydrophobic strip, definitely provides a decrease of the drag 

reduction, as observed experimentally in Fig. 4, right. Therefore, influenced by these two factors, the 

DR curves show the existence of a maximum in correspondence of hydrophobic strip size of about 

4mm for our system. 

    

Figure 4. Experimental investigation of the effect of the Couette-Reynolds number 𝑅𝑒𝐶, air ring radial (𝑇𝐻) and axial 

( 𝑤𝑝ℎ𝑜/𝑤𝑝ℎ𝑖 ) width on measured torque and drag reduction obtained experimentally. Left: Variation of the 

dimensionless torque 𝑇′ = 𝑇/(𝜌𝜐2𝐿) against 𝑅𝑒𝐶 (red dots), for the uncoated inner rotor and for different bubble 

radial thickness (including the case of no air injection). The solid red lines represent the fit to the scaling 𝑇′~𝑅𝑒𝐶
𝑛, 

and 𝑛 is the scaling exponent. The solid and dashed black lines represent, respectively, the empirical power law 

describing the dimensionless torque for the transition and low-turbulent regime (the calculation methods are 

presented in Supplementary Information – S3). Insert: Variation of the drag reduction against 𝑅𝑒𝐶 . Results are 

measured for a constant value of 𝑤𝑝ℎ𝑜 = 4 mm. Right: Drag reduction as a function of the hydrophobic strip size, 

for different equivalent radial width (𝑇𝐻) of the air ring, but at constant 𝑅𝑒𝐶 = 1320.  

 

The results in terms of DR are analyzed with flow field simulations of the TC geometry at varying 

texture parameters, as presented in Fig. 5 (the calculation methods are presented in Supplementary 

Information – S4). In particular, in Fig. 5 we show, on the top, the effect of bubble skewness (asymmetry 

due to large Bond numbers), bubble thickness (𝑇𝐻), bubble axial length (𝑤𝑏) and hydrophobic textured 
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area density (𝛼) on the predicted dimensionless torque (𝐶̅, defined in Eq. S4.4; note that 𝐶̅ = 1 for 

the untextured case). Here, all the simulations are done assuming a full bubble contact over the 

hydrophobic strip (𝑤𝑝ℎ𝑜 = 𝑤𝑏). 

 

 

Figure 5. Theoretical investigation of the effect of flow strips, air ring behavior and geometrical configuration on 

torque obtained numerically. Top: Dimensionless torque 𝐶̅ (see Supplementary Information – S4) as a function of 

the bubble thickness 𝑇𝐻, for different texture area density 𝛼  and Bond numbers. In the calculations we have 

considered the case 𝑤𝑝ℎ𝑜 = 𝑤𝑏 (bubble covering the whole hydrophobic strip), whereas the 

superhydrophobic/hydrophilic reference texture is characterized by 𝑇𝐻 = 0.35 𝑚𝑚 and 𝑤𝑏 = 4 𝑚𝑚. Increasing 

the Bond number (green path) has no effect on the drag torque. Instead, increasing the texture area density 𝛼 (red 

path) determines a net reduction of the water velocity on the bubble surface, with a consequent stronger reduction 

in the generated drag torque. The bubble thickness 𝑇𝐻 (blue path) has an influence similar to 𝛼 but weaker in 

term of reduction of the water speed on the bubble wall. Bottom: Dimensionless drag torque reduction (and effective 

azimuthal wall velocity 𝑣0) as a function of the hydrophobic axial size 𝑤𝑝ℎ𝑜 (here 𝑤𝑝ℎ𝑜 ≥ 𝑤𝑏), for 𝑇𝐻 = 0.16 𝑚𝑚 

(corresponding to the red curve in Fig. 2(b)). The wetting condition in the portion of the hydrophobic strip which is 

uncovered by the air ring (width 𝑤𝑝ℎ𝑜 − 𝑤𝑏) is governed by the slip parameter 𝛽 (0 ≤ 𝛽 ≤ 1). We have analyzed 

two conditions, namely no-slip (𝛽 = 0) and partial slip (𝛽 = 0.043, see Supplementary Information – S4). The drag 

reduction does not increase linearly with 𝑤𝑝ℎ𝑜  due to the occurrence of the partial bubble contact on the 

hydrophobic strip. Instead, a maximum in the drag reduction exists, supporting the experimental results of Fig. 4, 

right. 

 

We note first, for all the investigated cases, that the smaller is the effective azimuthal wall velocity 

𝑣0, the smaller is the dimensionless drag torque (in the theory Supplementary Information – S4 we 
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show that both dimensionless torque and mean azimuthal flow velocity curves are qualitatively similar). 

Furthermore, we note that the bubble skewness has a negligible influence on the drag torque; indeed, 

the azimuthal velocity field is skewed too, but the smallest bubble-wall speeds are similar in the two 

cases. Moreover, we note that the strongest effects on the torque reduction are given by the increase 

of the patterned area density. However, when introducing the effect of the (more realistic) bubble 

partial contact (bottom panel), the incomplete contact introduces a geometric effect on the drag 

reduction, which leads to the maximum in the curves shown in Fig. 4, right. 

Let us now focus on another aspect of the mechanisms responsible for the drag reduction. First of 

all, it can be shown (see Supplementary Information – S2) that, even for the thinnest air ring, the 

contribution to losses due to air-solid friction can be neglected and, therefore, solid-liquid friction 

accounts for the majority of the drag measured on the inner rotor. Since the air rings cover 80% of the 

vertical surface of the inner rotor, the DR based on 𝑇 would be expected to range from 74% to 78% 

for air rings with different 𝑇𝐻. However, the measured DR only ranges from 56.6% to 77.2%. In order 

to shed light on the reasons for such discrepancy, the velocity distribution along the radial direction 

and radial-axial vorticity fields of the gap flow are measured. 

Because the air-solid friction in the air ring is very small, the water between the air rings and the 

outer cylinder gets little azimuthal momentum from the air-water interface. Thus, there exists an 

azimuthal velocity gradient in the axial direction between the fluid flowing near the hydrophilic stripes 

and the fluid in the proximity of the air rings. However, the intense viscous shear stress and Taylor 

vortexes developing in the flow lead to strong azimuthal momentum transport. 

Since the azimuthal momentum generated in correspondence of the hydrophilic stripes is 

transported to the fluid flowing near the air rings, the azimuthal velocity above the hydrophilic stripes 

at the same radial position of the air-water interface is much lower than that generated for the 

equivalent case but with a smooth inner rotor [see the experimental results reported in Fig. 6(a)]; this 

means that there is larger velocity gradient (
d𝑢𝜃

d𝑟
) at the inner rotor wall. Therefore, the shear stress on 

the hydrophilic stripes (𝜏 = 𝜌𝜐(
d𝑢𝜃

d𝑟
−

𝑢𝜃

𝑟
)) is larger than that on the surface of the equivalent smooth 

inner rotor (note that at the rotor surface, the term 
𝑢𝜃

𝑟
 for the comparing two cases is equal to 𝛺). 

This is why the total DR is less than expected. Moreover, it can be inferred that there is a large azimuthal 

velocity gradient near the inner wall of the hydrophilic stripes(48, 49). When the air-water interface 

penetrates deeper into the gap flow, the azimuthal velocity gradient along the axial direction between 

the fluid flowing near the air rings and the water in the proximity of the hydrophilic stripes gets smaller, 
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as well as the intensity of the Taylor vortexes [Fig. 6(b)]. Accordingly, the momentum transport 

between the water above the hydrophilic stripes and the air rings gets smaller, leading to an increase 

in DR with 𝑇𝐻 . Visualization of the flow scenarios of planar and patterned rotors at ReC=1320 is 

provided in Movie S1. The Taylor vortex axial position slightly varies along the azimuthal direction with 

time for both of the smooth and patterned inner rotors. However, the intensity of the Taylor vortexes 

for the smooth inner rotor is stronger than that for the patterned inner rotor, which makes the ink 

strongly constrained by the Taylor vortexes on the smooth inner rotor. 

 

 (a)                  (b) 

Figure 6. Experimental results showing the velocity profiles and vorticity fields for different texture configurations. (a) 

Radial profiles of the mean azimuthal velocity. The radial position and the mean azimuthal velocity are normalized by 

the gap width and the rotation velocity of the inner rotor, which are (𝑟 − 𝑟i)/𝑑 and 𝑢θ/Ω𝑟i, respectively. The mean 

azimuthal velocity profiles near the inner cylinder wall cannot be plotted as the measurements are impeded by the 

presence of the air rings. The horizontal solid line in (b) represents the axial position of the radial profile of the 

azimuthal velocity above the air ring. The dashed line in (b) represents the axial position of the radial profile of the 

azimuthal velocity above the hydrophilic stripe. (b) The radial-axial vorticity fields of the gap flow measured at 𝑅𝑒𝐶 =

660. The axial position is normalized by the annular gap width, which is 𝑧/𝑑. The 1st column: Smooth inner cylinder. 

The 2nd and 3rd columns: 𝑇𝐻 = 0.31mm  and 𝑇𝐻 = 0.62mm of the air rings with width of 4 mm. The 4th column: 

𝑇𝐻 = 0.31mm of the air ring with width of 2 mm. Note that the bubble-wall water speed reduction (proportional 

to DR) obtained when increasing 𝑇𝐻 from 0.31 to 0.62 mm (red to pink points) is much smaller than the reduction 

encountered from 𝑇𝐻 = 0 to 0.31 mm (black to red points), in agreement with the theoretical predictions.  

 

For the Taylor-Couette flow generated using a smooth inner rotor, pairs of counter rotating vortexes, 

known as Taylor vortexes, form after a critical Reynolds number due to centrifugal instabilities(50). The 

axial length of each pair of vortexes (spatial period) is approximately 2d(51). When the air rings are 
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introduced at the inner rotor surface, the intensity of the centripetal acceleration tends to have a 

periodical distribution because the azimuthal velocity in the flow have periodic gradients along the 

axial direction. The periodic centripetal acceleration causes new periodic vortex pairs and the spatial 

period of these new vortex pairs is almost twice the period of the air rings. Moreover, due to the low 

air-solid friction, the total azimuthal momentum in the flow gets smaller. Thus, both the vorticity of 

the new vortex pairs and the azimuthal momentum transport in the radial direction decrease. This 

corresponds to the result that the exponent n in the measured torque scaling decreases from 1.44 to 

1.32 (this can be referred to as “laminar shift”). 

Despite the air rings with different thickness are extremely stable in all the experiment conditions 

with Reynolds numbers up to 1320, corresponding to a rotating speed of 200 rpm (see Supplementary 

Information – S6, Movie S2), we have also conducted an introductory study at one order of magnitude 

larger Reynolds numbers, therefore investigating the high turbulent regime, adopting a newly 

developed Taylor-Couette apparatus. The rig, not featuring a torque gauge in this initial realization, has 

an inner and an outer rotor with diameters of 50mm and 70mm, respectively and the maximum 

rotating speed is 1500 rpm. It has been used to provide a preliminary investigation of the air ring 

stability in the high turbulent regime. In particular, we found that the Taylor-Couette flow in the 

presence of air-rings experiences three markedly-different regimes as the rotating speed is increased: 

i) A stable-ring regime, ii) a deformed-ring regime and iii) a ring-breakup regime - see Supplementary 

Information, Movie S3. Further details will be provided in our follow up contribution. 

 

In conclusion, the newly designed alternated superhydrophobic and hydrophilic strips produce a 

large surface energy barrier at their junction zone and are responsible for the generation of annular 

air rings, which form a persistent continuous circumferential boundary along the flow direction in a 

Taylor-Couette flow configuration; this is responsible for the large drag reduction measured in our 

apparatus. Due to the low dynamic viscosity of air, the air-solid friction in the air ring is small enough 

to be neglected. In the flow between the two cylindrical surfaces, there is a strong azimuthal 

momentum transport due to the viscous shear stress and Taylor vortexes, which leads to larger solid-

water friction on the hydrophilic stripes of the inner rotor with air rings than on the equivalent smooth 

inner rotor. Moreover, the momentum transport in the flow is strongly influenced by the location of 

the air-water interface in the gap between the cylinders; as a result, the total DR increases with the 

thickness of the air ring and approaches but cannot reach its maximum theoretical value. As the 

azimuthal velocity in the flow between the cylinders varies periodically with the strips in the axial 
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direction, the centripetal acceleration, which controls the formation of the Taylor vortex, exhibits the 

same periodicity. As a result, not only the intensity of the Taylor vortex decreases but also its position 

and periodicity varies. The present work demonstrates the feasibility of a newly proposed design 

strategy that is capable of producing unprecedented drag reduction efficiency by the optimized use of 

patterned superhydrophobicity/hydrophilicity. The proposed solution holds significant application 

potentials in designing novel drag reduction devices. 

 

Methods 

The total torque 𝑇𝑚 on the inner rotor is measured by a Viscometer with a maximum rotating speed 

of 200 rpm (Brookfield Programmable LVDV-II+, Brookfield AMETEK, reproducibility error ±0.2%). 

Taylor-Couette (TC) flow was created with a rotating inner rotor with radius 𝑟i = 12.5 ± 0.02mm 

and a stationary outer cylinder with radius 𝑟o = 17 ± 0.02mm. Schematic depiction of the apparatus 

is given in Fig. 1. The radius ratio 𝜂 = 𝑟i/𝑟o is 0.74, and the gap between the cylinders 𝑑 = 𝑟o − 𝑟i is 

4.5 mm. The height of the inner rotor is 𝐿 = 91 ± 0.1mm, and the corresponding aspect ratio 𝜉 =

𝐿/(𝑟o − 𝑟i) is 20.2. The gap between the cylinders is filled with air-saturated water at 25 ± 0.5℃. 

The height of the outer cylinder is 𝐿o = 111 ± 0.1mm while the gap between the bottoms of the 

inner and the outer cylinders is 10 ± 0.1mm. The rotation rate of the inner rotor 𝛺 is in the range 

of 10.47rad/s to 20.93rad/s which leads to an attainable range of 𝑅𝑒𝐶  between 660 and 1320. In such 

range of Reynolds numbers, by neglecting in first approximation the influence of the axial array of 

slippage areas on the TC regimes boundaries, the TC flow regime is expected to be located in between 

wavy flow to modulated-wavy vortex flow (low-turbulent flow)(47, 52, 53). According to the empirical 

equations reported in Supplementary Information – S5, the predicted ratio 𝑇𝑏/𝑇𝑚 is 0.11 to 0.12. 

Such values are in good agreement with the experimental finding. Finally, the rotor surface is either 

bare, or processed with alternating annular superhydrophobic stripes by masked spraying with a 

commercial paint (Ultra-Ever Dry, UltraTech International). The thickness of the superhydrophobic 

coating is 30 ± 3 μm and the SEM of the jointed superhydrophobic and hydrophilic surfaces is shown 

in Fig. 1(c). 

In order to measure the shape of air ring, a water bath tank of rectangular cross-section was used 

in our experiments. The camera was set 30 cm away and normal to the cross section of the air rings. 

A scale plate was put 1 cm beside the air ring in its meridian plane. A panel light was used as 
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background light to enhance the contrast between air rings and water. The light projected to the air 

rings was reflected due to total reflection on the interface between air and water.  
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