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Micro only 1.2 0.3 1.162 2.148 0.139 0.347 0.03

3.5 0.7 1.203 2.109 0.138 0.350 0.03

9.3 2.1 1.232 1.961 0.145 0.350 0.04

19.1 4.7 1.333 1.907 0.170 0.432 0.05

31.0 8.4 1.481 1.662 0.224 0.551 0.07

42.1 12.9 1.672 1.523 0.246 0.626 0.08

50.5 17.3 1.869 1.552 0.326 0.946 0.12

Micro + Nano 55.4 20.2 2.025 1.353 0.355 0.973 0.14

57.6 21.7 2.139 1.385 0.392 1.161 0.17

ρ = density

C p = heat capacity (measured using laser flash method)

α = thermal diffusivity

λ = thermal conductivity


