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We report a switchable time-varying mirror, composed of an Indium Tin Oxide - Gold bilayer,
displaying a ten-fold modulation of reflectivity (∆R ≈ 0.6), which saturates for a driving pump
intensity Ipump ≈ 100 GW/cm2. Upon interacting with the saturated time-varying mirror, the
frequency content of a reflected pulse is extended up to 31 THz, well beyond the pump spectral
content (2.8 THz). We interpret the spectral broadening as a progressive shortening of the mirror
rise time from 110 fs to sub 30 fs with increasing pump power, which is confirmed by four-wave
mixing experiments and partially captured by a linear time-varying model of the mirror. A temporal
response unbounded by the pump bandwidth enables applications for spectral manipulation from
time-varying systems with impact for communication networks, optical switching and computing.

I. INTRODUCTION

Fundamental wave phenomena such as refrac-
tion and reflection rely on altering the wavevector
of a wave by spatially modulating the permittiv-
ity, e.g. in a metamaterial. Conversely, a struc-
tured permittivity in the time domain manipulates
the wave frequency. Time-varying systems are a
platform for a wealth of exotic physics [1], includ-
ing nonreciprocity [2–4], amplification [5, 6] and
topology [7–10], as well as quantum-relativistic
effects [11, 12], promising applications including
photonic refrigeration [13] and temporal aiming
[14]. However, bridging the gap between the-
ory and experiment in time-varying systems has
proven especially challenging at optical frequen-
cies and ultrafast time-scales. Until recently, opti-
cal experiments have been mostly confined to sili-
con waveguides [15], micro-ring resonators [16] or
slow-light photonic crystals [17], but at the cost of
a narrow bandwidth and a slow temporal response.
In contrast, nonlinear optical interactions in

epsilon-near-zero (ENZ) materials, such as trans-
parent conducting oxides (TCOs) [18–22], as
Indium-Tin-Oxide (ITO), can induce modula-
tions of the permittivity on sub-picosecond time
scales [23] with order-of-unity refractive index
changes [19].
Time-varying physics have been observed in

TCOs, with effects such as time-refraction [24–27]
and time-reversal [28] of pulses, as well as in hybrid
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metal-dielectric metasurfaces with strong-ultrafast
switching [29, 30], frequency shifting [23, 26, 31–
33], polarisation switching [34] and high-harmonic
generation [35]. Frequency shifts as large as
11 THz were achieved in a bulk 610 nm thick film
of ITO [24]. However, the translation to thinner
films, below 100 nm, has proven challenging due
to the lack of interaction volume and propagation
length within the active medium, with shifts lim-
ited to 1-2 THz [23, 25, 33]. Time-varying effects
have been boosted by exploiting optical resonances
both in all-dielectric [36–39] and hybrid plasmonic-
ENZ metasurfaces [23, 32, 40], albeit limited by
damage thresholds lower than in bulk ITO. Large
modulation amplitudes, with no spectral dynamics
study, have been achieved by exploiting the Berre-
man resonance in GaN[41].

Here, we exploit the Berreman absorption reso-
nance of a layered ITO-gold bilayer as a switch-
able time-varying mirror. We demonstrate ex-
perimentally and model theoretically an ultra-
fast modulation of its reflection coefficient, which
leads to an absolute reflectivity change ∆R ≈ 0.6
(∆R/R ≈ 1000%), which saturates for a pump in-
tensity Ipump ≈ 100 GW/cm2. For optical pump-
ing beyond saturation we observe the generation
of new frequencies in the reflected probe spectrum
which extend to a 31 THz range. We interpret
this as a shortening of the response time of the
time-varying mirror, which we confirm with a four-
wave-mixing experiment.
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FIG. 1. (a) Concept of a purely time-varying mir-
ror: re
ection is a transition from kz to � kz for the
static mirror (top right), while the frequency distri-
bution broadens for the time-varying mirror (bottom
right). (b) Diagram of the temporal evolution of the
complex re
ection coe�cient in amplitude (blue) and
phase (red). (c) Spectral evolution of a pulse re
ected
by the time-varying mirror: an incoming pulse (dashed
green) is shifted (red arrow) and broadened (blue ar-
row) in frequency (continuous green) due the respec-
tive changes in phase and amplitude of the re
ection
coe�cient.

II. THE TIME-VARYING MIRROR

In a subwavelength and ultrafast time-varying
mirror, as depicted in Fig.1(a), an incident light
pulse is re
ected with a time-varying complex re-

ection coe�cient r (t) = � (t) exp[i� (t)]. As illus-
trated qualitatively in Fig.1(b-c), a quick decrease
of the Fresnel coe�cient amplitude � (t) leads to a
temporal narrowing and consequently to a spectral
broadening of the re
ected pulse, while a change
of phase� (t) leads to a spectral shift.

An ideal time-varying mirror should be able to
provide a large change in its complex re
ection
coe�cient, close to unity in amplitude, so that it
can be completely switched on and o�, and with a
phase shift of order� radians, over time-scales of
the order of the optical period (� fs), in order to
give rise to signi�cant spectral modulation.

We study a subwavelength time-varying mirror
made of a 40 nm thin �lm of ITO with ENZ fre-
quency f ENZ � 227 THz, deposited on glass and
covered by a 100 nm gold layer as depicted in
Fig.2(a). An optical pump pulse is used to modu-
late the mirror re
ectivity, whereas a probe beam
is used to measure the induced changes. The struc-
ture is much thinner than the e�ective wavelength
in the layer (� 6:6 µm at f ENZ ). Thin �lms of ENZ
materials exhibit plasmonic ENZ modes (black line

in Fig.2(b)) beyond the light cone, as well as a
Berreman mode above the light line (red-marked
re
ectance dip (see Supplemental Material (SM)
for details [42]) [43]. The deeply-subwavelength
thickness of the system allows e�cient coupling
to the resonant guided Berreman mode from free
space, while the re
ective gold layer increases the
con�nement of the mode into the ITO �lm, en-
abling strong nonlinear interactions[35]. As shown
in Fig.2(c), experimental evidence of the e�cient
coupling to the Berreman mode is manifested in
the strong re
ectivity dip measured at an angle of
65° close to the Brewster angle, for frequencies just
below f ENZ (230 THz, 1300 nm), which we choose
as the working frequency for both the pump and
the probe beam in our time-varying experiment.
This compares very well to the theoretical predic-
tion shown in Fig.2(d). The broad angular depen-
dence of the Berreman mode (� 60° to 70°) allows
for the resonant coupling of both pump and probe
beams.

The re
ectivity of the ITO/Au mirror can be
e�ciently modulated by an ultrafast laser pulse,
because of the consequent reduction in the plasma
frequency following a change of the photocarrier
dynamics in the ITO layer [30, 44]. The plasma
frequencyf p shift is assumed to be proportional to
the pump intensity [33] in our model (see SM [42]).
This reduction in f p is due to pump-induced intra-
band electronic transitions to states with higher
e�ective mass [44]. From this model, we predict
the evolution of the re
ection modulation with in-
creasing pump intensity, shown in Fig.2(e): the
re
ectivity is expected to reach a plateau for a
driving intensity � 100 GW/cm2, which is con-
�rmed by the data (blue crosses). Pump and
probe beams are degenerate at the Berreman fre-
quency (230 THz), the pump is incident at 75°
and the probe at 65°. The mirror total re
ectivity
changes fromR = 0 :07 (without pump) and con-
verges toR = 0 :66 at intensities above saturation
(I sat � 100 GW/cm2), corresponding to an ob-
served modulation of � R=R � 1000%, as plotted
in Fig.3(a). When the re
ectivity of the glass sub-
strate Rs = 0 :04, which is not modulated, is sub-
tracted, the observe re
ectivity change is as high
as 2200%.

This saturation of the re
ection modulation
can be explained by the redshift of the Berreman
mode with f p, illustrated in Fig.2(f): once the
Berreman re
ectivity dip is shifted far enough
from its original frequency, the re
ectivity reaches
its highest value (Fig.2(g)). The role of the Berre-
man resonance is to increase the contrast of the
maximum achievable modulation, as illustrated
in Fig.2(e-g), and to enhance the pump intensity
in the ITO layer. We point out that nonlinear
e�ects in both the silica substrate and the gold
layer can be neglected, since the Kerr coe�cient
of silica is 4 orders of magnitude smaller than that
of ITO, whereas for gold, only a small portion
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FIG. 2. (a) Sketch of a pump-probe experiment. (b) Dispersion diagram of the Berreman mode (red line),
situated above the light line (white line), and of the plasmonic ENZ mode (black line). (c) Experimental
re
ectivity of the sample, versus angle and frequency. The black dashed line indicates the angle of 65° at which
the re
ectivity in panel (d) is shown. (d) Experimental (continuous blue) and numerically obtained (dotted
blue) re
ectivity of the sample at an incidence angle of 65 °. (e) Experimental and expected re
ectivity at 230
THz as a function of pump intensity. The coloured dots identify the re
ectivity for a few powers as in (f). (f )
Simulated shift of the Berreman resonance spectrum as a function of pump intensity for an illumination angle of
65°. The dashed grey lines indicate the intensities at which the spectra in panel (g) are shown. (g) Simulated
re
ectivity spectra of the sample under incident intensities of 1, 27 and 613 GW/cm 2 .

of the �eld (3.7%) penetrates the gold layer, and
its Kerr coe�cient is still smaller than in ITO.
The combination of these features, together with
the large damage threshold of ITO, makes the
Berreman mode a convenient platform to explore
time modulations in a strongly non-perturbative
pumping regime, i.e. well above the saturation of
the re
ectivity modulation.

III. SPECTRAL DYNAMICS OF THE
SATURATED MEDIUM

So far, we have discussed the maximum achiev-
able modulation and the mechanism leading to the
saturation of re
ectivity. We now turn to discuss
the time dynamics of the mirror. The re
ectivity
changes are driven by pump pulse of �nite dura-
tion (220 fs and 2.8 THZ, or 16 nm, bandwidth)
and probe by an identical pulse. The evolution of
the probe re
ectivity with the pump/probe delay
is illustrated in Fig.3(a) for di�erent pump pow-
ers. The re
ectivity rise time is given by the con-
volution between the pump pulse and the faster
material response of ITO (below 50 fs [23], set at
30 fs in our model). The re
ectivity decay time,
on the other hand, is dominated by the slower re-

laxation dynamics of ITO ( � 360 fs [19]). Beyond
I sat , after a sharp rise, the re
ectivity reaches a
plateau and features a longer decay time (yellow
and red lines in Fig.3(a)). Our numerical simula-
tions reproduce the temporal dynamics with good
accuracy at low pump intensity (dashed blue line
in Fig.3(a)), but overshoot in amplitude and fail to
capture the longer decay time and the 
attening
of the response at high pump intensities.

In order to characterise the time-varying e�ects
of the mirror, we focus on the spectral features
of the probe signal undergoing modulation. Fig.3
shows the measured (b) and simulated (d) evolu-
tion of the probe spectrum at various delays, for
a pump power of I pump = 22 GW/cm 2, well be-
low saturation. A successive thinning and broad-
ening in the spectrum around zero delay is ob-
servable in Fig.3(b), associated with the ampli-
tude change of the re
ection coe�cient. Overall
the probe spectral content is largely unchanged,
as shown in Fig.3(f) where the modulated (pink
line) and unmodulated (light blue line) spectra are
almost superposed.

These below-saturation dynamics, including the
�ne features around zero-delay, are well repro-
duced by the linear time-varying model shown in
Fig.3(d). Since the modulation is signi�cantly
faster during the rise time, the time evolution of
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FIG. 3. (a) Experimental (continuous line) and nu-
merically simulated (dashed line) evolution of the
probe re
ection as a function of the pump/probe de-
lay for three pump intensities. (b-e) Comparison of
the re
ection as a function of delay and frequency, on
a log scale, at low intensity (22 GW/cm 2 , (b) experi-
ment, (d) theory) and at high intensity (708 GW/cm 2 ,
(c) experiment, (e) theory). (f,g) Cross-section of the
experimental re
ection signal shown in (b-c), at a de-
lay of � 90 fs (pink line) as well as -500 fs delay (light
blue line) where no modulation happens. Numerically
simulated modulated spectra from (d,e) are shown in
dashed pink.

the spectrum is not symmetric and neither is the
amount of blue and red shift at di�erent delays.

In Fig.3(c) we present the spectral map for the
maximum pump intensity achievable in our setup,
I pump = 708 GW/cm 2, well beyond I sat . New
frequencies are generated beyond the bandwidth
of the unmodulated spectrum. This is qualita-
tively similar to what is predicted by our model
and plotted in Fig.3(e) and in Fig.3(g) where new
frequencies are observed (pink line) well beyond
the frequency content of the unmodulated case
(light blue line). The broadening and shift of

the central part of the spectrum is well captured
by the time-varying model (pink dashed line),
however tails are much larger than predicted.
Fringes extended from 214 to 245 THz appear in
the map of Fig.3(c), well beyond the bandwidth
(2:8 THz) of the modulating pump pulse. The
spectral broadening is about 31 THz at an inten-
sity of 10� 3 of the modulated pulse, 10x higher
than the noise level and it is largest at slightly
negative delay (� 90 fs), on the rise time of the
mirror re
ectivity, when the temporal gradient
of re
ectivity is at its maximum. Moreover, the
spectrum becomes visibly asymmetric, with a
clear inclination towards the red, due to change
of phase in time. The full width at half maximum
(FWHM) on the spectrum, however, is only
marginally a�ected with an increase of 0.2 THz
and a maximum recorded shift of 0.3 THz. The
low amplitude of the newly generated frequencies
can be explained by the probe pulse, which is
longer than the medium rise time, and therefore
only partially modulated. Our simple time
varying model predicts a shortening of rise time
when saturating the mirror re
ection coe�cient,
going from the original 110 fs (pump limited)
to about 60 fs. However, the mismatch between
the data and the model in the tails of Fig.3(g)
suggests that the rise time could be much shorter,
pointing to richer material dynamics emerging
under saturation conditions. We stress that our
data shows the limits of the commonly accepted
and used modelling of photo-induced shift of
plasmonic resonances.

IV. SIGNATURE OF TEMPORAL
DYNAMICS IN FOUR-WAVE-MIXING

The acceleration of the response time with in-
creasing pump intensity can be measured more
precisely with a four-wave-mixing (FWM) exper-
iment. FWM is only generated when pump and
probe beams interact inside the ITO layer, during
the switching on of the time-varying mirror. .

The measured FWM signal as a function of
pump/probe delay is shown in Fig.4(a) (solid red
line). As expected, FWM generation mainly oc-
curs during the rise time of the re
ection (blue line
in Fig.4(a)), as also con�rmed by numerical simu-
lation (dashed red line, see SM [42]). A high FWM
e�ciency of 7.5%, de�ned as the ratio of FWM
power to the input probe power, is observed for
a pump intensity of 612 GW/cm 2 (see Fig. S4 in
SM [42]). In Fig.4(b) we plot the FWM spectrum
as a function of the pump intensity for a delay
of about � 150 fs, where the FWM signal is maxi-
mum. The spectrum starts from a nearly Gaussian
shape centered at 231 THz and with a width of
3.2 THz at a pump intensity of 15 GW/cm 2, very
close to the original probe spectrum (2.8 THz).
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