	Corrosion Process
	Wall Loss Rate (mm/year)
	Time of Detection (min)

	
	
	Experimental
	Predicted

	Citric acid, pre-passivation
	~3
	11
	11

	Citric acid, post-passivation
	~1
	23
	20

	Acetic acid, pre-passivation
	~4
	10
	9

	Acetic acid, post-passivation
	~1.8
	18
	15
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