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ABSTRACT 

Biomimetic liquid-repelling surfaces have been the subject of considerable scientific research and 

technological application. To design such surfaces, a flexibility-based oscillation strategy has been 

shown to resolve the problem of liquid-surface positioning encountered by the previous, rigidity-

based asymmetry strategy; however, its usage is limited by weak mechanical robustness and 

confined repellency enhancement. Here we design a flexible surface comprising mesoscale heads 

and microscale spring sets, in analogy to the mushroom-like geometry discovered on springtail 

cuticles, and then realize this through three-dimensional projection micro stereolithography. Such 

a surface exhibits strong mechanical robustness against ubiquitous normal and shear compression 

and even endures tribological friction. Simultaneously, the surface elevates water repellency for 

impacting droplets by enhancing impalement resistance and reducing contact time, partially 

reaching an improvement of ~ 80% via structural tilting movements. This is the first demonstration 

of flexible interfacial structures to robustly endure tribological friction as well as to promote water 

repellency, approaching real-world applications of water-repelling. Also, a flexibility gradient is 

created on the surface to directionally manipulate droplets, paving the way for droplet transport. 
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1. INTRODUCTION 

Nature provides a wide range of biomimetic surfaces, attracting considerable attention in scientific 

principles and technological applications such as liquid-repelling,1 self-cleaning,2 droplet 

manipulation,3 and energy harvesting,4 which rely on replicating morphological and chemical 

attributes of natural surfaces. For liquid-repelling applications, one famous example is the 

waterproofing surface of sacred lotus known nowadays as the lotus effect.5 Due to the inherent 

advantages imparted by the marriage of hierarchical morphology with wax-based chemical 

modification, water readily beads up and rolls over the leaf, indicating a high contact angle and low 
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adhesion. In addition to the low-adhesion-generated easy-rolling capability, liquid-repelling 

surfaces in nature can also trap water droplets due to high adhesion known as the petal effect,6 

which relies on the semi-wetting state of their hierarchical morphology between the Wenzel and 

Cassie-Baxter states. However, these surfaces suffer from a sustained dewetting state and strong 

repellency to low-surface-tension liquids (i.e., omni-repellency). Fortunately, a promising approach 

has been discovered in springtail cuticles, with which this widespread arthropod is able to repel 

most fluorinated liquid so as to guarantee dermal respiration in extremely aqueous environments.7 

Such cuticles have inspired a mushroom-like morphological geometry ranging from singly re-

entrant, doubly re-entrant to triply re-entrant topology.8−16 

 In addition to the static repellency above, artificial liquid-repelling surfaces require kinetic 

repellency against impacting droplets, including strong impalement resistance to rebound droplets 

and short droplet-surface contact time at impact. Normally, droplets impinging on a superrepellent 

surface will spread, retract, and bounce off with circular symmetry, resulting in the contact time 

bounded below by an inertia-capillarity limit.17 Accordingly, interfacial features with macro 

curvatures have been created to break the symmetry, leading to impalement resistance enhancement 

and contact time reduction owing to the asymmetrical droplet dynamics at impact.18−22 Recently, 

natural leaves and wings have inspired another strategy that abandons the conventional rigid 

prerequisite. In comparison to the asymmetry mechanism followed by rigid surfaces, flexible 

surfaces promote the kinetic repellency by reducing impacting loads through their oscillations,23−25 

extending the related research from statics to dynamics. 

 Despite this, both the rigidity-based asymmetry mechanism and the flexibility-based 

oscillation mechanism require strict impacting positioning, thereby limiting their usage. 

Consequently, the use of flexible interfacial microstructures, instead of entire surface flexibility, 

has been proposed to cope with the positioning problem,26−28 due to the great structural uniformity 

in micro-nano fabrication. Differing from a needle-like flexible microstructure utilizing bending 

movements at droplet impact,27,28 the mushroom-like microstructure has substituted its pillar-like 

rigid support with a spring-like flexible one.26 Such a microstructure is, however, criticized for 

weak mechanical robustness (tribological fiction under ~ 0.04 N mm−1) and limited repellency 

enhancement (~ 15%).26,29 

 Here, we report a water-repelling biomimetic surface structured with singly re-entrant 

mushroom-like basic units through three-dimensional projection micro stereolithography, each unit 

comprising a mesoscale head and a microscale spring set. Such a surface exhibits high recovery 

capability in response to ubiquitous normal and shear compression, even to achieve strong 

mechanical robustness against tribological friction under ~ 0.44 N mm−1. Simultaneously, the 

flexibility of the underlying spring sets is shown to elevate the kinetic repellency in relation to 

droplet intrusion in terms of impalement resistance enhancement and contact time reduction, 

partially reaching an improvement of ~ 80% via structural tilting movements. We believe this study 

to be the very first demonstration of flexible interfacial structures to robustly endure tribological 

friction as well as to promote water repellency, which approaches real-world applications of water-

repelling. In addition, by designing non-uniform spring sets to create a flexibility gradient, the 

surface is able to directionally manipulate droplets, thus paving the way for droplet transport. 
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2. EXPERIMENTAL SECTION 

 2.1 Surface Fabrication. Three-dimensional projection micro stereolithography was 

conducted on nanoArch S140 (BMF Precision Technology Co Ltd, China) to cure the commercially 

available HTL photosensitive resin (BMF Precision Technology Co Ltd, China), fabricating the 

designed surfaces on ITO coated fused silicas. Commercial low-surface-energy particles, Ultra-

Ever Dry (Ultra Tech International Inc, USA), were sprayed to the printed surfaces, coupling 

chemical modification. 

 

 2.2 Morphology Characterization. Morphological images of surfaces were taken with an 

optical microscope LW300LMDT (Cewei Guangdian, China). 

 

 2.3 Compression Test. Tweezer was used to compress mushroom-like flexible units normally 

and tangentially on an optical microscope LW300LMDT (Cewei Guangdian, China). The load-

displacement relation of mushroom-like flexible units was measured on a tensile-pressure tester 

ZQ990A (ZHIQU Precision Instruments, China) in pressure mode. The measurement was repeated 

three times for repeatability. 

 

 2.4 Friction Test. Tribological friction was conducted by loading and sliding a triangular 

rubber wiper against the fabricated surfaces on a self-built tribological test rig. On the tester, the 

surfaces were stationarily held as the lower specimen while the wiper had a controlled movement 

as the upper specimen (see Figure S1). The wiper was declined to approach a line contact with the 

surfaces at a normal load of 1 N, 2 N or 4 N, and was then slid over the surface at a speed of 1 mm 

s−1. The frictional and normal loads were recorded at a step of 0.1 s to yield the ratio known as the 

coefficient of friction. 

 

 2.5 Static Repellency Test. Static repellency of surfaces was investigated on a contact angle 

goniometer SDC-100 (SINDIN, China) in sessile drop mode under controlled temperature (25 C) 
and relative humidity (45%). The fabricated surfaces were controlled to lightly contact, heavily 

contact, and slide over hanging 2-μL deionized water droplets. To measure the contact angle, 2-μL 

deionized water droplets were dropped from a micropipette at a low velocity. The measurement 

was conducted 30 s after the droplets contacted the surfaces to ensure equilibrium. Three 

measurements were repeated for each surface for repeatability. 

 

 2.6 Kinetic Repellency Test. Impacting behaviors of 8-μL deionized water droplets on the 

fabricated surfaces were recorded by a high-speed camera FASTCAN SA1.1 (Photron USA Inc, 

USA) at a rate of 5000 fps. An electrically controlled microsyringe pump was used to release 

droplets at a specified height. Three measurements were repeated for each surface at each releasing 

height for repeatability. Specifically, for the oblique droplet impact, the surface holder was tilted 

with an angle of 35. 
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3. RESULTS AND DISCUSSION 

3.1 Design and Fabrication. We designed a flexible surface FS as a matrix of singly re-entrant 

mushroom-like basic units, each unit comprising a mesoscale square head and a spring set 

consisting of five microscale spring-like flexible supports (see Figure 1a). These mushroom-like 

units were prescribed in a rectangular array with a pitch of 3000 m. The length and thickness of 

the heads were set to 2800 m and 100 m, respectively. Each head had one support at the center 

and four supports near the corners with a distance of 2000 m. For each spring-like support, the 

free height and mean diameter were set to 2000 m and 500 m, respectively; and the coil number 

and coil diameter were set to 8 and 90 m, respectively. Three-dimensional projection micro 
stereolithography was conducted on nanoArch S140 system (BMF Precision Technology Co Ltd, 

China) to realize our design (see Figure 1b), because it has been proven as an industrial micro-

precision printer to rapidly tailor stereostructures for liquid repellency.30,31 Although the FS was 

purposely designed as a matrix consisting of 34 units due to the block size of the printer (19.210.8 
mm2), it would be simple to extend the size via splicing for any industrial application. During the 

structural modeling and fabricating, there was a tradeoff between structural rigidity and flexibility. 

We initially designed the supports as different zigzag springs to guarantee strong mechanical 

robustness (see Figure S2a) regardless of the flexibility to trigger structural oscillations at droplet 

impact. Then, returning to the common cylinder helix springs, a parametric discussion was 

conducted to avoid excessive flexibility, which can yield inclined and collapsed behaviors (see 

Figure S2b). As per to previous studies, the singly re-entrant mushroom-like geometry can repel 

impinging droplets solely from the morphological point of view,9,13,15,29 we, however, sprayed the 

FS with low-surface-energy particles to couple chemical modification (see Figure 1c),1 because in 

this study we mainly focused on the kinetic repellency under extremely impacting conditions. As a 

reference, we designed and fabricated the corresponding rigid surface (RS) with spring-like flexible 

supports substituted with pillar-like rigid ones. Also, we designed and fabricated a smooth surface 

SS (see Figure S3). 

 

 
Figure 1. Flexible and rigid surfaces. (a) Design of the flexible surface FS as a matrix of singly re-



5 
 

entrant mushroom-like units, each unit comprising a square head and a spring set consisting of five 

spring-like flexible supports, in reference to the rigid surface RS with pillar-like rigid supports. (b,c) 

Optical microscopy images of the fabricated surfaces by using three-dimensional projection micro 

stereolithography and low-surface-energy chemical modification. Scale bar: 1 mm. 

 

3.2 Mechanical Robustness. To test mechanical robustness,1,14,32−34 we first compressing the 

FS by a tweezer on an optical microscope (see Figure 2a and Movie S1). For a mushroom-like 

flexible unit, the spring-like supports deformed downwards when the head was normally 

compressed, but rapidly recovered after releasing the load. The recovery capacity remained even 

when the head was sheared, thus demonstrating the good mechanical robustness endowed by the 

flexible supports in response to normal and shear compression that is unavoidable in daily use. To 

quantify the mechanical properties, we experimentally captured the load-displacement relation by 

compressing the mushroom-like flexible unit with a spherical indenter on a tensile-pressure tester 

(see Figure 2b). Also, we evaluated the load-displacement relation by finite element simulation 

analyses in COMSOL Multiphysics (COMSOL Inc, UK) with the elasticity modulus, Poisson ratio 

and density of 4.5 GPa, 0.35, and 1100 kg m−1. One inset was provided to visualize the simulation 

analyses. For the simulated relation, a moderate slope gave a clear indication that the supports were 

flexible enough to follow a linear response against the applied normal load, respecting Hooke’s law. 

However, due to the structure interference, the measured relations rendered a rapid increase when 

the head displacement exceeded ~ 0.6 mm, which can be regarded as the allowable amplitude of 

oscillation for the mushroom-like flexible unit. Within the linear region, the measured load was 

higher than the simulated one at the same displacement, which can be ascribed to the presence of 

low-surface-energy particles. Of note, the measurement was repeated three times, showing good 

repeatability. 
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Figure 2. Mechanical robustness of mushroom-like units. (a) Mechanical robustness of mushroom-

like flexible units against normal and shear compress on an optical microscope. (b) Mechanics of 

mushroom-like flexible units by measuring the load-displacement relation on a tensile-pressure 

tester, in comparison to mechanics simulation. (c) Mechanical robustness of mushroom-like units 

against tribological friction at a normal load (1 N, 2 N or 4 N) and a sliding speed of 1 mm s−1. (d) 

Rigid surface RS after friction under 4 N. (e) Flexible surface FS after friction under 4 N. Scale bar: 

1 mm. 

 

We further explored the mechanical robustness with regard to a real-world scenario, i.e., 

tribological friction. A triangular rubber wiper was declined to approach a line contact with the FS 

at a normal load (1 N, 2 N or 4 N), and was then slid over the surface at a speed of 1 mm s−1 (see 
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Figure S1). As a reference, the friction tests were also carried out on the RS. During the sliding, the 

interaction between the frictional pair produced a shear load, yielding the coefficient of friction as 

the ratio between the shear and normal loads (see Figure 2c). The coefficient of friction for the RS 

rose up to a stable value around ~ 0.6 and then declined to zero, with some fluctuations in the stable 

stage due to the gaps between adjacent mushroom-like units. In comparison to the cases under 1 N 

and 2 N, the coefficient of friction under 4 N was the first to reach zero because of the generation 

of structural damage (see Figure 2d). The damage can be classified into breakages at pillar-bottom 

connections and head fragmentations. 

The same trend was presented by the coefficient of friction for the FS. However, the increasing 

and decreasing slopes were milder than those of the RS, which can be ascribed to the bending 

behaviors of spring-like supports under shear loads (see Figure 2a). The larger the applied normal 

load, the milder the slope. The bending behaviors also produced a higher stable value (even 

transiently reaching ~ 1.0) in comparison to the RS, implying a more severe frictional state owing 

to the structural compliance. The structural damage was evidenced under 4 N by tracking the status 

of mushroom-like units after friction (see Figure 2e). Although no fragmentation was directly 

observed on the irregularly patterned heads, some breakages can be found at the spring-head 

connections by shearing the heads with a tweezer (i−iv). Herein, different color stripes were used 

to position the sub-images (i−iv) referring to Figure 2e; and the arrows were used to denote the 

shearing direction of the tweezer. Of note, these spring-head breakages only occurred on one side 

of the mushroom-like units at the end of the friction (iii). For the former mushroom-like units, two 

adjacent units can share the load from the sliding wiper (v); however, the last mushroom-like unit 

had to support the wiper load through extreme extension of its spring-like supports, resulting in 

spring-head breakages (vi). Even if the FS and RS started to exhibit structural damage under the 

same normal load of 4 N, the ratio of damaged units on the FS was lower than that on the RS. Also, 

the non-fragmented heads on the FS, to an extreme, retained the water repellency due to the intact 

mushroom-like geometry. Gratifyingly, the mushroom-like microstructures in previous studies 

presented structural damage in friction tests with the normal pressure as low as 0.04 N mm−1,29 

criticizing the weak mechanical robustness. Here, our mushroom-like structures started to exhibit 

structural damage under the normal pressure of ~ 0.44 N mm−1, thereby confirming a greater (~ 11 

times) mechanical robustness against tribological friction to approach real-world applications. 

 

3.3 Static Repellency. We investigated the static repellency of the fabricated surfaces by 

lightly contacting, heavily contacting, and sliding over hanging water droplets on a contact angle 

goniometer (see Movie S2). When the mushroom-like unit on the FS or the RS lightly touched the 

droplet (see Figure S4a), the droplet beaded up and eventually left the unit, indicating high contact 

angle and low adhesion, which can be also evidenced by the smooth movement when the unit slid 

over the droplet. Under the heavy-contact condition, the droplet preferred to climb up along the 

microsyringe needle rather than spreading on the unit, again highlighting the great static repellency. 

During the contacting and sliding, no structural deformation was observed on the FS owing to its 

mechanical robustness discussed above. Similarly, the same phenomena can be found when the gap 

between two adjacent mushroom-like units lightly contacted, heavily contacted and slid over 
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hanging droplets (see Figure S4b), demonstrating the great repellency in response to static liquid. 

We further quantified the values of contact angle by dripping water droplets from a 

micropipette at a low velocity since a hanging droplet cannot be directly trapped by these 

waterproofing surfaces. Owing to the low adhesion, the dripping droplet rolled and eventually 

rested at the center of a gap cross within 22 mushroom-like units. The FS and RS exhibited contact 

angles of 142.03 and 142.60 that were smaller than the value of 154.03 measured on the SS, thus 
indicating an underestimation as the droplet rested at the center of a gap cross (see Figure S5). Also 

noteworthy is the nearly equal contact angle values when the surfaces changed from rigidity to 

flexibility. Generally speaking, a smaller contact angle can be characterized on a flexible surface 

than a rigid one, because the contact angle is a macroscopic evaluation index based on a specified 

baseline so that the deformation of the flexible surface arising from the droplet gravity will identify 

a reduced value to underestimate the real static repellency.26 However, thanks to the good 

mechanical robustness, the absence of structural deformation on the FS ensured an accurate 

contact-angle characterization. 

 

3.4 Kinetic Repellency of Mushroom-Like Units. To study kinetic repellency, we conducted 

impacting tests on the fabricated surfaces with water droplets impacting mushroom-like units at 

different velocities (see Movie S3). Figure 3 shows the outcomes of impacting events along with 

an increased Weber (We) number (see Table S1). Here, We is a nondimensionalized index expressed 

by D0V0
2/ to quantify the ratio between inertial and capillary loads; D0 and V0 are the droplet 

diameter and velocity before impact; and  and  are the droplet density and tension. Referring to 
the definitions of the Wenzel and the Cassie-Baxter wetting states, we defined the outcomes of the 

FS as follows. For the rebounding, the impinging droplet spread, retracted and eventually bounced 

off the mushroom-like units (i and ii). The rebounding behavior can be classified into two types: at 

small We (REB; i), the droplet cannot impale the defense of the heads because the impacting load 

was smaller than the breakthrough limit;9,10 at large We (REBB; ii), as the impacting load slightly 

exceeded the breakthrough limit, the droplet impaled the heads but eventually bounced off. Here, 

B stands for the breakthrough of the impaled droplet. Of course, when the value of We continued 

to rise up (PIN/REB; iii), the pinning behavior inherited the place of the rebounding, where the 

droplet impaled the heads and then touched the supports or the substrate so that the lower part was 

trapped by the mushroom-like units while the upper part was rebounded. Referring to previous 

studies, the PIN/REB behavior can be termed as partial rebounding. However, in this study, the 

partial rebounding has been regarded as the failure of impalement resistance.25 Similar outcomes 

can be observed on the RS but exhibited three special extensions, including REBS (iv), REBBS (v) 

and PIN/REBS (vi), where S stands for the segmentation of the rebounded droplet. More precisely, 

the rebounded droplet (iv and v) or the rebounded droplet part (vi) was segmented into the upper 

and lower satellites. 
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Figure 3. Kinetic impalement resistance of mushroom-like units. Outcomes of water droplets 

normally impacting the mushroom-like units as a function of We. Snapshots exemplarily provided 

to visualize different outcomes over time, including rebounding (REB, i), segmental rebounding 

(REBS, iv), rebounding with breakthrough (REBB, ii), segmental rebounding with breakthrough 

(REBBS, v), pinning with rebounding (PIN/REB, iii), and pinning with segmental rebounding 

(PIN/REBS, vi). Scale bar: 3 mm. 

 

The FS and RS exhibited the synchronous occurrence of REBB(S)-to-PIN/REB(S) 

transformation at We of ~ 34.98, indicating the same kinetic impalement resistance. This appears 

to violate the impalement resistance enhancement endowed by the surface flexibilization in 

previous studies.23−28 By checking the impalement behaviors (see Movie S3), one cause of the 

conflict was eventually discovered. The impacted mushroom-like unit normally oscillated to reduce 

the impacting load, elevating kinetic impalement resistance; however, the structural downward 

movement also helped the horizontal movement (see Figure S6) of the impaled droplet due to the 

capillary force, resulting in the negative effect on kinetic impalement resistance. This paves the 

way for the further structural optimization of mushroom-like units by changing the singly re-entrant 

heads into doubly re-entrant ones. OF note, the SS started to exhibit a partial REB when We 

exceeded ~ 22.27 (see Figure S7), which can be regarded as impalement resistance failure referring 

to previous works.25 

Also, we discussed the droplet dynamics in terms of spreading performance, restitution 

coefficient and contact time (see Figure 4). Figure 4a shows the maximum spreading factor Dmax/D0 

of water droplets as a function of We, where Dmax is the maximum droplet diameter. In the 

rebounding region (We < 34.98), the FS exhibited a smaller Dmax/D0 than the RS, in consistent with 
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the findings in previous studies.23−28 As per to these studies, when the natural frequency of the 

flexible surface is lower than that of the droplet, the downward motion of the surface will proceed 

throughout the whole spreading phase of the droplet, thus reducing the impacting load to reduce 

Dmax/D0 in comparison to the rigid case. Alternatively, the flexible surface will reach the maximum 

deformation before the droplet spreads to the maximum diameter, resulting in a mild Dmax/D0 

reduction that is not solely ascribed to the reduction of impacting load but also the viscoelastic 

breaking effect of soft materials.35 By characterizing the maximum displacement h when water 
droplets impacted the mushroom-like flexible units at the edge of the FS (see Figure S8 and Movie 

S4), we confirmed that the impacted mushroom-like flexible unit reached the maximum downward 

movement before the droplet spread thoroughly, denoting the second explanation above. In the 

pinning region (We  ~ 34.98), the value of Dmax/D0 continued to raise on the RS but began to 
decrease on the FS as We increased. For the FS, besides the reduction of impacting load and the 

viscoelastic breaking effect, the downward movement of the impacted mushroom-like flexible unit 

also benefited the droplet impalement, thereby decreasing the rebounded droplet to further reduce 

Dmax/D0. 

 

 

Figure 4. Droplet dynamics impacting mushroom-like units. (a) Maximum spreading factor 

Dmax/D0 of water droplets as a function of We. (b) Maximum displacement h of mushroom-like 
flexible units as a function of We, in comparison to mechanics simulation. (c,d) Theoretical 

spreading model to estimate the work done W of water droplets in spreading, and the results as a 

function of We. e) Restitution coefficient Hmax/H of water droplets as a function of We. (f) 
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Dimensionless contact time Tc/ as a function of We, together with the theoretical inertia-capillarity 

limit Tc/ = 2.2. 
 

Based on momentum conservation, the maximum impacting load can be expressed by 

0.25D0
2V0

2, denoting an impacting pressure V0
2 applied over an area 0.25D0

2,36 which has 
been demonstrated by the impacting images obtained every 0.2 millisecond (see Figure S8). 

Accordingly, we evaluated the maximum displacement h of the FS at droplet impact by simulation 
analyses, and then compared with the measured value (see Figure 4b). One inset was provided to 

visualize the simulation analyses. The measured h was lower than the simulated one at the same 
We, which can be ascribed to the larger mechanical stiffness arising from low-surface-energy 

particles (see Figure 2b). 

With a view to further study how the flexibility can affect droplet spreading, we established a 

theoretical model based on energy conservation to estimate the work done W (see Figure 4c and 

Figure S9). For the rigid case, W is expressed by 
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Here  is the apparent contact angle, g is the gravitational acceleration,  is the mass ratio, l is the 
head length, p is the head pitch, and k is the stiffness of the mushroom-like flexible unit. Using this 

model, we evaluated the work done (see Figure 4d), where the value of k was captured from the 

established load-displacement relation (see Figure 2b). The work done monotonically increased 

along with the increased We, corresponding to the intensified droplet impalement and energy 

consumption. The spreading droplets dissipated more energy on the FS than on the RS. With regard 

to the FS, the rigid model overstated the energy consumption in comparison to the flexible model. 

Figure 4e shows the restitution coefficient Hmax/H as a function of We, where H is the releasing 

height and Hmax is the maximum bouncing height. This coefficient is an index to quantify the energy 

eventually remaining in the rebounded droplet regardless of mass loss at impact. The value of Hmax 

is characterized as the distance from the top side of the head to the lowermost rim of the rebounded 

droplet (or the larger satellite in a segmental bouncing case). Consistent with the above discussion 

on work done, the increased We indicated the increased droplet impalement and energy 

consumption, leading to the decreased restitution coefficient; and the FS exhibited smaller 

restitution coefficients than the RS owing to greater energy consumption. 

Figure 4f shows the nondimensionalized contact time Tc/ as a function of We, where  is a 

timescale expressed by (0.125D0
3/)0.5.17 The dash line denotes the theoretical limit of 2.2 by 

balancing inertial and capillary forces. The FS and RS exhibited an obvious reduction in 

comparison to the SS. As We increased, the FS showed a reduced contact time in comparison to the 

RS with an increased deviation. However, this reduction was interrupted by the occurrence of 

droplet pinning at We ~ 34.98. In the pinning region (We  ~ 34.98), the contact time in the FS or 
the RS case began to fluctuate along with the increased We, which can be ascribed to a stick-slip 

effect. More precisely, the pinning of the impaled portion of the droplet delayed the bouncing of 

the rebounded portion, yielding an increased contact time; the above delay increased as the partial 

pinning behavior intensified with increasing We; when We continued to rise up, the impaled portion 

became large enough in relation to the rebounded part, helping the rebounded portion to reversely 

shorten the contact time; the above steps were repeated to yield the fluctuant contact time as a 

function of We. This stick-slip effect can be used to explain the fluctuation of contact time on the 

SS along with the increased We, owing to the existence of partial rebounding. 

 

3.5 Kinetic Repellency of Gaps between Mushroom-Like Units. Besides the mushroom-

like units themselves, we investigated the kinetic repellency of the fabricated surfaces by impacting 

water droplets on the gaps between two adjacent mushroom-like units at different velocities (see 

Movie S5). Figure 5a shows the outcomes of impacting events as a function of We (see Table S1). 

Similar to the outcomes of droplet-unit impact, either the FS or the RS changed from the REB (i) 

to the REBB (ii), and eventually entered into the PIN/REB (iii) as We increased. However, when 

the value of We continued to rise up, the PIN/REB transformed into the PIN/REBP (iv), where the 

impaled droplet portion was still trapped by the mushroom-like units while the rebounded droplet 

exhibited a pancake-like shape.25,37 Of note, this pancake shape usually denotes a bouncing droplet 

with uncompleted retraction, implying an obvious contact time reduction, which will be verified 

later. Gratifyingly, the FS exhibited the REBB-to-PIN/REB transformation at We of ~ 28.62, higher 
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than the value of ~ 15.92 in the RS case, indicating an 79.77% enhancement of kinetic impalement 

resistance. By tracking the dynamics of water droplets when they impacted the unit gaps at the edge 

of the FS (see Movie S6), the mechanism was discovered as below. The mushroom-like flexible 

unit oscillated at droplet impact to reduce the impacting load, elevating kinetic impalement 

resistance. Moreover, as the impact occurred on the gap between two adjacent mushroom-like 

flexible units, only one side of the head endured the impacting load for each unit, thus tilting the 

head (see Figure S10). The tilting movements of the two mushroom-like flexible units prevented 

the horizontal movement of impaled droplet caused by the capillary force (see Figure S11), further 

elevating kinetic impalement resistance. 

 

 

Figure 5. Kinetic repellency of gaps between mushroom-like units. (a) Kinetic impalement 

resistance of mushroom-like units as a function of We, with water droplets normally impacting the 
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gaps. Snapshots exemplarily provided to visualize different outcomes over time, including 

rebounding (REB, i), rebounding with breakthrough (REBB, ii), pinning with rebounding 

(PIN/REB, iii), and pinning with pancake-like rebounding (PIN/REBP, vi). (b) Maximum spreading 

factor Dmax/D0 of water droplets as a function of We. (c) Restitution coefficient Hmax/H of water 

droplets as a function of We. (d) Dimensionless contact time Tc/ as a function of We, together with 

the theoretical inertia-capillarity limit Tc/ = 2.2. (e) Tilting movements of mushroom-like flexible 

units to repel obliquely impacting water droplets with an angle of 35. Scale bar: 3 mm. 
 

Also, we investigated the droplet dynamics in terms of spreading performance, restitution 

coefficient and contact time (see Figure 5b−5d). Similar to the droplet-unit impact, the FS exhibited 

smaller maximum spreading factors, lower restitution coefficients and shorter contact time in 

comparison to the RS. Differently, when the value of We was large enough, the stick-slip 

phenomenon of contact time was absent. As mentioned in droplet outcomes, the occurrence of 

pancake bouncing indicated droplet takeoff with uncompleted retraction so as to reduce contact 

time remarkably. The larger the value of We, the more obvious the pancake shape, resulting in 

shorter and shorter contact time. Also noteworthy is the reversed relation of contact time between 

the FS and RS cases. Because the impacting load was reduced by the structural oscillations on the 

FS, the pancake bouncing was earlier to appear and more serious on the RS, eventually making the 

contact time in the RS case shorter than that in the FS case. 

We further applied the findings of angular tilting of mushroom-like flexible units to repelling 

obliquely impacting water droplets with an angle of 35 (see Movie S7). Figure 5e shows the 
outcomes of impacting events as a function of We (see Table S1). The RS changed from the REB(S) 

to the REBB, and eventually entered into the PIN/REB (ii) at We of ~ 22.51. Under the same 

conditions, the FS still remained the REBB response (i) to impinging droplets, highlighting the 

greater kinetic impalement resistance induced by structural tilting movements. 

 

3.6 Droplet Transport. In addition, we designed and fabricated another artificial surface 

comprising mushroom-like flexible units, each unit having a spring set mixing with two types of 

microscale spring-like supports (see Figure 6). They had the same structural parameters except for 

the coil number, i.e., 4 or 8. Such a flexibility combination within each unit created a flexibility 

gradient, benefiting the directional manipulation of impinging droplets. After releasing, the water 

droplet bounced six times and eventually left the surface (see Movie S8), realizing a droplet 

transport.2 
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Figure 6. Flexibility combination in mushroom-like units to create a flexibility gradient for 

directional droplet transport. Scale bar: 3 mm. 

 

4. CONCLUSIONS 

In analogy to the singly re-entrant mushroom-like geometry of springtail cuticles, we designed a 

flexible water-repelling surface structured with mushroom-like basic units, each unit comprising a 

mesoscale head and a microscale spring set. Three-dimensional projection micro stereolithography 

was employed in the micro-nano fabrication to rapidly and precisely replicate our design. Our 

surface was shown to exhibit strong mechanical robustness against ubiquitous normal and shear 

compression, and was even able to endure tribological friction under the load as high as 0.44 N 

mm−1, around ~ 11 times higher than previous studies.29 The surface also elevated water repellency 

to impacting droplets by enhancing impalement resistance and reducing contact time. Specifically, 

the impalement resistance was shown to reach an improvement of ~ 80% by triggering the structural 

tilting movements, around ~ 5 times higher than previous studies.26 Such tilting movements were 

also applied to repelling obliquely impacting water droplets. We believe this study to be the very 

first demonstration of flexible interfacial structures to robustly endure tribological friction as well 

as to promote water repellency, approaching real-world applications of water-repelling. Also, by 

combining different flexibilities in each mushroom-like unit, the resulting flexibility gradient was 

shown to directionally manipulate droplets, thereby paving the way for droplet transport. 
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Figure S1. Schematic of tribological friction between a rubber wiper and the fabricated 
surfaces at specified normal loads and sliding speeds. 
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Figure S2. Structural optimization of supports in mushroom-like flexible units. (a) 
Supports in zigzag-spring geometry to achieve strong mechanical robustness regardless of 
the flexibility to guarantee structural oscillations at droplet impact. (b) Supports in 
cylinder-helix-spring geometry to balance robustness and flexibility. Excessive flexibility 
led to inclined and collapsed behaviors. 
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Figure S3. Optical microscopy images of the fabricated smooth surface by using three-
dimensional projection micro stereolithography and low-surface-energy chemical 
modification. Scale bar: 1 mm. 
  



S5 
 

 

Figure S4. Static repellency of mushroom-like units. The units (a) and their gaps (b) were 
lightly contacted, heavily contacted, and slid over hanging water droplets on a contact angle 
goniometer. Scale bar: 1 mm. 
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Figure S5. Schematic of contact angle measurement. 
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Figure S6. Schematic of kinetic impalement resistance of mushroom-like units. At impact, 
the flexible unit normally oscillates to reduce the impacting load, elevating the kinetic 
impalement resistance. However, its downward movement also benefits the horizontal 
movement (see red arrows) of the impaled droplet due to the capillary force, inversely 
weakening the kinetic impalement resistance. Doubly re-entrant mushroom-like heads are 
recommended. 
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Figure S7. Partial bouncing of impacting droplets. The conditions at We ~ 22.27 and ~ 
28.62 were taken as examples to visualize the transformation of water droplets on the 
coated smooth surface SS from full bouncing to partial bouncing. Scale bar: 1 mm. 
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Figure S8. Maximum displacement h of mushroom-like flexible units normally impacted 
by water droplets at We of ~ 60.39. Scale bar: 1 mm. 
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Figure S9. Theoretical spreading model to estimate the work done W of water droplets in 
the spreading phase after normally impacting mushroom-like units. D0 and V0 are the 
droplet diameter and velocity before impact. Dmax is the maximum droplet diameter.  is 
the thickness of the thoroughly spread droplet (for iii in flexible case, the thickness 
comprises  and ’). l is the head length. p is the head pitch. h is the original height. h is 
the maximum displacement. 
 
For the rigid case, in order to calculate the work done W in spreading, the droplet is 
assumed to exhibit an original sphere and to spread out to a cylinder. At the contacting 
instant, the kinetic energy Ek,0, surface energy Es,0, and potential energy Ep,0 of the droplet 
can be expressed by 
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where D0 and V0 are the droplet diameter and velocity,  and  are the droplet density and tension, 
and g is the gravitational acceleration. When the droplet reaches the maximum diameter Dmax, the 

kinetic energy becomes zero with the surface energy Es,1 and potential energy Ep,1 rendered as 
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where  is the apparent contact angle, and  is the droplet thickness expressed by 2D0
3/(3Dmax

2) 
referring to mass conservation. Hence, the work done W can be eventually calculated as 
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For the flexible case, regardless of structural mass, the kinetic energy Ek,0, surface energy Es,0, and 

potential energy Ep,0 of the droplet-surface system before impact can be expressed by 
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With regard to the thoroughly spead droplet, the kinetic energy becomes zero, leaving nonzero 

surface energy Es,1, potential energy Ep,1 and viscoelasticity-induced hysteresis energy Eh,1. As the 

glass transition temperature of the used photosensitive resin is higher than the experimental 

temperature, an elastic assumption is adopted to simplify the modeling. When Dmax < 2p – l, the 

surface energy and potential energy can be rendered as 
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where h is the maximum displacement, and k is the stiffness. Accordingly, the work done W can 
be calculated as 
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When Dmax  2p – l, the surface energy and potential energy can be rendered as 
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where the droplet thickness is divided into two parts ( and ’), and  is the mass ratio expressed 
by 
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Therefore, the work done W can be calculated as 

k s p

3 2
0 0

k

2 2
s 0 max

3 3 2 2 2
0 0 0

p 2 3
max 0

12
1 cos

( )
4

(1 ) 6(2 )
( ) where =

6 2 3 2 2

W W W W

D V
W

W D D

gD D D k h p l h
W h

D D





   


  





 

 

    

    


 .           (S9) 

  



S13 
 

 
Figure S10. Tilting movements of mushroom-like flexible units when water droplets 
normally impacted the gaps between two adjacent mushroom-like units at We of ~ 60.39. 
Scale bar: 1 mm 
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Figure S11. Schematic of kinetic impalement resistance of gaps between mushroom-like 
units. At impact, with regard to the rigid unit, the impaled droplet horizontally moves (see 
red arrows) due to the capillary force. However, the flexible unit tilts in the angular mode 
to avoid the horizontal movement of the impaled droplet, elevating kinetic impalement 
resistance. 
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Table S1. Outcomes of water droplets impacting mushroom-like units and their gaps as a 
function of We, including rebounding (REB, ), segmental rebounding (REBS, ), 
rebounding with breakthrough (REBB, ), segmental rebounding with breakthrough 
(REBBS, ), pinning with rebounding (PIN/REB, ), pinning with segmental rebounding 
(PIN/REBS, ), and pinning with pancake-like rebounding (PIN/REBP, ). Three 
replications were conducted for each case. 

We 

normal impact 

We 

oblique impact 

unit unit gap 
SS 

unit gap 

FS RS FS RS FS RS 

3.21      3.45   

9.56      9.81   

15.92      16.16   

22.27      22.51   

28.62         

34.98         

41.33         

47.69         

54.04         

60.39         
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